MAIN OFFICE BRANCH OFFICES

1988 TRIUMPH ST. PASADENA, NFLD.
\YGC VANGEOCHEM LAB LiM i e ws | PeRrmoner W
—_—— ] ® (604) 251-5656 MISSISSAUGA, ONT.
A — - ® FAX (604) 254-5717 RENO, NEVADA, USA.
CC-89-02

ASSAY aNaAaLYTICAL REPORT

CLIENT: OREQUEST CONSULTANTS LTD. DATE: Jan 31 1989
ADDRESS: 404 - 595 Howe St.
‘ : Vancouver, B.C. REPORT#: 890047 MA
: VEC.-2TS JOB#: 890047
PROJECT#: None Given INVOICE#: 890047 NA
SAMPLES ARRIVED: Jan 27 1989 TOTAL SAMPLES: 4
REPORT COMPLETED: Jan 31 1989 REJECTS/PULPS: 90 DAYS/1 YR
ANALYSED FOR: Au (Metallic) SAMPLE TYPE: CORE REJECTS -

SAMPLES FROM: OREQUEST CONSULTANTS LTD.
COPY SENT TO: OREQUEST CONSULTANTS LTD.

PREPARED FOR: MR. GEORGE CAVEY

ANALYSED BY: David Chiu

SIGNED:

egistered Provincial Assayer

GENERAL REMARK: Analyses Duplicated



MAIN OFFICE BRANCH OFFICES

1988 TRIUMPH ST. PASADENA, NFLD.
\‘/GC VANGEOCHEM LAB LIMITED | iuzitn 8ot ves | "ot nt

® (604) 251-5656 MISSISSAUGA, ONT.
® FAX (604) 254-5717 RENO, NEVADA, U S.A.
REPORT #: 890047 MA OREQUEST CONSULTANTS LTD. Page 1 ot 1

Sample Number Weight Au Au
(gm) (mg) (oz/st)
79011 TOTAL 248.78 -- 1.280
79011 +150 7.98 7.948 -
79011 -150 240.80 -- 0.380
79011A TOTAL 220.76 - 2.239
79011A +150 2.76 12.194 -
79011A -150 218.00 - 0.636
79012 TOTAL 242.76 -- 1.725
79012 +150 6.68 8.518 -=
79012 -150 236.08 - 0.598
79012A TOTAL 246.54 - 1.856
79012A +150 3.82 9.610 --
79012A -150 242.72 "*~‘ 0.730
Minimum Detection 0.01 0.001 0.006
Maximum Detection 10000.00 1000.000 1000.000

< = Below Limit 1is = Insufficient Sample ns = No sample > = Over Limit




MAIN OFFICE BRANCH OFFICES
¢ VANGEOCHEM LAB LIMITED | b WARLST | FAOSA NeLD
. VANCOUVER, B.C. V5L 1K5 BATHURST, N.B.
T —— —— ©® (604) 251-5656 MISSISSAUGA, ONT.
® FAX (604) 254-5717 RENO, NEVADA, USA.

CC-69-02

ASSAY ANALYTICAL REPORT

CLIENT: OREQUEST CONSULTANTS LTD. DATE: Feb 02 1989
ADDRESS: 404 - S95 Howe St.
Vancouver, B.C. REPORT#: 890047 MB
VEC 275 Co JOB#: 890047
© ' PROJECT#: Neme_Given 100"Om ‘ INVOICE#: 890047 NB
SAMPLES ARRIVED: Jan 27 1989 TOTAL SAMPLES: 2
REPORT COMPLETED: Feb 02 1989 , REJECTS/PULPS: 90 DAYS/1 YR

ANALYSED FOR: Au (Metallic) SAMPLE TYPE: Reject

SAMPLES FROM: OREQUEST CONSULTANTS LTD.
COPY SENT TO: OREQUEST CONSULTANTS LTD.

PREPARED FOR: MR. GEORGE CAVEY

ANALYSED BY:

SIGNED:

GENERAL REMARK: None




\‘/GC VANGEOCHEM LAB LIMITED

VANCOUVER, B.C. V5L 1K5

MAIN OFFICE
1988 TRIUMPH ST.

(604) 251-5656

©® FAX (604) 254-5717

BRANCH OFFICES
PASADENA, NFLD.
BATHURST, N.B.
MISSISSAUGA, ONT.
RENO, NEVADA, USA.

REPORT #: 890047 MB

Sample Number

79011 TOTAL
79011 +150
79011 -150

79012 TOTAL
73012 +150
79012 -150

Minimum Detection
Maximum Detection
< = Below Limit

is

OREQUEST CONSULTANTS LTD.

Weight
(gm}
1043.80
27.60
1016.20

1137.00

11.24
1125.70

0.01

Au
(mg?

88.563

&6.840

Au

(oz/st)
3.871

2000.00 1000,.000 1000.000
Insufficient Sample

ns

1

. 434

2.774

1

. 070

0.005

No sample

Page

1 of i

CC-89-01

> = 0Over Limit
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CERTIFICATE OF ASSAY
SGS SUPERVISION SERVICES INC.

15:3S o, 72

Date:
File.

February 1,
0103-0184

FAGE 1

1989

G ﬂc'al Tosting Laboratories Division TC:  DORON EXPLORSTION
100! East Pender Street, Ste. 1040-609 Granville Screet
Vencouver, B.C., Caneda VA 1W2 Vancouver, B.C.
Telephone: (604) 254-1647 V7Y 165
Telex: 04-507614
J CC~89- ¢l
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T l S0 T YR x] GOLD | GOLD s'ﬁfv'z'n"'[ SILVER | SILVER
AN — — e ]
0 i ]| oz/st oz/st oz/st . { oz/st l oz/st ) oz/st ]
! pulp) {metallics) ('rotal)! (pulp) |(metalli¢s)(total)
— /00 onesl! X
o i3as A
et gms. | ‘
“ _ it ITEl 8Tgm | 1 7¢ 1.9 '
;‘) 79011 2.047 1,241 ! 3,288 ! 1.02 0.45 1.47
5 . C7 G l /853 i : C
s (7901 2.476 | iowd 0-378 1 2.854 1 oy o128 [ 24100e
J A401543 b(2gm 7834 ! : (
89 -~ 1 ¢ 0.085 i qso 0.016 ; 0.101 0.20 " 0.01 0.21 ’ C< -6%0]
{ ¢ : !
i
{
]
* i
i :
P ] | :
! t
|
‘ |
| ’ i ; i
f i
|
[
~ |
i !
l ! {
S ) AU ____J,_ oo ____._.k_‘!:_._;‘..____ A ]
€ (1:75 %EA‘w%%%Jgﬁmm&?&nw(wrﬂs ON RCOUEST P ULPS K 7‘ "-‘7

2 0D- ),1 )\ .




FERBR—13—8%9 MON

FpONM S/ff)ﬁt;\‘c'}&{fs" ey ;{%‘(gg,
ERTIF)

RSGS
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f((oymlza.-e‘t)g,_?@ op:32 NO. 1 PAGE 1
CATE OF ASSAY Dete: Fedruary 10, 1989
File:. 0103-0224

SGS SUPERVISION SERVICES INC.
Goners! Testing uborgtor!es Divigion

1001 East Pender Street,
Vancouver, B.C.. Canada. VEA 1W2

DORON EXPLORATION
Ste. 1040 - 609 Granville St.
Vancouver, B.C.

TO:

Telephone: (604) 254-1647
Telex: 04-507514 V7Y 165 (/
323
We hereby cerify that the following &ré the results of assays 0N Core samples
—— A Sem s mas ! MeamEac s Sh e “&’)6‘ - ———h o - - s e e o e T e A p L fe el 7 e = e e S g et e o G <1
\AED | "eois” ik coin | goLp | SILVER | SILVER | SILVER | xxx
oz/st] o oz/st | oz/st oz/st | oz/st | oz/st
(pulp) [metallic*)(total) (pulp) | (metallips)(total}
(\
79019 0.432 0.046 0.478 0.22 0.03 0.25 —
Total weight 4
1229 gn, A
TN .
_ % CCE9-¢
/ \
79020 0.986 0.201 /(.(eﬂ\ 0.45 | 0.09 0.54
Total weight /
1279 gm, < /1
Ry .
L~ \\\ \\)
\
/}
> \:_-m-f-:/"

% Each sample was p\: Qiz#(&ﬂo

/

tal and -m%tallics dere screened and aLsayed geparstely.




