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DESCRIPTION 

220-250 - Core l o c a x b a d l y  broken. -- --- 

Abruptly becomes only weakly kaolinized a t  268'. -- 

287'-296' - somewhat m o r e  altered. 
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FROM 

- 

300 

phenocrysts composing about 20% of rock se t  in light grey  
- 

highly sil icic mat r ix  - contains 1-27'0 euhedral and subhedral , 

pyrite and in few f rac tu res  with anhedral pyrite coatings. 

MoS2 on f rac ture  surface a t  323' and a t  371'. 

Below 380' with part icular ly noticeable glossy quartz in some 

zones. Several  different types of porphyry a r e  present  but 

none i s  par t icular ly m o r e  mineralized than another - degree 

of kaolinization does va ry  considerably. 

Minor MoS2 near  560' and 572'. 

330-360 - core  badly broken 

338-339, 340-345 - no recovery 

530-570 - core  badly broken, poor recovery 
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Feldspar  porphyry - light grey  - consists of kaolinized feldspar 1 
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