ASSAY LOG

LOGAN MINES LTD. Jubilee J 82-1

COMPANY . e -- PROPERTY ____Z 772 S HOLE No..o .20 T

NVC engineering Itd. AssAveD by _General Testing Laboratories .=~ pare 06t 15 -
VANCOUVER, B.C.

SAMPLE No. From To Feel Au. oz/t} Ag.oz/t Cu.%
0301 90 gy A .018 .10 .35 }
0302 9y 98 Y .010 .10 .10
0303 143 144.5 1.5 .008 .28 .75
0300 147 150 3 .032 .20 .20
0311 150 155 5 .002 .08 .26
0312 155 160 5 .002 .10 .27
0313 160 165 5 .002 .08 .22
0314 165 170 5 .002 .09 .23
0315 170 175 5 .005 .05 .21
0316 175 180 5 .005 .08 .12
0305 180 183 3 .0u0 .20 L4l
0306 183 185 2 .153 .84 1.33
0317 185 189 Y .008 .10 .27
0318 189 193 4 .005 .15 .23
0307 193 198 5 . 034 .64 .73
0319 198 203 5 .010 .15 .23 o]
0320 203 208 5 .01y .26 40 -
| 0321 208 212 M .005 .07 .21 ‘ T
0308 212 - 218.5 6.5 .101 .76 7Y
0309 | "218.5 220.5 2 .030 | .unu .19 B o
| Averages 147.0 220.5 I 71.5 .021 .225 .34 )
H— - — f
180 198 18 .036 .36 .53 [/ /
212 220.5 8.5 . 084 .68 .61 [/ V[~
V

Poge: |



