
Hole ID From To Width Samp ID Au ppb Ag ppm Cu ppm 

DDH-08-02 14.90 17.95 3.05 59191 <0.5 <0.1 3.8 

DDH-08-02 17.95 21.00 3.05 59192 0.6 <0.1 2.9 

DDH-08-02 21.00 24.05 3.05 59193 <0.5 <0.1 2.1 

DDH-08-02 24.05 27.10 3.05 59194 <0.5 <0.1 2.7 

DDH-08-02 27.10 30.15 3.05 59195 <0.5 <0.1 4.3 

DDH-08-02 30.15 33.20 3.05 59196 <0.5 <0.1 1.3 

DDH-08-02 33.20 36.25 3.05 59197 <0.5 <0.1 0.8 

DDH-08-02 36.25 39.30 3.05 59198 <0.5 <0.1 1.1 

DDH-08-02 39.30 42.35 3.05 59199 <0.5 <0.1 0.6 
DDH-08-02 42.35 45.40 3.05 59200 <0.5 <0.1 0.5 

DDH-08-02 45.40 48.45 3.05 59201 <0.5 <0.1 0.6 

DDH-08-02 4B.45 51.50 3.05 59202 <0.5 <0.1 0.5 

DDH-08-02 51.50 54.55 3.05 59203 <0.5 <0.1 1.5 

DDH-08-02 54.55 57.60 3.05 59204 <0.5 <0.1 1.5 

DDH-08-02 57.60 60.65 3.05 59205 <0.5 <0.1 1.9 

DDH-08-02 60.65 63.70 3.05 59206 <0.5 <0.1 1.4 

DDH-08-02 63.70 66.75 3.05 59207 <0.5 <0.1 1.4 

DDH-08-02 66.75 69.BO 3.05 5920B <0.5 <0.1 2 

DDH-08-02 69.BO 72.B5 3.05 59209 <0.5 <0.1 0.7 

DDH-08-02 72.B5 75.90 3.05 59210 <0.5 <0.1 3.1 

DDH-08-02 75.90 7B.95 3.05 59211 <0.5 <0.1 1.3 

Hole ID From To Width Samp ID Au ppb Au gt Ag ppm Cu ppm 

IDDH-08-06 163.001 164.501 1.501 591521 

Hole ID From To Width Samp ID Au ppb Ag ppm Cu ppm 

DDH-08-01 3.15 6.00 2.85 59162 0.6 <0.1 3 

DDH-08-01 6.00 8.70 2.70 59163 <0.5 <0.1 1.1 

DDH-08-01 8.70 9.20 0.50 59164 1.2 <0.1 5.9 

DDH-08-01 9.20 12.24 3.04 59165 0.6 <0.1 5.2 

DDH-08-01 12.24 15.29 3.05 59166 1 <0.1 5.8 

DDH-08-01 15.29 18.34 3.05 59167 <0.01 0.2 4.9 

DDH-08-01 18.34 21 .39 3.05 59168 0.9 <0.1 5 

DDH-08-01 21.39 24.44 3.05 59169 <0.5 <0.1 3.4 

DDH-08-01 24.44 27.49 3.05 59170 <0.5 <0.1 5.6 

DDH-08-01 27.49 30.54 3.05 59171 <0.5 <0.1 6.7 

DDH-08-01 30.54 32.60 2.06 59172 2.3 <0.1 1.B 

DDH-08-01 32.60 35.65 3.05 59173 <0.5 <0.1 0.5 

DDH-08-01 35.65 38.76 3.11 59174 <0.5 <0.1 0.7 
DDH-08-01 38.76 41.75 2.99 59175 <0.5 <0.1 0.4 

DDH-08-01 41.75 44.80 3.05 59176 <0.5 <0.1 0.4 
DDH-08-01 44.80 47.85 3.05 59177 <0.5 <0.1 0.3 


