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H ole Interval 

87-1 93-96.5 
( cont 

Width (ft) 

3.5 

Sample # 

56014 

56015 

56016 

56017 

56018 

56019 

56020 

56021 

56022 

56023 

56024 

56025 

56026 

56027 

34253 

Au 
Descripti dl oz/t dl 

Very broken white quartz 
pebble conglomerate inter- 
layered with light coloured 
volcanic porphyry; note poor 
recovery 

Volcanic porphyry - rusty to 
grey white 

Volcanic - light coloured; 
very soft and crumbly; intense 
clay alteration 

Andesite porphyry - slightly 
rusty; light coloured 

Ditto 

Andesite porphyry; dark green 
with + 1% disseminated pyrite 

Quartz pebble conglomerate; 
very broken; weak to moderate 
silicification 

Quartz pebble conglomerate; 
very rusty oxidized; crumbled 
and broken 

Quartz pebble conglomerate; 
rusty colour; intense silicifi- 
cation; clasts broken and angular 
indicating brecciation (hydro- 
thermal? ) 

Quartz pebble conglomerate; 
rusty clay altered matrix with 
grey quartz clasts 

Ditto 

Quartz pebble conglomerate; 
white to slightly rusty; intense 
clay alteration 

Quartz pebble conglomerate; thin 
lens in mudstone 

Mudstone with hematite; soft and 
broken 

Basal pebbly ss or sandy con- 
glomerate; black 
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Hole Interval Width (ft) 

87-2 126-127.5 
( cont 1 

Sample # 

34254 

56028 

56027 

56030 

56031 

56032 

56033 

56034 

56035 

56036 

56037 

56038 

56039 

56040 

56041 

56042 

56043 

56044 

56045 

56046 

56047 

56048 
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Au 
Description oz/ton 

Basal pebbly ss or sandy con- 
gomerate; black 

Mudstone - light grey with 
streaks of hematite 

White quartz pebble conglomerate 

Ditto 

Ditto 

Ditto 

Ditto 

Ditto 

Ditto 

White quarts pebble conglomer- 
ate: silicified 

Quarte pebble conglomerate; 
white to rusty; silicified with 
minor sericitic alteration; 
very broken 

Ditto; poor recovery - matrix 
lost 

Quartz pebble conglomerate; 
white, silicified 

Ditto 

Ditto 

Ditto 

Ditto 

Ditto 

Ditto 

Ditto 

Ditto 

Siltstone; sandy, grey to black 


