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C/O ARCHER, CATHRO & ASSOCIATES (1981) Finalized vate: 3-0OCT-2007
EXCELLENCE IN ANALYTICAL CHEMISTRY LIMITED Account: MTT
ALS Canada Lid i
$i8 Besabais Bl 1016-510 W HASTINGS ST
North Vancouver BC V7J 2C1 VANCOUVER BC VEB 1L8
Phone: 604 884 0221 Fax 604 984 0218 www.alschemex.com
CERTIFICATE VA07099392 SAMPLE PREPARATION
ALS CODE DESCRIPTION
Project: NIMO - RICH WEI-21 Received Sampie Weight
P.O. No.: R107-18 LOG-22 Sample login - Red w/o BarCode
. : PUL-QC Pulverizing QC Test
';1113 Lag-ozrtogs?ror 19 Drill Core samples submitted to our lab in Vancouver, BC, Canada on CRILSH Fine-triiing - 0% <o
.' : e o SPL-21 Spiit sample - riffle spiitter
The following have access to data associated with this certificate: PUL-31 Pulverize spiit 1o 85% <75 um
AL ARCHER DOUG EATON JOAN MARIACHER
VANCOUVER OFFICE BILL WENGZYNOWSKI
ANALYTICAL PROCEDURES
ALS CODE DESCRIPTION
ME-MS61 48 glement four acid ICP-MS
Hg-Cva1 Trace Hg - cold vapor/AAS FIMS

To: STRATEGIC METALS LTD.
C/O ARCHER, CATHRO & ASSOCIATES (1981) LIMITED
1016-510 W HASTINGS ST
VANCOUVER BC V6B 1L8

—

Lawrence Ng, Laboratory Manager - Vancouver

iis Is the Final Report and supersedes any preliminary report with this certificate number. Results apply to samples as submitted. All Si .
iges of this report have been checked and approved for release. 'gnature'
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C/O ARCHER, CATHRO & ASSOCIATES (1981) Total » rages: 2 (A - D)
BRGNS ORI ARLYTICHL CNmERTRY LIMITED Finalized Date: 3-OCT-2007
ek iii et 1016-510 W HASTINGS ST Accounk MTT
North Vancouver BC V7J 2C1 VANCOUVER BC VéB 1L8
Phona: 604 084 0221 Fax: 604 084 0218 www. aischemex.com PIU]ECI! NIMO - RICH
I CERTIFICATE OF ANALYSIS VA07099392

Mothod | WEH2 MEMSE!  MEMSS]  MEMSS!  MEMSE!  MEMSH!  MEMSS)]  MEMSE!  MEMSE!  MEMSA!  MEMSS!  MEMSS!  MEMSS!  MEMSS!  ME-MSS!
Analyte | Rocvd Wi Ag Al As Ba 8o Bi Ca cd Ce Co Cr Cs Cu Fo
Units kg ppm % ppm ppm ppm ppm % ppm ppm Ppm pom ppm ppm %

iample Description LOR 0.02 0.01 00t 02 10 0.05 0.01 0.01 0.02 0.01 o1 1 0.05 02 001
C488351 212 0.31 182 144 470 1.19 0.06 05 22 155 55 34 217 352 1.44
C488352 223 0.18 172 138 520 1.28 0.11 0.07 1.7 144 46 45 2.24 202 1.15
C488351 1.76 0.15 145 106 590 114 0.04 0.04 1.35 124 g 44 1.89 289 128
CAB8354 168 0.13 14 105 800 112 0.06 0.59 0.83 13.35 41 38 1.71 278 1.17
CABB3SS 138 0.18 1.72 15.2 350 1.16 0.05 0.14 1.02 14,95 51 9 204 364 1.42
CABRI56 0.85 0.22 177 214 400 114 0.05 0.08 1.68 166 6 34 2.14 45.3 183
C488357 0.91 02 168 138 570 1.02 0.08 0.08 2.0 146 46 43 2.08 30.4 1,46
488358 066 0.25 166 146 320 0.94 0.04 0.08 4.05 14.75 45 a7 2.19 333 16
488359 059 0.38 241 39.6 370 1.13 0.1 046 3.33 212 74 47 277 626 24
CA4B8361 0.53 0.82 B.B7 B11 130 5.18 0.27 0.47 7.48 75.1 195 121 1536 89.2 403
CABB362 1.96 0.01 014 <5 40 013 0.02 206 o1 217 16 2 0.15 25 0.44
C488363 0.72 0.04 065 <5 2960 0.55 <0.01 352 0.64 113 2 T D68 B4 029
CABBI64 0.82 0.36 463 309 a1 1.96 0.21 7.76 as7 394 88 59 .05 382 222
C488365 0.80 0.21 423 213 320 1.49 0.08 5.35 207 352 77 53 483 282 184
C488366 183 0.27 465 241 280 1.6 0.12 2.54 5.6 324 8 53 603 343 232

"CABB3ST 1.81 0.33 467 18 720 1,85 0.17 3.05 41 381 8.3 B 6.39 334 1.96
C488368 1.82 0.28 547 17 420 207 0.14 3.25 342 401 102 61 6.8 324 244
C488369 2.81 0.28 48 137 580 1.95 0.11 202 3.05 332 9.1 56 6.08 322 228
C488370 265 0,26 3.98 155 360 152 0.1 3.31 3.06 35 77 60 46 a3 2.04

Somments: Interference: Ca>10% on ICP-MS As, ICP-AES resuits shown. REE's may nol be lotally soluble in MS61 method.
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C/O ARCHER, CATHRO & ASSOCIATES (1981) Total » ~ages: 2 (A - D)

L LAY ALY TGN CIERN SNy LIMITED Finalized Date: 3-0CT-2007

217 Brochsbenk A 1016-510 W HASTINGS ST Account: MTT

venue
North Vancouver BC V7. 2C1 VANCOUVER BC V6B 1L8
A LS Phone: 604 884 0221 Fax: 604 084 0218 www.alschemex.com Project: NIMO - RICH
I CERTIFICATE OF ANALYSIS VA07099392
Mathod | MEMSB1  MEMSS!  MEMSS!  HgCVAl  MEMSS!  MEMSS!  MEMSO!  MEMSS!  MEMSS!  ME-MSS!  MEMSS!  MEMSS!  MEMS61  MEMSS!  MEMSH)
Analyte Ga Ge t Hg n K La Li Mg M Ma Na Nb NI P
Units ppm ppm ppm ppm ppm % ppm ppm % ppm ppm % ppm pom ppm
Sample Description Lon 0.05 0.08 0.1 o0t 0.005 0.01 0s 02 0.01 . 0.05 001 01 02 10

CA4B8351 a4 D14 07 0.07 0.015 0.56 86 6.4 0.32 12 3986 0.06 29 151 390
C488352 42 D12 08 0.06 0.013 053 04 653 0.11 53 424 0.04 3 148.5 180
C488353 3.65 0.12 0.7 D.0§ 004 D44 76 49 0.00 58 44 D.04 29 135 160
C4B8B354 3.33 013 o7 0.04 om 041 9 5 o 80 504 D.05 29 1405 230
£488355 403 0.13 08 0.07 0.011 0.55 2.3 55 012 60 56 8 0.04 i3 1635 270
C488356 434 07 08 o1 0.013 057 BS5 54 D12 69 672 0.03 as 182.5 180
CAaB83ST 4.44 0.14 09 0.06 0019 0.52 7.7 64 0.1 7 45 D.04 34 148 130
C488358 52 014 0o 0.07 0.02 0.51 75 56 0.12 81 463 0Da 33 164 150
CAa88359 8.25 0.3 14 0.6 0.017 0.77 106 6.5 0.16 a3 445 0.03 5 189 180
C488381 27 0.563 35 0.23 0.148 324 417 22 0r 160 100.5 0.13 14 358 1620
C488382 0.59 0.07 <01 <0.01 0.006 0.06 0.7 1.2 12.45 192 074 0.0 04 57 240
488363 1.79 0.09 0.2 0.02 0.011 017 82 16 0.7 328 451 0.13 08 205 340
C488364 1285 0.24 18 o1 0.054 147 225 B8 132 289 381 01 7 1215 450
C488365 10,75 0,18 1.7 D.08 0.03 135 19.9 81 0.54 173 2719 o.o? 63 103.5 390
C488366 12.16 0.18 18 0.10 0.049 148 183 BB 1.32 283 208 0.08 7 1165 290
" Ca88367 2.7 0.15 8 0.08 0.047 148 20.7 78 039 103 3 0.05 63 107 220
C488368 145 0.18 21 on D.044 1.76 218 89 06 139 288 0.12 78 106.5 290
C488369 12.25 0.7 18 0.10 0.042 1.52 7.7 82 047 114 341 0.06 6.7 130 220
C488370 878 0.18 18 0.10 0.034 1256 4 58 04 110 kI ] 0.05 8 1395 400

comments: Interference: Ca>10% on ICP-MS As ICP-AES results shown. REE's may not be totally soluble in MS61 method,
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C/O ARCHER, CATHRO & ASSOCIATES (1981) Total » ~ages: 2 (A-D)

gCEI.LLEuNCE IN ANALYTICAL CHEMISTRY LIMITED Finalized Date: 3-OCT-2007

293 Beoiabink A 1016-510 W HASTINGS ST Account: MTT

venue
ALS North Vancouver BC V7. 2€1 VANCOUVER BC V6B 1L8
Phone: 604 884 0221 Fax 604 884 0218 www.alschemex.com Project: NIMO - RICH
I CERTIFICATE OF ANALYSIS VA07099392
Method | MEMS6!  MEMSE!  MEMSS!  MEMSS!  MEMSS!  MEMSE]  MEMSS1  MEMSE!  MEMSS1  MEMSS!  ME-MS61  MEMSS!  MEMSAT  MEMSO!  ME-MS6I

Anatyte Pb Rt o 3 st Se So Sn Se Ta Te ™ n n u
Units pom ppm ppm % ppm ppm ppm ppm ppm ppm ppm ppm % ppm ppm
Sample Description LOR 05 o1 0.002 o0 005 01 1 02 0.2 005 0.05 02 0.005 002 01
C488351 58 B D.041 1.4 B 45 " A 65 015 0.08 19 Qo8 237 85
C488352 54 s 0.052 1 531 38 ] 08 358 018 0.08 21 0.076 218 78
C488353 46 287 0.038 0.04 383 a5 ] 0.6 345 0.15 on b F 0.065 2 86
C488354 45 26.7 0.04 08 291 33 10 086 64 0.14 01 1.7 0.063 1.97 L
CA488355 58 339 0.04 1.23 a7 41 13 09 74 D19 009 19 0,083 mn 104
CABB356 A 352 0.058 (KL 6.17 45 16 K 260 02 0.08 21 0.088 467 119
C488357 48 329 0.05 11 474 43 13 07 255 0.19 0.08 22 0.088 2.66 76
C488358 5 337 0.061 1.23 506 45 17 08 282 0,19 0.12 21 0.084 3.14 83
CAB8359 8.7 472 0.055 2356 841 63 34 0.7 658 0.33 0.39 3 0.122 5.67 08
C488361 2386 2186 D114 533 224 18.7 79 31 1165 0.85 0.36 10 0408 1389 b A
C488362 18 27 = 002 004 017 05 3 0.2 50.2 <0.05 <0.05 03 0.006 0.05 08
CA488363 16 15 0.005 0.45 1.36 32 6 02 414 0.05 <0.05 06 0.026 0.59 24
C488364 10 a7 0.033 265 848 a7 26 16 254 D.43 0.07 55 02 44 1.7
CABBIBS 8.1 845 0.023 216 547 BB 18 14 1745 0.41 0.05 55 0.102 339 5.7
C488366 103 2939 0.03 255 132 88 21 18 154 046 0.06 56 0214 44 55
T CA488367 105 B7.1 0.031 22 6.52 52 12 16 1215 047 0.08 51 0206 FEX) 55
C488368 16 1095 0.021 273 652 102 12 18 121 052 0.07 64 0.248 3.94 5.1
488369 1155 887 0.031 2.48 526 8.2 1" N7 844 0.45 0.06 55 0216 425 56
C488370 82 T84 0.035 224 455 a1 10 1.3 1245 039 008 ] 0.199 am 1.3

Comments: Interference: Ca>10% on ICP-MS As ICP-AES resulls shown. REE's may not be totally soluble in MS61 method.
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C/O ARCHER, CATHRO & ASSOCIATES (1981) Total » ~ages: 2 (A-D)
L LS Mo AL TIONL. G YRy LIMITED Finalized Date: 3-OCT-2007
212 Brooksbank A 1016-510 W HASTINGS ST Account: MTT
North Vancouver BC V7J 2C1 VANCOUVER BC V6B 1L8
A L s Phone: 604 084 0221 Fax 604 984 0218 www.alschemex.com Pfojﬂct: N[Mo L Rch
[ CERTIFICATE OF ANALYSIS VA07099392
Mothod | ME-MB81 MEMSET  ME-MSH!  ME-MS61 ME-MS61
Analyte v w Y n Zr
Units ppm ppm ppm ppm pem
Sample Description LOR ' oA 0.1 2 05
C488351 462 04 256 389 205
C488352 382 04 13 264 29.7
C488353 280 03 146 201 269
C488354 165 D4 20 154 26.7
C488355 166 0.4 6.2 175 32
C488356 374 04 237 250 M8
CABB357 624 0.3 1654 421 331
C488358 661 D4 174 518 355
488359 548 0.5 188 461 498
CABB361 2030 14 M3 B48 115
C488362 5 01 1.1 20 <05
C488363 104 0.1 194 60 B9
CAB8364 677 0.7 27 323 65.2
CAB8365 498 0.6 217 161 575
C488366 682 0.7 12.7 4386 50.7
C488367 640 08 16.2 344 608
C488368 660 08 233 290 65.7
CABB369 654 08 173 268 58.3
C488370 688 o7 245 286 58.7

Comments: Interference: Ca>10% on ICP-MS As ICP-AES resuits shown. REE’s may not be lotally soluble in MS61 method.




