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POORLY TO WELL-GRADED GRAVEL WITH SAND
(GP TO GW)
   -brown
   -frozen to 1.0m
   -maximum 150mm material
   -estimate 5% +100mm
   -damp below 1.0m
   -caving in below 1.0m

END HOLE at 5.0m
   -in cleared pit area
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GRANULAR SOURCE INVESTIGATIONS

HWY 11 KM 38.5 LHS

LOCATION:  See Plan

SUBSURFACE EXPLORATION AND TEST REPORT

ENGINEERING-CAPITAL

BACKHOE:  CAT 225
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PROJECT NO:  091-222101-14
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COMPLETION DATE:  93/11/30

LOGGED BY:  DA
REVIEWED BY:Highways and Public Works

Transportation Engineering Branch
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WELL TO POORLY GRADED GRAVEL WITH SILT AND
SAND (GW-GM TO GP-GM)
   -brown
   -frozen to 0.9m
   -maximum 100mm material

END HOLE at 5.5m
   -on ridge above pit

GW-GM

GP-GM

GW-GM
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GRANULAR SOURCE INVESTIGATIONS

HWY 11 KM 38.5 LHS

LOCATION:  See Plan

SUBSURFACE EXPLORATION AND TEST REPORT

ENGINEERING-CAPITAL

BACKHOE:  CAT 225

0 0

1

2

3

4

5

6

7

8

9

D
ep

th
 (m

)

M.C.
    Percent Sand    

    Percent Gravel    

20 40 60 80
    Percent Fines    

PLASTIC

SOIL
DESCRIPTION

SAMPLE TYPE

SA
M

PL
E 

TY
PE

20 40 60 80

BOREHOLE NO:  277-02
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LOGGED BY:  DA
REVIEWED BY:Highways and Public Works
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ORGANIC MATERIAL
SANDY SILT
   -light brown
   -frozen to 0.2m
   -damp below 0.2m
POORLY GRADED GRAVEL WITH SILT AND SAND
(GP-GM)
   -brown
   -damp
   -maximum 100mm material

POORLY GRADED GRAVEL WITH SAND (GP)
   -brown
   -damp
   -maximum 100mm material

POORLY GRADED SAND WITH GRAVEL (SP)
   -brown
   -damp
   -maximum 100mm material

END HOLE at 6.0m

GP-GM
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GRANULAR SOURCE INVESTIGATIONS

HWY 11 KM 38.5 LHS

LOCATION:  See Plan

SUBSURFACE EXPLORATION AND TEST REPORT

ENGINEERING-CAPITAL

BACKHOE:  CAT 225
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BOREHOLE NO:  277-03

PROJECT NO:  091-222101-14

ELEVATION:  0 m
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COMPLETION DEPTH:  6.00 m
COMPLETION DATE:  93/12/1

LOGGED BY:  DA
REVIEWED BY:Highways and Public Works

Transportation Engineering Branch

10 1010

E
S

E
 IM

P
O

R
T

 L
O

G
 G

R
A

V
E

L 
 2

76
-2

80
.G

P
J 

 Y
T

G
.G

D
T

  1
6/

2/
5



10

11

12

POORLY TO WELL-GRADED GRAVEL WITH SAND
(GP TO GW)
   -brown
   -frozen to 0.3m
   -damp below 0.3m
   -maximum 100mm material

   -maximum 150mm material below 1.6m
   -estimate 1% +100mm below 1.6m

END HOLE at 6.0m
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HWY 11 KM 38.5 LHS

LOCATION:  See Plan

SUBSURFACE EXPLORATION AND TEST REPORT

ENGINEERING-CAPITAL

BACKHOE:  CAT 225
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BOREHOLE NO:  277-04
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ELEVATION:  0 m
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LOGGED BY:  DA
REVIEWED BY:Highways and Public Works
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WELL-GRADED GRAVEL WITH SAND (GW)
   -brown
   -frozen to 1.0m
   -maximum 100mm material

   -damp below 1.0m

POORLY GRADED SAND WITH GRAVEL (SP)
   -brown
   -damp
   -maximum 100mm material

END HOLE at 6.0m

GW

GW

SP

U
SC

CORETUBEBULKS.P.T.RETURN

20 40 60 80

SO
IL

 S
YM

BO
L

D
ep

th
 (m

)

Sa
m

pl
e 

#

20 40 60 80

Auger

1

2

3

4

5

6

7

8

9

LIQUID

GRANULAR SOURCE INVESTIGATIONS

HWY 11 KM 38.5 LHS

LOCATION:  See Plan

SUBSURFACE EXPLORATION AND TEST REPORT

ENGINEERING-CAPITAL

BACKHOE:  CAT 225
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ORGANIC MATERIAL
SANDY SILT
   -brown
   -frozen to 0.2m
   -damp below 0.2m
WELL-GRADED GRAVEL WITH SAND (GW)
   -brown
   -damp
   -maximum 150mm material
   -estimate 2% +100mm

SILT
   -brown
   -moist

SILTY GRAVEL WITH SAND (GM)
   -brown
   -moist
   -maximum 100mm material

END HOLE at 4.1m
   -water at 4.1m
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HWY 11 KM 38.5 LHS

LOCATION:  See Plan

SUBSURFACE EXPLORATION AND TEST REPORT

ENGINEERING-CAPITAL
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ORGANIC MATERIAL
SILT
   -brown
   -some gravel and organics
   -trace of sand
SILTY SAND WITH GRAVEL (SM)
   -brown
   -damp
   -maximum 200mm material

POORLY GRADED GRAVEL WITH SILT AND SAND
(GP-GM)
   -brown
   -damp
   -maximum 200mm material

END HOLE at 6.0m
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GRANULAR SOURCE INVESTIGATIONS

HWY 02 KM 434 LHS

LOCATION:  See Plan

SUBSURFACE EXPLORATION AND TEST REPORT

ENGINEERING-CAPITAL

BACKHOE:  CAT 225
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Page  1  of  1

COMPLETION DEPTH:  6.00 m
COMPLETION DATE:  93/12/2

LOGGED BY:  DT
REVIEWED BY:Highways and Public Works

Transportation Engineering Branch

10 1010

E
S

E
 IM

P
O

R
T

 L
O

G
 G

R
A

V
E

L 
 2

76
-2

80
.G

P
J 

 Y
T

G
.G

D
T

  1
6/

2/
5



21

22

23

ORGANIC MATERIAL
ORGANIC SANDY SILT

WELL TO POORLY GRADED GRAVEL WITH SAND
(GW TO GP)
   -brown
   -damp
   -maximum 300mm material
   -estimate 30% +100mm

END HOLE at 6.0m
   -on hill top
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HWY 02 KM 434 LHS

LOCATION:  See Plan

SUBSURFACE EXPLORATION AND TEST REPORT

ENGINEERING-CAPITAL
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ORGANIC MATERIAL
SANDY SILT
   -brown
   -moist

POORLY GRADED SAND WITH SILT AND GRAVEL
(SP-SM)
   -brown
   -damp
   -maximum 100mm material

POORLY GRADED SAND WITH GRAVEL (SP)
   -brown
   -damp
   -maximum 100mm material

POORLY GRADED GRAVEL WITH SAND (GP)
   -brown
   -damp
   -maximum 100mm material

END HOLE at 6.0m

SP-SM

SP

GP

U
SC

CORETUBEBULKS.P.T.RETURN

20 40 60 80

SO
IL

 S
YM

BO
L

D
ep

th
 (m

)

Sa
m

pl
e 

#

20 40 60 80

Auger

1

2

3

4

5

6

7

8

9

LIQUID

GRANULAR SOURCE INVESTIGATIONS

HWY 02 KM 434 LHS

LOCATION:  See Plan

SUBSURFACE EXPLORATION AND TEST REPORT

ENGINEERING-CAPITAL

BACKHOE:  CAT 225
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ORGANIC MATERIAL
SANDY SILT
   -brown
   -damp
   -some organics
POORLY GRADED SAND WITH SILT AND GRAVEL
(SP-SM)
   -brown
   -damp
   -maximum 100mm material

SANDY SILT (ML)
   -brown
   -damp

SILTY GRAVEL WITH SAND (GM)
   -brown
   -damp
   -maximum 150mm material
   -estimate 5% +100mm

END HOLE at 6.0m
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LOCATION:  See Plan

SUBSURFACE EXPLORATION AND TEST REPORT

ENGINEERING-CAPITAL

BACKHOE:  CAT 225
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ORGANIC MATERIAL
WELL TO POORLY GRADED GRAVEL WITH SAND
(GW TO GP)
   -brown
   -damp
   -maximum 150mm material
   -estimate 30% +100mm

END HOLE at 6.0m
   -on hill top
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HWY 02 KM 434 LHS

LOCATION:  See Plan

SUBSURFACE EXPLORATION AND TEST REPORT

ENGINEERING-CAPITAL

BACKHOE:  CAT 225
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ORGANIC MATERIAL
SILTY SAND (SM)
   -brown

   -frozen (Nb) below 1.0m

END HOLE at 1.9m
SM
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LOCATION:  See Plan
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