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OVERBURDEN

SILTY GRAVEL w/ SAND (GM)
  -brown
  -damp
  -loose to medium dense
  -maximum 50mm material
  -moist @ 0.6m

EOH @ 1.7m
  -refusal @ bedrock
  -bedrock visible in ditch
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See Plans

SUBSURFACE EXPLORATION AND TEST REPORT
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OVERBURDEN / ORGANICS

SILTY GRAVEL w/ SAND (GM)
  -brown
  -damp
  -loose to medium dense
  -maximum 50mm material size

EOH @ 1.3m
  -refusal @ bedrock
  -bedrock visible in ditch
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200+553
See Plans

SUBSURFACE EXPLORATION AND TEST REPORT
YTG-Transportation Engineering
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OVERBURDEN
SILTY GRAVEL w/ SAND (GM)
  -brown
  -damp
  -loose to medium dense
  -maximum 50mm material

EOH @ 1.2m
  -refusal @ bedrock
  -bedrock visible in ditch
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Km 196.3-247.7 Klondike Hwy
200+556
See Plans

SUBSURFACE EXPLORATION AND TEST REPORT
YTG-Transportation Engineering
CME 75
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310

311

OVERBURDEN

SILT (ML)
  -brown
  -damp
  -loose to medium dense

  -dense @ 2.0m
  -high plasticity

EOH @ 3.0m

ML
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See Plans

SUBSURFACE EXPLORATION AND TEST REPORT
YTG-Transportation Engineering
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312

313

314

OVERBURDEN
SILT (ML)
  -brown
  -damp
  -dense
  -medium plasticity

  -light brown/grey @ 1.4m
  -high plasticity
  -medium dense
  -pliable

EOH @ 4.3m

ML
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See Plans

SUBSURFACE EXPLORATION AND TEST REPORT
YTG-Transportation Engineering
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315

316

317

318

319

ROAD SURFACE
SILTY SAND (SM)
  -brown
  -damp
  -loose to medium dense
  -maximum 40mm material

SANDY SILT (ML)
  -light brown/tan
  -damp
  -loose
  -fine grained sand
SILTY SAND w/ GRAVEL (SM)
  -brown
  -damp
  -loose to medium dense
  -maximum 40mm material

  -loose @ 4.5m

  -grindy drilling to eoh from 5.5m

EOH @ 6.0m

SM
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See Plans

SUBSURFACE EXPLORATION AND TEST REPORT
YTG-Transportation Engineering
CME 75
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320

321

322

OVERBURDEN
SILTY SAND (SM) TO SILTY SAND w/ GRAVEL (SM)
  -brown
  -damp
  -loose
  -maximum 25mm material

  -medium dense @ 1.4m

  -loose @ 1.6m
  -maximum 20mm material
  -grindy drilling to eoh from 1.7m

  -maximum 40mm material @ 3.0m

SILTY GRAVEL w/ SAND (GM)
  -brown
  -damp
  -loose
  -maximum 40mm material

EOH @ 5.2m
  -refusal
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See Plans
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YTG-Transportation Engineering
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323

324
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326

OVERBURDEN
SILTY SAND w/ GRAVEL (SM)
  -brown
  -damp
  -loose
  -maximum 40mm material

SILTY SAND (SM)
  -brown
  -damp
  -loose
  -maximum 20mm material
  -grindy drilling to eoh from 2.5m

  -maximum 25mm material @ 3.2m

SILTY SAND W/ GRAVEL (SM)
  -brown
  -damp
  -loose
  -maximum 75mm material

EOH @ 6.0m

SM
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See Plans
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YTG-Transportation Engineering
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328

329

330

331

ROAD SURFACE
SILTY SAND w/ GRAVEL (SM)
  -brown
  -damp
  -loose
  -maximum 40mm material

SILT w/ SAND (ML) TO GRAVELLY SILT w/ SAND
(ML)
  -brown
  -moist
  -medium dense to dense
  -damp @ 2.2m
  -dense
  -maximum 40mm material

  -medium dense @ 3.1m

SILTY SAND (SM)
  -light brown
  -damp
  -loose
  -medium grained sand
EOH @ 4.3m
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See Plans

SUBSURFACE EXPLORATION AND TEST REPORT
YTG-Transportation Engineering
CME 75
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332

333

334

335

ROAD SURFACE
SANDY SILT (ML)
  -brown
  -damp
  -medium dense

SILTY SAND (SM)
  -light brown/tan
  -damp
  -loose
  -fine grained sand
SILT (ML) TO SANDY SILT (ML)
  -brown
  -damp
  -medium dense

  -reddish/brown @ 2.8m

  -loose to medium dense @ 3.15m

EOH @ 4.0m
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See Plans

SUBSURFACE EXPLORATION AND TEST REPORT
YTG-Transportation Engineering
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336

337

338

339

ROAD SURFACE
SILTY SAND (SM)
  -light brown/brown
  -damp
  -loose
  -medium grained sand

SILT w/ SAND (ML) TO SANDY SILT (ML) TO SILT
(ML)
  -brown
  -damp
  -loose to medium dense
  -organics present, burnt wood chips
  -red/orange

  -medium dense @ 2.0m

  -very dense @ 2.6m
  -cold

  -light brown/tan @ 3.5m
  -moist
  -medium dense
  -medium plasticity

EOH @ 4.2m
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See Plans

SUBSURFACE EXPLORATION AND TEST REPORT
YTG-Transportation Engineering
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340

341

342

ROAD SURFACE
SILTY GRAVEL w/ SAND (GM)
  -brown
  -damp
  -loose
  -maximum 75mm material

  -medium grained sand @ 1.55m
  -medium dense @ 1.7m

SANDY SILT (ML) TO SILT (ML)
  -brown
  -damp
  -medium dense to dense

  -light brown/grey @ 3.25m
  -loose to medium dense

  -loose @ 3.8m

EOH @ 4.0m

GM
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343

344

345

ROAD SURFACE
SILTY SAND w/ GRAVEL (SM) TO SILTY SAND (SM)
  -brown
  -damp
  -loose
  -maximum 50mm material
  -medium grained sand

  -maximum 40mm material @ 1.9m

SANDY SILT (ML)
  -brown/red
  -damp
  -loose
  -maximum 15mm material
  -medium grained sand
EOH @ 4.2m
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