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CRUSH

SAND

WELL GRADED GRAVEL w/ SAND (GW)
  -grey
  -moist
  -dense
  -estimated 15%-25% +100mm material
  -maximum 400mm material

  -maximum 500mm material
  -calcified rocks

POORLY GRADED GRAVEL w/ SAND (GP)
  -grey
  -moist to wet
  -dense
  -estimated 20%-30% +100mm material
  -maximum 500mm material
EOH @ 3.0m
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SUBSURFACE EXPLORATION AND TEST REPORT
CLIENT:  Aviation Branch
Cat 225LC Excavator

Mayo Airport Subsurface Geotechnical Investigation
Mayo, Yukon
LOCATION:
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PLASTIC

SOIL
DESCRIPTION

BOREHOLE NO:  756-26

PROJECT NO:  552-202311-04-0665
ELEVATION:

Page  1  of  1

COMPLETION DEPTH:  3.00 m
COMPLETION DATE:  6/23/10

LOGGED BY:  YTG-SH
REVIEWED BY:  YTG-KJHighways and Public Works

Transportation Engineering Branch
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ORGANICS
SILTY GRAVEL w/ SAND (GM)
  -light brown
  -moist
  -loose
POORLY GRADED SAND (SP)
  -grey

POORLY GRADED GRAVEL w/ SAND (GP)
  -grey
  -moist
  -dense
  -estimated 20%-30% +100mm material
  -maximum 400mm material

WELL GRADED GRAVEL w/ SAND (GW)
  -grey
  -moist to wet
  -dense
  -estimated 20%-30% +100mm material
  -maximum 500mm material
EOH @ 3.0m
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SUBSURFACE EXPLORATION AND TEST REPORT
CLIENT:  Aviation Branch
Cat 225LC Excavator

Mayo Airport Subsurface Geotechnical Investigation
Mayo, Yukon
LOCATION:
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)

SAMPLE TYPE
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20 40 60 80

LIQUID
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    Percent Gravel    
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PLASTIC

SOIL
DESCRIPTION

BOREHOLE NO:  756-27

PROJECT NO:  552-202311-04-0665
ELEVATION:

Page  1  of  1

COMPLETION DEPTH:  3.00 m
COMPLETION DATE:  6/23/10

LOGGED BY:  YTG-SH
REVIEWED BY:  YTG-KJHighways and Public Works

Transportation Engineering Branch
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ORGANICS
SILTY SAND (SM)
  -light brown
  -damp
  -loose

WELL GRADED GRAVEL w/ SAND (GW)
  -grey
  -moist
  -medium dense
  -estimated 10%-20% +100mm material
  -maximum 200mm material

  -wet
  -very dense
  -estimated 20%-30% +100mm material
  -maximum 500mm material
EOH @ 3.0m

SM
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GW
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Auger

SUBSURFACE EXPLORATION AND TEST REPORT
CLIENT:  Aviation Branch
Cat 225LC Excavator

Mayo Airport Subsurface Geotechnical Investigation
Mayo, Yukon
LOCATION:

D
ep

th
 (m

)

SAMPLE TYPE

SA
M
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PE
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LIQUID
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    Percent Gravel    
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PLASTIC

SOIL
DESCRIPTION

BOREHOLE NO:  756-28

PROJECT NO:  552-202311-04-0665
ELEVATION:

Page  1  of  1

COMPLETION DEPTH:  3.00 m
COMPLETION DATE:  6/23/10

LOGGED BY:  YTG-SH
REVIEWED BY:  YTG-KJHighways and Public Works

Transportation Engineering Branch
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ORGANICS
SILTY SAND (SM)
  -brown
  -moist
POORLY GRADED GRAVEL w/ SAND (GP)
  -grey
  -moist
  -medium dense
  -estimated 15%-25% +100mm material
  -maximum 400mm material

WELL GRADED GRAVEL w/ SAND (GW)
  -grey
  -moist
  -medium dense
  -estimated 15%-25% +100mm material
  -maximum 500mm material

  -moist to wet

EOH @ 3.1m
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SUBSURFACE EXPLORATION AND TEST REPORT
CLIENT:  Aviation Branch
Cat 225LC Excavator

Mayo Airport Subsurface Geotechnical Investigation
Mayo, Yukon
LOCATION:
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SAMPLE TYPE

SA
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PE
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LIQUID
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PLASTIC

SOIL
DESCRIPTION

BOREHOLE NO:  756-29

PROJECT NO:  552-202311-04-0665
ELEVATION:

Page  1  of  1

COMPLETION DEPTH:  3.10 m
COMPLETION DATE:  6/24/10

LOGGED BY:  YTG-SH
REVIEWED BY:  YTG-KJHighways and Public Works

Transportation Engineering Branch
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ORGANICS
SILTY SAND (SM)
  -light brown
  -damp
  -loose

WELL GRADED GRAVEL w/ SAND (GW)
  -grey
  -moist
  -medium dense
  -estimated 15%-25% +100mm material
  -maximum 500mm material

EOH @ 3.0m

SM
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GW
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SUBSURFACE EXPLORATION AND TEST REPORT
CLIENT:  Aviation Branch
Cat 225LC Excavator

Mayo Airport Subsurface Geotechnical Investigation
Mayo, Yukon
LOCATION:
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)

SAMPLE TYPE

SA
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PE
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LIQUID
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PLASTIC

SOIL
DESCRIPTION

BOREHOLE NO:  756-30

PROJECT NO:  552-202311-04-0665
ELEVATION:

Page  1  of  1

COMPLETION DEPTH:  3.00 m
COMPLETION DATE:  6/24/10

LOGGED BY:  YTG-SH
REVIEWED BY:  YTG-KJHighways and Public Works

Transportation Engineering Branch
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ORGANICS
  -rootlets to 0.3m
SILT w/ SAND (ML)
  -light brown
  -moist
  -loose

WELL GRADED GRAVEL w/ SAND (GW)
  -grey
  -moist to wet
  -dense
  -estimated 15%-30% +100mm material
  -maximum 500mm material

  -wet
  -sandier

EOH @ 3.2m
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Auger

SUBSURFACE EXPLORATION AND TEST REPORT
CLIENT:  Aviation Branch
Cat 225LC Excavator

Mayo Airport Subsurface Geotechnical Investigation
Mayo, Yukon
LOCATION:
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)

SAMPLE TYPE

SA
M
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E 

TY
PE
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LIQUID
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    Percent Gravel    
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PLASTIC

SOIL
DESCRIPTION

BOREHOLE NO:  756-31

PROJECT NO:  552-202311-04-0665
ELEVATION:

Page  1  of  1

COMPLETION DEPTH:  3.20 m
COMPLETION DATE:  6/24/10

LOGGED BY:  YTG-SH
REVIEWED BY:  YTG-KJHighways and Public Works

Transportation Engineering Branch
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ORGANICS
ROOTLETS

POORLY GRADED GRAVEL w/ SAND (GP)
  -grey
  -moist
  -dense
  -estimated 15%-25% +100mm material
  -maximum 300mm material
  -bigger rocks @ 1.2m

  -wet
  -estimated 15%-30% +100mm material

WELL GRADED GRAVEL w/ SAND (GW)
 --grey
  -wet
  -dense
  -estimated 20%-30% +100mm material
  -maximum 400mm material
EOH @ 3.0m
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GP
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SUBSURFACE EXPLORATION AND TEST REPORT
CLIENT:  Aviation Branch
Cat 225LC Excavator

Mayo Airport Subsurface Geotechnical Investigation
Mayo, Yukon
LOCATION:
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)

SAMPLE TYPE

SA
M

PL
E 

TY
PE
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LIQUID
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    Percent Gravel    
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PLASTIC

SOIL
DESCRIPTION

BOREHOLE NO:  756-32

PROJECT NO:  552-202311-04-0665
ELEVATION:

Page  1  of  1

COMPLETION DEPTH:  3.00 m
COMPLETION DATE:  6/24/10

LOGGED BY:  YTG-SH
REVIEWED BY:  YTG-KJHighways and Public Works

Transportation Engineering Branch
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ORGANICS

WELL GRADED GRAVEL w/ SAND (GW)
  -grey
  -humid
  -estimated 10%-15% +100mm material
  -maximum 200mm material

  -brown/grey
  -wet
  -dense
  -estimated 15%-25% +100mm material
  -maximum 500mm material

  -grey
  -wet to saturated
  -estimated 20%-30% +100mm material
  -maximum 500mm material
EOH @ 3.2m
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SUBSURFACE EXPLORATION AND TEST REPORT
CLIENT:  Aviation Branch
Cat 225LC Excavator

Mayo Airport Subsurface Geotechnical Investigation
Mayo, Yukon
LOCATION:
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)

SAMPLE TYPE
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PLASTIC

SOIL
DESCRIPTION

BOREHOLE NO:  756-33

PROJECT NO:  552-202311-04-0665
ELEVATION:

Page  1  of  1

COMPLETION DEPTH:  3.20 m
COMPLETION DATE:  6/24/10

LOGGED BY:  YTG-SH
REVIEWED BY:  YTG-KJHighways and Public Works

Transportation Engineering Branch
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ORGANICS
SANDY SILT (ML)
  -brown
  -damp to moist
  -

WELL GRADED GRAVEL w/ SAND (GW)
  -brown
  -wet
  -dense
  -estimated 15%-25% +100mm material
  -maximum 400mm material

POORLY GRADED GRAVEL w/ SAND (GP)
  -brown
  -wet
  -dense
  -estimated 20%-30% +100mm material
  -maximum 500mm material  -

WELL GRADED GRAVEL w/ SAND (GW)
  -brown/grey
  -wet
  -very dense
  -estimated 20%-30% +100mm material
  -maximum 500mm material
EOH @ 3.0m
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SUBSURFACE EXPLORATION AND TEST REPORT
CLIENT:  Aviation Branch
Cat 225LC Excavator

Mayo Airport Subsurface Geotechnical Investigation
Mayo, Yukon
LOCATION:
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SAMPLE TYPE
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PLASTIC

SOIL
DESCRIPTION

BOREHOLE NO:  756-34

PROJECT NO:  552-202311-04-0665
ELEVATION:

Page  1  of  1

COMPLETION DEPTH:  3.30 m
COMPLETION DATE:  6/24/10

LOGGED BY:  YTG-SH
REVIEWED BY:  YTG-KJHighways and Public Works

Transportation Engineering Branch
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ORGANICS
SILTY SAND

POORLY GRADED GRAVEL w/ SAND (GP)
  -grey
  -moist
  -estimated 10%-20% +100mm material
  -maximum 200mm material

  -wet
  -very few rocks

  -estimated 10%-20% +100mm material
  -maximum 300mm material
EOH @ 3.0m
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SUBSURFACE EXPLORATION AND TEST REPORT
CLIENT:  Aviation Branch
Cat 225LC Excavator

Mayo Airport Subsurface Geotechnical Investigation
Mayo, Yukon
LOCATION:
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SAMPLE TYPE
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DESCRIPTION

BOREHOLE NO:  756-35

PROJECT NO:  552-202311-04-0665
ELEVATION:

Page  1  of  1

COMPLETION DEPTH:  3.00 m
COMPLETION DATE:  6/24/10

LOGGED BY:  YTG-SH
REVIEWED BY:  YTG-KJHighways and Public Works

Transportation Engineering Branch
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ORGANICS
SANDY SILT
  -loose
POORLY GRADED GRAVEL w/ SAND (GP)
  -light brown
  -damp
  -dense
  -estimated 5%-15% +100mm material
  -maximum 200mm material

WELL GRADED GRAVEL w/ SAND (GW)
  -grey
  -wet
  -dense
  -estimated 15%-25% +100mm material
  -maximum 300mm material

  -dark grey

EOH @ 3.0m
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SUBSURFACE EXPLORATION AND TEST REPORT
CLIENT:  Aviation Branch
Cat 225LC Excavator

Mayo Airport Subsurface Geotechnical Investigation
Mayo, Yukon
LOCATION:
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SAMPLE TYPE

SA
M

PL
E 

TY
PE

20 40 60 80

LIQUID

0 0

1

2

3

4

5

1

2

3

4

5

M.C.
    Percent Sand    

    Percent Gravel    

20 40 60 80
    Percent Fines    

PLASTIC

SOIL
DESCRIPTION

BOREHOLE NO:  756-36

PROJECT NO:  552-202311-04-0665
ELEVATION:

Page  1  of  1

COMPLETION DEPTH:  3.00 m
COMPLETION DATE:  6/24/10

LOGGED BY:  YTG-SH
REVIEWED BY:  YTG-KJHighways and Public Works

Transportation Engineering Branch
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ORGANICS
SILT w/ SAND (ML)
  -brown
  -moist

WELL GRADED GRAVEL w/ SAND (GW)
  -brown/grey
  -wet
  -dense
  -estimated 5%-15% +100mm material
  -maximum 200mm material

  -estimated 15%-20% +100mm material
  -maximum 300mm material
EOH @ 3.2m
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SUBSURFACE EXPLORATION AND TEST REPORT
CLIENT:  Aviation Branch
Cat 225LC Excavator

Mayo Airport Subsurface Geotechnical Investigation
Mayo, Yukon
LOCATION:
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DESCRIPTION

BOREHOLE NO:  756-37

PROJECT NO:  552-202311-04-0665
ELEVATION:

Page  1  of  1

COMPLETION DEPTH:  3.20 m
COMPLETION DATE:  6/24/10

LOGGED BY:  YTG-SH
REVIEWED BY:  YTG-KJHighways and Public Works

Transportation Engineering Branch
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