CABLE ADDRESS: ""ELDRICO"

TELEX: 04.50353
ENGINEERS & CHEMISTS LTD. UD7 1 69
125 EAST 4TH AVE., VANCOUVER 10, B.C. TELEPHONE: 876-4111
REPORT OF: Geochemical RﬁaiYSiaﬁ FILE No. C.3~K‘1wé7-35490
AT Yancouver Laboratory oare  August 1, 1967
PRO‘JECT: So0il 38!11}3165 REPORT No.
rePoRTED TO: KEIT Addison Mines Limited ORDER No.

402 ~ 1112 West Pender Street
Vancouver 1, B.C.

Attention: Mr. Wm. Sirola

ces

Kerr Addison Camp
Swim Lake, via
Ross River, Y.T.

Attention: Dr. B.W. Brown

ile have tested 300 samples of seil submitted by
you on July 2%, 1967, and repcrt as hereunder:

A8 per the attached.
COAST ELDRIDGE
W. Wong
Senior Chemist
/bh

ALL REPORTS ARE THE CONFIDENTIAL PROPERTY OF CLIENTS. PUBLICATION OF STATEMENTS, CONCLUSIONS OR EXTRACTS FROM OR REGARDING
OUR REPORTS IS NOT PERMITTED WITHOUT OUR WRITTEN APPROVAL. ANY LIABILITY ATTACHED THERETO IS LIMITED TO THE FEE CHARGED.



COAST ELDRIDGE

ENGINEERING & CHEMISTS LTD.

Kerr Addison Mines Limited

CodmKeleb735490
August 1, 1967 S
Sample No, Lead {pom) zine (ppm)
B325 120 180
B326 88 204
B327 39% 260
B328 112 180
2329 60 158
B330 89 ‘ 240
B331 112 370
B332 116 190
B333 49 190
B334 16 100
B335 16 . 37
B336 13 | 52
B337 13 94
B338 7 8
B339 13 22
B340 7 20
B341 ‘ 10 27
B342 7 37
B343 3l 41
B344 7 8
B34% i 15
B346 10 3l
B347 7 4
R348 i 41
B349 20 37
B350 16 37
B351 16 31
B352 24 94
B353 10 204
B354 116 190
B355 , 24 134
B3G6 % 180
B3S7 49 260

B358 28 86



COAST ELDRIDGE

ENGINEERING & CHEMISTS LTD.

Kerr Addison Mines Limited
Co3e Kel=b6T7=35490

August 1, 1967 - 2 -
Sample No. Lead (ppm) zine (ppm)
B359 28 80
B360 16 47
B361 3% 94
B 62 24 41
B363 3l 47
B364 13 62
B365 10 37
B366 13 31
B367 10 B2
B368 16 62
B369 10 41
B370 10 47
B371 7 3l
B372 7 41
B373 10 41
B374 7 41
B37% 7 52
B376 13 41
B377 7 31
B378 | 7 41
8379 7 8
B380 10 41
B381 10 ‘ 58
B382 7 41
B383 7 62
B384 10 58
B38B 10 41
B386 10 41
B387 7 10
B388 10 27
B389 7 27
B390 10 31
- B391 10 41

Bag2 10 41



COAST ELDRIDGE
ENGINEERING & CHEMISTS LTD.

Kerr Addison Mines Limited

Co3wK,1=67=35490

August 1, 1967 -3

Sample No,. Lead (ppm) zZinc (ppm)
B393 10 37
B394 13 37
B395 10 , 47
B396 20 86
B397 10 ' 70
B398 13 127
B399 16 41
B400O 13 41
B 01 10 52
B40O2 16 62
B403 60 70
B404 16 31
B4O5 13 80
B406 13 52
B407 7 22
B408 16 '8
B409Y 7 3l
B410 | 4 8
B4ll 7 31
B412 7 | 32
B413 | 10 41
B414 7 8
B41% 10 47
B416 ' 10 52
B4LT 13 37
B418 10 41
BA19 20 31
B420 | 7 37
B421 13 41
B422 16 41
B423 13 41
B424 20 22
B425 60 70
B426 20 47

B427 16 ' 4]



GS

COAST ELDRIDGE

ENGINEERING & CHEMISTS LTD.

Kerr Addison Mines Limited

Ce3=Ks167=35490
August 1, 1967

Sample No.

B428
B429
B430
B431
B432
B433
B434
B435
B436
B437
B438

 B439
B44D
B441
B442
B443
B444
B445
B446
B447
B448
B449
B450

- B451
B4B2
B453

- B4B4
B455
B456
B457
B45S
B459
B460
B461

w 4

Lead gggmz

35
7
a4
75
35
35
16
75
3l
180
65
g
16
13
Z
10
40
7
7
16

13

13
13

7
20
13
16
13

7

10

10
10
10
13

Zinc (ppm)

100
22
94

100
75
80
41
62
70

100

114

47
86
al
70
86

37
58
41
47
52
52
a7
41
52
41
31
27
31
41
a1
70



COAST ELDRIDGE

ENGINEERING & CHEMISTS LTD.

Kerr Addison Mines Limited

CoBmi e LubT=35490
August 1, 1967 B -
Sample No. Lead (ppm) Zine (ppm)
B462 13 41
B463 7 41
B464 10 47
B465 16 ' 52
B466 7 47
B467 10 52
B468 2 41
B469 7 8
B470 7 | 15
BAT71 28 10
B472 | 7 27
B473 24 41
B474 16 31
B4TS 20 58
B476 ~ | 13 41
B477 16 52
B478 13 70
B479 10 | 41
B480 10 31
B481 ‘ 13 | 41
B482 54 100
R483 54 70
B484 | 60 41
B485 24 %2
B486 | 35 41
B48Y 24 | 41
B488 20 41
B489 . 13 52
B4A90 13 41
B491 13 | | 37
- B492 13 41
B493 16 41
B494 16 41

B495 7 37



COAST ELDRIDGE

ENGINEERING & CHEMISTS LTD,

Kerr Addison Mines Limited

Co3wKe 1=67=38490

August 1, 1967 -6 -

Sample No, Lead (ppm) Zinc (ppm)
B496 13 4}
B497 7 4
B498 16 52
B499 13 58
B500 10 47
B501 16 70
B502 10 41
B503 10 70
B504 7 41
B505 , 4 10
B506 10 62
BS07 13 82
B508 13 41
B509 13 70
B510 10 41
B511 24 58
B512 16 47
B513 10 31
B514 13 52
B515 7 10
B516 20 62
B%17 13 47
B518 16 58
B519 24 58
B520 ~ 28 58
B521 13 41
B522 : 10 41
B523 4 8
B524 7 31
B525 13 . 37
B526 24 52

- B527 20 62
B528 28 62
B529 7



GS

COAST ELDRIDGE

ENGINEERING & CHEMISTS LTD.

Kerr Addison Mines Limited

Co3ek, 16785450
August 1, 1967 S
Sample NO. Lead (ppm)
B530 10
B531 10
BBH32 10
B533 13
B534 13
B535 10
B536 16
B537 7
BS38 10
B53%9 7
B540 7
BS54l 13
BS42 7
B543 (insufficient sample for analysis)
BS544 13
B545 13
B546 7
BB4Y 13
BBA4S 16
BB4G 13
BE50 13
BES1 24
- BEB2 16
B553 10
- E554 13
B555 10
BED6 13
BBST 10
B558 10
BE5Y 10
B560 13
B561 10
B562 7
B563 10

zinc (ppm)

41
3l
41
52
41
68
41
52
b2
41
52
41
41
41
41
41
41
4l
60



COAST ELDRIDGE

ENGINEERING & CHEMISTS LTD.

Kerr Addison Mines Limited

Co3wKe 1-67=354%0
August 1, 1967 “ 8 -
Sample No. Lead (ppm) Zine (ppm)
B564 13 31
BS65 3l , 27
B566 10 70
B567 4 32
B568 7 8
B569 10 - 52
BS70 2 70
BS71 16 47
BS72 20 41
B573 , 24 58
B574 16 62
- BS75 13 41
BS76 13 22
BST77 10 62
B578 7 4
BS79 13 31
B580 16 70
B581 10 20
B582 10 15
B583 13 37
B584 20 41
B85 7 10
B586 10 20
B587 20 37
Boasg 13 31
BH8Y 10 8
B590 16 37
B591 10 4
B592 13 27
B593 10 3l
- B%94 4 4
B59% 7 4
B596 7 31

B597 16 58



COAST ELDRIDGE

ENGINEERING & CHEMISTS LTD,

Kerr Addiscn Mines Limited

Cu3e=K.1=67-39490
August 1, 1967 - 9 -
Sample No. Lead (pom) Zinc (ppm)
8598 31 41
BS99 16 70
B&6OO 13 41
B601 16 52
B602 127 41
B603 13 41
B604 16 41
B60O5 10 22
B606 10 41
B607 ‘ 24 47
B608 20 41
B6O9 20 31
B610O 16 31
B611 20 41
B6l12 , 13 41
B613B 13 52
B615 3l 100
B61S 28 100
B616 : 24 31
B617 28 70
B61B 13 41
B619 20 41
B&T70 24 B2
B621 13 37
B622 20 52
- B623 24 70
B624 20 70
NB B6l134 28 86

/bh



