
8 BONDAR-CLEGG & COMPANY LTD. 

1368 INDUSTRIAL RO, WHITEHORSE, YUKON Y1 A 2V1 PHONE: (403) 667-6523 

Certificate of Anaiysis 007538 
CofVlptErE. <Ke-5ucr5 "ll Fou..ow 

TO REPORT NO . . .  W�Q-:-;39.1.1.6 .• _7 .......... . 

Currogh Resources 
DATE . . . . . . . . . . . . . . . . . . . . . . . . . . . .  . 

June 14, 1990 

I hereby certify that the following are the results of analyses made by us upon the herein described . . .  WA T.E. � . . . . . . . . . . . .  samples 

ppb ppb ppb ppm mg/L 
MARKED 

Cu Pb Zn 
Tot Tot Tot 504 Sus.S 

X 2 June 11 3 - 13 L1 L5 
X 3 II n L2 - 5 L1 L5 
X 4 II II 4 - 98 67 6 
X 5 II II 4 86 197 70 L5 
X 9 II II 23 - 13 69 -

X10 I II 2 L5 21 2 L5 
X13 II 3 L5 8 69 L5 
X14 II 3 14 60 35 L5 
X22 II 15 - 74700 72 8 
X22A II 164. - 25100 70 62 
X23 II 11 - 32000 74 L5 
R7 II - - - 1 L5 
BC I 10 - - - 1 7 
PR I 11 - - 2 45 -

II - - -
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VB 10 1 28 

�{1 t I) 

n- � 

�� 
! 

�'< 
BONDAR-CLEGG & COMPANY LTD. 



8 BONDAR-CLEGG & COMPANY LTD. 

1368 INDUSTRIAL AD, WHITEHORSE, YUKON Y1 A 2V1 PHONE: (403) 667-6523 

Certificate of Anaiysis 

TO REPORT NO . ... !J.9_q-:�� 1J � !' !_ ........ . 
Curragh Resources 

Samples Receieved June 14, 1990 
DATE .... . ......... . ... . . . . .. . .... f 

I hereby certify that the following are the results of analyses made by us upon the herein described ... . �A.T�.� . . .. . . ..... samples 

ppb ppb ppb ppb ppb ppb ppb ppb ppb 
MARKED Cu Cu Pb Pb Zn Zn Mn Mn Fe 

Tot Dis Tot Dis Tot Dis Tot Dis Tot 

R7 June 11 L2 L2 - - 5 6 - - -

BC II 10 L2 L2 L5 L5 5 3 15 6 259 
PR II 11 6 2 L5 L5 37 5 61 8 2200 
V8 II 10 4 3 8 L5 47 15 28 8 1270 
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TO 

8 BONDAR-CLEGG & COMPANY LTD. 

1368 INDUSTRIAL AD, WHITEHORSE, YUKON Y1 A 2V1 

Certificate of Anaiysis 

Currogh Resources 

Samples Received June 14, 1990 

PHONE: (403) 667-6523 

REPORT NO . . \:1�0:-;3().1.1.6 . •. 7 .......... . . 

DATE . . . . . . . . . . . . . . . . . . . . . . . . . . . . . ( 

I hereby certify that the foUowing are the results of analyses made by us upon the herein described . . . w�:r.��- . .... ..... .  samples 

MARKED 
ppb ppb ppm ppm ppm ppm ppm ppb ppb 

Cd Cd Co Co Mg Mg Ag Ag 
Tot Dis Tot Dis Tot Dis T.Hard Tot Dis 

BC June 10 L2 L2 12.8 12.7 2.8 2.7 43 L5 L5 
PR II 11 L2 L2 24. 23. 7.7 7.3 93 L5 L5 
VB II 10 L2 L2 24. 23. 8.1 8.0 93 L5 L5 
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