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Report Number: A29-555 � 
Samples Received: December 11, 1969 
Results Completed: December 18, 1969 
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MARKED 

300 
301 
302 

NOTE: 
Rejects retained two weeks 
Pulps retained three months 
unless otherwise arranged. 

GOLD SILVER Lead Zinc 

Ounces Ounces Value Percent Percent 
per Ton per Ton per Ton 

Trace Trace .25 10.42 
.005 .18 .08 .45 9.82 
.005 .18 .10 .65 14.48 

Gold & Silver values reported on these sheets 
have not been adjusted to compensate loses and 
gains inherent in fire assay methods. 

Gold calculated at $ . .. 3S .... 00 . .... per ounce 
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