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MILTON HERSEY COMPANY EST. 1666 

9529 - 63rd Avenue , Edmonton, Alberta 
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July 4th, 1960 

5024/E60/94/l & final on assay 

Mr. Edwin Case 
10029 - 148th Street 
Edmonton, Alberta 

Dear Sir: 

Results have been received from our Winnipeg 
branch office on the samples of ore received 
in our office for assay purposes and we hereby 
repeat these below: 

Sample 
No. 

1 

2 

3 

Gold 
oziton 

0 . 04 

Silver 
oziton 

108.10 

86.60 

568.08 

% % % 
Lead Zinc Copper 

83.60 None 

82.29 None 

32.47 None 2.88 

Each of the three silver determinations were 
carried out in duplicate for check purposes . 

Yours truly, 

THE \IJ ARNOCK HERS CO MPANY LTD. 

/fhm 
• A. Tupper, P.Eng. 

Manager, Western Division 

'ntiS REPORT IS FOR THE EXCLUSIVE AND PERSONAL USE OF THE CLIENT NAMED ABOVE AND MAY ' 
ONLY BE REPRODUCED BY WRITTEN PERMISSION FROM THE WARNOCK HERSEY COMPANY LTD. 

'014300 

Head Office 
128 ELMSLIE STREET 

MONTREAL 32. QUE. 

DOMINIC 6•3.100 

I 
I : 

! 


