® CHEMISTS

1416 CROWN STREET
NORTH VANCOUVER, B.C.

CHEMEX LABS LTD. recernone: sooss 014450

e GEOCHEMISTS e ANALYSTS ® ASSAYERS
CERTIFICATE OF ANALYSIS NO. 6937
- Atlas Explorations Ltd., e
330 - 355 Burrard St., : 2281
Vancouver, B. C. DATE RECEIVED Oct. 10/69
j— DATE ANALYSED Oct.30/69
Mr. J. Brock
SAMPLE NO.: EEM
Tungsten
VA 1 4
2 10 -
3 15"
4 30
5 25°
6 20
7 15
8 0~
10 10
11 10
12 32~
13 0
1l4a 8
14b 5
15 4
16 4 -
17 0
18 65 v
A 19 4 .
DO 1 4 -
2a 4~
2b 4
3a 4 -
Hachb 4 -
4b 0.
.5 0-
6 0
7 0
8 8-
9 8"
10 4
11 8
12 4
13 Q:
DO 14 0

Certified b




CHEMEX LABS LTD.

® CHEMISTS ® GEOCHEMISTS

e ANALYSTS

1416 CROWN STREET
NORTH VANCOUVER, B.C.
CANADA

TELEPHONE: 988-6955

® ASSAYERS

CERTIFICATE OF ANALYSIS NO. 6934
— Atlas Explorations Ltd., INVOICE NO.
330 - 355 Burrard St., 2281
Vancouver, B, C. DATE RECEIVED
Oct. 10/69
ATTN DATE ANALYSED oct. 30/69
Mr. J. Brock
SAMPLE NO.: T
Tungsten
0+00,0+00W 0v
1+00W (0
2 ov
3 2¥
4 8 v
5 4 =
6 4
7 2
0+00,8+00Ww  0“
4+00S 0+00W 0 -
1 0 -
2 16 -
3 4 v
4 ,*% 25 .
¢ 35 .
7 4 o
 4+00S 8+00W 8 -
8+00S 0+00W 4 -
1 4
2 480
3 50
4 30
5 30
6 40 -
7 200 v
8+00S 8+OOW 20~
12+00S 0+00W 4 o
1 100
2 160
3 1000
4 900
5 220
6 440
7 400
1-12+00S 8+00W 100 .
16+00S 0+00W 100 v«
1 400
2 400
16+00S 3+00W 300
*#44+00S 5+00W 0v

Certified




CHEMEX LABS LTD.

® CHEMISTS

° GEOCHEMISTS ® ANALYSTS

1416 CROWN STREET
NORTH VANCOUVER, B.C.
CANADA

TELEPHONE: 988-6955

® ASSAYERS

CERTIFICATE OF ANALYSIS No. 6935

TO: Atlas Explorations Ltd.,

ATTN:

330 - 355 Burrard St.,
Vancouver, B, C.

Mr. J. Brock

INVOICE NO. 2281

DATE RECEIVED Oct. 10/69

DATE ANALYSED Oct. 30/69

SAMPLE NO.:

PPM
Tungsten

16+00S

16+00S

4+00W 300
5 160 v
6 125 v
7 300
8+00W 8 v

20+00S

0+00W 4 v
50 -
400
220
300

20+00S

125
200 v
180

8+00W 30 -

NoyUifBs W=

244008

0+00W 30 .

4 v
4 v
2400
4 .
300

24+00S

400
1500
8+00W 600

N oju s W -

4+00N

o+00W 16

Ny B~ W N
~

4+00N

8+00W 20 .

8+00N

o+00W 35v

8+00N

Ul W =
O 0 O P~ o

7+00W

Certified by ...




CHEMEX LABS LTD.

® CHEMISTS ® GEOCHEMISTS ® ANALYSTS

CERTIFICATE OF ANALYSIS

Atlas Explorations Ltd.,
T 330 - 355 Burrard St.,
Vancouver, B. C.

1416 CROWN STREET
NORTH VANCOUVER, B.C.
CANADA

TELEPHONE: 988-6955

® ASSAYERS

NO. 6936

INVOICE NO. 2281

DATE RECEIVED Oct. 10/69

DATE ANALYSED Qct. 30/69

S ENR Mr. J. Brock

SAMPLE NO.: PPM
Tungsten

8+00N 8+00QW 0
12+00N 0+00W 4 v
1 0+
2 0 v
3 Q -
4 0 v
5 4
6 4
7 0 v
(124008 8+00 0 -
16+00N 0+00W (VR
1 8 v
2 (O
3 (O
4 4 o
5 0 -
6 0«
7 4

16+00N 8+00W 28
1 20+00N 0+00W Q v
1 0 «
2 0
3 0 «
4 4 o
5 10 .

6 25

7 300

20+00N 8+00W 220
24+00N 0+00W 4 v
1 8 v
2 8 v
3 0 v
4 0
5 0 v
6 R L

7 250
24+00N 8+00W 120 v




