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J30PembertonAve. 
North Vancouver, B.C. 

Canada V7P 2RS 
Phone: (004) 985-0681 
Tek:x: 04-3S2667 

. 

REPORT: 127-8966 < COHPLEtE l 

CLIENT: CURRAGH RESOURCES CORP. 
PROJECT: NONE GIVEN 

ORDER ELEHENT 

l Cu Copper 
2 Pb Lead 

3 Zn Zinc 
4 Ag Silver 
5 Au Gold - Fire Assay 
G Ba Barium 
7 Ba Bariu1 ｓ･ｾｩＭｱｵ｡ｮｴ＠

SAMPLE TYPES NUMBER 

R ROCK OR BED ROCK 9 

015705 

---
NUMBER OF LOWER 
ANALYSES DETECTION LIMIT 

9 1 PPM 
9 2 PPH 

----
9 l PPH 
9 0.1 PPH 
9 5 PPB 
9 20 PPM 
2 2.0 PCT 

SIZE FRACTIONS 

2 -150 

NOTES: * indicates INTERFERENCE NOIED 

REMARKS: A Ba - INTERFERENCE NOTED DUE TO Zn ON SAMPLE 
87MMI, AND Fe ON SAMPLE 87HH7. 

REPORT COPIES TO: GREG JILSON 

Geochemical 
Lab Report 

REFERENCE INFO: P.O. ｴＷＰＰｾＮＭＭＮ］Ｑ＠

SUBMITTED BY: TED PARRY 
DATE PRU!TED: 19-NOV-87 

EXtRACTION HE!HOD 

HN03-HCL HOI EXTR Atomic Absorption 
HN03-HCL HOT EXTR Ato1ic Absorption 

HN03-HCL HOI EXTR Ato1ic Absorption 
HN03-HCL HOT EXTR Atomic Absorption 
HRo·ASSAY Fire Assay AA 

X-RAY f!JJorescence 
X-RAY FlJJorescence 

NUMBER SAMPLE PREPARATIONS NUMBER 

CRUSH,PULVERIZE -150 9 

INVOICE IO: GREG JILSON 
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IJOPembcnonAve. 
North Vanrouvel", B.C. 
CWlda V7P 2JU 
Phone: (004) 985-0681 
Telex: 04-352667 

REPORT: J27-89bG 

SAMPLE 
NUMBER 

. . 

R2 87HH1 
R2 87HM2 
R2 87HH3 
R2 87HH4 
R2 87HH5 

R2 87HHb 
R2 B7HH7 
R2 87HH8 
R2 87HH9 

-
ｾ＠ "00 • "· 

; . .. ｾ＠ ' . ....... 

ELEMENT Cu 
UNITS PPH 

955 
152 
b8 
&9 
37 

Pb Zn 
PPH PPH 

. 

>10000 )20000 
54 830 

437 2700 
69 470 

254 470 

108 4330 6400 
1&2 )10000 5100 
52 >10000 220 
24 5340 184 

Ag 
PPM 

22.5 
0.7 
1.9 
0.9 
0.9 

2.9 
9.1 

45.6 
19.1 

PROJECT: NONE GIVEN 

Au Ba Ba 
PPB PPH PCT 

. 

50 !BOO* 
<5 9000 
(5 5000 
<5 8800 
5 5000 

<5 4500 
10 9200* 
50 )20000 )50.0 
40 >20000 )50.0 

Geochemical 
Lab Report 
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Bondar-Oegg & _Company Lid. 

130 Pemberton ａｾＮ＠

' 

Nonh Vancouver, B.C. 
Canada V7P 2R5 
Phone: (604) 98S-0681 
Tdcx: 04-352667 

Certificate 
of Analysis 

'
1 
L _ _!.£PORY: 627-.8%6 · ( COMPLETE > REFERENCE mm: P.o. nooo12s ｾ＠

ｾ］］］］］］］］］］］］］ｾｾＭｾｾ］］］］］］］］］］］］］］］］ＭＱﾷ＠

I . 

CLIENT: CIJRRAGH RESOURCES CORP. ｓｕｾｍｕｔｅｄ＠ BY: !ED PARRY 

PROJECT: NONE GIVEN M!E PRINTED: 27-NOV-87 

ORDER 

l Pb 
2 Zn 

ELEMENT 

Lead 

Zinc 

NUMBER Ot LOWER 
AHALYSES DEIECT!UN Lill!T EXiP.ACTIOI! 

3 
l 

0.01 PC! 

0.01 PCT 

METHOD 

SAMPLE TYPES NUllBER 
SIZE FRl\CI IONS . ｾｾｂｅＭｒ＠ ---SA-ttP_L_E -PR-,F.-PA-RA_!_!O_NS-N-UM_B_llR-------,1 ; 

R ｒｏｃｾ＠ OR Btu ROCK 3 2 -150 3 AS RECEIVED, NO SP 3 

··- ｾＬＬＬＮＮＮＮＭｾＭ . - ,. 

l 
REPORT COrIES TO: GREG JILSON INVOICE IO: GREG JILSON 
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' Bondar-Oexg &: Company Ud. 

J30 Pemberton Ave. 
, North Vancouver, B.C. 

• Canada V7P 2R5 
Phone: (©4) 985-0681 
Tekx:04-352667 

L REFORY; 627-8966 

SAMPLE 
NUMBER 

R2 8?MK1 

R2 87MM7 
R2 87KMB 

-

ELEMENT Pb 
UNITS PCT 

1.32 
1.40 
2.04 

Zn 
PCT 

7.70 

PROJECT: NONE GIVEN 

Certificate 
of Analysis 
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Re9istered Assayer, Province of British Columb1., 


