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.' C_ .EMEX LABS L •. 
' 1416 CROWN STREET - NORTH V•ANCOUVER, B. C. - TELEPHONE 988-6955 

No. 583 

To: Anvil Mining Corporation Ltd. 

SAMPLE No. 

24374 
24:S7'5 
24376 
24'577 
24378 
24:2J79 
24380 
24'581 
24382 
24~8'5 
24384 
24~8"5 
24386 
24:2)87 
24388 
24~89 
24390 
2~~;51 
24452 
244'=i;.; 
24454 
2~4.!:i!:i 
24456 
2~!:1:57 
24458 
2~4~ 

Box 2470 
~fuitehorse, Yukon 

ppm 
Conner 
74 
89 

111 
22 
23 
"5"5 
80 

100 
30 
:2)8 
32 
42 
36 
:2J6 
36 
60 
50 

"5 
22 
18 
69 

:2) 

11 
"5 

3 
ll 

ppm 
Lead 
27 
:2Jl 
60 
12 
10 
10 
17 
2"5 
6 
6 

· 6 
17 
22 

. 22 
25 
24 
6 
"5 

12 
6 

25 
6 
6 
6 
5 
"5 

Atten.: Mr. M.O. Hampton , t-1r. D. Mayes 

Invoice No. 113 

ppm 
Zinc 
78 
94 
97 
72 
64 
r::y:) 

80 
1'57 

22 
24 
33 
74 
90 

11? 
104 
180 

31 
8 

39 
?1 

110 
B - ~ 
27 
8 

14 
30 

·standard Soil #11 184 10 55 

,: 

" • 

2~~60 . "5 

24461 48 
::>44f.2 22 
24463 45 
:;;l.t.lif,Lt. 6 

·· . 24465 22 
::>lt.Lt.f.f. 8 
24467 50 
::>l.t.l.J.f.P. 24 

·24470 46 -
24471 27 
24472 16 
244_7? ' 16 

Date Received Sept. 18, 1967 
Date Analysed October 4, 1967 

:2) 10 
24 76 
8 4:S 

17 82 .· :2) 8 
8 48 ,, 
:2) 1'5 

17' 85 
6 4'5 

22 68 
15 163 
12 26 
6 22 

~ERTIFIED BY~~---····:···,.,. .... 



:;. 

C .. ·EMEX LABS L~ ). 
1416 CROWN STREET - NORTH v ,ANCOUVER, e. c. - TELEPHONE 988-6955 

No. 584 

To: Anvil Mining Corporation Ltd. 
Box 2470 
Whitehorse, Yukon 

SAMPL.E No. 

24474 --

24475 
24476 
24477 
24478 
24479 
24480 . -

24481 
24482 
24484 
24485 

,· 24486 '' ' ':,: 

244~7 
24488 
24489 
24490 
24491 
24492 
24493 
24494 
24496 
2442.:7 . 
24498 
24492 

Standard Soil #1 
24200 
24501 
24202 -
24503 
24'504 
24505 
24'506 
?4507 

- 24~08 
24509 
24~10 
24511 
24"5J2 
24513 .. 
::>b.l:;lh 

Date Received 

Date Analysed 

ppm 
Copper 
30 
72 
23 
48 
50 
10 
30 
20 
69 

111 
24 

'5 
20 
26 
74 
24 
4; 
13 
38 
6'5 

.- 28 
64 
42 
35 
55 
33 . 
.24 
33 ,, 

' 2 
76 
70 
32 
40 

. •' 36 
2 

36 
24 
5 

22 

Sept. 20, 1967 
October 4, 1967 

ppm 
Lead 
.6 
2]_ 
20 
2'5 
20 
2 

27 
17 
24 
19 
10 
.'5 
15 
17 
24 
22 
22 
1 

11 
27 
24 
24 
17 
11 
b"2 
12 
13 
13 
1 
-1 

24 
12 
8 

. 13 
20 
1 

12 
8. 

--1 
6 

Atten.: Mr. M. O. Hampton, l·1r. D. Mayes 

Invoice No. 113 

ppm 
Zinc 
30 

104 
39 . 
72 

107 
24 
78 
49 

200 
120 
36 

8 
39 
68 
90 
66 
59 
21 
48 
90 
6o 

116 
74 
80 

245 
76 
62 
66 
9 

13 
116 
-' 82 . 
45 
81) . 

104 
6 

78 
'iO 
16' 
42 

CERTIFIED B~ r:::. .. «?.~ ..................... . ~6:l4~ , ' 
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·C . . ·EMEX LABS L~ J. 
1416 CROWN STREET --:-· NORTH y ,ANCOUVER, B. C. '- TELEPHONE 988-6955 

To: Anvil~Mining Corporation Ltd • . 
Box 2470 

· Whitehorse, Yukon 

SAMPLE No; 
.. ... 

. 24515 •.· 

. 24516 . 
' 24.517 . 
2451'8 
24519 
24520 

::: 24521 
"" 24522 

·~. 24524 ' 
24525 
24526 

.. 24527 
. ·. ?4528 

. ' 24529 
24530 
24531 
24532 
24222 
24534 

;24'53'5 . 
24536 
24'537 
24538 ., 

Standard son #1 

.. .. 

24539 . 
. 24'540 

.. 2'454B • 
24244. 
24545 
24'546 

' 24547 
24'548 . 
24549 
24'5'50 
24551 . 
24'5'52 
24553 

' 241=il=i4 
24556 

Date Received 

Date Analysed 

.. 

ppm 
·conner 
23 
2 
6 

23 
26 
'52 
11 
4'5 
78 
69 
33 
48 
38 
3 
5 
.3 
3 
'5 
5 

18 
18 
33 

·. 22 
.'54 

3 
'55 
78 
46 
43 
3 

33 
42 
36 ·-

15 
18 
1"i 
20 
p) 

38 

Sept. 20, 1967 
October 3, 1967 

ppm 
Lead 
10 
0 
0 
6 
3 

26 
0 

1_7 

.36 
17 
22 
42 
12 
0 
1 
0 
0. 
1 

19 
'5 

12 
12 
24 
60 

l 
25 
33 
1'5 
22 
0 

22 . ·. 
17' 
13 

.. 6 
8 
") 

5 
. . ·. .') 

' 19 

Atten.: Mr. M.O. Hampton, Mr. David Mayea 

Invoice No. 113 

ppm 
Zinc 
68 ,. 

20 . 
16 
'54 
30 

1'57 
37 
94 

265 
180 
90 

110 
68 .. 

.. 
12 
5 
6 
3 

1:S 
48 
2:S 
66 
70 
.74 

240 
15 

.. 200 
142 
no 
85 
19 

.. 74 
87 
43 
36 
43 
27 . 
19 
2"i 
74 

.. .. 

CERTIFIED B~~-------- - ... · ~·-.·--·· 
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C . .'EMEX LABS L~ ). 
1416 CROWN STREET - NORTH v,ANCOUVER, B. C. - TELEPHONE 988-6955 

No. 586 

To: Anvil Min i ng Corporation Ltd. 
Box 2470 
Whitehorse , Yukon . 

SAMPLE No. 

24557 
245'58 
24559 
24'561 
24562 
24"56:S 
24564 
2456'5 
24566 
241')67 
24570 
241')71 
24572 
24'57? 
24574 
241')71') 
24576 
24~77 
24578 

Standard Soil :/1:11 
24580 
2~581 
24582 
2~;58~ 
24585 
2~;586 
24587. 
2~;588 
24589 
:::>4c:;oo 

24591 
?h.r::;o;o, 

24594 
?h.i:;or::; 

24596 
?4C!i07 

24598 
?h.r::;oo 

24651 
246E)2 

Date Received 

Date Analysed 

ppm 
Conner 
33 
"54 
60 
69 
38 
8? 
48 
64 
33 
4o 
30 
67 
24 
"59 
26 
?2 
11 
16 
18 

184 
5 

")") 

~ 
59 
:S2 
54 
22 
22 
:Sl') 
62 
"):2j 

3 
2 

72 
89 
2 

lC!i . 

11 
10 

Sept. 20, 1967 
October 3, 1967 

ppm 
Lead 
19 
27 
19 
20 
-27 
22 
17 
2") 
8 

17 
6 

19 
13 
17 
19 
20 
5 

12 
17 
10 
1 

1"5 
31 
24 
20 
19 
29 
? 
5 

17 
15 
17 
1 
1 

24 
22 
1 
I) 

§ 

Atten.: Mr. M.O. Hampton, Mr. D. Mayes 

Invoice No. 113 

ppm 
Zinc 
90 

116 
120 
128 
90 

170 
97 

107 
59 
76 
67 

107 
59 
74 - 7 

l 

74 
78 
33 
'50 
49 
22 
10 
76 
80 
60 
90 
62 
82 
26 
27 
47 
72 
I) I) 

16 
12 

124 
82 
8 

21 
39 
18 

~ERTIFIED BY~~-------· ·· - - ---- - ---



' 

C_4.-EMEX LABS L~ J. 
1416 CROWN STREET - NORTH V1ANCOUVER, B. C. - TELEPHONE 988-6955 

No. 587 

To: Anvil Mining Corporation Ltd. 
Box 2470 
Vfuitehorse, Yukon 

SAMPLE No. 

24653 
246is4 
24655 
24656 
24657 
24658 
24659 
24660 
24661 
24662 
24663 
24664 
24665 
24666 
24667 
24668 
24669 
246:ZO 
24671 
24672 
24673 
24674 
24675 
246:Z6 
24677 
24618 
24679 
24680 
24681 
24682 
24683 
2_lj._684 
24685 
24686 
24687 
?h.?.AA 

24689 
246GO 
246sn 
?lJ.t<o? 

Date Received 

Date Analysed 

ppm 
Copp_er 

5 
23 
42 
42 
22 
80 
87 
32 
54 
23 
4o 
32 
46 

100 
20 

260 
42 

_3_8 
28 
11 
28 
:so 
11 
15'5 
46 
'50 
45 
"59 
87 
4o 
48 
16 
43 
2) 
55 
1"5 
30 
4o 
48 
r::,? 

Sept. 20, 1967 
October 5, 1967 

ppm 
Lead 
1 
8 

13 
17 
17 
21 
34 
17 
19 
20 
10 
13 
10 
17 
5 

25 
13 
0 
8 

10 
3 
6 
0 

12 
10 

'5 
8 

' 46 
19 
8 

15 
1 

10 
19 
13 
1'5 
15 
6 
1 

lQ 

Atten.: Mr. D. Mayes 
Invoice No. 113 

ppm 
Zinc 
7 

31 
54 
66 
55 
85 

104 
128 
87 
85 
54 
70 

107 
78 
49 

163 
137 

27 
116 
74 
59 
42 
30 

163 
110 
24 
50 
94 

llO 
30 
70 
19 
62 

137 
78 
36 
59 
13 
48 

270 

~ERTIFIED BY~~---·········· ·········· 
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C. ~EMEX LABS L~ ). 
1416 CROWN STREET - NORTH V•ANCOUVER, B. C. - TELEPHONE 988·6955 

No. 588 

To: Anvil Mining Corporation Ltd. 
Box 2470 
\Vhitehorse, Yukon 

SAMPLE No. 

2469) 
24694 . 
24695 
24696 
24697 
24698 
24699 
24700 

Date Received 

Date Analysed 

' 

ppm 
Conner 
64 
60 
26 
40 
18 
70 
4) 
38 

Sept. 20, 1967 
October 5, 1967 .. 

ppm 
Lead 
17 
19 
5 

1'5 

~ 
) 

10 

Atten.: Mr. D. Mayes 

Invoice No. 11) 

ppm 
Zinc 

128 
94 
62 

128 
29 
78 
)) 

28'5 

. ~/22 . <../ 
CERTIFIED BY~~~---···········----------
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C .. EMEX LABS LT 1 . 
1416 CROWN STREET - NORTH V,ANCOUVER, B. C. - TELEPHONE 988-6955 

No. ·;,$2 

To: Anvil Mi.nin~ CQrporatio:n .t.w-
ao:t al{fo · . 
'ftb.!'t~h~r~e. Y~tl 

Atten.: ~l.'• tiittri d MIA:/~ 

Invoice No. U' 
SAMPLE No. pplll N• PI'• 

ao .er lidri ztno 
ae :Ji! 59 
6 5 44 

11 ' '' 1 107 
28 ,, 

11 110 
J2 11 90 ... ., 51 'a 11 11~ 

17 9 
lj 60 

ll ' J4 
!8 14 ,, 11111 

10 ?4 
lS 11 , 
6' 26 1,7 ., at 16, 

10 11 a" • 15 llJ ,, 8 " 1t 1' 128 
,a .,, 6~ . 

l 8 
~ 19 us _lt, 17 laG 
4J 1; 90 

Jj 11 
91 1lt. 

12& 
~ '' 91 

lle • . 15 $7 
Q 4 ,. 
'il 24 :L» ., . 

1 

I 20 100 

" 110 
7. a, }! a . 

Date Received S•ltt •. . ac-. l9.61 
Date Analysed Se:p t. 2:$t 4.9-17 
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C._ _EMEX LABS LT1 . 
1416 CROWN STREET - NORTH V•ANCOUVER, B. C. - TELEPHONE 988-6955 

No. 680 

To: qvil Mi n i ng Corporation Lt d. 
Box 2470 
Whiteho rse , Yukon 

SAMPLE No. 

24201 
24202 
2420:? 
24204 
24205 
24206 
24207 
24208 
24209 
24210 
24211 
24212 
2421:? 
24214 
24215 
24216 
21-+217 
24218 
24219 
24220 
24221 
242?2 
2422:? 
24224 
24225 
24226 
24227 
24228 
24229 
242'50 
242:?1 
242')2 
2'42:?:? 
242'54 

·'" 242:?5 
242~6 

Standa rd Soil #1 
~41)()1 . 

24602 

ppm 
Copper 
10 
30 
:?:? 
33 
2 

!) 

)0 
32 
48 
13 
:?:? 
70 
1:? 

2 
2 

11 
64 
48 
57 
8 

51 
16 

:? 
6 
8 

~~ 

5 
~7 
1:? 
40 

6 
48 
45 
11 
4o 
2:2i 
54 

") 

1:? 

Date Received 
Date Analysed 

October l q, 1967 
Oct ober 24, 1967 

Atten.: Mr. M. Hamp ton 

Invoice No. 144 

ppm ppm 
Lead Zin c 
6 17 
12 415 
12 76 
20 78 

1 6 
0 6 

19 76 
13 76 
20 76 
8 28 

22 70 
20 94 
12 29 

1 6 
0 6 
6 26 

15 90 
22 78 
25 116 

1 16 
15 94 
0 19 
0 1:? 
2 19 
0 16 

10 94 
0 11 

24 116 
8 22 
1~ 124 
1 16 

19 97 
17 100 

1 2"3 
1:? 1)0 
1"3 '56 
60 255 
0 6 
8 55 

/o~ I< ~ 
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C~~EMEX LABS L~. ). 
1416 CROWN STREET - NORTH VANCOUVER, B. C. - TELEPHONE 988-6955 

No. 681 

To: Anvil Mining Corporation .Ltd. 
Box 2470 
Whitehorse, Yukon 

Atten,: Mr. M. Hampton 

Invoice No. 144 

·SAMPLE No. ppm ppm ppm 

24605 
24604 
24605 
24606 ' 
24607 . 
24608 
24609 
24610 
246il 
24612 
24614 
2461'5 
24616 
24617 
24618 
24619 
24620 
24621 
24622 
24623' 
24624 
24621:) 
24626 
2 4627_ 
24628 
24622 
24630 
24621 
24632 
24677 
246)4 
246'5~ 
246)6 
246'57 
246)8 
246'59 
24640 
?lJ./')lJ.l 

24642 

Date Received 

Date Analysed 

Copper 
22 
22 
5 

18 
22 
22 
20 
24 
15 
16 
8 
6 

15 
.. 11 

10 
10 
11 
18 
8 

11 
10 
18 
10 

'5 
8 

11 
)2 
32 
10 
8 
3 
I) 

23 
22 
5 

10 
10 

:z; 

5 

October 16, 1967 
October 24, 1967 

Lead Zinc 
5 31 
8 67 
0 21 
8 64 

10 66 
5 25 
1 9 

13 29 
15 157 
8 66 
5 38 

17 54 
8 35 

25 97 
15 45 
17 4'5 
15 29 
20 66 
15 48 
11) 49 
13 52 

'5 3'5 
12 55 

'5 4o 
0 10 

20 60 
8 97 
6 38 
0 19 
1 11 
0 10 
6 74 
6 27 
1 24 
8 59 

10 '51 
12 4o 
1 7 
0 9 

I 

CERTIFIED BY ~~~.../~------ - --.-.-----

-



'· 

1416 CROWN STREET ....;_ NORTH VIANCOUVER, B. C. - TELEPHONE 988-6955 

No. 682 

To: Anvi:j. lvlining Corporation Ltd. 
Box 2470 
\'fu i tehors·e, Yukon 

.. 
•'-."· 

SAMPLE No. 

24643 -
24644 
24645 
24646 
24647 
24648 
2 4649 
2 46")0 
24701 
24702 
24703 
24704 
24705 
24706 
2.4707 
24708 
24709 
24710 
24711 
24712 
24713 
2~14 
24715 
2~16 
24717 
24118 
24719 
2~20 
24721 
24722 
24723 
24724 . 
24725 
2472~ 
24727 
?l~7?R 

24729 
247~0 
24731 
247'12 

Date Received 

Date Analysed 

ppm 
Conner 

5 
") 

5 
C) 

3 
") 

16 
~ 

5 
17 
43 
4c; 
33 
~8 

45 
18 
35 
46 
62 
')P, 

35 
'12 
64 
4R 
60 
22 
)6 
t:;O 
11'; 

./ 
')t:; 
26 
t:;t:; 
16 
]6 
;6 
!=;() 

4o 
46 
18 
40 

October 16, 1967 
October 24, 1967 

ppm 

Atten.: Mr. M. Hampton 

Invoice No. 144 

ppm 
Le qd Zi:mz: 

6 26 
") 26 
6 23 
6 2'1 
8 25 
8 2'1 

12 31 
0 8 

19 94 
6 ~1 

19 124 
10 64 
19 104 

6 49 
10 72 

') 2R 

~~ 110 
100 

12 110 
lQ 1 10 

6 68 
24 7h 

~~ 90 
P,t=; 

i~ 82 
t:;4 

10 87 
17 QO 

~ 38 
t:;? 

20 94 
')() 120 

4 25 
h P.~ 

12 80 
p; 1 1 :z:, 

10 104 
12 B7 
10 50 
10 ec:: 

CERTIFIED BY .c.&~--~--·;···-·· ··· 
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C~~EMEX LABS L~. ). 
1416 CROWN STREET - NORTH V'ANCOUVER, B. C. - TELEPHONE 988-6955 

No. 68) 

To: Anvil Mining Corporation Ltd. 

SAMPLE No. 

24755 
247)4 
24755 
247)6 
24757 
247)8 
24759 
2474o 
24741 
24742 
24745 
24744 
24745 
24746 
24747 
24748 
24749 
24751 
24752 
24755 
24754 
24755 
24756 
24757 
24758 
2475.9 
24760 
24761 
24762 
24763 
24764 
247$5 
24766 
24767 
24768 
24769 
24770 
24771 

Box 2470 
Vfuitehorse, Yukon 

Standard Soil # 11 

ppm 
Copper 

8 
20 

5 
15 
62 
51 
69 
26 
15 
10 
24 

5 
6 

2) 
10 

5 
2) 
64 
5 

4) 
)8 
50 
65 
24 
26 

2 
45 
8 
5 

40 
65 
33 
45 
22 
48 
42 
52 
48 

181 

Date Received 

Date Analysed 

October 16, 1967 
October 24, 1967 

Atten.: Mr. M. Hampton 

Invoice No. 144 

ppm ppm 
Lead Zinc 
1 16 

12 78 
0 19 
0 20 
6 59 

10 80 
1) 87 
15 97 

5 2) 
0 10 

15 57 
0 6 
5 9 

12 8 
15 40 
8 42 
6 )8 

15 74 
5 22 

12 157 
12 100 

8 116 
15 285 
22 80 
1 62 
1 11 

15 142 
0 34 
1 24 

19 150 
20 180 
1_2 100 

6 59 
12 120 
20 128 
17 163 
17 150 
13 34o 
1) 59 

CERTIFIED BY ~~-········ ··,· 
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C~LEMEX LABS L~. ) . 
1416 . CROWN STREET - NORTH V.ANCOUVER, B. C. __:. TELEPHONE 988-6955 

No. 684 

To: Anvil Mining Corporation Ltd. 
Box 2470 
Whitehorse , Yukon 

'. 
SAMPLE No. 

' . 

24772 
24773 
24774 
24775 
24776 
24777 
24778 
24779 

. 24780 
24781 
247/?J2 
2478~ 
24784 
247_8_5_ 
24786 
24787 
24788 
24789 
24790 
24791 
24792 
2479~ 
24794 
24125 
24796 
24727 
24798 
2!:±722 
24800 
24801 
24802 
2480~ 

; 24804 
24&11:1 
24806 
?Mri7 
24808 
24809 
24.810 .. 

ppm 
Copper 
32 
?6 
10 
26 
2:;<', 

/ 

42 
23 
20 
48 

'5 
)8 

1 
15 
13 
55 

' 100 
23 
52 

·23 
48 

. 50 
··· 40 
20 
46 

6 
24 . 
30 
24 
)2 
20 
10 .. 
18 . 

2 
22 
·20 
11 
24 
10 

5 

Atten.: I•h . M. Hampton 

Invoice No. 144 

ppm ppm 
Lead Zinc 
20 128 
20 137 

6 36 
10 70 
10 107 

5 31 
6 26 

10 25 
20 90 

6 29 
13 85 

? 17 
24 60 
17 80 
20 130 
20 li/0 
20 97 
20 130 
22 107 

.·. 22 128 
19 104 
1'5 ll) 
17 110 

1 90 ···. 
3 42 

1"5 49 
10 142 
1"5 70 
10 110 .· 
10 7'6 

3 17 
") 16 
0 14 

12 '59 
10 52 

.. 

1 12 

~ 
11 
52 

12 49 
·· Standard Soil _ # 1 5'5 60 .. 250 

Da:te Received October 16, 19q7 
October 24, 1967 · 

Date Analysed 
.. 

CERTIFIED B~~~~········~······ 
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C~~EMEX LABS L~. J. 
1416 c'f~-OWN STREET - NORTH y,ANCOUVER, B. C. - TELEPHONE 988-6955 

• .. 

No. 685 

To: Anvil Mining Corporation L td. 
Box 2470 
Whitehorse, Yukon 

Atten.: Nr. N. Hampton 

Invoice No. 144 

SAMPLE .No. ppm ppm ppm 

. 

Copper 
24811 5 
248l? . 24 
2481:? - 16 
24814 :? 
24815 :?2 
24816 5 
24817 . 5 
2'4818 :·5 
24819 :? 
24820 :? 
24821 6 
24822 . :? 
2482:? 8 
24824 10 
24825 18 
24826 52 
24827 2 
24828 28 
24829 2 
24830' 11 
24831 6 . 
24832 2 
24835 :? 
24826 · 1'5 
24837 11 
24828 1 
248:?9 6 
24840 6 
24841 1 
24842 0 
2484:? 0 
24844 . 6 

.• 24845 0 
' 24846 8 
24847 18 
24848 ·20 

. 248~9 
. .. 1 

248J:SO 1:) 
·' 

' 
,, 

.. 

Date Received · October 16, 1967 
Date Analysed O~to be.r 24, 1967 

Lead Zinc 
1 9 
'5 '57 
0 19 
6 . 9 
0 20 

10 13 
8 42 
1 :?8 
0 11 
2 6 
1 11 
2 26 
0 6 

10 37 
29 78 
10 10 

1 11 
10 20 
1 7 
1 10 
1 8 
1 7 
0 12 
6 18 
3 1) 
1 13 . . 

12 3:? 
5" 17 
1 22 
0 17 
0 12 
8 36 
1 · 15 

.20 52 
20 163-
16 22 

1 1) 
8 =58 

CERTIFIED BY4~ ................. . 
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C·~JLEMEX LABS L': ). 
1416 CROWN STREET - NORTH V1ANCOUVER, B. C. - TELEPHONE 988-6955 

No. 686 

To: Anvil Mining Corpora tion Ltd • . 

SAMPLE No. 

24951 
24952 
2495~ 
24954 

. 24955 
24956 
24957 
24958 
25001 ' 
25002 
2500~ 
25004 
25005 
25006 
25007 
25008' 
25009 
215010 
25011 
2"i012 
2501 ~ 
215014 
25015 
25016 
25017 
25<)18 

Bo x 2470, 
V'Jhi tehqrse , Yukon 

ppm 
Copper 

5 
8 
5 
I) 

6 
6 
6 
0 

16 
16 
8 

20 
20 
13 
15 
10 
1~ 
8 
5 

16 
11 
16 
20 

6 
1 
3 

- . 

October 16, 1967 
October 25; 1967 

' 

Atten.: 1-ir. M. Hamp ton 

Invoice No. 144 

ppm ppm 
Lea d Zinc 

8 4~ 
12 1)0 
' 8 ~9 
8 47 
1~ 68 

3 28 
8 47 
1 22 
6 1~ 

17 104 
1~ . 62 
11) 60 
24 87 
1'5 67 
17 85 
12 6o 
1~ 97 
5 27 
6 15 

18 116 
1~ 76 
15 66 
17 87 

5 13 
0 5 
o · 11 

Date Received 

Date Analysed 

(:ERTIFIED BY~~---·· ····· ·· · ·· ., 

-


