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% Kamloops Research

2095 WEST TRANS CANADA HIGHWAY—-KAMLOOPS, B.C. VIS 1A7

016005
. | GEOCHEMICAL ANALYSTS
assay Laboratory Ltd. ﬁ{l@

Z ot a

(WS

TELEPHONE 372-2784 - TELEX 048-8320 / Z/
CERTIFICATE OF ASSAY 4 Ao |
7o ) Certificate No. K-l&h.a
P, 0. Box 1000 : : Date _J8RUEry 31, _1979
tention: Mr. J. lMustard
gl herehg t?l‘ﬁfg that the following are the results of assays made by us upon the herein described re-assay samples
Kral No. Marked G/OZD/ﬂ‘,/ nSILVE'R Pb VA S Cu Mn Py Po S.G.
Poeuzgsg osn m Percent |Percent| Percent| Percent| Percent|Percent | aXa1
e .
1 2096 o8l 20 525 | 1,02 | 426 | +05| 9.55 | 7.36| 3.01
2 2097 77 55 427 | 5466 17 e12 (23,6l | 6420 | 14403
-3 2098 [ 03 32 1,96 | 3699 | <06 | oO04| 3.5B | Le71| 2,91
N 2099 222 69 5412 | 7456 17 e16 [21,1 616 | 4410
5 2100 )57 49 3.74 | 5.90 .10 .13120.92 | 5447 | 381
7 2102 087 27 1,26 | 3.37 .08 O | 3.31 | 3,78 | 2.85
8 2103 074 23 1.23 | 3.37 20l e02 | 2431 | 3,08 | 2.71
9 2104 , 2:50 78 5,10 | 6,02 22 o2l 1628 | 7e35| 3497
10 2105 106 33 1,76 | 3.90 <0l e05 | 2.06 | Le31l| 2281
11 2106 /4t %L; 2.93 | 5.10 o1l «08 |10, 5698 | 3.19
12 2107 : 499 2 Sell | 6.15 o1l o11 (15426 | 5,80 | 3473
13 2108 2:671° 83 5¢76 | 6,03 o12 019 19.36 L6 | Le30
1l 2109 2 34 73 e85 | 5450 18 e26 (18.88 | Tl | 400
15 2110 /"96 61 u.gs 2.18 13 Ol | 193 | 3e1 | 2683
16 2111 05§ 18 +88 | L.28 015 «06 (11,57 | 79 | 3425
17 2112 /oé 33 2422 | L1487 o13 e07 (11499 | 748 | 3.29
18 2113 0:09 3 U8 o111 02 07! 488 | 5.8 | 2.7
19 211, 067 21 2. 56l «07 Ol | 5.10 | 640 | 3,00
20 2115 ©-90 28 1.6 3463 <10 07| 9.8 5e3 | 304
NOTE:

unless otherwise arranged. : Registered Assayer, Prppvince of British Columbia

Rejects retained three weeks .
Pulps retained three months i @(U% ( ;%



B.C. LICENSED ASSAYERS
GEOCHEMICAL ANALYSTS
Kamloops Research & Assay Laboratory Ltd.
k 2095 WEST TRANS CANADA HIGHWA Y——KAMLOOPS, “B.C. VIS 1A7 . N
TELEPHONE 372-2784 - TELEX 048-8320

CERTIFICATE OF ASSAY

0 Cyprus Anvll Mining Corporation
Certificate No. K-lah‘z

Date _J80UArYy 31, 1979,

re-assay

g] herehg £Pl‘hfg that the following are the results of assays made by us upon the hérein described samples
Kral No. Marked GOLD SIQVER Pb Zn Cu Mn Py Po S.Ce
POéJJ_{?C = m Percent | Percent| Percent|Percent| Percent|Percent | REXIFSHE

21 2116 4d 60 482 8438 31 +23|18,26 | 12,9 099
22 2117 4 ¥ 1T ll.,22 7+15 «28 011 |17429 Tl g.Bl;,

A 23 2118 076‘ 23 1.43 ll.am.l. «18 »05 5467 ).i.pll. .209!4.
2l 2119 6 3% 3 ' ,166 .521 906 «10 | 1,9).]. 3¢5 | 2q6
25 2120 9 l.11 3.23 26 11| 8,0 5.1 2.9
26 2121 Oié‘ 20 5912 7998 »08 .0)4, 7,)4.8 3.0 3.30
27 2122 . :.4 | 12 ?85 3,77 32 7.68 6.6 3,06
28 2123 15 11,19 | 3,59 +28 .05 13,33 | 6.3 «25
29 212l 3o 97 «6980 0u5 27 | 25 (25,5 9.9 NI
30 2125 22z 69 539h 7.28 018 023 |27441 6.4 L4451
31 2126 279 87 5033 6.20 013 025 21@06 Boh. 41
32 212 ‘ Lhg 37 1.172 1.64 ;18 012 5409 53 g.%?
33 212 1'6© 50 3.30 24:93 13 013- 8¢5 Seli .| 3417
3l 2129 1128 39 2.61 2.49 23 . 1333 |12¢0 | 3453
35 2130 24y 76 50&0 qu o1l 918 19.72 859 Le53
37 2132 22 66 he26 | 5.22 011 «18 |31.28 | 6.5 | LeblL
38 2133 é'.oqq 31.. 2,06 2g23 o%s 017 70,62 6,8 3.01
39 213l 6 30 1.06 1.89 o085 15| 6.1l | 5e8 | 2493
40 2135 - . : 11 T § 43 «02 0083 1.55 | 3.2 | 2467

.~ NOTE: » 135,
Rejects retained three weeks
'Pulps retained three months 0, [ 4@)4%?& .................................

unless otherwise arranged. . Registered Assayer, rovince of British Columbia



3.
. B.C. LICENSED ASSAYERS
GEOCHEMICAL ANALYSTS
Kamloops Research & Assay Laboratory Ltd.

2095 WEST . TRANS CANADA HIGHWAY--KAMLOOPS, B.C. V1§ 1A7
TELEPHONE 372-2784 - TELEX 048-8320

CERTIFICATE OF ASSAY

Cyprus Amvil Mining Corporation

7o Certificate No. K-lehz
- Date _danuary 31, 1979,
g] hBl’Bhg tl’l’ﬁfg that the following are the results of assays made by us upon the herein described___ra=a888Y  samples
Kral No. Marked GOLD _SILVER Pb Zn Ca Mn Px Po SeGe
lgeuz{?clﬁosn 0 Percent |Percent| Percent| Percent| Percent|Percent | Rexwauxt
4 2136 L 96 6,61 | 6420 22 | o35 (2247 |12.7 | hel4s
L2 2137 331 103 7e28 | 6498 | <18 | 39 [25.72 | 9.2 | Loli6
I3 2138 o 3L 1,89 | 2423 «058/ 4095 | Lel 8436 | 3.04
iy 2139 1r2s 39 1,99 | 3466 OLll L065| o473 | 5¢72 | 2482
l.'.s 21‘.'.0 0?2 32 1099 h..OO 1039 .0}.'.7 1.05 56 0 188
l.|.6 21’.‘.1 ]3I l.l.l 2 75 5.71 0065 0109 20,.|-LL 100 ll. 3.19
47 212 148 L6 3.71 | 5.61 «053] 4085 | ,08 [10.16 | 3,09
L8 2143 038 11 .75 | 2.56 JOL3| .059 | 418 | 7.52 | 2477
49 214l 3:3% 105 ‘ 70% 877 5 22 15 91 | 8.36 lel9
50 211}5 ‘ 2:%6 89 1 | 6,59 .16 ¢35 [10s35 |15.62 | L¢37
51 2146 | rod 32 2.51 |2.39 071 .1 3407 | 7.8 | 3.08
52 2147 s Lk |Ti37 | 237 | 2036| Soho|3ek3 252 | 2468
53 2148 27 1.92 [3.86 | .063| .078 | 3.96 | 6.03 | 2.93
5Ly 21149 PSzl (1.3 |2.45 | .057| W0u7| 1.82 | 7.08 | 2.8
55 2150 ?:é 30 1.5 2.98 «038| 043 | 145 | 5.40 | 2.85
56 2151 o8 34 1.6 lyo <031 04O | .38 | 5.32 2.52
57 2152 - 27 1.68 | 3.7 .030| 042 | 1,00 | 7.20 | 2.85
58 2153 2 8¢ 55 2.78 |Le15 <071 <094 3.l|.8 8.67 | 3,03
59 2151, | | 89  |5.81 |lebh | 4081 .21 |2.36 |14.22|3.78
60 2155 e 60 3.30 |L.25 .088| .16 |5.43 |10.48 | 3.2}
NOTE: S8

Rejects retained three weeks

Pulps retained three months ! “7 g"‘ A%

unless otherwise arranged. . o Registered Assayer, Province of British Columbia
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B.C. LICENSED ASSAYERS
GEOCHEMICAL ANALYSTS
Kamloops Research & Assay Laboratory Ltd. |
2095 WEST TRANS CANADA HIGHWAY—-KAMLOOPS, B.C. Vi1§ 1A7
TELEPHONE 372-2784 - TELEX 048-8320

CERTIFICATE OF ASSAY

TO Cyprus Anvil Mining Corporation
Certificate No. _K_m—-
Date January 311 19799
m herehg tl’l’ﬁfg that the following are the results of assays made by us upon the herein described re-assay samples
Kral No. Marked | GOLD - Gm%gﬁ@R Pb 7Zn Cu Fn Py Po S.Ge
‘ gunces % Percent |Percent| Percent|Percent| Percent|Percent |RICEEXITK
61 2156 83 LeSlt | 7405 | L10 | ,16 | 6.02 | 8.86 | 3430
62 2157 112 4o07 | 520 | 405 | ,05 | 1,91 | Le59 | 2497
6l 2159 il [1.80 | ,02 | .03 | 1.36 | 3.2l | 2469
65 ’ 2160 . 12 lpoh- 1.99 003 oOL]. 1.77 3-63 2.T7
66 2161 L6 5e15 [11,61 » 05 «05 |18,22 3¢72 | 3,85
67 2162 72 Le07 | 496 e05 | ,13 (22,87 | L.e69 | Le37
68 2163 72 o5 5820 o1l 21 718 [11.36 | 3.33
69 2164 in » +16 «01 .02 1.13 247 | 2460
70 2165 39 2.15 | 3,98 ¢05 | «10 | 3457 | 498 | 3425
1 2166 56 3.80 hel3 «05 13 5,06 5.60 | 3.10
T2 2167 : 6 63 »99 «02 Ol 1.92 3,58 | 2,76
73 2168 2l 200 213 .02 «09 2.38 3,92 | 2,90
Th 2169 29 2408 | 3,90 «03 | .05 2.27 3.63 | 2491
75 2170 9 1.00 | 3,37 o0l | o4O7 | 2466 | 6,40 | 2,93
76 2171 28 1.85 2o <Ol »06 3.11 159 | 2493
77 2172 19 1.56 | L4459 205 | 409 | §e39 | 498 | 3,01
78 2173 36 1.89 3,18 «03 «08 3436 l|..88 2+93
79 2171, 21 1022 (3426 | 03 | o407 | 1.0y | Le25 | 2478
80 2175 9 1,60 (8,02 o33 | 08 | 6438 | 6.70 | 3.06
NOTE:
Reject tained th weeks
Pulps retained three momths ... Ran fo 0%

unless otherwise arranged. Registered Assayer, Province of British Columbia
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ro _____Cyprus Anvil Mining Corporation

Kamloops Research & Assay Laboratory Ltd.

2095 WEST TRANS CANADA HIGHWAY—KAMLOOPS, B.C. VIS 1A7
TELEPHONE 372-2784

TELEX 048-8320

CERTIFICATE OF ASSAY

, 5
B.C. LICENSED ASSAYERS
GEOCHEMICAL ANALYSTS

Certificate No. K-]'B)"'Z
Date _January 31, 1979..

(31 l]erehg t?l’tlfg that the following are the results of assays made by us upon the herein described re=-assay samples
Kral No. Marked GOLD _SILVER Pb Zn Cu Mn Py Po S.Goe
IQgnggH % Percent |Percent| Percent|Percent| Percent|Percent | BEEHa0F

81 2176 3 .08 ‘«lb «25 «02 (20,46 2e22 3.).[.2
82 2177 56 3«70 5400 .15 015 [12.67 7.70 | 3.78
83 2178 55 |7.65 |9.98 | .18 | .08 |17.03 | 3.3 | 3.6
8l 2179 7% Le7l | 613 | «28 | 422 14,92 |16.0 | L.37
85 2180 83 Le7l | 6.96 e16 | 29 |17.4l4 | 6.50 | L,62
86 2181 75 oSl | 573 025 | 25 [16.71 |15.1 | 449
87 2182 77 Lili | 6.87 | 19| .22 [14.62 (12,05 | 4,48
88 2183 13 2.).81.1 6.08 +08 03 (12,62 3429 | 3425
89 218}, 93 1485 |56l | 409 | .23 |20,88 | 7,10 | L.49
90 2185 80 h..lz ll.o89 «d3 23 26,57 8,18 l|.,68
91 2186 37 2.96 | 3430 o1l | 423 (10,77 | 7450 3.h4y
92 2187 6 o 71 1.23 +04 13 1,82 3,58 2.?%
93 2188 15 «91 2,05 «01 «08 2.20 2430 | 2,57
9l , 2189 17 1.02 2.63 «02 9Ol 1,9 2,40 | 2,65
95 2190 L9 3.20 5.22 + 06 07 [16.11 3,20 | 3,66
96 2191 (" 5.17 | 6.84 o1l | «20 (13,16 | 6,10 4,18
9 2192 6L hejl | 6431 16 016 (17439 | 5460 | L4436

9 2193 Th  |[he75 | 7426 | 16| 16 [15.67 | B400.| 4,07
99 2194 35 2:49 | [e06 | 409 | ©05 | 3460 «00 | 2,82
100 2195 112 9429 | 9.8 | .16 | .24 (19,13 | 8.80| 4,18

NOTE :

Rejects retained three weeks
Pulps retained three months

unless otherwise

arranged.

Registered Assayer, Province of British Columbia
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TO

Cyprus Anvil Mining Corporation

Kamloops Research & Assay Laboratory Ltd.

2095 WEST TRANS CANADA HIGHWAY—-KAMLOOPS, B.C. VIS 1A7
TELEPHONE 372-2784

TELEX 048-8320

CERTIFICATE OF ASSAY

6,

B.C. LICENSED ASSAYERS
GEOCHEMICAL ANALYSTS

Certificate No.

Date

K-1842

January 31, 1979.

g’ herehg L'Pl’tlfg that the following are the results of assays made by us upon the herein described re-assay samples
Kral No. Marked GOLD ,-.SIJ;“X&R Pb Zn Cu Mn Py Po S.Gs
o/ T N
Poeuzfﬂc o Percent |Percent| Percent| Percent| Percent|Percent| REEZXR
101 2196 120 8,13 | 6.66 »19 «39 |12.51 | 12.30| 3.76
102 2197 33 1.21 1.99 209 | 839 | 654 | B8,20| 3,06
103 2198 20 1.13 1,32 »08 N 5.10 3.80| 2.95
104 2199 27 1.4l 289 205 208 6,62 3.80| 2,97
105 2800 53 3.55 | 3.00 005 | &1l | 6.29 | 3450| 3.02
106 2201 41 « 72 »94 «02 «06 3290 | 2,80 2,75
107 2202 13 269 1.36 «01 «06 2.60 | 3,00| 2.7h
108 2203 35 3.48 | 3.86 Ol | 209 | 4e18 | 5,30 3,01
109 220 20 1,30 | 3.4k 202 | 406 o3 2.7 | 2.88
110 220 L‘ll- 3'00 3'96 UO7 -12 3-91 Sth- 3508
111 2206 L3 2472 | B4oT9 «07 «12 |11.91 9.1 3.42
112 2207 61 2459 | [e29 15 | .08 | 8.84 | 7.1 | 3.16
113 2208 29 1.76 1.98 +»0 «09 | 4.29 S | 2.89
11l 2209 27 1.50 | 2.44 «0 210 | L.22 6s | 3.03
115 2210 36 2.96 | 3.22 207 | <07 | 3495 | 2.9 +88
116 2211 77 6,18 6,12 216 «25 |12.59 [10.9 3.47
117 2212 67 481 | 6,08 o1 | .20 (11,38 7.2 3.43
118 2213 26 1.28 3.29 203 203 3460 | 3.0 | 2.76
119 221 23 270 1.65 243 212 |25422 | L.5 34,80
120 2215 9l 6s T+54 W+l | W34 (19483 | 5 | Le59
NOTE :

Rejects retained three weeks
Pulps retained three months

unless otherwise

arranged.

Registered Assayer, Prqvince of British Columbia
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B.C. LICENSED ASSAYERS
} GEOCHEMICAL ANALYSTS
Kamloops Research & Assay Laboratory Ltd.
2095 WEST TRANS CANADA HIGHWAY—KAMLOOPS, B.C. V1S 1A7

TELEPHONE 372-2784 - TELEX 048-8320

CERTIFICATE OF ASSAY

TO Cyprus Anvil Mining Corporation corc K-1842
ertlflcgte No.

Date _J8RUary 31-, 1979«

g] herehg tPl‘ﬁfg that the following are the results of assays made by us upon the herein described__ L@=8888F samples
Kral No. Marked GOLD EILVER Pb Zn Cu Mn Py Po SeGsy
geul{lc s . m Percent |Percent| Percent|Percent| Percent|Percent |3XoetRent

121 2216 85 6ol | 668 L0 25 [22.65 76 | 4o39
122 2217 67 kel3 |5.31 13 15 11.71 | 6.4 | 3.58
123 2218 20 .66 1052 003 B 002 }.].036 ) 3-5 2077
12,4. : 2219 9 tl? @31 #.02 001 2090 207 ) 206,4.
125 2220 29 1,30 | 3.21 «15 05 |15:56 | 2.8 | 3.23
126 2221 128 6elly 10,27 | o209 | .12 27.98 | 2.9 | 3.76
127 2222 51 3.9 5085 022 «07 30552 3-9 anO
128 2223 58 Le2 7.6l ¢20 | .12 27,59 | 7.2 | Lel2
129 222} 77 5.2 10.35 e16 | 18 27449 | 6.3 | L1
130 2225 64 he62 |8.17 «035| 09 [(11.13 | ¢4 | 450
131 2226 50 3667 | 6405 | 402 | 04 [14e96 | Le8 | L.02
132 2227 8 e | 55 | 01| L0 [l el |2.83
133 2228 27 1.27 2«15 «07 .05 ' ° 7 1)4..).8; ' 3923
1 2229 11 e77 | 2401 «03 | «025 | 4411 | 3 2490
13 2230 28 1.67 |2468 +01 02 | 2,07 | o5 | 2480
136 2231 36 2413 Lheb63 | qO’.l. +05 3483 | ll.eﬂ | 2494
137 2232 29 1.60 |[2.61 o051 (O | 6412 | L4e3 |2.8
138 2233 _ 73 408 Te2) «08 1 P3L7 | 3¢l | 37
139 2234 56 2,98 5¢63:= o1l . 19452 3.5 3eli5
].h.o 2235 2 v 508 023 003 & 1)4. 12 002 6 cl 066
NOTE :

R t t d th weeks

e e e Sa e

unless otherwise arranged. Registered Assayer, Prqvince of British Columbla
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Kamloops Research & Assay Laboratory Ltd.

2095 WEST TRANS CANADA HIGHWAY—-KAMLOOPS, B.C. VIS 1A7

TELEPHONE 372-2784

TELEX 048-8320

CERTIFICATE OF ASSAY

Cyprus Anvil Mining Corporation

8.

B.C. LICENSED ASSAYERS
GEOCHEMICAL ANALYSTS

o Certificate No. K"lel&a
Date _ January 31, 1979,
(3] hernhg KPl’hfg that the following are the results of assays made by us upon the herein described__ I'6-8888YF samples
Kral No. Marked GOLD SILVER Pb Zn cu Mn Py Po S.Ge
lgeuzl}c S Soc Percent |Percent| Percent|Percent| Percent|Percent [YBErRext
1 2236 2 e03 | 13 | 401 | 406 | 2.75 | 3.2 | 2.75
1’4.2 2237 3 ooh. 12 «01 06 1005 6Qh. 2.72
13 2238 L3 1,65 |L4.02 15 09 Te32 |10.5 3622
1y 2200 50 2.92 | L.41 ¢13 | o136 [4j1 | 8,5 | 3.38
145 22l1 26 1e76 | Lobly | «05 | 410 | Lo77 | 645 | 2493
146 222 91 635 [L0.35 o15 | 209 25.45 | 7.6 | 453
147 2213 3l 2016 [ 3.93 | 407 | .03 [18.4B | 3.8 | 3436
148 2 29 1.34 | 315 08 | 06 | oLt | 6,60 | 2,89
149 256 7 63 1.90 «01 +05 2.11 5.30 | 2.85
150 2569 77 5633 | 762 028 | 423 23,01 | 3.6 | 3,81
151 2570 103 169 | 7460 17 | 422 26,08 | 5.6 | Lha3h
152 2572 73 le73 |7.58 e10 | 12 2L.35 | 6.8 037
15l 257 29 1.38 | 3.77 e07 | 206 | 2474 | 3.0 |2.85
155 2575 22 1.15 2.41 «03 +03 ) 9y 4 246 2.65
156 2638 9 1015 1.22 007 .11 L‘.. 9 606 2.82
157 2639 12 6.48 |7.91 027 | 27 R247 | 91 | L4460
158 261,0 h 5636 6456 o1l o2l RB4T7 | 645 | Le93
159 2641 67 4e53 |53 o15 | 425 19496 | 5e8 |Le 7%
160 26'.].2 63 3035 3.97 015 .214. 20).].1 6.1 Ll-'
NOTE :

Rejects retained three weeks
retained three months

Pulps
unless

otherwise

arranged.

.................... S

Registered Assayer, Proyince of British Columbia
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TO

Cyprus Anvil Mining Corporation

Kamloops Research & Assay Laboratory Ltd.

2095 WEST TRANS CANADA HIGHWAY—-KAMLOOPS, B.C. V1S 1A7

TELEPHONE 372-2784

TELEX 048-8320

CERTIFICATE OF ASSAY

9.

B.C. LICENSED ASSAYERS
GEOCHEMICAL ANALYSTS

Certificate No. .K"lakz

Date _ January 31, 1979%.
g] herehg tl’l’ﬁfg that the following are the results of assays made by us upon the herein described re-assay samples
" Kral No. Marked GOLD _SILVER Pb Zn Cu Mn Py Po SeGe
196111{20 osn m Percent |Percent| Percent| Percent| Percent|Percent ﬁm
161 2643 81 Le87 | 5.53 +18 1721 | 10, +30
162 264 )y 33 2480 | 3,06 :ou :3% 3:70 5:50 %hg6,
163 2645 o Tl oy +02 «05 359 33 2«73
16l 2646 2 .0 «134|L 01| ,08 o7 | 349 | 2461
165 2647 3 « 06 «098 'L 01| ,08 85 | Le2 | 2467
166 26448 97 5478 »885| ,03 | .03 | 2.11 | 3.8 | 2.83
167 2649 8 o6 e12 |L 01 | 01 | 1u5l | 247 | 2.66
169 2651 1l |07 .098 «01 503 30 3’6 2.58
170 2652 129 TeS | o134| 402 | 403 | 5.2 Le8 | 3422
171 2653 2 09 | o323 .018] .03 | 3.46 | 2.9 | 3.00
172 265 2 10 «375| 06 05 5-25 567 gbo
173 2655 29 1.93 | 3.86 009 | #13 | 9453 | 5.0 | 3:1
17h 2656 6h 309h 11088 .06 ola 1267 hi? 3013
175 2657 63 3.27 769 «03 O 112,93 | 4O | 24
176 2658 80 3e31 | 3437 ¢10 | oOf | he2 | 5.6 | 2489
17g 2659 16 63 6428 | 406 | .03 | 3,58 | Le3 |2.82
17 2660 97 5.38 649 010 | JO8 | 9477 | 740 | 3440
lgg 2261 16 «03 17 «01 oO | Lol | 341 | 2465
1 2662 9 33 |1.51 07 | 405 | 6493 | 643 | 2,91
NOTE :

Rejects retained three weeks
retained three months
unless otherwise arranged.

Pulps

e A L f

Registered Assayer, Provincg of British Columbia
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TO % 4 il Mind Corporation

Kamloops Research & Assay Laboratory Ltd.

2095 WEST TRANS CANADA HIGHWA Y—KAMLOORS,— B.C. VIS 1A7

TELEPHONE 372-2784

TELEX 048-8320

CERTIFICATE OF ASSAY

10.

B.C. LICENSED ASSAYERS
GEOCHEMICAL ANALYSTS

Certificate No. K"lm-@
Date _Janua l, .1979. -

g] herehg tPl‘ﬁfg that the following are the results of assays made by us upon the herein described_I'©@=—=8&888Y samples
Kral No. Marked GOLD °  SILVER Pb 7n Ca Mn Py ‘ Po S:Ge
Eg)euzpc’.f?osn % Percent |Percent| Percent| Percent| Percent|Percent |yReggant .
161 2663 6 27 |15 | 403 | .06 | 2.62 | Le3 | 2.90
182 2661, 29 2e47 | 6el49 «38 | 05 21,58 | 945 | 3492
183 2665 6 ¢)4,2 2¢22 cl? -‘014- 7039 3&9 2;99
18 2666 2 05 ¢33 L 401 07 -sl43 545 246N
18 2667 22 2623 [LeB6 | 11 | 03 | 5499 | 5e¢3 | 3el5
186 2668 3 1.33 (249 02 | 03 | 2699 | 3¢9 | 2676
187 2669 72 403 |57 el7 | J10 | 8417 | 649 | 3.31
188 2670 73 3677 5¢73 21 ol 1 e61 | Sely 3495
189 2671 h «55 6.93 «22 el 21 .5, TeT Le59
190 2672 ¢ +«82 6.57 «1l3 «12 2640 707 | Lol
191 2673 61 3.1 [5.64 | <13 | o15 [18.6l | Te66 | 3.8
192 267 2l 1.38 3.07 «02 <03 2,05 3.78 2e6%
193 26875 22 1,39 |2.57 Ol | 203 | 1499 | Lho2l4 | 2.71
194 2676 3L 2422 5+89 +08 «05 6.69 6420 | 3403
195 2677 22 1.56 3451 «09 «Oly 8.05 6.03 | 3.03
196 2678 15 109 2.58 «02 «03 2.89 3.85 | 2,62
197 2679 13 1.0 3410 «02 ¢03 | 2.1 3433 | 2.68
13 S701 B [shh (508 | 133 | sk el | 9uk8 | heds
L7 ¢ 033 2 ° 9 e

200 2702 6 0& «36 +07 910 249 | Lol %:g)‘%

NOTE : |

Rejects retained three weeks
Pulps retained three months
unless otherwise arranged.

Reglstered Assayer, Profince of British Columbla



3.1‘.‘

. B.C. LICENSED ASSAYERS
GEOCHEMICAL ANALYSTS
Kamloops Research & Assay Laboratory Ltd.
2095 WEST TRANS CANADA HIGHWAY—-KAMLOOPS, B.C. V1§ 1A7
TELEPHONE 372-2784 - TELEX 048-8320

CERTIFICATE OF ASSAY

Cyprus Anvil Mining Corporation

TO )
Certificate No._m&z—
Date _Janusry 31, 1979,
g herehg tl?l’ﬁfg that the following are the results of assays made by us upon the herein described_ I@=8888Y - samples

Kral No. Marked GOLD ns#g;EBR Pb Zn Cu Mn Py Po SeGe

IQeUIT_IC osn m Percent | Percent| Percent| Percent| Percent|Percent KEEGERE
201 2703 2 L.12 | 6, 207 05 [17.41 36 +50
202 2708k % 5.30 7.'“.1:'»t 021 29 27.11:..3 3@»38 ,’33339
203 2705 L( 4468 64,00 «23 «25 |18.58 10,61 LL+00
20l 2706 , 5 3.58 L4483 +23 23 | Ce93 8.l11 | 3430
205 2707 30 2.1 2480 el5 | 12 8.66 6,08 | 3,21
2 '87 2709 28 2.28 | Ls7T1 «03 | 402 |L6.0L | 2469 | 3428
20 2710 37 2.00 ).6L.68 «03 05 | 3473 3423 | 2,82
209 2711 22 2.57 «Oly 001 | <03 (L0441 | 3.72 | 3419
210 2712 26 3.29 3489 +01 «02 | 6.87 1.73 | 3.01
21‘1 2713 ' 19 1l | 3433 » 01 «+02 79 1;76 2:78
212 2714 18 1.20 2,13 :02 0015 %:58 2,13 2:;,1;
213 2715 ' 23 o2 | 3.13 «01 002 2.?1; 1,86 | 2465
21l 2716 ' 21 1.49 3¢53 «01 «02 | 67 | 2,08 | 248L
215 | 2717 | 18 1.35 2696 | 401 | 002 | 3,82 | 240k | 2472
- 5%6 2718 1y q7l|. 2423 «01 01 3:12 1.6 2,69
v g 2719 - 13 «70 1.5 «03 +02 2:35 | 2487 | 2462

21 2720 6 +38 1,19 «02 29 246l | 3609 | 246
21‘(3) 2721 \ 39 2419 3452 0L 05 (3403 | 396 | 2.7

22 2722 . : 22 1.43 3432 01 002 1.46 2.63 | 2,58

NOTE : .
Rejects retained three weeks -
Pulps retained three months % L g N
unless otherwise arranged. Registered Assayer, [Provin
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B.C. LICENSED ASSAYERS
GEOCHEMICAL ANALYSTS
Kamloops Research & Assay Laboratory Ltd.
2095 WEST TRANS CANADA HIGHWAY—-KAMLOOPS, B.C. V1S 1A7
TELEPHONE 372-2784 - TELEX 048-8320

CERTIFICATE OF ASSAY
Cyprus Anvil Mining Corporation

TO
Certificate No. K~18).|.2
Date Januag! il’ 19 z 9!“
3 l‘]Bl‘Bhg t?l’hfg that the following are the results of assays made by us upon the herein described re-assay samples

Kral No. Marked GOLD SILVER Pb

G i/ MP Zn Cu Mn Py Po SeGe
POeUI{VC A m Percent |Percent| Percent|Percent| Percent|Percent | BEEBZaT

221 2723 ‘ 22 1.0, | 2,53 0L | ,01L | 1.15 | 1,71 | 2.68
222 272i, 2l 1.25 [2.86 | ,0L | .01 | 1.1 | 2,08 | 2.63
223 2725 2L 1.9, 3,55 202 <03 1,99 2.56 | 2.66
22, 2726 ‘ 2 1,01 | .09 | .01 406 | 1.49 | 3.83 | 2,61
225 2727 2 Ol 220 «OL | 407 |1.15 | [1.89 | 2.65
226 2728 13 heT79 *ue 205 | Ol | 2420 | 343L | 2462
227 2729 101 1.82 8.53 »18 417 |18.65 9+80 | 3,56
228 - 2730 40 s95 | 3.26 «03 | £05 | 6,27 | 376 | 2,84
229 2731 2 «96 | 415 01 +0 e52 | 14,90 | 2,69
230 2732 15 1.91 | 1.55 «Oly | 206 | 458 | 5,76 2:Th
231 2733 | ¢! 1,67 10u34 | o2l | 009 | 7697 | 749 | 3405
232 273L 95 1,16 PSQIB 020 18 224y (10,25 | 4062
233 2735 : 87 2,03 5593 o51 | 538 115,09 |18.86 | hely1
23 2736 77 234 5#35 420 | 428 123,36 | 8486 | L1462
23 2737 U 1,27 (6,14 032 | »30 18.37 |14.11 | 4.31
236 2738 5% 1,91 | 4,21 »28 | 16 11,56 (13.80 | 3,61
237 2739 12 2,68 3a69 o0l | 407 | 2017 | L.6k | 3402
239 2741 1 »9h 939 »02 »05 2470 3.86 2968
2Lo 2742 12 2065 [6a37 | o13 | 02 [1.11 | 3.05 | 3,16

NOTE:

Rejects retained three weeks
Pulps retained three months ... e ) o .

unless otherwise arranged. Registered Assayer, ovince of British Columbia



%

TO

Cyprus Anvil Mining Corporation

Kamloops Research & Assay Laboratory Ltd.

2095 WEST TRANS CANADA HIGHWAY—KAMLOOPS, B.C. V1S 1A7

TELEPHONE 372-2784

TELEX 048-8320

CERTIFICATE OF ASSAY

B.C. LICENSED ASSAYERS
GEOCHEMICAL ANALYSTS

Certificate No.

Date

13

K-1842

January 31, 1979,

g‘ herzhg tPX’hfg that the following are the results of assays made by us upon the herein described re-assay samples
Kral No. Marked GOLD SILVER Pb =
— vy Zn Cu Mn Py Po S.G
pEReES, m Percent |Percent| Percent|Percent| Percent|Percent | B3EFIHEEX
241 2743 L6 3.02 | 8.19 210 | 213 [23.38 | 5476 3.27
2h2 2700 53 «98 | Lol40 «13 | «23 [20.58 | 7.29| 3,90
243 2745 87 6.01 | 494 .12 | .15 |15.62 | 7.51| 3.76
24, 276 i1 «05 9152 W01l | .06 | U8 | 5,58 2,53
2415 2747 26 1.88 | 9.37 «0 o0l | 72447 11| 3,13
2h6 2748 96 1,67 Te22 o1 032 (1703 «00| 2,76
247 279 89 2,04 | 5.24 e21 | oLl |11.47 | 13461 | Ll42
248 2750 82 4e55 | 5a73 | 421 | 39 |14e39 | 10469 | le33
249 2751 77 121 | [oShL | <12 | 438 [15.49 | 9443 Ll11
250 2752 22 1.97 | 1.29 05 | .10 | 2.1 be97| 2473
251 2753 30 2.00 1.51 .05 «ll | 2,92 | 5436 2.51
252 2754 34 2.75 | 1,58 «08 | (16 |13.19 | 11,15| 3.57
253 2755 h heB2 | Lel43 «20 | W43 |15.81 |19.28| L.33
25l 2756 . 8L 2,93 | 5.08 e17 | 31 | 8.33 {13480 3,76
255 2757 40 1476 | 3.72 05 | 206 | 2,78 | 6400 2,28
256 2758 31 9 | 3,71 Ol | 05 | 4e12 | 5.37| 2482
257 2759 17 «03 1.86 «03 .03 1.46 2,78 | 2465
258 2760 L 1 005 907 002 006 »Ll- 6006 207
259 2761 90 44«99 76 <15 06 23412 | 3.23| 3478
260 2762 32 230 | Lo oll «05 | 59 he3l | 2498
NOTE :

Rejects retained three weeks
Pulps retained three months

unless otherwise

arranged.



L.

B.C. LICENSED ASSAYERS
GEOCHEMICAL ANALYSTS
Kamloops Research & Assay Laboratory Ltd.
2095 WEST TRANS CANADA HIGHWAY—~KAMLOOPS, B.C. V1S 1A7
TELEPHONE 372-2784 - TELEX 048-8320

CERTIFICATE OF ASSAY

TO Cyprus Anvil Mining Corporation .
: ' Certificate No. i 18).].2
Date __dJanuary 31, 1979. -
g] herehg Il’l’ﬁfg that the following are the results of assays made by us upon the herein described_m_ﬂsﬂy__ samples
Kral No. Marked GOLD ASILVER Pb Zn Cu Mn Py Po S«Go
IQEEJI{ICFOSH m Percent | Percent| Percent|Percent| Percent|Percent | REXXRX
261 2763 22 2027 31\18 ﬁou. oOh. 2.27 2098 2@6
262 276l 18 006 | 2,33 | 402 | 403 | 1,77 | 1.86 2¢6£
263 2765 ' 27 ¢63 3090 «02 o Uh BUBO 2997 2¢99
26l 2766 30 2@95 312 0l 'é 3.4 3415 | 2,74
265 2767 2, «09 | 2,52 «02 . 2¢25 | 3440 2,85
266 2768 29 5«90 | 5.1 204 | Ol h-059 3499 | 2495
267 2769 27 5603 | 3.3l «03 | <05 | 6.18 | 3.21| 2.80
268 2770 2y 557 | 3421 ¢03 | O | 2411 | 2.63| 3.27
269 2771 30 3,00 |2.0 0L | .08 | BuTh | L4e75 | 2u47
270 277? 33 2.86 6u7 «05 011 |12.83 6453 | 3:47
272 2770, 18 205 | 1.0 | 403 | 07 yo09 | 366 | 2.92
273 2775 lio 2,18 | 3434 «06 | 10 | 8J10 | B460 | 3.21
274 2776 62 5416 | Leb6 «12 | W10 | 8465 | 8436 | 3,26
275 2777 20 3.52 | 2,08 «02 | (07 | 2.08 | L4413 | 2677
276 2778 ~ 183 4a95 Q7.2 w06 | 410 | 6.27 | 5420 | 3471
27 2779 , 2 21 «097 L .01 «02 «69 | 2,10 | 2.78
27 2780 32 3ei5 | 2eU46 W06 | W07 | 5.82 | 5.8l | 2.97
2g9 2781 28 Se3l} | 2456 «09 | 06 | Le29 9.80 3.0l
. 280 2782 31 S.41 |5.91 «03 | «09 | 5.3} | 6413 | 3.07
NOTE : “
Reject tained three weeks
i et R Sty o I8

unless otherwise arranged. Registered Assayer, Province of British Columbia



s

Kamloops Research & Assay Laboratory Ltd.

2095 WEST TRANS CANADA HIGHWAY—-KAMLOOPS, B.C. V1S 1A7

TELEPHONE 372-2784

TELEX 048-8320

CERTIFICATE OF ASSAY

150

B.C. LICENSED ASSAYERS
GEOCHEMICAL ANALYSTS

TO Cyprus Anvil Mining Ceorporation
Certificate No. _K_lﬂuz__-
Date January 31, 1979.
g] herehg tPl’ﬁfg that the following are the results of assays made by us upon the herein described re-&ssay samples
Kral No. Marked GOLD Pb Zn Cu Mn Py Po SeGe
IQéJIIRCfgn Percent |Percent| Percent| Percent| Percent|Percent |38exwend
281 2783 80 5.12 5.91 «10 16 10,68 12,59 | 3,59
282 278 27 5.18 2436 203 «Ol}. 3668 L1407 | 280
283 2785 33 1.17 | 3469 eOly | 09 [11.63 | 6443 | 3611
28).'. 2786 25 10%6 3.23 .02 .Oh. 11055 3.37 3026
285 2787 35 1,81 |5.63 eClp | 407 [|19.12 | 5.10 | 3.55
286 2788 59 57 | 5493 021 | 08 123.56 |11,98 | .32
287 2789 50 5.3 5.77 «09 e07 | 795 | Te50 | 3426
288 2790 140 2.54 |3.75 08 | O 6479 | 5.73 | 3.06
289 2791 30 1.60 2.17 | «04 «03 2429 | 3413 | 2,84
290 2792 28 1.11 | 2.40 05 | O | 2,26 | Le2 | 2481
291 2793 12 oSh | 52 |L W01 | .06 |1.16 | L.32 | 2,78
292 2794 L6 2.6 2.01 «05 <0l 3.22 th.g3 3463
293 2795 1% 6 1447 «05 006 | 3,06 | L.bl | 2425
294 2813 3 2:67 6.07 17 <Ol 8.42 7018 | 3,22
295 281l 56 3422 |5.28 023 | 07 [2435 | 537 | 3433
296 2815 32 1.59 |3.08 06 | .05 | 1,80 | 3,05 | 2.83
L denotes "less than"
NOTE : CeCe Dr. G. Simpson

Rejects retained three weeks
Pulps retained three months
unless otherwise arranged.

Registered Assayer, Pro

ince of British Columbia



-

Cyprus mnvil Mining Corporatica,

TO

Kamloops Research & Assay Laboratory Ltd.

B.C. LICENSED ASSAYERS
GEOCHEMICAL ANALYSTS

2095 WEST TRANS CANADA HIGHWAY—KAMLOOPS, B.C. VIS 1A7

TELEPHONE 372-2784

TELEX 048-8320 #

CERTIFICATE OF ASSAY Z ongE

P. O. Box 1000,

Farc, Yokon Territory. YOB 1XO

Z

Faeo U

Certificate No. 1-1935'
Date _Febmaary 22, 197%.

Attention: ¥Mr. J. Mustard

;ﬂ herzhg :erﬁfg that the following are the results of assays made by us upon the herein described composite samples
Kral No. Marked GOLD SILVER W Be
I,Oél;c:,«?gn Poélzflcfgn Percent |Percent| Percent|Percent| Percent|Percent| Percent

1 2504 03 -003

2 2522 L O 005

3 2523 L .01 -006

b 2529 L .01 | .002

5 20&1 - Zﬂhh Il ;01 omB

6 2045 - 2048 L JOL <001

7 3160 - 3163 +02 «005

8 3164 - 0167 01 -003

9 3058 - 3061 L .01 ~003
1 57h - 577 L .0l | .002
12 lhs = 1,‘8 It .01 .001
13 4999 - 5000; 0992 - 0993 L .01 00k
14 005 - 010 L .01 003
15 2257, 2258 . L .01 | .003

4

NOTE :

Rejects retained three weeks

Ll

Pulps retained three months

unless otherwise

arranged.

Reg_1 stered Assa yer, Province of British Col ume.a



Kamloops Research & Assay Laboratory Ltd.

2095 WEST TRANS CANADA HIGHWAY—-KAMLOOPS, B.C. V1§ 1A7

TELEPHONE 372-2784

TELEX 048-8320

CERTIFICATE OF ASSAY

Cyprus Anvil Mining Corporatiom

B.C. LICENSED ASSAYERS
GEOCHEMICAL ANALYSTS

TO
Certificate No. K~l935
Date _February 22, 1979.
gﬂ herzhg :erﬁfg that the following are the results of assays made by us upon the herein described_SONposite = samples
Kral No. Marked GOLD SILVER W Hg
52?“75; éggx:é% Percent |Percent| Percent|Percent| Percent|Percent| Percent
16 o1 - oh L .0L | .00
17 0681, 062, 1924, 1925 L 0 2001
18 2489 - 2492 L .01 003
19 2533 - 2536 L .00 «O0L
20 3603 ~ 3606 Io 001 .032
21 3830 - 3832 I 0L «002
22 3657 = 3660 L 001 am3
L denotes ¥ laas than
c.6. Dr. G. Simpson
NOTE :

Rejects retained three weeks
Pulps retained three months
unless otherwise arranged.

L T

Registered Assayer, Province of British Columbia



% - Kamloops Research & Assay Laboratory Ltd.

2095 WEST TRANS CANADA HIGHWAY—-KAMLOOPS, B.C. V1S 1A7

TELEPHONE 372-2784

Cyprus Anvil Mining Corporation,

TO

TELEX 048-8320

CERTIFICATE OF ASSAY

P. 0. Box 1000,

B.C. LICENSED ASSAYERS
GEOCHEMICAL ANALYSTS

Tl e

Certifi‘cate No, xﬂﬁ?

Datem 28, 1979,
FARO, YUONON TERRITORY. YOB 1X0 Attention: Mr. J. Mustard ‘
(3] hBl’Bhg tl’l’hfg that the following are the results of assays made by us upon the herein described Pensanr samples
Kral No. Marked GOLD SILVER Pb Zn Cu 5.G.
gunces. funces | percent |Percent| Percent| BS¥EBEE| Percent|Percent| Percent

1 20].8 .zh .27 .% 2.59

2 2019 48 1.08 07 2.65

3 2020 1.17 3.1 211 3.08

L 202 hooh | 6,14 <09 | h.28

5 2022 6.67 | 9.80 29 | k.36

6 2023 6.88 | 9.19 «21 | k.20

8 2025 6.1 | 10,92 «27 | k.36

9 2026 6.57 | 9.7h4 «22 | k.58

10 2027 8.00 | 7.21 -2 | k.80

1 2028 6.65 | 6.91 «28 | L.T2

12 2029 10.76 | 14.3 O | LB

1 2031 S.35 T.02 «32 h.16

15 2032 S.87 | 7.26 32 | Lo

16 2033 2.T7 .85 #18 3.13

17 » 2034 2,26 | h.56 10 | 2,86

18 Los1 1.62 | h.90 07 3.18

19 4os2 h.38 | 6.66 27 | 415

20 4053 5.85 | 9.48 28 | k.7

NOTE:

Rejects retained three weeks
Pulps retained three months
unless otherwise arranged.

‘Registered Assayer, Province of British Columbia



2095 WEST TRANS CANADA HIGHWAY—-KAMLOOPS, B.C. V1S 1A7
TELEPHONE 372-2784

TELEX 048-8320

CERTIFICATE OF ASSAY

Kamloops Research & Assay Laboratory Ltd.

2.

B.C. LICENSED ASSAYERS
GEOCHEMICAL ANALYSTS

Certificate No. K-1967
Date _March 28, 1979,

g] herehg t?l’hfg that the following are the results of assays made by us upon the herein described_ Te~&88RYy samples
Kral No. Marked GOLD SILVER Pb Zn Cu S.G.
POequc S POeulpc on Percent |Percent| Percent |emeent | Percent|Percent| Percent
2 405k 98 | k.19 13 | 2.86
22 1055 «55 | 3.13 J1 | 2,88
23 056 9% 2.22 07 2,77
2 %057 1.0l | 2.67 .06 | 2,60
25 Los8 1.73 5.3 <10 2.77
26 1069 85 | 1.67 -10 2.79
27 hoto 3.95 | 6.9 07 3.85
28 o7 5.12 | 8.74 08 | L.ob
29 14072 1o7° 3037 -:07 2090
30 4o?3 1.03 | 2.42 03 | 2.65
n koTh 40 | 2.21 01 | 2,55
32 hots 1.66 L6 08 3.02
33 4076 k.19 T.14 12 3.82
34 LoT7 11.51 |21.0 06 | 3.7
35 Lo78 2.03 5.1h «19 3.01
36 4079 ST | 2.80 05 | 2.96
37 hoBo 2.14 holi3 <10 | 2,86
X9 LoB2 11.93 16 .08 95
bo 1383 . 5.67 A8 | 3.72
NOTE :

Rejects retained three weeks
Pulps retained three months

unless

otherwise arranged.

MOt

-Registered Assayer, Province of British Columbia



% Kamloops Research & Assay Laboratory Ltd.

2095 WEST TRANS CANADA HIGHWAY—-KAMLOOPS, B.C. VIS 1A7

TELEPHONE 372-2784

TELEX 048-8320

CERTIFICATE OF ASSAY

3.

B.C. LICENSED ASSAYERS
GEOCHEMICAL ANALYSTS

Certificate No. K_19é7
Date __ March 28, 1979,

re-assay

g] h?l'khg tl’l’hfg that the following are the results of assays made by us upon the herein described samples
Kral No. Marked GOLD SILVER Pb Zn Ca S.G.
gunces gunces | percent |Percent| Percent "O%¥E8ERE | Percent|Percent| Percent
n h38y 1.30 | 5.1 04 | 3,85
h2 4385 3.33 537 .06 3.7
43 4386 his | 8.7 <05 | heSh
Lk 4387 1.93 | S.hk O | 3.h5
b5 4388 1.10 | .75 02 | 3.k8
k6 14389 3.89 | L.bB 02 | 3.59
b7 390 1.19 3.9 +02 3.76
k8 . h39 «90 3.9 <0l 3.23
g 4392 1.03 L.03 «06 3.07
50 4393 1.75 | 5.54 03 | 3.b5
51 hiok 2.2 | 2.73 O | 3.3
52 14395 2.23 | 2.53 05 | 346
53 2‘396 3.36 a/- 107 33&
Sh 4397 3.07 |12.78 05 | 3.92
55 4398 3.82 |11.83 06 | 3.55
57 400 3.88 |11.81 02 | hlo
58 klon 5.19 |12.37 +03 h.53
99 hio2 6.72 |14.88 03 | Lol
60 h}s03 394 |10.97 <03 | k.82
NOTE :

Rejects retained three weeks
Pulps retained three months
unless otherwise arranged.

Aot N

Registered Assayer, Province of British Columbia



Kamloops Research & Assay Laboratory Ltd.

2095 WEST TRANS CANADA HIGHWAY—-KAMLOOPS, B.C. V1S 1A7

TELEPHONE 372-2784

TELEX 048-8320

CERTIFICATE OF ASSAY

B.C. LICENSED ASSAYERS
GEOCHEMICAL ANALYSTS

TO Cyprus Anvil Mining Corporation
Certificate No. [~1967
Date Mareh 28, 1979.
gﬂ herehg ttfﬁfg that the following are the results of assays made by us upon the herein described ro-assay samples
Kral No. Marked GOLD SILVER Pb Zn Cu 8.G.
IQeUpCfgn geUpc on Percent | Percent| Percent yBemgentk| Percent|Percent| Percent
61 Isholy a9 | 2.55 | .00 | kB2
62 05 5.19 (12,05 02 | h.82
63 Lk06 3.38 | 6.97 09 | 3.75
64 1407 2,93 | k90 | .27 | 3.33
65 1s408 2.90 | 6.76 10 | 3.05
66 L9 83 | 2.06 08 | 2,78
67 Lo 1.25 | 3.37 10 | 2,90
G.0s Dr, G, Simpson
NOTE :
Rejects retained three weeks
Pulps retained three months A e

unless otherwise arranged.

Registered Assa yer, Province of British Columbia



B.C. LICENSED ASSAYERS
GEOCHEMICAL ANALYSTS
Kamloops Research & Assay Laboratory Ltd.

2095 WEST TRANS CANADA HIGHWAY—-KAMLOOPS, B.C. V1S 1A7
TELEPHONE 372-2784 - TELEX 048-8320

CERTIFICATE OF ASSAY |
ro C¥prus Anvil Mining Corporation, , 2%2;3%LC>
P’ 0! BOI 1000’
FARO, YUKON TERRITORY. YOB lKO Attention: Mr. J. Mustard

Certificate No._K:lﬁzg__
Date __OVember 21LL1978.

B herzhg tl’l’tlfg that the following are the results of assays made by us upon the herein described gore reject samples

Kral No. Marked Ag % PhIBLRR Zn Cu Py Po n SeGe |[Bal
m x% Percent |Percent| Percent| Percent| Percent| Percent| Percent
2 2056 2l 77 231 015| 20422 L[eS5T| 06 | 3.66| .05
b | 2028 % 35 | 21| U3 17 sua| o7 33| 6
- . . O e . . . 3 ‘.
5 2059 30 82 «19 25| 7.38 9.9 .10 3.31 15
6 2060 15 1S | 1a31| 19| 18.22 5.29| 06 | 3.55| .09
7 2061 10 «17 16 =03 1.90 3.61 «07 2 91 19
8 2062 7 .03 oh.o 420 19-59 5;@51 -05 3059 '.008
9 2063 10 31 25 o16| LeB8 5,59 05 | 2.76| .16
10 206} 24 1.75 3.70 #12 10.85 6.73| 05 | 3.38| .12
11 2065 22 1.97 L«94 oOl| 1305 2.84| 04 | 335 | 17
13 2067 66 Be75 | 6429 | .08| 9.21 3.18| .04 | 3.27| <13
1k 2068 32 77 o3| 05| 5.07 3.83] .06 | 3.00| .13
15 2069 31 372 ?.lﬂ. «05 12.‘4.? 2.78 «03 3.&2 +«08
NOTE :
Reject tained three weeks )
Puipe. retained theee monthe ) KRG o [

unless otherwise arranged. Registered Assayer, ovince of British Col umbia



GEOCHEMICAL ANALYSTS

B.C. LICENSED ASSAYERS
Kamloops Research & Assay Laboratory Ltd.

2095 WEST TRANS CANADA HIGHWAY—KAMLOORPS, B.C. VIS 1A7
TELEPHONE 372-2784 - TELEX 048-8320

CERTIFICATE OF ASSAY

Cyprus Anvil Mining Corporation
IO K=-1829

Certificate No.
Date . NOVember 2li, 1978,

™ herehg tl’l‘hfg that the following are the results of assays made by us upon the herein described core reject samples

Kral No. Marked nf% PO RHVER Zn Cu| Py Po Mn S.Ge | BaO
&
% gg%x Percent |Percent| Percent| Percent| Percent|Percent| Percent
16 2070 20 112 | 2032 | L18| 10.76| 5466 | <03 | 3e22 | .08
17 2071 - 13 «62 96 18| 6.65 5:95 <05 g.’j% <14
18 2072 32 3.67 12.2;5 «10 | 15.86 l..qéh. <05 3.91 s
19 2073 49 6.08 9.38 207 | 9469 Leli5 | <03 3-,16}3 .
20 2074 2l 2.16 8.?9 «22 | 13.69| 9.24 0 | 3. <07
21 2075 41 255 b4«37 «18 2.03| 7.50 Ol 3.11 25
22 2076 29 1.26 2.16 012 | S49| Su7h | «06 | 3407 | .12
CsCe Mr. Ge. Sinpson
NOTE : '
Rejects retained three weeks ’
Pulps retained three months ... % ...... W ....................
unless otherwise arranged. Registered Assayer ) Province of British Columbia



B.C. LICENSED ASSAYERS
GEOCHEMICAL ANALYSTS
- Kamloops Research & Assay Laboratory Ltd.

2095 WEST TRANS CANADA HIGHWAY—-KAMLOOPS, B.C. VIS 1A7

TELEPHONE 372-2784 -  TELEX 048-8320 — = 'FL >
CERTIFICATE OF ASSAY Iﬁf/

! | re.— oo |
7o Cyprus Anvil Mining Corporation,
P. 0. Box 1000, " ‘ " Certificate No. K-lﬂsej. 21-26
o - ;

Date Kwembsl‘ 10L1978.

FARO, YUKON TERRITORY. YOB 1KO Attentlon: Mr, J. Mustard

- herehg t?l’hfg that the following are the results of assays made by us upon the herein described re-assay compos Samples

Kral No. Marked GOLD SILVER Py Po Mn
. IQeU{?C S IQechflgosn Percent |Percent| Percent|Percent| Percent|Percent| Percent
21 2055 - 57 | 15.6 | 5.7 | 07
22 2058 - 61 : ) , 1l.3| 646 | .08
23 2062 - 65 12,0 5.1 | 06
2l 2066 - 69 _ Be6 | 3okt | #05
25 2020 L] 73 10.9 592 005
26 207 - 76 Te6| Te2 | 05

CeCoe Mr. G. SimpaoT

NOTE :

Rejects retained three weeks
Pulps retained three months PP o= L S SR/ SR A =

unless otherwise arranged. v Registered Assayer, Province of British Columbia



B.C. LICENSED ASSAYERS
GEOCHEMICAL ANALYSTS
Kamloops Research & Assay Laboratory Ltd. \

2095 WEST TRANS CANADA HIGHWAY—KAMLOOPS, B.C. VIS 1A7 % ﬁ Z/

TELEPHONE 372-2784 - TELEX 048-8320 %de(

CERTIFICATE OF ASSAY

7O Cyprus Anvil Mining Corporation,

K=-1787

Certificate No.

Movember 1, 1978,

P, 0., Box 1000,

Date

Faro, Yukon Territory. YOB 1KO Attention: Mr. J. Hustard

A herzhg tl’l’tlfg that the following are the results of assays made by us upon the herein describeqro-888ay c‘Mﬂpo""samples

Kral No. Marked GOLD SILVER Py Po n
poélzl-’c o IQeuzpczeosn Percent | Percent| Percent| Percent Percent|Percent| Percent
1 3760 - 61 11,8 75 <06
2 376 - 66 1802 2 001[.
3 3768 -~ 71 Toly o3 »05
L 3773 - 15 12.6 | 3.9 »Ol}
5 3776 - 19 9.6 | Lel Ol
80 - 8 10.8 | 34 03
7 g;&; - sé ~ 10,0 | 5.3 «03
9 3156 - 59 10.h4 | M6 o1}
10 3160 - 63 19.7 6.1 w13
1l 316l - 67 30.3 3.6 « 08
12 3168 - T1 30.4 5.1 «10
13 3172 - 75 30.2 3.6 06
1 3176 - 719 ;;8.0 3.7 <06
15 3180 - 81 36.4 | 3.4 «05
NOTE: CeCe Mr*a Ge Simpson

unless otherwise arranged. .Registered Assayer, Prpvince of British Columbia

Rejects retained three weeks 9’4%
Pulps retained three months léq,



B.C. LICENSED ASSAYERS
’ GEOCHEMICAL ANALYSTS
Kamloops Research & Assay Laboratory Ltd.

2095 WEST TRANS CANADA HIGHWAY—KAMLOOPS, B.C. V1S 1A7

TELEPHONE 372-2784 - TELEX 048-8320 Z
Zore ¥
CERTIFICATE OF ASSAY i
léa/)/f»’@
TO us Anvil Mining C o ion,

Certificate No.__K_]_r__g—" 8

Pe 0. Box 1000, Date_ NOvember 1, 19784

Fero, Yukon Territory. YOE 1KO Attention: Mr, J. Mustard

™ herzhg tl’l’tlfg that the following are the results of assays made by us upon the herein described re-asgay comp‘:’ss‘amples

Kral No. Marked GOLD SILVER Py Po Hn
POeurnc o POeurnciggn Percent |Percent| Percent| Percent| Percent|Percent| Percent
1 2 6, 47, 48 29«7 3.1 QOM
2 9 - 31 1.2 12.7 ,OS
3 3831 - 32 12,7 | 12,6 | 409
i 3866 - 68 124 | 3.5 .09
5 3671 - T 15.7 | 6.2 .10
6 2012 - 1 u.s 6.3 | 08
7 253% e 36 20. 503 007
8 2598 - 2600 19.7 | 12.5| .10
9 0675, 0676 8.8 | 61| 406
10 0806, 0807 13.9 35| <04
11 3554, 3555 loi | 15.6| 04
12 3603 - 05 5'9 606 007
13 3611 - 13 20.8 o1l
i 3657 - 59 25.1 10.9 | .11
15 3739 - 13 21.d; 2.6 | 04
16 3711 - 13 3.7 5«3 0l
17 574 - 76 19.5 3.3 | o0
18 3796 - 99 25.1 | 10.9| .l
19 2011, 2012 2.0 3.9 <05
NOTE : CeCe Mre Go Simpson

Rejects retained three weeks .
Pulps retained three months e O : gL’L ............................

unless otherwise arranged. Registered Assayer, Province of British Columbia



