B.C. LICENSED ASSAYERS
) GEOCHEMICAL ANALYSTS
Kamloops Research & Assay Laboratory Ltd.

WEST TRANS CANADA HIGHWAY — 80X 946 — KAMLOOPS, B.C. V2C 5N4 O 1 7 4 1 0
TELEPHONE 372-2784 - TELEX 048-8320

CERTIFICATE OF ASSAY

Cyprus Anvil Mining Corporation,

TO
10 Certificate No. K=1537
Box 1000, Date _January 7, 1978.
Faro, Yukon Territory. YOB 1lKO Attention: Mr. D. Hanson
g herebg t?l’ﬁfg that the following are the results of assays made by us upon the herein described drill core samples
Kral No. Marked cm?iﬁ'étwl TgéLVER Pb 7n Cu
m{ m{_ Percent |Percent| Percent| Percent| Percent|Percent| Percent

1 252l 5.8 A8l 2l .07

. 2 2525 6.7 +66 092 .05
3 2526 4.5 «30} 2.48 «13

ly 2527 39.% 3.04L g-3h «13

5 2528 76. 6.19; 8.49 | .18

6 2529 6L..7 54151 6.36 | .15

7 2530 9.l 52 .5% 10

8 2531 o5 3.42] 3.8 .11

9 2532 15.5 1.06| 1.72 13

10 2533 2242 1721 2,20 21
12 2535 30.% 2.12 | 3,10 «07
13 2536 11. .58 | 1,02 «19
1 2537 17.8 l.24 | 1.1 | .07
15 2538 17.0 1,00| 1.16 .08

NOTE :

Rejects retained three weeks . Qf

Pulps retained three months D AL AT T R L
unless otherwise arranged. Registered Assayer, Province of British Columbia



TO

Kamloops Research & Assay Laboratory Ltd.

WEST TRANS CANADA HIGHWAY — BOX 946 — KAMLOOPS, 8.C. V2C 5N4

TELEPHONE 372-2784

TELEX 048-8320

CERTIFICATE OF ASSAY

Cyprus Anvil Mining Corporation

B.C. LICENSED ASSAYERS
GEOCHEMICAL ANALYSTS

K-1537

Date January 7, 1978,

Certificate No.

g] l’[Bl‘Bbg I?T‘tlfg that the following are the results of assays made by us upon the herein described drill core samples
Kral No. Marked GOLD SILVER Pb Zn Cu
Gy Metric Tor
&% Percent |Percent| Percent| Percent| Percent|Percent| Percent
X %6 agig 1.3 90 86 11
T 2 u.9 . .03 «0
18 2541 Te5 .;Jé +08 ol
! 19 a25h2 6.0 28| 20| L03
20 25]4.3 13.0 Y «13 +03
21 25kl 9.2 oSl 20| .02
22 2515 20,2 1.56| 1.96| .11
23 25&6 20,1 l.hB 225 .12
2l 2517 3.0 Jdz2| .20 .oy
CeCs Mr. G. Simpson
NOTE :
Rejects retained three weeks
Pulps retained three months W e W A 2 S
unless otherwise arranged.

Registered Assayer, Province of British Columbia



& .=
DATE. MAY 16, 1977

FILENO. 9903~ 2}

(Project Code 76~1400d)

SAMPLE RECEIVED FROM

ASSA Y CERTIFICATE

WHITEHORSE ASSAY OFFICE LTD.
BOX 4518 WHITEHORSE Y. T.
PHONE 667 2694

CYPRUS~ ARVIL MINING CORPORATION

Y1A 2R8

GOLD PO | SILVER LEAD ZINC COPPER

SAMPLE NO. Oz Per Ton | EXBAELER | gns /tonne ) % %
01801 95.66 5.24 7.99 .26
01802 111,09 6,23 10.95 .20
01803 55.54 3.75 5.60 .12
01804 b1l »25 <28 A1
01805 13,03 1.38 A3 .05
01806 30.17 1.80 3.65 .09
01807 19,20 1.20 1.13 .19
01808 24,3 1,28 1,78 .32
01809 30.17 1.78 3.13 27
01810 34,29 2.15 3.25 .18
01811 20,23 .75 1.95 15
01812 0.17 1.58 2.0 15
01813 46,29 3.08 3.90 .19
0181L 38.40 2.35 kO .18
01815 39,43 2,20 3.10 22
01816 2h.34 1.18 2,20 Ol
01817 23,31 1,10 2.35 1
01818 32,23 2,00 2,55 »21
01819 gL ,52 2,95 g.22 .13
01820 25,37 1.68 2,90 05
01822 2.06 20 40 .03
01823 29.14 1,68 2.60 .05
01824 116,92 7.10 11.90 08
24) 3%./3 2.2% 3.60 o./9

ASSAYER. g o o

GEO. SPALDING



7 B.C. LICENSED ASSAYERS
’ GEOCHEMICAL ANALYSTS
Kamloops Research & Assay Laboratory Ltd.

WEST TRANS CANADA HIGHWAY — B0X 946 — KAMLOQPS, B.C. V20 5N%
TELEPHONE 3722784

CERTIFICATE OF ASSAY

Cyprus Anvil Mining Corporation,

T 0 Certificate No. K-1398
Box 1000, bate_August 31, 1977
Faro, Yukon Territory. YOB lKO ~Attention: Mr. S. Buziak
3 hﬁrﬁhg tt‘l‘ilfg that the following are the results of assays made by us upon the herein described drill core samples
Kral No. Marked GOLD SILVER Pb Zn Cu Bq.0 5(‘7. ‘if? . Bt
IQEU{.’C' o % Percent | Percent| Percent| Percent| Percent|Percent| Percent
1 2629 Ly 1l.61 | 2.89| 01
2. 2630 L3 1,98 2.88 =03
3 2631 60 2498 | Le79} +05
I 2632 46 251 | L83 02
5 2633 35 2+31 1«01 # Ol
6 263l 75 343 | 6448 403
7 2635 35 1.9 3.48 .03
8 2636 27 le3h | 2467 403 |
9 2637 85 Leli3 | 10476 ] 403
10 2638 5l 2.52 553 «03
11 2639 ' L0 2419 heT79 +05 |»
12 26440 36 1.96 | 2.84| .02
13 2641 47 8.23 | 8.24| .11
1L 26442 | 160 Te11l [13.72| 11
15 26143 80 ho76 |11.15| 401
NOTE :

Rejects retained three weeks
Pulps retained three months Y R Gttt G&KZ ...................................

unless otherwise arranged. Registered Assayer, Province of British Columbia



-

Kamloops Research & Assay Laboratory Ltd.

WEST TRANS CANADA HIGHWAY — BOX 946 — KAMLOOPS, B.C. V2C 5N4

TO Cyprus Anvil Mining Corporation

TELEPHONE 372-2784

CERTIFICATE OF ASSAY

3 herzhg tt‘l’ﬁfg that the following are the results of assays made by us upon the herein described

8.C. LICENSED ASSAYERS
GEOCHEMICAL ANALYSTS

Certificate No. K'1398
Date__August 31, 1977.

drill core sampies

Kral No. Marked GOLD SILVER Pb Zn Cu
poé’}lc o % Percent |Percent| Percent| Percent| Percent|Percent| Percent
16 26hh - 18 l.6l «80 «01
17 2645 180 10,49 | 18.99 o 0Ly
18 2616 187 10.41 | 21.33] LO1
19 26&7 180 8.76 | 21.20 «01
20 2618 66 3.96 6.05 +05
21 2619 8l 4oll | 11,99 O7
22 2650 4. 3.75 9.33 «03
23 2651 160 7481 | 14.23| OB
2l 2652 98 6.12 T«01 .08
25 2653 98 6422 | 10,96| 410 {v
26 2651 100 5.82 | 8.59 15
27 2655 105 6eTlh | 9442 «12
28 2656 20 0.73 2412 «01
CeCe Mre D. Jennings
Mr. Daryl Hanson
Mr. G. Simpson

NOTE :

Rejects retained three weeks

Pulps retained three months .,éé%%%? ....... 223 A

unless otherwise arranged.

Registered Assayer, Province of British Columbia



B

TO Cyprus Anvil Mining Corporation,

Kamloops Research & Assay Laboratory Ltd.

WEST TRANS CANADA HIGHWAY — BOX 946 — KAMLOOFS, B.C. V2C 5N4

TELEPHONE 372-2784

CERTIFICATE OF ASSAY

Box 1000,

Faro, Yukon Territory.

YOB 1KO

B.C. LICENSED ASSAYERS
GEOCHEMICAL ANALYSTS

Certificate No. K~1353

Date August N, 1977,

3 hBl‘Bbg t?rﬁfg that the following are the results of assays made by us upon the herein described drill core samples

Kral No. Marked GOLD SILVER Cu Pb Zn Ba
I-E,)é-i{lcfgn 5 5,,12; Percent | Percent| Percent|Percent| Percent|Percent| Percent
1 1801 o7 «27 5409 8.&2 221
2 1802 104.3 «19 6.20(10.67 F7.3
3 1803 59.0 012 | 3.77| 564 | 5.7
L 180h o7 oll 2l «37 21
5 1805 6.5 «0 1.33] 49 | .5
6 1806 28.8 «0 1.72| 3.98 21
T 1807 15.1 .20 1.12| 1.19 .05
8 1808 17.5 «33 1.09} 1.82 .05
9 1809 28.8 27 1.72| 3.57 W16
10 1810 33.6 «19 2.00| 3,51 «10
12 1812 29.1 15 1.59 | 2,57 «05
13 1813 50.11 «20 3,07} La36 « 09
1, 181} 39.4 .19 | 2.53| 4.51 | .15
15 1815 6L.1 22 | 2429 3434 | 15
16 1816 28.5 « 02 1.10 | 2.4) [ 9.7
17 1817 26.1 «13 1.19 | 2.52 .15
18 1818 30,9 «20 1.98 | 2,69 «12
19 1819 56 .9 w13 3453 S.15 12
20 1820 2L .7 Ol 1,68 3.11 o2l
NOTE :

Rejects retained three weeks
Pulps retained three months
unless otherwise arranged.

Registered Assayer, Province of British Columbia



B

70 Cyprus Anvil Mining Corporsation

Kamloops Research & Assay Laboratory Ltd.

WEST TRANS CANADA HIGHWAY —~ BOX 946 — KAMLOOPS, B.C. V2C 5N4
TELEPHONE 372-2784

CERTIFICATE OF ASSAY

2%
B.C. LICENSED ASSAYERS
GEQCHEMICAL ANALYSTS

Certificate No. _ K~1353
Date __August l, 1977,

;ﬂ herehg Efrﬁﬂg that the following are the results of assays made by us upon the herein described. drill core samples

Kral No. Marked GOLD SILVER Cu Pb Zn Ba
gunces Gramsfhr
Py fon = 5%95 Percent |Percent| Percent| Percent| Percent|Percent Percent

21 16821 12.0 .01 60| 2.59 | 37.0 |
22 1822 Tr .01 09| U8 | 1.5
23 1823 30.9 «0 1.79| 2.73 1.0
2L 1 126,2 O 7.15(11,21 97
25 2601 Tr 003 009 oll 107

26 2602 102.9 ell | 9.85| 5.11 | 6.5
27 2603 6l.h «20 3.68 3.59 el
28 260L 95.3 «09 5.88( 6.99 | 23.2
30 2606 36.7 21 1.73| 3.51 | 20.2
31 2607 51.1 o15 | 5.02| 1.97 | 2.4
32 2608 28.5 «29 1.92 96 «12
33 2609 742 27 57| 96 «15
gin 2610 1.4 .16 «07 o2 15
35 2611 6.2 16 Ay W2 .15
36 2612 5149 026 | 3.26| L.05 | Ll
38 261l Tr «l1 «01 .02 3
39 2615 Tr .02 .29 3 1.9
hO 2616 13.0 «19 52 o3 5

NOTE :

Rejects retained three weeks ‘
Pulps retained three months ... } .?h.{. ..G%%g?? ......................

unless otherwise

arranged.

Registered Assayer, Province of British Columbia



-

Kamloops Research & Assay Laboratory Ltd.

WEST TRANS CANADA HIGHWAY — BOX 8946 — KAMLOOPS, B.C. V2C 5N4
TELEPHONE 3722784

CERTIFICATE OF ASSAY

Cyprus Anvil Mining Corporation.

B.C. LICENSED ASSAYERS
GEOCHEMICAL ANALYSTS

Certificate No. K'1353
Date Augus'b ,-I-s 1977.

m hBl'Bllg m’rﬁfg that the following are the results of assays made by us upon the herein described drill core samples
Kral No. Marked GOLD SILVER Cu Pb an Ba
ar LL
gesz_zc gn ?2;55%% Percent | Percent| Percent|Percent| Percent|Percentt Percent
41 2617 3249 «26 2.32 1.7& 9.i
L3 2619 Lol .09 «51 27 b
I 2620 13.0 11| 1.08| 65| 1.6
MS 2621 3643 .15 2.04| 1.21 2
h6 2622 28,5 21 1.2, l.hh 13.0
L7 2623 16. .08 2 « 30 15
ha 262&‘ Tr «01 <Ol .02 33
49 2625 2.7 «09 57| 53| 1.6
50 2626 26.8 21 2.88 3.&5 1.0
51 2627 Ty «l2 «02 .01 o3
52 2628 41.8 18 | 2.37| 5.92 | 1.6
Tr denotes Mtrace"
CeCo Mr. G, Simpson
NOTE :

Rejects retained three weeks
Pulps retained three months
unless otherwise arranged.

Nas

------------------------ R I I R N N

Registered Assayer,

Q505

rovince of British Columbia




e

KAMLOOPS RESEARCH & ASSAY LABORATORY LTD.

Cyprus Anvil Mining Corpe. August L, 1977.
K-1353
Obtained
Standards Actual ﬁ Repeat 1 Repeat 2
Lead 2.53 2.53 2.]-'-]-].
Lead 1.9 1.89 1.91
Lead 3.8 3.88 3-90
Lead o)-|.9 91!.9 o)-|-9
Zinc <30 lén 8).[. .88
Zine «17 «07 «10
Zine 1.02 1.04 1.03
Copper 216 217 215
Copper .070 070 +070
Copper «520 .51 «52
Copper «052 049 051
Silver -~ Grams per Metric Ton
Silver 59.49 ' 60.69 59.49
Silver 29.75 28.Uu6 29.49
Silver 28.80 28.11 29.147
Silver 9-9L|. 9.60 9.9)—'.
Re-Assays
cu % Pb % Zn % Ag Gm/MT
1801 27 8.30
1802 10,63
1803 T.62
1805 .03
1806 3.91
1807 1.18
1810 .18 2.02
1813 . Le2lt o
1815 22 S
1816 28.46
1820 <Ol 1.68
1821, 11.30
2610 .07 1.37
2611 L3
2619 e50
2628 2437

2620 13,03



Cn

KAMLOOPS RESEARCH & ASSAY LARBORRTORY LTD.

Cyprus Anvil Mining Corp,

Re-Assaxs

K-1353

Standards Actual g

Lead 2.53

Lead 1.9

Lead 3.8

Lead on'.‘.g

Zine .90

Zino +17

Zinc 1.02

Copper 216

Copper 070

Copper .520

Copper 052

Silver <= Grams per Metric Ton

Silver 59.49

Silver 29075

Silver 28,80

S8ilver 909&
Cu %

1801 .27

1802

1803

1805 «03

1806

1807

1810 .18

1813

1815 22

1816

1820 «Oly

182}

2610

2611

2619

2628

2620

August L, 1977.

—_ Obtained
Repead 1 Repeat &
2.53 2.4
1089 1-91
49 49
%.Bu .88
«07 «10
1.0y 1.03
217 «215
+070 « 070
’ .51 052
049 »051
7 60069‘ 59.&.9
28.11 29.1,7
9.60 9.9
Pb % Zn 4
8.30
10.63
5.62
3.91
1.18
2.02
L2
1.68
11.30
\.07
o43
e50
2437

Ag Gm/MT

ol

28.46

1.37

13.03



B EED SR
Kamloops Research & Assay Laboratory Ltd.

WEST TRANS CANADA HIGHWAY — BOX S46 — KAMLOOPS, B.C. V2C 5N4
TELEPHONE 372-2784

CERTIFICATE OF ASSAY

ro __Cypruas Anvll Mining Corporstion,

Certificate No._K=1}19

Rox 1000, Date September 19, 1977.
R i . ion: Hr. J« Mustard
('31 l]erehg Wrﬁfg that the following are the results of assays made by us upon the herein descripedPW1P_& reject samples
Kral No. Marked GOLD _ SILVER b Zn Gu Pbo Znd
geurnc osn U%m Percent | Percent| Percent|Percent| Percent|Percent| Percent
1 202 Pulp 8649 547 | 6499 46 | 1.53| W22
2 202 Re joc® 1 80.!}. s.d}. 6.83 o!.u.‘. .95 06
3 202 ReJeot 2 BOQ'.L 5.05 6-82 .1&6 .98 «06
!]. 203 Pulp 27.7 1.08 2.75 010 '.71 .62
5 208 Reject 1 28.7 1426 | 2.67| <10 | +32] 21
6 208 Reject 2 77 ‘1_..-03 2,60 ,L08 +23 «13
g 250 Pulp 53.3 7-% B.bu 007 1.87 .16
250 Reject 1 5045 6a63 | T«85| <08 | 1.09| .11
9 250 Rejoot 2 ugos 69&9 7-9h .08 1.29 «21
10 257 Pulp 25.6 li.-EB 8039 «21 2.08 «70
11 257 Rﬁjaﬂt i 6942 ?.28 8-57 ..15 1-75 31
12 257 Reject 2 68.2 727 | 8.64| <15 | T.4l| .21
1]-{. 258 ROJOGt 1 30.3 3.5 5.13 018 , «90 17
15 253 Rﬂjﬂ_ct 2 25.6 3.9.]. 8-18 : 018 .83 .18
16 26l Pulp Sle2 Sa9l | 702 202 | 1.75 16
17 26l Reject 1 53.3 Se71 | Tel8| 03 | 1lel2| 244
18 2644 Reject 2 61.7 S84 | 7429 | 02 «92 | W17
CeCs Mr. D« Jennings, ¥r. Daryl Hanson

Fif's Us S1EpBEONg lire s DUZ o

NOTE :

Rejects retained three weeks (Ué‘@

Pulps retained three months L, 9 ... . i D i et eetanrncsssonanassnnrasassannannan
unless otherwise arranged. Registered Assayer, Province of British Columbia



B.C. LICENSED ASSAYERS
GEOCHEMICAL ANALYSTS

ﬁ Kamloops Research & Assay Laboratory Ltd.

WEST TRANS CANADA HIGHWAY — BOX 946 — KAMLOOPS, B.C. V2C 5N4
TELEPHONE 372-2784

CERTIFICATE OF ASSAY

Cyprus Anvil Mining Corporation,

TO
Certificate No._ K=1119
Pe 0. Box 1000,
DateﬁﬁPj_Q.thLB.:_lsﬂ-—
Faro, Yukon Territory YOB 1lKO Attentions Mr. S. Buziak
gﬂ herﬂbg tPrﬁﬁg that the following are the results of assays made by us upon the herein described__Qrill core  samples
Kral No. Marked GOLD SILVER Fb Zn Cu
Eé‘;‘c o % Percent |Percent|Percent| Percent| Percent|Percent| Percent
19 2657 31.0 1.69 +91 «36
20 2658 G248 3.98 2476 2
21 2659 - The2 560 | 5466 o1
22 2660 76«0 Le36 | 6481 <29
23 2661 684l1 Se51 | 545 <15
2l 2662 6l.3 .82 i 23
25 2663 5248 3435 | 1.72| 43
26 2661, 36.2 2430 1,76 5
27 2665 69.7 5489 La67 +18
28 2666 7640 6¢35 | 5.11: .18
29 2667 ' 43l 2.95 | 2.49] <31
30 2668 28.9 1.46 1.47 026
31 2669 33.1 2.33 2,16 27
33 2671 715 6.20 | Lebl| 416
34 2672 34l 3.10 Le70 «11
35 2673 21.7 1.79 3.62 13
i 37 2675 2749 2425 | 3.85| <13
38 : 2676 6l.7 Le76 | 3493 o 31
NOTE : ' ‘ .
Rejects retained three weeks
Pilps retained three months ... SAAEI SN @é’(b .................................

unless otherwise arranged. Registered Assayer, Province of British Columbia



%

Kamloops Research & Assay Laboratory Ltd.

WEST TRANS CANADA HIGHWAY — BOX 945 — KAMLOOPS, B.C. V2C EN4

TELEPHONE 372-2784

CERTIFICATE OF ASSAY

Cyprus Anvil Mining Corporation

2

B.C. LICENSED ASSAYERS
GEOCHEMICAL ANALYSTS

o Certificate No. K-1L|.l9
Date September’ 1 3, 1977
;ﬂ herehg t?fﬁﬁg that the following are the results of assays made by us upon the herein described__drill core  samples
Kral No. Marked GOLD SILVER Pb Zn cu
(@]
Lunces BEEER . | Percent |Percent| Percent|Percent| Percent|Percent| Percent
39 2677 6l.7 3.56 3425 20
L0 26178 3.0 «15 | laubly| <03
iyl 2679 16,0 85 | 91| Jad
L2 2680 23.8 147 | 1a76 | o460
L3 2681 6.0 29 032 20
Ly 2682 95.0 5.15 Tel3 25
LS 2683 1190 6,05 | 8,67 | .30
L6 268, 115,0 533 | 7«85 | 430
L7 2685 83.0 3.83 | 631 .12
L8 2686 83.0 | ke52 | S48 +29
L9 2687 18.3 o1l 1.34 «09
50 2688 579 3470 | 5499 | 16
51 2689 559 3456 | 548 | &05
52 2690 22.2 le43 1.77 «09
53 2691 1.0 + 39 1.07 19
5k, 2692 9.7 olt3 521 426
55 2693 10.4 b2 1.01 2L
NOTE:

Rejects retained three weeks
Pulps retained three months

unless otherwise

arranged.

---------------------

------------------------------

Registered Assayer, Province of British Columbia



Kamloops Research & Assay Laboratory Ltd.

B.C. LICENSED ASSAYERS
GEOCHEMICAL ANALYSTS

WEST TRANS CANADA HIGHWAY — BOX 946 — KAMLOOPS, B.C. V2C 5N¢
TELEPHONE 372-2784

CERTIFICATE OF

70 " Cyprus Anvil Mining Corporation

ASSAY

Certificate No, K=1119

Date __September 13, 1977.

‘3 herehg tt‘l‘ﬁfg that the following are the results of assays made by us upon the herein described drill core samples

Kral No. Marked GOLD mnjﬁ&,VER Pb n Cu
géllllcfgn %‘ Percent |Percent| Percent|Percent| Percent Percen?: Percent
Regssays
2666 7541 6433 | 5.21| .19
2676 61.7 .81 3.91 + 31
2686 83’0 4«50 . 29
Standards

Actual Obtained

Pb 2.54, 2.48
«35 o34
1.93 1.95
an L|.-90 L|-098
1.20 1.21
Cu o7 018
-07 .07 ceCcd Mr. D} Jennings
A . o0 Mr. Daryl Hanson
& gg.? 2(39..3 Mr. G Simp% n
7.0 Te0

NOTE :

Rejects retained three weeks
Pulps retained three months
unless otherwise arranged.

NV

................

E.\. (G ST

------

. Registered Assayer, Province of British Columbia



2

Cyprus Anvil Mining Corporation,

Kamloops Research & Assay Laboratory Ltd.

TELEPHONE 372-2784

CERTIFICATE OF ASSAY

WEST TRANS CANADA HIGHWAY ~ BOX 946 — KAMLOOPS, B.C. V2C 5N4

B.C. LICENSED ASSAYERS
GEOCHEMICAL ANALYSTS

TO
B 1000 Certificate No.___ K=11.20
ox s Date _October 4, 1977,
Faro, Yukon Territory YOB 1KO Attention: Mr. S. Buziak
gﬂ h?tthg t?rﬁfg that the following are the results of assays made by us upon the herein described drill core samples
Kral No. Marked GOLD SILVER BalO S.Ge Py. Po - Hg
ﬁg?ﬁﬁgl ances  |Percent |Percent| Percent| Percent| Percent|Percent| Percent
1 2629 026 3e11 | 12,25| 2.79 .006
2 2630 «26 2490 8.20| 3.13 «003
3 2631 026 | 2,99 5.03| 2.89 004
L 2632 026 | 2475 | 3426| 2495 | <005
5 2633 «17 2.76 2454 | 2.87 «005
6 263l 13 | 2493 | Le97| 2465 | 006
7 2635 e39 | 2.78| 2.45| L.16 | .00
8 2636 22 2,88 5.51| L.l «00L.
9 2637 «13 | 3.27| 9.51| 2.72 | .012
10 2638 #37 | 2497 | La68] 294 | 4009
11 2639 .80 | 2,99 6,82 2,90 | .006
12 2640 023 | 2467 | 11.78| 2.85 | 008
13 261 60 | 3469 | 19.52| 2,23 | .010
1l 26142 18.9 be2li | 13.86| 457 | 021
NOTE :

Rejects retained three weeks
retained three months
otherwise arranged.

Pulps
unless

---------------------

Registered Assayer, Province of British Columbia



| 2
GEGCHEMICAL ANALYSTS
Kamloops Research & Assay Laboratory Ltd.

WEST TRANS CANADA HIGHWAY — BOX 946 — KAMLOOPS, B.C. V2C 5N4
TELEPHONE 372-2784

CERTIFICATE OF ASSAY

0 Cyprus Anvil Mining Corporation

Certificate No,_ K=11;20
October 4, 1977«

Date

drill core

3 l‘[ﬂ'thg l:l?l"ﬁfg that the following are the results of asséys made by us upon the herein described samples
Kral No. Marked GOLD SILVER Bal S.Ge. Py Po Hg
}Qeurncfosn ggl{lcfgn Percent \Percent| Percent|Fercent| Percent|Percent| Percent

16 26l 35.5 L2 12,40 .33| .010

17 2645 L7 | 404 | 15.92] 1.72| .026

18 26146 el | 3.51| 5.8y 3.,18| .025

19 2647 o1 3.55| S.42| Lel0| 027

20 2618 1345 | 3490 18.41] 2.3L| .009

21 2619 9.6 3.60) 12,77 24971 014

22 2650 15, 3.82 | 13.43] 2.81 «013

23 2651 11l.2 3.82| 10.01| 3.12 .018

2l 2652 45 | 3448 1yl2] 2,92 <009

25 2653 27 3+43| 13.15| 2.09 <015

26 265 026 | 2490 | 13.80| 2.6L | <010

27 2655 1.36 3467 | 21.60| 2.26 .015

CeCe Mr. D. Jennings,
Mr, Daryl Hanson,
Mr. G Simpson

NOTE:

Rejects retained three weeks

Pilps retained three months Ll gg%?f?...ﬂ??:..(%%ﬁi .........................

arranged. 'Registered Assayer, Province of British Columbia

unless otherwise



ﬂ Kamloops Research & Assay Laboratory Ltd.

WEST TRANS CANADA HIGHWAY — BOX 946 — KAMLOGOPS, 8.C. V2C 5N4
TELEPHONE 372-2784

CERTIFICATE OF ASSAY

n: Ir. 8. Buziak

B.C. LICENSED ASSAYERS
GEOCHEMICAL ANALYSTS

Certificate No. 5'11411»5
Date _ Cotober 1, 1977,

J herzhg :Prﬁfg th;t the folloiwing are the results of assays made by us upon the herein described_ drillcore samples
Kral No. Marked GOLD SILVER Ba0 SaGe Py Po '
§2¥x¥g% ££§K¥§L Percent |Percent| Percent| Percent| Percent| Percent| Percent
3 2660 a5 | Lelt7 30481 | 2.00
i 2661 .33.5 | 4.8 [13.98 | 5.20
S 2682 2642 | 1461 (17405 | B8.80
7 266l 8.8 | 3.67[26.79 12.3
8 2665 30.1 | Lo68 13.60 | 7.80
10 2667 8.2 | 3.91 16,99 [13.4
11 892 2egR (DA 11.2 | [e26421.46 | 3.53
12 2683 13.2 | he5h|22.45 | 1.58
13 268 11.6 | LeliS (21455 | L4430
1Y 2685 9.6 | 3439 11.21 | 3468
15 2686 6ol | [4e33 23.9% 6.15
16 2688 30.5 | L«53 [18. «80
7 - 2689 2248 | ho42 21.1l | 1.68
NOTE: Q@e4Ce Mre. De Jemnings, Mr. Daryl Hanaon‘: Mr. G. Simpson
Rejects retained three weeks
y(//g a2l

Pulps retained three months
unless otherwise arranged.

--------------------------------------------------

Registered Assayer, Province of British Columbia



ﬁ Kamloops Research & Assay Laboratory Ltd.

WEST TRANS CANADA HIGHWAY — BOX 946 — KAMLOOPS, B.C. V2C 5N4
TELEPHONE 3722784

CERTIFICATE OF ASSAY

ro Cyprus Anvil Mining Corporation,

Box 1000,

Faro, Y. . YOB 1KO Attention: Mr. S. Bugiak

B.C. LICENSED ASSAYERS
GEOCHEMICAL ANALYSTS

Certificate No. K-1473

g‘ herehg t?l‘ttfg that the following are the results of assays made by us upon the herein described drill core samples

Kral No. Marked . GOLD Pb zn cu
Eeuchfgn Percent |Percent| Percent| Percent| Percent Percent| Percent
1 2501 3452 | 8417| .03l
2 2502 ).Lls'? 2«51 ).[..86 «025
3 2503 51.9 2.58 | .96} 021
N 250] U453 2.57 | 5.71] 022
5 2505 377 2.63 | 3.79| .026
6 2506 31,1 1.7 h.31| .018
7 250g 31.9 2.1 3.92} ,016
8 250 317 24,11 | L.09| ,048
9 2509 31l.2 1.93 386 | 4051
10 2510 279 1.79 u.18 «031
11 2511 ' 30,0 | 1.81 | 3.86]| .03y
13 2513 | 2.0 | 2.8 | 3.8, .050
1 251 12.9 80 1.27 | 032
15 2515 16 .4t .98 | 1.41| .037
NOTE - CeCe Mr. D. Jennings A
Rejects retained three weeks Mr. D. Hanson ‘ '
Pulps retained three months Mr . G.. S impson ............ &6’.@. . ff\- . ..{%@ ..........................
unless otherwise arranged. Registered Assa er, Province of British Columbia



Kamloops Research & Assay Laboratory Ltd.

CERTIFICATE OF ASSAY

Cyprus Anvil Mining Corporation

WEST TRANS CANADA HIGHWAY — BOX 946 — KAMLOOPS, 8.C. V2C 5N4
TELEPHONE 372-2784

B.C. LICENSED ASSAYERS
GEOCHEMICAL ANALYSTS

TO
Certificate No.__ K=14.73
Date Qctober 26, 1077,
éﬂ herehg terﬁfg that the following are the results of assays made by us upon the herein described drill core  samples
Kral No. Marked GOLD SILVER Pb Zn Cu
zQe”Pchn gra% Percent | Percent| Percent|Percent| Percent|Percent| Percent
16 2516 20.9 1.34 1,92 | .057
17 2517 2l.2 1.34 2.33| <065
18 2518 19.6 1,11 1,981 040
19 2519 2649 L.61 3.22| 050
20 2520 SL.0 2.69 4e.33| «059
21 2521 29.8 1,81 2,50 | .150
22 2522 80.5 5.60 6.81| .150
23 2523 133.0 7ol |[11.60| .180
|
NOTE: -

Rejects retained three weeks
Pulps retained three months
otherwise

unless

arranged.

--------------------

-----------------------------------

Registered Assayer, Province of British Columbia



B.C. LICENSED ASSAYERS
GEOCHEMICAL ANALYSTS

Kamldops Research & Assay Laboratory Ltd.

WEST TRANS CANADA HIGHWAY — BOX 946 — KAMLOGQFS, 8.C. V2C 5N4
TELEPHONE 3722784

CERTIFICATE OF ASSAY

Cyprus Anvil Mining Corporation
TO ’ K-1]
Certificate No. -1 73

Date NOvember 15, 1977.

Box 1000,

Farpe. Yukon Territorys. YOB 1lKO Attention: Mr. D. Hanson

) lp:rshg teriifg that the following are the results of assays made by us upon the herein described __ drill core samples

Kral No. Marked GOLD SILVER Py Po BaO SeG e
Sunces unces | percent | Percent | Percent Percent|Percent| Percent

1 2501 5.19 | 2.0 .16 | 3.12

2 2502 ) 3.08 | 1.6 | .17 | 3.06

3 2503 2.73 1.9 [ .18 2,91

n 250 | 5.54 | 1.7 | <17 | 2.96

22 2522 14435 | 1.5 «73| 3.63

23 2523 . 10.43 | 10,0 | 7.04 | 3.90

cece Mr. G, Simpson

NOTE : .
Rejects retained three weeks
Pulps retained three months - e 8 i”‘ .......................................
¥ unless otherwise arranged. Registered ssayer, Province of British Columbla

. - o
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ANVIL ADM FARO

KRAL KAM
ATTENTION STaN BUZIAK

CORRECTIONS RE K 1419

CU

L2B5T .38

-

2689 + 95

+ ~

ANVIL ADM FARO

KRAL XaM
IUES

ZN

- 91
4467

S.11

aG GM PER MT

31.0 9.60

69.7 10,56

76 /.46
5094

61 .7

55.9

SPo.0 - S¢/50
60903‘ 60"}.'5

60Y.3 ~ 606-3

606-3~608.%



il

ANVIL ADM FARO

KRAL KaMm

ATTM STAN EUZIAK

RE K BA 1419

KRAL KAN

29 ¥ ¥

2657
2658
2659
2660
2661
2662

2663
Po6 4

258

2688
P66 9

2680
2671

672
2673
2674
2675
2676
2677
2678
2679
2680
2681

26872
2683
2684
2685
2686
2637
2688
2689
2690
2691

2692
2693

STANDARDS

PE

+a

ZN

cu

STLVER

REASSAYS

2666
2676
2686

cuU PE ZN
HKEX
- 38 €7 9/
<24 3.98 2.76
16 5.60 5.66
.29 4.36 648
o 15 5.51 S5.45
«?3
—— 4. 87 4.34
« 43 3.35 1.72
o 45 2.30 1.76
. 1 S
3% R
.26 1.46 1.47
e 27 2.33 2.16
24 3.09 2:84
16 6.20 4.61
e11 3.10 4.70
.13 1.79 3.62
«25 5.85 4440
«+ 13 2 25 2+85
.31 4.76 3.93
¢ 20 3.56 3.25
03 + 15 1.64
e 41 .85 .91
<60 1.47 1.76
.20 .29 + 32
.25 5.15 T7.138
+30 6.05 B.67
+ 30 5.33 7.85
.12 3.83 6«31
.29 4.52 5. 48
+09 o 11 1.34
16 3.70 5.99
-95 3056 SOAB
.09 1.43 1.77
.19 .39 1.07
26 « 43 .52
. 24 <62 1.01
ACTUAL
2+54
«35
1.93
4,90
1 .20
17
.07
59-5
21 .7
cu PB ZN
‘]9 6‘33 5-2]
.31 4.8 3.%1
29 4450 S5.44

FBX CORRECTIONS TO FOLOW

»

ANVIL ADM FARO

KRAL KAM

aAG GM PER MT

31.0 748 S590.0—- S7(.0
52.8 7N £%/0 ~&583.0
o .45 £63.0 -§%4.3
16 10-87 $9¢.5 - 5952
68 .4 fo. 96 595 2~ 592. %
o -
6143 2. 1 97,2 -~ 55853 5%3,0 40,3
52.8 5107 €98.3~ 600-3 (5910 -6o8:3 )
36 .2 A Goo.3 - (o023
9. 5.5 L0203 - 6o¥.3
. ¥ 8043 = 608.3_
. 406.3 - ¢oF3
28.9 2.90
33 y.49
39.3 5.93 G5y — 6122
71.5 10:8/ §17.95, 6/8:5
34.1 760 G/9:1 - 69/. )
2147 5.4t 69ie! — 622:4 | 0177 - 6228
68 7.45 699- 4~ 694t
27.9 Gl Ca4et = 62623
61.7 g-67 ¢ 26376278
- { _*.
61.7 G.2 .@35,5* 6367
3 1s77 GUOS L 670.9
16 76 (7.5 ¢73.2
23.8 327 673-6 1 675.0
6 06! 2677 X 20900
95 10.9% 209.0 = O
119 14,722 20,0 - 8.0 30R.0 - b &
1is 13.48 213.0 - 7t5.0
23 1014 7/5.05 7/6.0
83 }'0000 750 . 9 7?77
18.3 [e45 762.3 -~ 7£%: 5
57.9 ?Q é? 763r5"' )6;' f} ?{.3-5'%&7'?'
855.9 9.04 76501~ 7867
29,0 3.20 266,7~ 768+5
7 N7 '8 97,7~ 836:7
9.7 (95 2307 ~ €338
10.4 NG g33.6- 87/
OBTA INED
2. 48
.34
1.95
4.98
1.21
.18
«07
5%.0
21 .3
7

AG GM PER MT

7501 /"S‘f
6177 8.7

g3 7i9¢




T+
ANVEIL ADM FARO

KRAL KAM
ATTN GLEN SIMPSON  URGENT

ASSAYS FOR 2501-25238

SAMPLE NBR AG FPB ZN cu

2502 417 2.51 4.86 <025
2503 51.9 2.58 4.9%¢ 2021
2504 4543 2,57 7. £+ 022
2505 37.7 2:63 3+79 1026
2506 31,1 1.71 431 <015
25017 31.9 2.18 3,92 +016
2508 31T 2.11 4.09 2048
2509 31+2 1.93 3.8868 ,051
2410 279 1.79 4.18 «031
2411 30.0 1.81 3:86 +034
2512 31,1 1.88 4.34 .030
2513 42,0 2.58 3.84 ,050
2514 12.9 «80 1.27 « 032
2515 16.4 +98 141 «037
2516 20:9 1.34 1.92 +057
2517 21 .2 134 2.33 -.065
2518 19.6 1«11 1.98 « 040
2519 269 1.61 3.22 «050
2520 54,0 2.69 4.33 «059
2521 29.8 1.81 2:50 «+ 150
2522 B0+5 5.:60 6.81 + 150
2523 133.0 7.1411.60 - 180

CORRECTIONS

WT .

2504 S.7T1=-2ZN

SHUD READ NBR 2511 AND WTQ 2510

80 95m34 :9443:589,

IF OTHER CORRECTIONS NECESSARY THEY WILLFOLLOW
AFTER 1 PROOF RESD THESE RESULTS

REGARDS DEREK

KRAL KaM

+
ANVIL ADM FARO

+

ANVIL AaDM FARO
KRAL KaM

ATT N GLEN SIMPSON URGENT
FURTHER CORRECTIONS

2506 SHUD READR 1.74 PB
2523.°'27=»

‘=a28) -~%. 0-49 .

2523 SHUD READ 11.60 ZN
REGARDS DEREK

KRAL KaM

+

ANVIL ADM FARO



v

Fe

ANVIL ADM FARO
KRAL KAM

JULY Z2ND /77
ATTN STAN BUZIAK

cu
2601 «03
2 el
3 220
4 _-09
5 +29
6 o211
7 +15
. 8 - 229
.9 s 27
10 N
11 s 16
12 -+ 26
13 - 44
14 ~e 1
15 -02
16 s 19
17 .26
|18 ‘e 25
19 '_009-
20 + 11
21 15
22 1 21
23 :08
.24 s01
25 " .09
.1 26 s 21
27 s12
r8 « 18

DEREK BLUNDELL

+*

ANVIL ADM FARO

KRAL KaM

PB

<09
5.94
3166
5.09
220
2455
2:64
191
+54
« 05
+45
Z2.82
« 45
+01

T .28

52
1.75
157

+5)
1.99
2+10
+93
=28
201

+51

2+31
.+01
1.80

ZN

11,

Seil
3.59
699
3,01
3.51
1.97
- 96
« 96
24
28

"4.05

+ 435

+02,

+ 34
.38
174
1.42

27

65
}e21

144

N .30
«02
»53
3.4
+ 01
5.92

s Ft
" AG
TR — Tr
3.0 2.3
1.79 oty
2.78 763
i-20 Her
1.07 367
I 059 S-r'(
.83 285
s21 22
204 x4
«18 (T I
«53 JE2
TY T
TR TR
.38 13.0
. 96 329
12 4.3
12 &/
« 38 ./3.0
106 263
.83 2285
- 49 16°?
TR T
.08 2.3
«84 255
TR TR
t.22 4L

WP [




LATATAVAYE S
ANVIL wte

KRAL Ka™m

FARD

ATTHN DARRYL HANSOM

ASSAYS ON DRILL cqﬁu

SakPLE NRR AG PR ZN cu
2524 5.4 . 44 .42 .07
2525 67 P66 92 .05
/:Z.E.Z—E—- 4.5 . 30 Zc.AH « 12
25217 39. 4 3.04 4.34 .13
2524 T6.5 6.19 .8.49 .18
2529 63 P '
2529 64.7 5.15% 6.36 15
2530 Y. 4 52 254 10
2531 44,5 3.42 3.ud s 1!
2532 15.5 1.06 " 1.72 .13
2533 22:2 1.72 2.20 .21
2535 2 - .
2535 30. 4 2,12 3.10 07
2536 11.4 - 54 1.02 .19
2537 17.Te
ANV IL ENG FARO
KRAL KAM
ATT DARRYL HANSON
CONTINUATION OF ASSAY RESULTS
2537 17.8 124 lela « 07
2528 7.0 1 .00 taté « 08
2539 14.3 » 90 <B6 o 11
.25 40 4.9 .14 .03 .04
2541 7.5 .28 .08 .18
2542 640 ' 28 . .20 +03
2543 1340 .12 .13 .03
2544 9.2 54 .20 .02
24 :
254% 2042 1.56 ie96 .11
2546 20.1 1.48 © 2.25 12
2547 .« 3.0 «12 . 20 04
43B8- 4+ . '
ANVIL ENG FARO
REGARDS AND HAVE A HAPPY NEW YEAR

DEREK

KRAL KAmM
*

ANVIL NG FARO

0
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© ANVIL ADM FARO
KRAL KAM
JuLy 218T 777

ATTN STaN BUZIAK

cu
ol )

e " 1801 27
2 «19

3 212

! "4 o111
5 «04

6 -« 08

1 + 20

B «33

i 9 =27
10 519

it 15

12 «15

13 + 20

14 «19

15 .22

16 :02

18 +20

19 =13

Wp 2o vPR¢.o4

21 +01

22 +01

. 23 +04
1824 - 08B

29 o, /4
DEREK BLUNDELL
TELEX 048 8320

+*

ANVIL ADM FARO

KRaL KaM

PB

3.83
4.26
2.96
. 025
133
1.79
1-11
1440
1.74
2.06
«73
137
2.85
242
2.22
.« 56
111
1.93
3-08
QMTE!I.S8
~e 16
s 14
I .48
4444

L8S”

zn
8442
10.67
5.64

.37

.49
3.98
1.19
1.82

357

3.51
2.13
257
4.36

4451 -

3.34
244
252
2+69
B4 5.15
3.1
259

« 48
273

11.21

3.73

AG

2.76

3.04
t.72
w02
<19
-84
« 44
«51
<84
.98
+ 46
-85
1.46
115
1.87
+83
.76
» 20
1+66
12
«35
TR
- 90

3.68

1.2

25.9%

S tra 1‘3‘{"[' ave rag-ﬁ

L



