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Geochemieal Analysis 

!SAMPLE RECEIVED FROM ANVIL MINIW CORPORATION 

SAMPLE NO. I GOLD I SIL VER I COPPER I LEAD I ZINC I I I Oz. Per Ton Oz. Per Ton PPM PPM PPM 

KS-1 26 60 144 
KS ... 2 12 124 512 
KS-3 20 52 264 
KS-4 24 40 152 
KS-5 44 60 232 
KS-6 56 168 352 
KS-7 56 32 192 
KS-8 112 192 784 
KS-9 92 16 80 
KS-10 76 36 344 
KS-11 40 52 200 
KS-12 64 28 168 
JIB ... 13 36 46 244 

ASSAYER. &a. 4 va'.l.'O ) 
? I 


