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CHEMEX LABS LTD. 

e CHEMISTS 0 GEOCHEMISTS e ANALYSTS 

ｃｬｅｒｔｾ＠ f ｾｃａｔＡｅ＠ Of ANALYSIS 

TO : Atlas Explorations Ltd., 
330 - 355 Burrard St., 
VAncouver, B. C. 

ATTN: Mr. M. E. Coates 

PPM 

"MONTANA" 

Rock Geochem 

PPM PPM 
SAMPLE NO.: 

ｃｾ･ｲ＠ Mo],ybdenum Lead 

87155 33 200 37 

ｾ ＭＭ Ｍｾｾｾ＠

,/1 
2 12 BROOKSBANK AVE. 

NORTH VANCOUVER, B.C. 

CANAD A 

TELEPHONE: 985-0648 

o ASSAYERS 

CERTIFICATE NO. 12685 

INVOICE NO. 4439 

DA TE RECEIVED November 

DATE ANALYSED November 

___.., 

ｃ･｣ｴｩｦｩ･､ｾｾ＠ ···· ------ · · · ··· 

3/70 

4/70 



ｲｾｾ ｶ＠ jgt_ 

21 2 B RO O K S BANK AVE. 

NORTH VA NCOUVER, B .C. 

CHEM EX LABS LTD. 
CANAD A 

TELEPHONE: 9 8 5 -0 6 4 8 

o CHEMISTS o GEOCHEMIST S o ANALYSTS o ASSAYERS 

CfERTI ｦｾｃａｔｅ＠ OrF AN Al ｙｓｾｓ＠ CERT IFICATE NO. 12603 

TO: Atlas Exploration Ltd., INVO ICE N O. 4411 
330 - 355 Burrard St., 

DATE REC EIVED Oct. 26/70 Vancouver, B. C. 

DAT E ANALYS ED 
AT T N : 

Oct. 30/70 

M 
SAMPLE NO .: Copper Molybdenum Zinc Lead Manganese Iron 

82 750 > 4000 
87071 22 17 482 42 580 > 4000 
87072 24 16 400 31 345 > 4000 
87073 14 15 131 30 76 > 4000 
87074 6 10 2200 82 355 > 4000 

0 44 183 > 4000 
87076 36 JO 500 40 235 > 4000 
87077 13 11 230 39 183 > 4000 
87078 52 17 660 44 580 > L>OOO 
87079 38 29 800 39 282 > 4000 

17 406 40 440 > 4000 
87081 1 1 38 26 69 > 4000 
87082 3 0 62 79 10 > 4000 
87083 6 1 86 65 12 > 4000 
87084 3 0 360 37 5925 
87085 6 0 320 54 14275 > 4000 
87086 4 0 52 76 3320 > 4000 
87087 6 3 89 35 412 > 4000 
87088 30 10 620 48 365 > 4000 
87089 3 0 1920 82 
87090 3 0 290 105 19 > 4000 
87091 16 0 152 31 540 > 4000 
87092 8 0 72 26 207 > 4000 
87093 22 0 1000 63 1310 > 4000 
87094 18 0 > 
87095 18 0 89 35 142 > 4000 
87096 13 0 3400 67 7400 > 4000 
87097 14 0 110 33 336 > 4000 
87098 20 2 123 42 400 > 4000 
87099 22 2 
87100 18 1 100 31 327 > 4000 
87101 21 0 142 39 327 > 4000 
87102 76 2 193 70 29 > 4000 
87103 20 0 70 39 53 > 4000 

87105 6 0 1250 84 2590 > 4000 
87106 34 11 260 65 235 > 4000 
87107 21 4 102 26 128 > 4000 
87108 116 0 110 22 29 > 4000 

Std. #23 64 16 113 79 625 > 4000 

Cer tified b y ... .. .. ｜ｾ＠ ......... .. .. 
,.,· 



212 BROOKSBANK AVE. 

NORTH VANCOUVER, B.C. 

CHEM EX LABS LTD. 
CANADA 

TELEPHONE: 985-0648 

o CHEMISTS o GEOCH EM ISTS o ANALYSTS o ASSAYERS 

CIERTI f ;CAT IE Of ANAL ｙｓｾｓ＠ CERTIFICATE NO. 12604 

TO: Atlas Explorations Ltd4, INVOICE NO. 4411 
330 - 355 Burrard St., 

October 26/70 ｖ｡ｮ｣ｯｵｶ･ｲｾ＠ B. C. DATE RECEIVED 

DATE ANALYSED October 29 /70 
ATTN: 

M PPM 
SAMPLE NO.: Copper Molybdenum Zinc Lead Manganese Iron 

0 0 
87111 36 io 230 39 172 > 4000 
87112 18 0 68 26 485 > 4000 
87113 40 21 950 50 327 > 4000 
87114 6 0 378 84 200 > 4000 
8 8 22 > 4000 
87116 4 0 12 10 3 > 4000 
87117 6 0 320 84 57 > 4000 
87118 8 0 620 77 132 > 4000 
87119 12 0 58 54 25 > 4000 

0 15 > 4000 
87121 4 0 360 91 92 > 4000 
87122 6 0 22 24 10 > 4000 
87123 10 0 24 30 19 > 4000 
87124 3 0 14 12 5 > 4000 
87125 0 640 86 92 > 4000 
87126 7 0 800 77 2085 > 4000 
87127 10 0 50 42 69 > 4000 
87128 4 0 81 81 39 > 4000 
87129 8 0 21 30 10 > 4000 
87130 4 0 20 14 12 > 4000 
87131 13 0 21 24 19 > 4000 
87132 18 0 32 39 32 > 4000 
87133 6 0 25 74 5 > 4000 
87134 4 0 25 79 3 > 4000 
87135 4 0 46 84 5 > 4000 
87136 4 0 26 84 39 > 4000 
87137 4 0 1167 84 166 > 4000 
8il39 7 0 174 70 2390 > 4000 
87140 4 0 230 67 235 > 4000 
81141 4 0 30 10 69 > 4000 
87142 6 0 34 8 29 > 4000 
87143 6 0 1100 84 22 > 4000 
87144 7 1 1680 88 119 > 4000 
87145 7 1 0 8 
87146 1 8 244 91 29 > 4000 
87147 7 10 466 37 22 > 4000 
Std., #23 64 15 107 79 600 > 4000 

Certified by ________ ... ｜ｾｾ Ｍ ﾷ Ｍ ﾷＭ ﾷＭＭＭＭＭＭﾷ Ｍ ﾷ ﾷﾷ＠



CHEMEX LABS LTD. 

o CH E M ISTS o GEOCHE M I ST S o ANA L YSTS 

CIEIRTI ｆｾｃａｔｅ＠ Of ANALYSIS 

TO : 
Atlas Explmration Ltd., 
330 - 355 Burrard St., 
Vancouver, B'. C. 

ATTN: 

Pf'M 
. SAMPLE NO.: Copper 

87150 13 
87151 28 
87152 62 
87153 34 

PPM pp ""N 
Zinc Lead 

26 10 
46 18 
42 35 
81 26 

2 12 BROO K SBA NK AVE. 

NORTH V A N C OUVER, B.C. -- / v i-' -b 
CANADA {_) ;z ,_.. '--- ｾ＠

T E L EPHON E: 985-0648 

o ASSAYERS 

CERTIFICA T E NO. 12605 

INV OICE NO. 4411 

DAT E RECEIVED Oct. 26/70 

DATE ANALYSED Oct. 30/70 

Mars /fl Silt 
Mars IF2 Soi l 
Mars #3 Silt 
Mars !f4 Soil 

Cer ti fied by ...... .. .... Ｎ｜ｾﾷＭﾷﾷﾷﾷﾷ ﾷ ﾷﾷﾷﾷﾷ＠



CHEMEX LABS LTD. 
• CHEMISTS • GEOCHEMISTS • ANALYSTS 

CERTI Fl CATE OF ANALYSIS 

TO: 
Atlas Explorations Ltd., 
330 - 355 Burrard St., 
Vancouver, B. C. 

ATTN: D. Brabec 

1.>PM 
SAMPLE NO.: Beryllium 

26111 0 
26112 o.s 
26113 o.s 
26114 0 
26115 3 
26116 1 

21 2 BROOKSBANK AVE. 

NORTH VANCOUVER, B.C. 

CANADA 

TELEPH 0 NE: 985-0648 

• ASSAYERS 

CERTIFICATE NO. 12226 

INVOICE NO. 4210 

DATE RECEIVED Sept. 30/70 

DATE ANALYSED Oct. 2/70 

ｃ･ｲｴｩｦｩ ｾ ﾷﾷ ﾷ ﾷﾷ ﾷ ﾷ ﾷﾷﾷﾷ ﾷﾷﾷ ﾷ ﾷ ﾷ ﾷ＠



CHEMEX LABS LTD. 

212 BROOKSBANK AVE. 

NORTH VANCOUVER. B.C. 

CANADA 

TELEPHONE: 985-0648 

e CHEMISTS • GEOCHEMISTS • ANALYSTS • ASSAYERS 

CERTIFICATE OF ANALYSIS CERTIFICATE NO. 8307 

TO: Atlas Explorations Ltd., 
330 - 355 Burrard St., 
Vancouver, B. C. 

ATTN: 

PPM PPM 
ｓａｾｌｅ＠ NO.: 

Roe Copper Zinc 

SLO 1 M 42 
2 N 74 
3 400 
4 103 

-5. 34 
6 109 
7 118 
8 125 
9 262 

SLO 10 62 
WHIT 2 11 12 

4 7 52 
WHIT 6 7 62 

..silts 
w - 1 10 60 

w 2 10 78 

PPM 
Lead 

22 
22 
16 

28 
26 

PPM 
Molybdenum 

4 
0 

1250 
64 

1 
1 
0 

420 
17 

8 

PPB 

INVOICE NO. 2944 

DATE RECEIVED June 4/70 

DATE ANALYSED June ｬｾＯＷＰ＠

. 
PPM 

Gold Silver ｡＿ＱｾｾＯＮＬ＠
<30 < 0.5 
<30 < o.·: 5 

<30 0.5 
<30 < 0.5 

30 < 0.5 
<30 < 0.5 
<30 0.5 
<30 2.5 
<30 < 0.5 
<30 < 0.5 
<30 0.5 
<30 < 0.5 
<30 < 0.5 

<30 < 0.5 
<30 < 0.5 

Certified ｢ｹ Ｍ Ｍ ｾｾＭ ＭＭ



CHEMEX LABS· LTD. 

• CHEMISTS • GEOCHEMISTS • ANALYSTS 

CERTIFICATE OF ANALYSIS 

TO: Atlas Explorations Ltd., 
330 - 355 Burrard St. , 
Vancouver, B. C. 

ATTN: 

PPM PPM PPM 
SAMPLE NO.: 

Co_BQer Lead Zinc 
AD 1 

.. ｾ＠ . 
74 17 62 ' 

2 60 15 57 
AD 3 Rock 148 19 70 
SKI 4E 2N 30 13 67 

4 33 10 7B 
6 43 22 62 
6.5 Silt 30 B 59 
B 24 10 74 
10 22 12 7B 
12 Silt 25 B 50 

SKI 4E 14N 42 15 7B 
SKI BE 4N 34 12 74 

6 30 10 57 
B 42 10 BO 
10 40 13 130 
12 40 12 74 
13.50 2& 10 72 

14 22 13 49 
SKI BE 16N . :52 19 70 

1416 CROWN STREET 

NORTH VANCOUVER, B. C,_ 

CANADA 

TELEPHONE: 988-6955 

• ASSAYERS 

NO. Bl47 

INVOICE NO. 2B71 

DATE RECEIVED May 26/70 

DATE ANALYSED 
May 2B/70 
ｾ＠

PPM z:;_ ﾢＺＺｾ＠
Mol_y_b den um 

0 
0 
0 

"O" Molybdenum= <l PPM 
0 
0 

0 
0 
0 
0 
0 
0 
0 
0 
0 
0 
0 
0 
0 
0 

_..,, 

Certified by ... __ _____ ［［＿ＡｾｾｾＺ Ｍ Ｍ ＭＭＭＭＭＭＭＭＭ Ｍ ﾷﾷﾷﾷ ＭＭＭ Ｍ



CHEMEX LABS LTD. 
• CHEMISTS • GEOCHEMISTS • ANALYSTS 

CERTIFICATE OF ANALYSIS 

TO: Atlas Explorations Ltd., 
330 - 355 Burrard St., 
Vancouver, B. c. 

ATTN: 

SAMPLE NO.: 

#9 
1110 
FL lS 
FL P23 
Vegas P 

Vegas P41 
Vima P42 
BID P66 
Home DF 88 

Beryllium 

2 
2 

2 

1.5 
1.5 
2 

2.5 
2 

2 

2.5 
2.0 
2.0 

10.0 
4.5 

1416 CROWN STREET 

NORTH VANCOUVER, B. C. 

CANADA 

TELEPHONE: 988- 6955 

• ASSAYERS 

NO. 

INVOICE NO. 

DATE RECEIVED 

8140 B 

2881 

DATE ANALYSED May 29/70 



CHEMEX LABS LTD. 
• CHEMISTS • GEOCHEMISTS • ANALYSTS 

CERTIFICATE OF ANALYSIS 

TO: Atlas Explorations Ltd., 
330 - 355 Burrard St., 
Vancouver, B. C. 

ATTN: 

PPM 
SAMPLE NO.: 

Nickel 

Hat Ill 10 
20 36 

30 30 

40 32 
50 34 
60 46 
70 36 
80 34 

90 32 

92 200 

100 65 
110 250 
120 695 
130 30 
140 100 

160 210 

Hat 170 405 

Anal Mn 

PPM PPM 
Silver Manganese 

< 0.5 
< 0.5 
< 0.5 
< 0.5 
< 0.5 
< 0.5 
< 0.5 
< 0.5 
< 0.5 

3.0 
2.0 
1.5 
0.5 
0.5 
3.5 

< 0.5 
< 0.5 

925 

1416 CROWN STREET 

NORTH VANCOUVER, B. C •. 

CANADA 

TELEPHONE: 988- 6955 

• ASSAYERS 

NO. 

INVOICE NO. 

DATE RECEIVED 

8084 

2854 

DATE ANALYSED May 25/70 

ｾ＠
Ro ck Geo chem 

Certified by ﾷﾷﾷﾷ ﾷ ﾷﾷﾷﾷＭｾｾ ﾷﾷ ﾷﾷ ﾷ ﾷﾷ ﾷ ﾷ ﾷﾷ ﾷ ﾷ ﾷﾷ＠



CHEMEX LABS LTD. 

1416 CROWN STREET 

NORTH VANCOUVER, B. C. 

CANADA 

TELEPHONE: 988-6955 

• CHEMISTS • GEOCHEMISTS • ANALYSTS • ASSAYERS 

CERTI Fl CATE OF ANALYSIS NO. 8083 

TO: 

ATTN: 

Atlas Exploration Ltd., 
330 - 355 Burrard St., 
Vancouver, B. C. 

.PPM 

SAMPLE NO.: 
Copper 

Amen Ill 1260 
Amen 112 107 
Hat 1 50 
Hat 1 Silt 87 
H::ir 2 30 
Hat 2 Silt 52 
Hat 3 17 
Hat 3 Gossen Silt 101 
Hat 4 32 
Hat 5 25 
Hat 6 11 
Std. 1120 98 

P.l:'M 

Lead 

15 
19 
17 
19 
13 
24 
15 
13 

13 

85 

INVOICE NO. 2851 

DATE RECEIVED May 21/70 

DATE ANALYSED May 25/70 

.I:' .I:' .M. --Y.t'LVl ""YP1YI PPM 
Zinc Nickel Silver Molybdenum 

3.0 0 
1. 5 0 

78 100 
87 157 

!11 100 
90 204 

124 100 
130 149 

70 84 
107 200 

94 65 
113 46 

Certified ｢ ｾ ＭＭＭ Ｎ＠ ＭＭＭＭＭ ｾ ｾ Ｍ _ -------- --- -----------



CHEMEX LABS LTD. 

1416 CROWN STREET 

NORTH VANCOUVER, B. C. 

CANADA 

TELEPHONE: 988- 6955 

e CHEMISTS 

TO: Atlas Explorations Ltd. , 
300 - 355 Burrard St. , 

Vancouver. B. C. 

ATTN: Mr. J. Brock 

PPM 

o GEOCHEMISTS 

SAMPL E NO .: 
Tungsten 

69- 40-RT C0-170 0 
171 0 

69-40-RT C0-172 0 

o ANALYSTS o ASSAYERS 

NO. 7823 

INVOICE NO. 2707 

DATE RECEIVED March 25/70 

DATE ANALYSED Ap17il 1/70 

Tintina Proiect 

= 

Certified by ﾷ ﾷﾷ ﾷ ﾷ ﾷﾷﾷ ﾷﾷ • ﾷﾷ ﾷﾷﾷﾷ ﾷ ｾﾷＭ ﾷ ﾷﾷ ﾷﾷ ﾷ ﾷ ﾷ ﾷﾷ＠



TO: 

ATTN: 

CHEM EX LA BS LTD. 
o CHEMISTS o GEOCHEMISTS o ANALYSTS 

ｃＡｅｒｔｾ＠ ｉｆｾｃａｔｉｅ＠ Of ANA!L ｙｓｾｓ＠

Atlas Explorations Ltd., 
330 - 355 Burrard St., 
Vancouver. B. C. 

Mr. J. Brock 

PPM 

1416 CROWN STREET 

NORTH VANCOUVER, B. C. 

CANADA 

TELEPHONE: 988- 6955 

o ASSAYERS 

NO. 

INVOICE NO. 

DATE RECEIVED 

DATE ANALYSED 

7822 

2707 

March 25/70 

Ap1"il 1/70 

SAMPLE NO.: Tungsten Tintina Project 

69-40-RT C0-130 0 
131 0 

132 0 
133 0 
.ll4 Jl 
135 0 
136 0 
137 0 
138 0 
139_ Jl 
140 0 
141 0 
142 0 
143 0 

--1..4_4_ _Q_ 

145 0 
146 0 
147 0 
148 0 
, li.Q Jl 
150 0 
151 16 
152 0 

153 0 
-15__4_ _Q_ 

155 10 
156 0 
157 5 

158 40 
_J_ i;Q _8_ 

160 80 
161 60 
162 16 
163 80 

_l/;li. ....0. 

165 0 
166 20 
167 30 
168 0 

Ｏ［ｑＭＭＱｌｏ｟ｾ＠ _fil-__16_9_ Jl 

ｬｦｩｬｾ＠Certified by -- -- ---·····- - .. __ ___ . . --- ·······---· 



CHEMEX LABS LTD. 

1416 CROWN STREET 

NORTH VANCOUVER, B. C •. 

CANADA 

TELEPHONE: 988 - 6955 

o CHEMISTS o GEOCHEMISTS o ANALYSTS o ASSAYERS 

ｃｅｒｔｾｦｬｃａｔｅ＠ Of ANALYSIS NO. 7774 

TO: Atlas ｅｸｰｬｯｾ｡ｴｩｯｮｳ＠ Ltd., 
330 - 355 Burrard St., 
Vancouver, B. c. 

ATTN: Mr. T. Adamson 

PPM 
SAMPLE NO. : Tungsten 

"09'--:IB to 9P "56""51r 0 
566A 0 
567A 0 
567B 0 
569 10 
57IA 0 
571B 0 
572A 0 
573A 0 
573B 0 

"575"A 0 
579A 0 
580 0 

69-38 to 9P 581 0 

INVOICE NO. 

DATE R ECEIVED 

DATE ANALYSED 

"011 Tungsten = <5 PPM 

March 13. 70 

March 17 /70 

Certified b y ＴＭｉｊＮＮｾ Ｍ ＭＭＭＭＭＭＭＭＭＭＭ ﾷ ＭＭ



T O : 

ATT N : 

SAMPLE NO .: 

""9" x T7 
18 
19 
20 
21 

-zz 
23 
24 
25 
26 
TI 
28 
29 
30 

9 x 31 

CHEMEX LABS LTD. 

o CHEMISTS o GEOCHEMISTS 0 ANALYSTS 

ｃｉｅｒｔｾｦｬｃａｔｉｅ＠ Of ANAL ｙｓｾｓ＠
Atlas Explorations Ltd., 
330 - 355 Burrard St . , 
Vancouver , B. C. 

Mr. T. Adamson 

"'PPM 

Tungsten 

lJ 
0 

0 
0 

0 

lY 
10 

0 

0 
0 

lIT 
8 
0 
0 
0 

"l>Y-'"'38" to ｾｈ＠ '571A lY 
572.A 0 
573A 8 
573B 0 
574A 0 

'574B lJ 
575A 0 
576A 0 

577A 0 
578A 0 

°"57tlB lJ 
579A 0 
582A 0 
583A 0 
583B 0 

385A 1) 

586A 8 
587A 10 

587B 8 
588A 0 

589A 10 
69-38 to 9H 589B 5 

1416 CROWN STREET 

NORTH VANCOUVER, B. C. 

CANADA 

TELEPHONE: 988- 6955 

o ASSAYERS 

NO. 7773 

INVOICE NO. 

DATE RECEIVED Ma r ch 13/70 

DATE ANALYSED March 17/70 



CHEMEX LABS L TD9 

1416 CROWN STREET 

NORTH VANCOUVER, B. C. 

CANADA 

TELEPHONE: 988 - 6955 

TO : 

ATT N: 

o CHEMISTS o GE OCH EM ISTS 

Atlas Explorations Ltd., 
330 - 355 Burrard St., 
Vancouver , B. C. 

Mr. T. Adamson 

PPM 
SAMPLE NO. : Tungsten 

-co 192 10 

205 0 
234 0 
235 0 
236 10 
241 0 
243 8 
24L1 0 
245 0 
246 10 
252 70 
270 10 

co 271 5 
co 272 0 
9V 704 5 

705A 0 

705B 0 
706 20 
707A 8 
707B 0 
708A 10 
708B 5 
709 10 

710A 0 
710B 12 
711A 8 

711B 0 
712A 8 
712B 0 
713 8 
714A 0 

714B 10 
715A 10 
715B 10 
716 8 

717 16 
718A 0 
718B 0 
719A 0 

9V 719B 10 

o ANALYSTS o ASSAYERS 

NO. 7772 

INVOICE NO. 

DATE RECEIVED Harch 13/70 

DATE ANALYSED March 17/70 

"Orr Tungsten = <5 PPM 

Cer tified b y ... . Ｎ［ｊｦ＿ｴｴＮ Ｎ ｾＴＭＧｶＮｾ Ｎ Ｚ＠ ... 



CHEMEX LABS LTD. 

e CHEMISTS o GEOCHEMISTS o ANALYSTS 

ｃｉｅｒｔｂ ｩＺ ｾｃａｔｦ＠ O!F ANAL ｙｓｾｓ＠

TO: 
Atlas Explorations Ltd., 
330 - 355 Burrard St., 
Vancouver, B. c. 

ATTN: Mr. J. Brock 
.c 

SAMPLE NO.: Molybdenum 

9B0017-A 0 
9B0018-A 0 
9B0019-A 0 
9B0020-A 0 

9B0022-A 0 
69-1 to 9B28-B 0 
69-7 to 9H82B 0 

9H82C 0 

9Hl51A 3 
9B152A 6 

69-7 to 9J SOB 0 
69-24 to 9V 462A 9 

9V 466A 0 
9V 477A 7 

69-24 to 9V 479A 7 
69-30 to 9P 513A 0 

9-30 to 9P 515B 1 

69-1 to 9B29-B 0 

. ·-
Tungsten 

0 

0 
0 

0 

0 
0 

25 
32 

0 
16 

0 
0 

0 
0 

10 
N.s.s. 

N.S.S. 

0 

B.s.s.- Not sufficient sample 

Certified 

</ -7· . 
｡ＬＮＬ ＢＮＧＮＮＭＮＢＧＭＷ Ｍ ｣ ＯＧＮＬ ｣ＮＭｾ Ｍｾ＠

1416 CROWN STREET 

NORTH VANCOUVER, B. C. 

CANADA 

TELEPHONE: 988- 6955 

o ASSAYERS 

NO. 7711 

INVOICE NO. 2632 

DATE RECEIVED Feb. 18/70 

DATE ANALYSED Feb. 19/70 



CHEMEX LABS LTD. 

NORTH VANCOUVER, B. C. 

CANADA 

TELEPHONE: 988 • 6955 

e CHEMISTS e GEOCHEMISTS El ANALYSTS e ASSAYERS 

ｃｉｅｒｔｾｦｬｃａｔｬｅ＠ Of ANALYSiS N O. 7696 

Atlas Explorations Ltd., 
TO: 

330 - 355 Burrard St., 
Vancouver, B. C. 

ATTN: Mr. J. Brock 

PPM 
SAMPLE NO.: Copper 

Venus I 23 

70P-l 26 
70P-2 28 
70P-3 24 
70P-4 28 

PPM 
Lead 
19 
46 
34 
29 

39 

PPM 
Zinc 
68 
76 
94 

100 
137 

.. 
Certified by 

INVO ICE NO. 

DATE RECE IVED 

DATE ANALYSED 

PPM 

2615 

Feb. 11/70 

Feb. 11. 70 

Molybdenum 
0 
0 
0 
0 
0 

non Molybdenum = <l PPM 

/ / 

ＭＺＯｾ ｌ ｾＭ ＭＭﾷﾷＭＭﾷﾷＭｾＺ＿ＮＭ［＠ ........ .......... ............................. ........ . 



CHEMEX LABS LTD. 

1416 CROWN STREET 

NORTH VANCOUVER, B. C. 

CANADA 

TELEPHONE: 988 - 6955 

a CHEMISTS o GEOCHEMISTS CD ANALYSTS 0 ASSAYERS 

ｃｉｅｒｔｬｦｾｃａｔｾ＠ Of .ANA YSIS NO. 7689 

T O: Atlas Explorations Ltd., 
330 - 355 Burrard St., 
Vancouver, B. C. 

ATTN: 
Mr J Brock . . 

PPM 
SAMPLE NO.: Molybdenum 

09"°---zzi" to °""9"W 36 7.A 7 

366A 11 
365A 8 

363A 9 
362A 13 

69-22 to 9W 344A 0 
341A 1 
339B 7 

69-9 to 9W 181A 0 
180B 0 
169A 0 
167B 2 
166B 1 
165A 0 
154B 14 
149A 5 

133B 3 
69-7 to 9W 83C 0 

79B 0 
72B 0 

69-1 to 9W 15B 0 

14B 0 
13A 0 

12A 0 

llB 0 

lOC 0 
9A 0 

9B 0 

7B 0 

69-9 to 9C 119B 0 

lllB 0 

109B 0 

96B 2 

69-7 to 9C 67B 0 
65B 1 
36A 0 

32D 0 

19A 0 

lSC 0 

14A 0 

11011 

INVO I CE NO. 2614 

DATE RECEIVED Feb. 9/70 

DATE ANALYSED Feb. 11/70 

Tintina Project 

Molybdenum m <1 PPM 

Tungsten to follow 

Ｍ ｾ＠ / 7 

Ｍ Ｍ ｾ ｾ＠. . Ｎ Ｏ Ｏｾ Ｚ＠ .... .... ｾｾＭＭＭＧ［Ｍ＿ｾﾷＭﾷﾷﾷ ﾷ ﾷﾷﾷﾷﾷﾷﾷﾷﾷﾷﾷﾷﾷﾷﾷﾷ＠Certified ｾｹ＠ t;.;.v·· _V.. ..... 
/ 

/-· 



CHEMEX LABS LTD. 

1416 CROWN STREET 

NORTH VANCOUVER, 8. C. 

CANADA 

TELEPHONE: 988- 6955 

0 
CHEMISTS 

TO: Atlas Explorations Ltd., 
330 - 355 Burrard St. , 
Vancouver , B. C. 

ATTN: Mr. J. Brock 

PPM 
SAMPLE NO.: 

Tun_g_sten 

69-24 to 9W 367A 0 

366A 0 

365A 0 

363A 0 
_162A 0 

69-22 to 9W 344A 0 

341A 0 
339B 0 

69-9 to 9W 181A 0 
180B 0 
169A 0 
167B 0 

166B 0 

165A 0 
154B 0 
149A 0 
130B 0 

69-7 to 9W 83C 0 

79B 0 

72B 0 

69-1 to 9Wl5B 0 

14B 0 
13A 0 

12A 0 
llB 0 

lOC 0 
9A 0 
8B 0 
7B 0 

69-...9_ tQ.. 9C 119B 0 

lllB 4 
109B 0 
96B 0 

69-7 to 9C 67B 0 

--6.5.B Jl 
36A 0 
32D 0 

19A 0 
18C 0 

14A 0 

GEOCHEMISTS 
0 

ANALYSTS 0 ASSAYER S 

NO. 7689 

INVOICE NO. 2617 

DATE RECEIVED Feb. 9 /70 

DATE ANALYSED Feb. 12.70 

Tintina Proj. 

! 
I 

; 

! 
i 

I ' 

j 
,....-,_ 

i 
Certified by .......... ｾｾｾＡｾ＠ ............... 

.. 



CHEMEX LABS LTD. 

o CHEMISTS a GEOCHEMISTS o ANALYSTS 

CIERTI ｆｾｃａｔｾ＠ OF ANALYSIS 

TO: Atlas Explorations Ltd., 
330 - 355 Burrard St., 
Vancouver , B. C. 

ATTN: Mr. J. Brock 

SAMPLE NO. : Tungsten 

131 0 
119A 0 
118B 0 

69-7 to 9D 9dB 0 

24B 0 
23B 0 
22B 0 
21B 0 

18A 0 
17C 0 
16C 0 
15B 0 

69-30 to 9P 542A 0 
541B 0 

540B 0 
69-22 to 9P 456A 0 

4 

454A 0 
453B 0 
452A 0 
451A 0 

445B N. s. s. 
444B 0 
430A 0 
429A 0 

28A 0 
427B 0 
426A 0 

69-24 to 9W 393A 0 
392B 0 
391A 0 
390B 4 
390A 0 
369A 0 

368A 0 

Certified 

1416 CROWN STREET 

NORTH VANCOUVER, B. C. 

CANADA 

TELEPHONE: 988- 6955 

o ASSAYERS 

NO. 

INVOICE NO. 

7688 

2617 

DATE RECEIVED Feb. 9/70 

DATE ANALYSED Feb. 12/70 



CHEMEX LABS LTD. 

141 6 CROWN STREET 

NORTH VANCOUVER, 8. C. 

CANADA 

TELEPHONE : 988 - 6955 

o CHEMISTS 

TO: Atlas Explorations Ltd., 
330 - 355 Burrard St., 

Vancouver, B. C. 

ATTN: Mr. J. Brock 

-wM: 

o GEOCHEM ISTS 

SAMPLE NO.: 
Molybdenum 

09-9 to 9P 181A 0 
131 0 
119A 0 
118B 0 

69-7 to 9D 93B 0 
69-4 to 9P 25B 0 

24B 0 
23B 0 
22B 0 
21B 0 
19A 0 
18A 0 
17C 0 
16C 0 
15B 0 
14A 0 

69-30 to 9P 542A 0 
541B 0 
540B 0 

69-22 to 9P 456A 0 
455B 0 
454A 0 
453B 0 

452A 0 
451A 1 
446B 0 
445B 0 
444B 0 
430A 5 
429A 1 
428A 4 
427B 1 
426A 4 

69-24 to 9W J93A 0 

392B 3 
391A 1 
390B 7 
390A 8 
369A 14 
368A 12 

o ANALYSTS o ASSAYERS 

NO. 

INVOICE NO. 

DATE RECEIVED 

7688 

2614 

Feb. 9/70 

DATE ANALYSED Feb. 11/70 

Tintina Project 
' 11

0
11 

Molybdenum = <l PPM 

' 

.. 

\ 

\ 
\ 

\ 
\ 

\ 
\ \ 
\. \ 

\ 

Ｍ ｾ＠ " \ ,,.-7 

ｾｾｦｬ ﾷ＠ ｾ＠.. ... ＮＮＮＮＭｾ＠ - ｶｴ ｾ＠ ', 
Certified b7r ....................................... ｾ＠ ......................... . 



CHEMEX LABS LTD. 

1416 CROWN STREET 

N ORT H VANCOUVER, B. C. 

CANADA 

TELEPHONE: 988- 6955 

o CHEMISTS 0 GEOCHEMISTS o ANALYSTS o ASSAYERS 

ｃＺｉｅｒｔｾ＠ f ｾｃａｔｉｅ＠ Of ANALYSIS NO. 

TO: Atlas Explorations Ltd., 
330 - 355 Burrard St., 

Vancouver, B. c. 

ATTN: 
Mr. J . Br ocm 

PPH 
SAMPLE NO . : Molybdenum 

69-7 to 9B-113B 2 

llOA 0 

lOBA 0 

106A 0 

96B 0 

69-4 to 9B 55A 0 

54B 0 

53C 0 

52A 0 

51A 0 
soc 0 

69-1 to 9B 44A 0 
43A 0 
38A 0 
37A 0 
36B 0 
35B 0 

69-4 t o 9S 54A 0 
53A 0 

52A 0 

51C 0 

69-1 to 98 0023A 0 

0022A 0 
0021B 0 
0020A 0 
0019B 0 

69-9 to 9G 266B 3 
262B 9 

258B 14 
255B 1 

69- 7 to 9G 191A 0 

190B 0 

189A 0 
188A 1 
187C 0 

69-4 to 9G 144B 0 
143A 0 
142C 0 
53A 0 

69_-_4 io _2_G_5_2A 0 

INVO ICE NO. 

DA TE RECEIVED 

DATE ANALYSED 

Tintina Project 

"O" Molybdenum = <l PPM 

. / 

7686 

2614 

Feb 9/70 

Feb . 11/70 



CHEMEX LABS LTD. 

1416 CROWN STREET 

NORTH VANCOUVER, 8. C •. 

CANADA 

TELEPHONE: 988- 6955 

CHEMISTS <D GEOCHEMISTS o ANALYSTS o ASSAY ERS 

ｃｉｅｒｔｬｦｾｃａｔｲ€＠ Of ANAl ｙｓｾｓ＠ NO. 7685 

T O: Atlas Explor ati ons Ltd,, INVOICE N O. 2614 
330 - 355 Burrard St . , 

DATE RECEIVED Feb. 9/70 Vancouver, B. C. 

DATE ANALYSED Feb. 11/70 
ATTN: Mr. J. Brock 

PPM 
Tintina Project SAMPLE NO. : 

Mo!Y_bdenum 

69-22 to 9H-374A 0 110 11 MolybdentUI1 = <l PPM 
373B 0 

69-22 to 9H-372A 0 
69-9 to 9H56A 0 
69-30 to 9J-490A 0 

489A 2 

488A 2 

69-7 to 9J 89B 0 
83A 0 
80A 3 

69-7 to 9J 56A 0 

53C 0 
52C 0 
51B 0 

69-4 to 9J 37A 0 

36B 0 
35A 0 

34A 0 
69-1 to 9J 16C 0 

15A 0 

14A 0 
13A 0 

12B 0 
llA 0 

69-30 to 9B 473B 0 
472A 0 
471A 0 

69-22 to 9B 367A 0 
366A 0 
365A 0 
364A 2 
363A 0 

69-20 to 9B 325B 0 
324A 0 
_123A ...0. 
322A 0 

69-9 to 9B-179B 0 
174A 0 

69-7 to 9B-124A 0 
69- 7 to 9B- 114B 1 

C"tifi•d ｢ｹＮ ｾｾｾﾷﾷ ﾷ ﾷ ﾷ＠



CHEMEX LABS LTD. 

1416 CROWN STREET 

NORTH VANCOUVER, B. C •. 

CA N ADA 

TELEPHONE: 988- 6955 

e CHEMISTS o GEOCHEMISTS e ANALYSTS e ASSAYERS 

ｃｅｒｔｾ＠ ｆｾｃａｔｅ＠ Of ANALYSIS NO. 6587 

T O: Atlas Explorations Ltd ., INVOICE NO. 2617 
330 - 355 Burrard St., 
Vancouver, B. c. DATE RECEIVED Feb. 9.70 

Mr. J. Brock 
DATE ANALYSED Feb . 12.70 

ATT N: 

PPM 
SAMPLE NO . : 

Tun.z.sten Tintina Pro_ject 

69-4 to 9G SOB 0 

30 0 

27 8 
16B 0 

lSB 0 

69--7 to 9R 76A 0 

83C 0 

93C 0 

95A 0 

103A 4 
69-6 to 9R 104A 4 
69-9 to 9R 199A 0 

205A 4 
203A 4 
202A 0 

200A 0 

69-4 to 9R 30B 0 

29A 0 
28A 0 

27A 0 

26A 0 

25A 0 

24A 0 

22C 0 
21G 0 

20C 0 
19A 0 

19B 0 
17C 0 

--6.9_-_9_ t:o .!lV 185A 0 

178B 0 

173A 4 

172B 0 
69-1 to 9V 9 0 

_6 J1 
4 0 

2A 0 

69-9 to 9P 184A 4 
183B 0 
182.."8 0 

....., .,..,, 

Certified by .. . ﾷ Ｍ Ｍ Ｍ ｾｾｾＭＭＭＭ Ｍ ＭｾＭ ＭＭＭ ＭＭＭＭ Ｍ ＭＭＭ



CHEMEX LABS LTD. 

1416 CROWN STREET 

N ORTH VANCOUVER, B. C. 

CANADA 

TELEPHONE: 988 - 6955 

o CHEMISTS e GEOCHE MI STS o ANALYSTS o ASSAYERS 

CERTl!rlCATIE Of ANAL YSiS NO. 7687 

Atlas Explorations Ltd., 
T O: 330 - 355 Burrard St., 

Vancouver, B. c. 

ATTN: Mr. J. Brock 
l'PN 

SAMPLE NO.: Molybdenum 
69-4 to 9G SOB 0 

30 2 

27 2 

16B 1 
15B 0 

69-7 to 9R 76A 0 
83C 0 
93C 0 
95A 0 

103A 0 

69-6 to 9R 104A 0 

69-9 to 9R 199A 2 
205A 0 
203A 0 
202A 0 
200A 0 

69-4 to 9R 30B 0 
29A 0 
28A 0 
27A 0 
26A 0 
25A 0 
24A 0 

22C 0 
21C 0 
20C 0 
19A 0 
18B 0 
17C 0 

69-9 to 9V 185A 2 

178B 1 
173A 8 
172B 1 

69-1 to 9V-9 0 
6 0 
4 0 
2A 0 

69-9 to 9P 184A 0 
183B 0 
182B 0 

"O" 

INVOICE NO. 2614 

DATE RECEIVED Feb. 9/70 

DATE ANALYSED Feb. 11/70 

11Tintina Proiect" 
Molybdenum = <l PPM 

__......... 
, 7 , 

Certified ｢ｹ ＯＯｾ ｾｾｾ ｾ ＭＭ Ｍ ﾷ＠
/ 

ＮＨ Ｎ ｾ＠



CHEMEX LABS LTD. 

141 6 CROWN STREET 

NORTH VANCOUVER, B. C. 

CANADA 

TELEPHONE: 988-6955 

e CHEMISTS o GEOCHEMISTS 

TO: Atlas Explorations Ltd., 
330 - 355 Burrard StI., 
Vancouver, B. C. 

ATTN: Mr. J. Brock 

-PI>M 
SAMPLE NO.: Tungsten 

69-7 to 9B 113B 4 
llOA 4 
108A 0 
106A 0 
96B 4 

69- 4 to 9B 55A 8 
54C 0 
53C 0 
52A 0 
51A 0 
soc 0 

69-1 to 9B 44A 0 
43A 0 
38A 0 
37-A 0 
36B 0 
35B 0 

69-4 to 9S 54A 4 
53A 0 
52A 0 
51C 0 

69- 1 to 9S 0023.A 0 
0022A 0 
0021B 0 
0020A 0 
0019B 4 

69-9 to 9G 266B 0 
262B 0 
258B 4 
255B 0 

69-7 to 9G 191A 0 
190B 0 
189A 0 
188A 0 
187C 0 

69-4 to 9G 144B 0 
143A 0 
142C 0 
53A 0 
52A 0 

o ANALYSTS e ASSAYERS 

NO. 

INVOICE NO. 

DATE RECEIVED 

DATE ANALYSED 

Tintina Project 

7686 

2617 

Feb . 9/1-0 

Feb. 12. 70 

Certified by _________ ___ __ ﾷﾷ Ｍ ＭＭＭＭＭＭｾＮＮ｀ｾｾＭＭＭＭＭＭＭＭＭＭＭＭＭﾷﾷ＠



CHEMEX LABS LTD. 

141 6 CROWN STREET 

NORTH VANCOUVER, B. C. 

CANADA 

T ELEPHONE: 988 - 6955 

o CHEMISTS o GEOCHEMISTS o ANALYSTS o ASSAYERS 

ｃＡｅｒｔｾ＠ f ICAT!t Of AN Al YSIS NO. 7685 

TO: Atlas Explorations Ltd., 
330 - 355 Burrard St., 
Vancouver, B. C. 

ATTN: Mr. J. Brock 

PPM 
SAMPLE NO.: 

Tun_gsten 
69-22 to 9H 374A 0 

373B 0 
69-22 to 9H 372A 0 
69-9 to 9H 56A 0 
69-30 t o 9J 490A 0 

489A 0 
488A 0 

69-7 to 9J 89B 50 
83A 0 
80A 16 

69-7 to 9J 56A N.s.s. 
53C 0 
52C 0 

51B 0 
69-4 t o 9J 37A 0 

36B 0 
35A 4 
34A 4 

69-1 to 9J 16C 4 
15A 4 
14A 0 
13A 4 
12B 8 
llA 4 

69-30 to 9B 473B 0 
472A 0 

471A 0 
69-22 to 9B 367A 0 

366A 0 
36SA 0 

364A 0 
363A 0 

69-20 to 9B 325B 0 

324A 0 
323A Jl 
322A 0 

69-9 to 9B 179B N.S.S. 
174A 0 

69-7 to 9B 124A 8 
114B .!± 

I NVO ICE NO. 2617 

DATE RECEIVED Feb . 9/70 

DATE ANALYSED Feb. 12.70 

_Tint:j_na ｾｾｲｴｬ･Ｎ｣ｴ＠

N.S.S - Not sufficient sample 

ｾ＠ ｾ＠

Certified b y ...... ｾｾＴＱＷｾ＠ ........ .. 



-

T S L 

ASSAYERS 

CHEMISTS 

GEOCH E MISTS 

TELEX: 04-5061 3 

CODE NAME: TSL-LA BS-VCR. 

325 HOWE STREET - VANCOUVER 1, B.C. 

TELEPHONE 688-3504 

AREA CODE 604 

CERT I F ICA TE O F A NALYSIS 

sAMPLE<s> FROM fJ --rL fJ 5 EXPL ot:. ａｲ ｴ ｯＯＧｊ ｾ Ｎ＠
REPORT NO. 

SAMPLE(S) OF So/ L 

SAMPLE 

I HJ 
2 

3 

4 

5 

6 

7 

8 

9 

0 

I 

2 

3 

4 

5 

6 

7 

8 

9 

0 

DATE f I 

No 

7 11'1 
7J. c 

' 

Cu 

22 

SIGNED 

R ESULTS I N PART S PER MILLION 

Pb Zn Ag Ni 

If 2 /j-() 

N.B. Samples disca rded a fte r 3 mont hs un less ot herwise requested . 

Mo Co 

v 




