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E BDNDAR—CLEG 5 & COMPANY LTD.

784 BELFAST ROAD, OTTAWA, ONTARIO, K1G 0Z5 PHONE: 237-3110
Branch: 136B Industrial Rd., Whitehorse, Yukon

Certificate of Analysis

To Cyprus Anvil Miniag Corxp., REPORTNO.  A=48=2

330 - 355 Burrxerd St., DATE June 12,1978

............................

Vancouver, B.C.

I hereby certify  that the following are the results of analyses made by us upon the herein described . drill core . ... samples
oz/ton
MARKED
Au
7978 0.006
PA 7D - 1 0.003

|
‘ Semples] submitted during 1977 season

BONDAR-CLEGG & COMPANY LTD.
NOTE:

Rejects retained two weeks
Pulps retained three months
unless otherwise arranged.
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TO _ Cyprus Anvil Mining Corporation, ;

Kamloops Research & Assay Laboratory Ltd.

2095 WEST TRANS CANADA HIGHWAY—KAMLOOPS, B.C. VIS 1A7
TELEPHONE 372-2784 TELEX 048-8320

oo~

CERTIFICATE OF ASSAY

Certificate No.

B.C. LICENSED ASSAYERS
GEOCHEMICAL ANALYSTS

330 - 355 Burrard Street,

e March 1k, 1979.

Vancouver, B. C. V6C 2G8 Attention: Dr, G. Simpson \

(3] herehg tPl”th that the following are the results of assays made by us upon the herein described__ DI core

samples
Kral No. Marked Po Py Hg Ba0 SeGe
Percent | Percent| Percent| Percent |32t Percent| Percent
1 1801 1.37 97 2.3 | 22,97 .005 - 3.91
2 1802 «75 104 1.13 |17.73 012 - ho15
3 1803 «89 58 3,03 [17.52 .005 - 3445
L 1823 1,23 30 he29 3.11 »003 - 2,777
5 1824 .69 127 6.95 |1l lilk .021 - 22
6 2602 .69 12 | Telks |18.38 007 - k.30
7 2603 ~ .62 53 4)§;V 8,67 |24.95 .00k - holl-
8 2604 +55 77 3.54 (11.61 +006 - Lols7
9 2628 Sl L3 3.41 16,82 «002 - 3.48
10 2688 .55 57 - - .00L - - 7
11 2689 4B 55 - - .003 - -
12 2718 «69 65 1.k 10,23 .010 11 3.07
13 2719 «62 61 5.21 5.27 .005 16 | 3.04
14 2720 62 C3f§E> 10.h4 2.47 .002 .53 2.97 7
15 2756 $21 3.4 |16.78 .023 .23 4,05
16 2757 : l.la 77 3.72 9.46 .010 76 3.19
17 2758 Ji 17 2,00 |17.07 .008 1.06 3.12 |
18 2789 i 52 14,3 9.1 .008 11 3.39 ~
19 2806 1.03 70 S5.11 | 23,08 001 |15,64 | L.6L
20 2808 .72 Lo 12.8 10,22 .050 8.88 3.76
NOTE :

Rejects retained three weeks
Pulps retained three months
unless otherwise arranged.

Registered Assayer, Province of British Columbia
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-Kamloops Research & Assay Laboratory Ltd.

2095 WEST TRANS CANADA HIGHWAY—-KAMLOOPS, B.C. VIS 1A7
TELEPHONE 372-2784

TELEX 048-8320

CERTIFICATE OF ASSAY

TO Cyprus Anvil Mining Corporation

B.C. LICENSED ASSAYERS
GEOCHEMICAL ANALYSTS

Certificate No.

K-1766

Date _March 1l, 1979,

gﬂ herehg t?fﬁfg that the following are the results of assays made by us upon the herein described DY core samples
Kral No. Marked GOLD SILVER Po Py Hg Ba0 S.Ge
Grams—per MetricTon
m %‘: Percent | Percent| Percent| Percent | d800e8R| Percent | Percent

21 2809 olid 29 9.3 5.75 J013 3.18 3.07
22 2810 017 35 3,58 | 14,68 .020 | 28,38 4,28
23 2611 1.03 68 1.84 |18.60 «0L0 | 1lhhhh | L6
2l 2812 1.03 83 5.06 |15,k .007 o 76 3.53
25 2813 1.34 71 1.58 9.73 .010 «52 3.16
26 2814 .86 69 2,49 |10,38 .0l5 79 3.33
27 2818 L8 63 8.64 |17.28 | .008 | 2.30 | 3.80
28 2826 «50 37 | 3,72 [ 1.72 | 003 | .18 2,72
29 2827 «58 36 1.82 3.93 .00 o1l 2.7k
30 2828 3L 53 1.77 1.51 .003 ~18 2,62
31 28Ll .69 53~ || lebh | 7.09 | 006 6L | 2,99 |V
32 28445 .96 <;§§:> ol 1,70 | 2he22 | L007 21 | hool |7
33 28L6 .69 106 146 |15.35 | .02k | 8,19 | 402 |~
3L 2847 .62 54 1.66 | 9.96 | .00k Wl | 3.5 7
35 2848 «82 76 2,70 |10.89 .007 .23 3.15 |
36 2849 .69 69 SU 19,45 .009 2.78 3,73 |~
37 5488 o34 51 % | 1,90 [30.,50 | .006 o716 | Lhe30
38 5’-&89 .69 )-‘»8 1.50 9.70 .00)4 039 3018 Do Ca. PL.ZM
39 5490 ol 36 1.60 8.80 .00k 21 3.12 [
Lo 5491 1.03 77 1.70 6.40 +005 «23 3.09
Al 5492 .75 71 2,20 [19.70 .005 A5 | 3.59

NOTE :

Rejects retained three weeks
Pulps retained three months

unless otherwise

arranged.

Registered Assayer, Province of British Columbia



- B.C. LICENSED ASSA\\?{E’RS
GEOCHEMICAL ANALYSTS
, Kamloops Research & Assay Laboratory Ltd.

2095 WEST TRANS CANADA HIGHWAY—KAMLOOPS, B.C. VIS 1A7
TELEPHONE 372-2784 - TELEX 048-8320

CERTIFICATE OF ASSAY

70 Cyprus Anvil Mining CGorporation

Certificate No. K-1766
March 1k, 1979.

Date

g l]Bl’Bhg tPl’tIfg that the following are the results of assays made by us upon the herein described__DY core  samples

Kral No. Marked
“m FBERRx |Percent |Percent|Percent|Percent|Percent|Percent| Percent
L2 2637 3h 82
. h3 2638 .10 1

bl 26l 69 2
L5 26l42 o715 L
L6 2643 55 8
L7 264N 3k 18
48 2645 .93 Quo' v+
L9 2646 .62 182
50 2647 o715 181
51 2618 55 66
52 2649 148 80
53 2650 o3k 73
5h 2651 o3k 151
55 2652 1.03 98
56 2653 <69 98
57 2651 55 101
58 2655 .62 & L
59 2659 69 80
60 2660 82 77

NOTE :

Rejects retained three weeks

o M et

unless otherwise arranged. Registered Assayer, Province of British Columbia



o B.C. LICENSED ASSAYERS
GEOCHEMICAL ANALYSTS
Kamloops Research & Assay Laboratory Ltd.

2095 WEST TRANS CANADA HIGHWAY-KAMLOOPS, B.C. V1S 1A7
TELEPHONE 372-2784 - TELEX 048-8320

CERTIFICATE OF ASSAY

TO Cyprus Anvil Mining Corporation 3 K-1766
. Certificate No.
Date March 1h, 1979.
g] herehg tl’l”hfg that the following are the results of assays made by us upon the herein described DY core samples
Kral No. Marked Fw
ShnesE SOBHAEX - |Percent | Percent| Percent| Percent| Percent|Percent| Percent
61 2661 A1 65
62 2662 62 60
63 2665 L8 69
6l 2666 a1 76
65 2682 1.37 98 — & - -
66 2683 1.65 123
67 268l 1.37 116
68 2685 69 8l
69 270k : 55 69
70 2705 1.10 h
n 2706 2,19 f7 e <f7>
72 2709 1.37 vk
73 2710 1.37 N
N 2713 1.23 b3
75 271h -48 62 L
76 2721 .62 76
77 2722 ] 38
78 2729 ' 1.30 53
79 2730 .34 Lo
80 2731 .82 L9

NOTE :

Rejects retained three weeks MA ,
Pulps retained three months  _ JLF e "‘:‘*? ................................

unless otherwise arranged. Registered Assayer, Province of British Columbia



' . B.C. LICENSED ASSAYERS
. GEOCHEMICAL ANALYSTS
Kamloops Research & Assay Laboratory Ltd.

2095 WEST TRANS CANADA HIGHWAY—-KAMLOOPS, B.C. V1S 1A7
TELEPHONE 372-2784 - TELEX 048-8320

CERTIFICATE OF ASSAY

TO Cyprus Anvil Mining Corporation
Certificate No. K-1766
Date Mamh lh, 1979.
gﬂ hBtBhg £Pfﬁfg that the following are the results of assays made by us upon the herein described DY core samples
Kral No. Marked GOLD EIEEER
Gr
T AR« | Percent |Percent| Percent|Percent| Percent|Percent| Percent
81 2735 «69 63
82 2736 .69 51
83 2737 62 92
8h 2738 o1k L9
85 2739 <07 43
86 2740 .89 192
87 271 1.58 13k
88 2742 1,08 | 122
89 27h3 1.03 12}
90 274l 096 93
91 27h5 .62 48
92 2746 1,51 102
93 27h47 62 60
9k 2748 1.30 L7 — A
9g 2715;9 1.3{ 53 b e Ny
9 2750 1.1 97 N e ]LJ
97 2751 .75 ) Cdop 2707
98 2501 o712 NV |Low 777
99 2502 27 b
100 2503 o1l 53

NOTE :
Rejects retained three weeks
Pulps retained three months
unless otherwise arranged. Registered Assayer, Province of British Columbia




Kamloops Research & Assay Laboratory Ltd.

2095 WEST TRANS CANADA HIGHWAY—KAMLOOPS, B.C. V1S 1A7

TELEPHONE 372-2784

TELEX 048-8320

CERTIFICATE OF ASSAY

g] h?l’khg tt‘rﬁfg that the following are the results of assays made by us upon the herein described DY core

B.C. LICENSED ASSAYERS
GEOCHEMICAL ANALYSTS

K-1766

Certificate No.
Date __March 1h, 1979.

samples

Kral No. Marked
Percent |Percent| Percent| Percent| Percent|Percent -Percent
101 2504 .69 L5
102 2522 1.51 8o
103 2523 .72 123
10k4 2528 .75 75
105 2529 .75 63
N.B. Gold and Silver assays are
fire assays corrected to
prepared Cyprus Anyil Standardf.
CeCe Mr, S, Buziak
NOTE :

Rejects retained three weeks
Pulps retained three months

unless otherwise

arranged.

Registered Assayer, Province of British Columbia
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Cyprus Anvil Mining Corporation,

TO

Kamloops Research & Assay Laboratory Litd.

2095 WEST TRANS CANADA HIGHWAY—-KAMLOOPS, B.C. V1§ 1A7

TELEPHONE 372-2784

TELEX 048-8320

CERTIFICATE OF ASSAY

330 - 355 Burrard Street,

Vancouver, B. C.

V6C 2G8

Attention: Mr. G. Simpson

B.C. LICENSED ASSAYERS
GEOCHEMICAL ANALYSTS

by

Certificate No. K-1655

bate NOVember 6, 1978,

drill core

gn herehg tPrﬁfg that the following are the results of assays made by us upon the herein described samples
Kral No. Marked GOLD SILVER SeGe BasS0), | Py Po Hg
Funces Funces  XRSWEEHK| Percent| Percent|Percent| Percent|Percent| Percent
1 K#1,19-21 2659 - - - - +006
2 22 2660 - - - - « 00U
3 ‘23 2661 -~ s - - « 005
L 27 2665 - - | - -~ | .00
5 28 2666 - - - - 0005
6 ,it,; 2232 - ad - - .010
7 2683 - - - - 013
8 16 2681, i - 2 = 2010
9 L7 2685 - - - - «007
10 K#1419«48 2686 - - - - « 005
11 K#1L73- 1 2501 - - - - . 004
12 2 2502 - = - - « 006
13 3 2503 - = - = +007
1L L 2500 - - - - +007
15 - 22 2522 - - - - «008
16 K#LLT73=23 2523 - -~ - - »008
NOTE :

Rejects retained three weeks

Pulps

unless otherwise

retained three months
arranged.

Registered Assayer, Pr

ince of British Columbia
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. B.C. LICENSED ASSAYERS
: GEOCHEMICAL ANALYSTS
Kamloops Research & Assay Laboratory Ltd.
2095 WEST TRANS CANADA HIGHWAY—KAMLOOPS, B.C. VIS 1A7 '
TELEPHONE 372-2784 TELEX 048-8320
4 CERTIFICATE OF ASSAY
0 Cyprus Anvil Mining Corporation .
Certificate No,_K=1655
pate NOvember 6, 1978,
g] herehg t?l’ﬁfg that\the following are the results of ‘assays made by us upon the herein described drill core samples
Kral No. Marked GOLD _ SILVER S.Ge | BaSOY Py Po Hg

§2¥K75E . éggxfg% FeeE&dt | Percent| Percent| Percent| Percent|Percent| Percent
17 K#1537~ 5 2528 e23 | 2454} 21,0 | 11.6| 4003
18 1537~ 6 2529 14406 | 8.92| 16.6| 10.7| .002
19 1623m25 270 3.63 «09| 17,1 1.6 006
20 26 270 31| .29] 13,9 | 2.1| 4006
21 27 2706 3459 21| 18,5 15| L0006
22 30 2709 n 3e443 19| 15.5 1,8 «008
23 31 2710 3.30 ol 9.9 203 «008

{
25 K#1625~ 1 271 3.01 0 1 ,008
26 8 2721 323 :lfz L’F'ﬁ Lu:g +007
27 16 2729 3.22 «09 5e2 1,7 «005
28 17 2730 2,91 «13 2. 2.8 +005
29 18 2731 3.03 08| Bal- l.6 » 005
30 22 2735 3.08 22| 645 3.2| 005
31 K#1625-23 2736 2.89 23| 146 3.7 | 003
NOTE :

Rejects retained three weeks

Pulps
unless

retained three months
otherwise arranged.

Registered Assayer, Provifice of British Columbia
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. B HEED O
_ Kamloops Research & Assay Laboratory Ltd.

2095 WEST TRANS CANADA HIGHWAY-KAMLOOPS, B.C. V1S 1A7
TELEPHONE 372-2784 - TELEX 048-8320

CERTIFICATE OF ASSAY

Cyprus Anvil Mining Corporation
TO K-1655

Certificate No.

Date_ November 6, 1978.

g] herehg rerﬁfg that the following are the results of assays made by us upon the herei'n described drill core samples
Kral No. Marked GOLD SILVER S.Ge |BaS 0)4_ mgL _ Jilo’g Hg
Sunces. gunces | Remcenrk|Percent|Percent|Percent| Percent|Percent| Percent
32 K#16,8- 1 2737 l|-35 35.20 (11,4 2.6 o0
33 2 2738 3.46 {10.00| 3.0 |11.5 .o%g
3L 3 2739 3.97 | 13462 | 6.5 9.3 .005
35 L 2740 L .40 2.72 [16.1 Selt 015
36 ' 5 2741 3402 6.37 |11.2 2¢3 .01l
37 K#1618~ 6 272 L.25 | 8.72]20.6 | 2.2 | .012|.
38 K#1671- 1 2743 3.6 25 | 946 2.0 .016
39 : 2 27hl 3456 92| 9.5 2.4 .011
L0 3 2745 3.35 .78 [12.3 1.2 .007
L1 n 276 3.43 . Te9 2.1 015
L2 5 2747 3.0L oTT | 249 1.9 «009
L3 6 2748 2.96 | 1.16 | 3.0 1.0 .007
Lh 7 2749 —| 3.09 89 | 6.6 1,1 .007
L5 8 2750 , 3.17 o 72 | 3e7 2¢3 «013
L7 10 2752 3.29 1.34 11,1 1.4 . 008 .
18 K#1671-11 2753 3.40 | 1.6L 11,0 | 2.1 008|

NOTE : : CeCe Mr. Darrel Hanso

Rejects retained three weeks :
Pulps retained three months SR\ 4 1 W - s T 023 ...

unless otherwise arranged. Registered Assayer, Province of British Columbia



B.C. LICENSED ASSAYERS
GEOCHEMICAL ANALYSTS

Lo

Cyprus Anvil Mining Corporation,

Kamloops Research & Assay Laboratory Ltd.

2095 WEST TRANS CANADA HIGHWAY~KAMLOOPS, B.C. V1S 1A7 -l
TELEPHONE 372-2784 -  TELEX 048-8320 p Y -1 ¥~

CERTIFICATE OF ASSAY

o Certificate No. K-1732
P. 0. Box 1000, Date August 12, 1978.
Faro, Yukon Territory. 7YOB 1KO Attention: Mr. Darryl Hanson
by certif ; , , drill core
g hBI’B P cetltly that the following are the results of assays made by us upon the herein described samples
Kral No. Marked GOLD . ggnyR Pb Zn Cu
poel,ll{lc on m Percent |Percent| Percent|Percent| Percent|Percent| Percent
1l 2819 27 1, 33 296 032
2 2820 17 «69 1.00 25
3 2821 1.5 32| 60| 37
n 2822 1.5 21 +19| 58
5 2823 15 023 20| J56
6 282l 16 2h | .09 W50
T 2825 10.3 16 <06 032
8 2826 37 2.12 5.22 « 02
9 2827 38 2.10 505 .01
10 2828 51 3.56 | Le63| .02
11 2829 21 1.62 1.54 «03
12 2830 18 1. % 2.34| L,02
13 2831 1.5 2.03| ,02
1l 2832 37 2. 31 Le77| <03
15 2833 4.5 1.27 | 2.44 .o%
16 2834 20 1.68 | 2.59| .
17 2835 67 u.7o 5.20( .07
18 2836 12 92 1.1 001
19 2837 11 .86 | 1.80| .02
20 2838 17 1.30 3.27 «01
NOTE :
Rejects retained three weeks
Pulps retained three months . %%

unless otherwise arranged. Registered Assay%\ Province of British Columbia
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o B.C. LICENSED ASSAYERS
GEOCHEMICAL ANALYSTS
Kamloops Research & Assay Laboratory Ltd.

2095 WEST TRANS CANADA HIGHWAY—KAMLOOPS, B.C. V1§ 1A7
TELEPHONE 372-2784 - TELEX 048-8320

CERTIFICATE OF ASSAY

7o _Cyprus Anvil Mining Corporation

Certificate No.__K=1 Z 32
Date August 12, 1978.

(3] hBl‘Bhg tl’l’ﬁfg that the following are the results of assays made by us upon the herein described_ 9rill core samples
Kral No. Marked GOLD 4 SILVER Pb zZn Cu
Grams/MT
EQeurnC S m Percent |Percent| Percent|Percent| Percent|Percent| Percent
21 2839 7 bl 1.61 01
22 280 )é 17 «26 05
23 281 20 . 1.84 3.05 <08
2’.{.:: 281".2 l)-‘. . 5 ] 91 &85 ™ 08
25 2843 26 1.74 | 2.83| .04
26 284l L7 3 .gl 5.6 | .06
27 2845 133 7483 7.%5 o11
28 28118 106 6.83 |1 60| <02
29 2847 53 3e47 | 5.11| .02
30 2818 ‘ 78 Lhe31 | 7469 | LO07
31 28,9 66 lpo148 705 12
32 2850 17 «92 2.21 «05
33 2851 21 1.31 2.82 <Ol
34 2852 18 «92 2.62 «06
35 2853 20 1.06 2466 206
36 2851 38 2elily | LeT77| #03
37 2855 5 «36 « 76 | 401
38 2856 35 200 3.01 «02
CeCe Mr. Go Simpson
NOTE :
Rejects retained three weeks
Pulps retained three months ... @Qﬁ‘ Nes . @3 ......................

unless otherwise arranged. Registered Assayer, Province of British Columbia



B o B.C. LICENSED ASSAYERS 127
GEOCHEMICAL ANALYSTS
Kamloops Research & Assay Laboratory Litd. /—‘ i

2095 WEST TRANS CANADA HIGHWAY—KAMLOOPS, B.C. V1§ 1A7

TELEPHONE 372-2784 - TELEX 048-8320 'D
78-X-~-0O
CERTIFICATE OF ASSAY )/ 7

TO Cyprus snvil Mining Corporation,

Certificate No.__ K=1 728
P. 0. Dox 1000, Date _ August 12, 1978,
Faro, Yukon Territory. YOB 1KO Attention: Mr. Darryl Hanson

(3] hexehg t?l’ilfg that the following are the results of assays made by us upon the herein described drill core samples

Kral No. Marked GOLD SILVER Pb Zn Cu
geufc o . mﬂ; 2 Percent |Percent| Percent|Percent| Percent|Percent| Percent

2 2809 27 1.71 | 3.78| .01
3 2810 32.5 | 2.10| 5.83| 003
n 2811 61 3-86 | 7.00) .03
5 2812 78 Let5 | 6433
6 2813 6 | 3e94 | 5.94| .05
7 281l 67 Le50 | 8.3l 02
8 2815 ‘ L8 2.40 3.13 «09
9 2816 37 _062 b 03

10 2817 21 19 «20 <01

11 2818 62 2:53 | Te73| <09

CeCe HMre Ge Simmson

NOTE :
Rejects retained three weeks
Pulps retained three months ... AP I G

unless otherwise arranged. Registered Assayer, Province of British Columbia



Kamloops Research & Assay Laboratory Ltd.

2095 WEST TRANS CANADA HIGHWAY—-KAMLOOPS, B.C. V1S 1A7
TELEPHONE 372-2784

TELEX 048-8320

CERTIFICATE OF ASSAY
Cyprus Anvil Mining Corporation,

B.C. LICENSED ASSAYERS
GEOCHEMICAL ANALYSTS

D)/ 7& -0& .

TO A K-1687
P. 0. Box 1000, Certificattinl;li.y 12, 1978,
Faro, Yukon Territory. YOB 1KO Attention: Mr. Darryl Hanson Date
Jd hereby certify that the following are the results of assays made by us upon the herein described ettt s samples
Kral No. Marked GOLD eaSEYER Pb Zn Ccu
Sunces m Percent | Percent| Percent|Percent| Percent|Percent| Percent
Fire Asa?;i
1 2756 “137.2 | 7,83 | 17.89| .08
2 2757 73e4 | he2T7 | 889 05
3 2758 13 37| 72| W05
4 2759 57 52 2.80 | Le06| 07 |x
5 2760 3% 1 2,01 | 2437 05
6 2761 4z 37 2.20 | 3469 04
CeC, Mr. G. Sinpson

NOTE :

Rejects retained three weeks

Pulps retained three

months

unless otherwise arranged.

Registered Assayer, Province of British Columbia



= - B.C. LICENSED ASSAYERS
GEOCHEMICAL ANALYSTS
Kamloops Research & Assay Laboratory Ltd.

2095 WEST TRANS CANADA HIGHWAY—-KAMLOOPS, B.C. V1§ 1A7
TELEPHONE 372-2784 - TELEX 048-8320

Dy 7§%07 >

CERTIFICATE OF ASSAY

70 Cyprus Anvil Mining Corporation,

Certificate No. _ K=1642
Date __.luly_lﬂ,_lg_l&,__

Pe 0o Box 1000,

Faro, Yukon Territory. YOB 1KO Attention: Mr. Darryl Hanson

m herehg t?l”hfg that the following are the results of assays made by us upon the herein described______drill core samples

Kral No. Marked _GOED SILVER Pb VA1 Cu
- oumces  |GTEIE/IT
Funces m Percent |Percent| Percent|Percent| Percent|Percent| Percent
- AA
1 2792 57"-'9‘ §77 4 z'0 6.0 om 007 olh.
2 2793 774 - $794 (%S 16.2 .71 | 1.51 <17
; L B A S | 3| 33| /
’ "0 o0 23 23 o1l
M 2796 58[!”4[“ /-0 600 127 030 010 Y\Zo )ng
—” g /'4L /V
6 2797 e 8.0 o6l | 112 .08 i
7 798 55T wEE ba 2.0 5o 11 e i R i e B EREAK
8 2799 ¢y s%0°7 |17 6.0 32 | 81 | .06 »
9 2800 sovs sve4 |4 9.1 31 | 22 | .37 BAGALE.
10 2801 (75 6192 |49 2.0 | L23reEy L0 | SR
ST B S efﬂ
11 2802 62007 -¢z1-7 | /0 10.1 «90 +05 «06 # -
12 2203 627  sz3s | /1°F 946 16 | 407 .12
o130 280l gz 62109 |44 10.1 87 | 143 «07
1y, 2805  ¢z7v ceat [pZ 2.0 JI2 2k P 3 = = S -
15 2806 691 6307 |16 68.6 4«52 | 2454 17
16 2807 (307 631 |14 L2.9 78 | o33 39
Silver by Atomic Absorption
NOTE : CeCe Mro Ge 31Iﬂpson .
Rejects retained three weeks
Pulps retained three months IQA/”B ﬂ’%’(’x

*"odmmo.r«-/i—-j. ........................................................

unless otherwise arranged. Registered Assayer, Province of British Columbia



% Kamloops Research & Assay Laboratory Ltd.

2095 WEST TRANS CANADA HIGHWAY—-KAMLOOPS, B.C. V1S 1A7

TELEPHONE 372-2784 -

TELEX 048-8320

CERTIFICATE OF ASSAY

Cyprus Anvil Mining Corporation,
TO

P. 0. Box 1000,

Faro, Yukon Territory. YOB 1KO

B.C. LICENSED ASSAYERS
GEOCHEMICAL ANALYSTS

D7/ TEX 07

Certificate No. 1690
Date _ July 18, 1978.

Attention: Mr. Darryl Hanson

(3 herzhg IPrﬁfg that the following are the results of assays made by us upon the herein described

drill core samples

Kral No. Marked GOLD {“mgéf ER Pb Zn Cu
geulpc égn m Percent |Percent| Percent|Percent| Percent|Percent| Percent
AR
1 2762 21 66 17 2
2 2763 8 o5 | oz | 3
3 2764 7 «03 | LO1 ol
lsg_ 2765 10 02 | 01 | .77
, 2766 7 01 | .01 46
6 2767 8 503 | oC
7 2768 10 ‘e | A i
8 2769 7 305 1.07 27
9 2770 9 17 | &35
10 2771 11l .05 002 «58
11 2772 10 08 | .03 39
12 2773 12 o34 | +28 33
13 277, 15 67 «65 o34
1 2775 13 o71 | o5l 17
15 2776 18 83 | «64 «30
Silver by Atomic Absorption
NOTE :
Rejects retained three weeks
Pilps retained three months o eoedse (=
unless otherwise arranged. Registered Assayer, Province of British Columbia



o B.C. LICENSED ASSAYERS
GEOCHEMICAL ANALYSTS
Kamloops Research & Assay Laboratory Ltd. |

2095 WEST TRANS CANADA HIGHWAY~KAMLOOPS, B.C. VIS 1A7
TELEPHONE 372-2784 - TELEX 048-8320

CERTIFICATE OF ASSAY

7O Cyprus Anvil Mining Corporation
Certificate No. K-1690

Date July 18, 1978,

(‘3 herehg tl’l’hfg that the following are the results of assays made by us upon the herein described drill core . samples

Kral No. Marked GOLD ., SILVER Pb 7n Cu
Ijoélgc osn &% Percent |Percent| Percent| Percent| Percent|Percent| Percent
16 2777 10 «08 | 04 ,35
17 2778 28 1.27 | 1,04 ol}
18 2779 27 1.39 87 233
19 2780 28 1.77 | 1.23 28
20 2781 33 1.52 87 36
21 2782 12 52 | 48 .
22 2783 36 2.0 | <17 .%2
23 278 22 «33 09 26
2l 2785 17 23 | 07 35
25 2786 18 L8 | o15 021
26 2787 26 73 | 1,01 261
27 2788 27 1.05 | 1.01 36
28 2789 L9 5:49 | 1.88 18
29 2790 15 69 19 27
30 2791 15 030 | W45 | .29
Silver by Atomic AbWsopption

NOTE . CeCe Mre Ge Simpson
Rejects retained three weeks :
Pulps retained three months ... 4;&”2). g .4%%%@% .........................

unless otherwise arranged. Registered Assaygr, Province of British Columbia



" B.C. LICENSED ASSAYERS o5

GEOCHEMICAL ANALYSTS AR -
Kamloops Research & Assay Laboratory Ltd. ;JM?Q
Y

2095 WEST TRANS CANADA HIGHWAY—KAMLOOPS, B.C. V1S 1A7 -
TELEPHONE 372-2784 -  TELEX 048-8320 c.
Al 2139 o 1,
CERTIFICATE OF ASSAY s\*"sﬂ“& ool I
y . ‘Vﬁ\; ;ﬁ - Rﬂ 9274/« ﬂ'om.
7o __C¥prus Auvil Mining Corporation, © 0 @5‘ y ol Z.ae Ay
W d\ Certificate No._ K"}.ﬁ!l
Pe Os Box 1000,
Date_l‘g}_ﬁ.__&._lmj__
Farc, Yukon Tsrritorye. YO 1EO Asber : re Darryl Hanson
(3] hBX‘Bhg tl’l’ﬁfg that the following are the results of assays /made by us upon the herein described drill core samples
Kral No. Marked GOLD A-AQS{LVER ?‘;‘gﬂ Pb zn cu Au /‘-EY;
ZQeuﬁc on m KMSIBR: | Percent| Percent| Percent| Percent|Percent| Percent
r
Grans per letric - b k0>
= T gy
T
1 2743 126 | 124 | 749 | 13.341 W05 |\
2 23,% 9% 22 687 986 O |
3 c }-‘ 2260 1}575 «02 /
% 2?‘&6 132 105 6.59 11319 .GT !
277 6l 60 | 3.4b| 6.83 <0
6 Z?hs . 47 QB 2¢97 6s2 «0
7 2%9 51 53 3e 6e443 03
8 2750 9 | 10 2.8 | a3 :&
9 2751 57 : 2.85 7.40 .
10 2752 Lo 7 | 216 | LeT2| 02
11 2753 b } | 3428 | 6420 .08
12 2754, 47 | L7 | 2.87| 3.62 .08
13 2755 23 22 56 | W91| .03
CeCe HI'e G. Eimpacn
NOTE :
Rejects retained three weeks
Pulps retained three months ... lgs.@/,,,ﬁ/&{ﬁ ..............................

unless otherwise arranged. Registered Assayer, Province of British Columbia



B

Cyprus Anvil Mining Corporation,

TO

Kamloops Research & Assay Laboratory Ltd.

2095 WEST TRANS CANADA HIGHWA Y—KAMLOOPS, B.C. V1S 1A7
TELEPHONE 372-2784

CERTIFICATE OF ASSAY

TELEX 048-8320

P. 0. Box 1000,

Faro, Yukon Territory. YOB 1KO

Attention: Mr. Darryl Hansen

gﬂ herehg t?fhfg that the following are the results of assays made by us upon the herein described

B.C. LICENSED ASSAYERS
GEOCHEMICAL ANALYSTS

# 7

Certificate No. K-1648

Date __HAI_ZS’_M‘___

drill core samples

Kral No. Marked GOLD an
ms/Hle
Poeuzpcil%sn m Percent Percent| Percent|Percent| Percent
1 2737 ;?-19»
2 2738 12,45
3 2739 10.82
L 270 15.25
5 271 13.0}
6 2742 10,39
c.Ce Mr. G. Simoson
NOTE :

Rejects retained three weeks
Pulps retained three months
otherwise

unless

arranged.

Registered Assayer, Province of British Columbia



. B.C. LICENSED ASSAYERS
GEOCHEMICAL ANALYSTS
Kamloops Research & Assay Laboratory Ltd.

2095 WEST TRANS CANADA HIGHWAY—-KAMLOOPS, B.C. VIS 1A7 M
TELEPHONE 372-2784 - TELEX 048-8320 .
CERTIFICATE OF ASSAY 4
o Cyprus Anvil Mining Corporation, FD?/ . % A K-1625
Certificate No.
Box 1000, 4 Date May 5, 1978.
Faro, Yuken Territory. YOB 1KO Attention: Mr. S. Buziak
(3] herehg tl’l’tlfg that the following are the results of assays made by us upon the herein described drill core samples
Kral No. Marked GOLD SILVER Pb Zn Cu
Pang/ i
ggpcq%sn fﬁ'ﬁm Percent |Percent| Percent| Percent| Percent|Percent| Percent
1 2714 58.2 3.81 | 6.07] .03
2 2715 25,1 1.92 | 2.25| .03
a 2716 2242 1.68 2.82 «02
2717 36.1 2.22 | L.28| .01
5 2718 65.5 3.92 | 6e1l}| 06
6 2719 60.7 3.34 | 5.83 .03
7 2720 6945 3.87 ] 61| .09
2721 Thed 3o | 7.2 05
9 2722 37.9 2.05 | 3.89 03
10 2723 Se7 26 38 .01
11 272l 10.3 47 1.00 «02
12 2725 27.8 1.26 2.00 .05
13 2726 26.5 1.22 1.74 Ol
i1 2727 17.1 75 1.94 «06
15 2728 364 2.2l | 2.69| <03
NOTE :
Rejects retained three weeks
Pulps retained three months L. S% ™ M .........................

unless otherwise arranged. Registered Assayer, Province of British Columbia



.2

TO Cyprus Anvil Mining Corporation

Kamloops Research & Assay Laboratory Ltd.

2095 WEST TRANS CANADA HIGHWAY—-KAMLOOPS, B.C. V1S 1A7

TELEPHONE 372-2784

TELEX 048-8320

CERTIFICATE OF ASSAY

B.C. LICENSED ASSAYERS
GEOCHEMICAL ANALYSTS

Certificate No. K-1625
Date . M8Y 5, 1978.

;ﬂ hernhg tPrhfg that the following are the results of assays made by us upon the herein described drill core samples
Kral No. Marked GOLD SILVER Pb an Cua
trans/ T
§2¥K7§h Percent |Percent| Percent| Percent| Percent|Percent| Percent

16 2729 542 3.83 | 6466 | .04
17 2730 2.3 2465 | 6.28 «Q3
18 2731 545 2.78 | 5.83| .05
19 2732 1.2 092 | 2.17| WO4
20 2733 61.8 3.52 | Le47 <Ol
21 2734 S5e o5l | 1.26| 401
22 2735 63.6 3687 | Te3h| 13
23 2736 53.1 3655 | 5.90| .02
CeCo MI'e Go Silﬂpson
NOTE :

Rejects retained three weeks
retained three months
unless otherwise

Pulps

arranged.

Registered Assayer, Province of British Columbia



TO

Kamloops Research & Assay Laboratory Ltd.

Cyprus Anvil Mining Corporation,

Box 1000,

Faro,

Yukon Territory. YOB 1lKO

TELEX 048-8320

CERTIFICATE OF ASSAY

2095 WEST TRANS CANADA HIGHWAY—-KAMLOOPS, B.C. VIS 1A7
TELEPHONE 372-2784

Attention: Mr. S. Buziak

-

B.C. LICENSED ASSAYERS
GEOCHEMICAL ANALYSTS

K=1623

Certificate No.

Date _ May 1, 197Bp

g] herzhg t?l’hfg that the following are the results of assays made by us upon the herein described__Gdrill core

Pulps
unless otherwise

Rejects retained three weeks
retained three months
arranged.

Kral No. Marked Pb Zn Cu
Percent |Percent| Percent| Percent| Percent|Percent
1 2580 5408 | 12,07| .02 N\ 7§-x-c¢
2 2581 2.50 6439 002
3 2582 2.83 | 5.56 «02
L 2583 « 07 «ll 01
5 258).[. 3.11 5‘86 .02 78' X-02
6 2585 1.78 | Lell| ,LO4
7 2586 2.17 | L .%S «03
8 2587 2.19 | 3.86| .03
9 2588 o2 «93 «03 .
10 2589 NN 281 .27
i% gggg 2.%3 2.ﬁ9 .22
1.07 2110 ol §~|x-0
13 2592 o0 | 1.99| 8| Y
il 2593 «37 JLO| <09
i e
2 L ] l L ] 9 L ] o
17 2596 «69 « 78 «05
18 2597 .%o 71| W12
19 2598 88 | 1.79| o216 |} 787702
20 2599 17 25 .06
NOTE :

Registered Assayer, Province of British Columbia



B

TO

Kamloops Research & Assay Laboratory Ltd.

2095 WEST TRANS CANADA HIGHWAY—-KAMLOOPS, B.C. V1§ 1A7

TELEPHONE 372-2784

TELEX 048-8320

CERTIFICATE OF ASSAY

Cyprus Anvil I"ining Corporation.

B.C. LICENSED ASSAYERS
GEOCHEMICAL ANALYSTS

Certificate No. K-16 23
Date__ May 1, 1978,

(3] herehg tl’l’hfg that the following are the results of assays made by us upon the herein described drill core  samples

Kral No. Marked GOLD SILVER Pb Zn Cu
Grams/MT
IQeul{?C on Percent |Percent| Percent| Percent| Percent|Percent| Percent
21 2600 3.0 27 52 «06 T8 -¥ ~02
22 2701 6eb .%5 36 «09
23 2702 S3ely | 3465 | 3.1 405
2l 2703 L76 | 2s47 | 5.82] .02 ]
25 2704 68.9 | 5¢77 | Le39| 405
26 2705 The7 | 6422 | 4e20| 10
27 2706 6.3 | Lel6 | L4a35| 18
28 2707 55.0 | 3e¢3L | 2.18| .16
29 2708 31.0 1.00 2432 26
30 2709 792 3.00 6,07 17
31 2710 98,3 | h57 | 8.72| Lo7 |/ /8- 02,
32 2%521 12;8.0 1..%2 i.gﬁ .02
33 TeT | 24 . ol
34 2713 82.0 .50 811 206
CeCe Mra. Go Simpson
NOTE :

Rejects retained three weeks
Pulps retained three months
unless otherwise arranged.

Registered Assayer, Province of British Columbia



