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B.C. LICENSED ASSAYERS '
GEOCHEMICAL ANALYSTS

Kamlobps Research & Assay Laboratory Ltd.

2095 WEST TRANS CANADA HIGHWAY—-KAMLOOPS, B.C. V1S 1A7 G } 07 68
TELEPHONE 372-2784 - TELEX 048-8320 ' GO

CERTIFICATE OF ASSAY

Cyprus Anvil Mining Corporation,

Certificate No, _K=2128
July 12, 1979.

330 -~ 355 Burrard St.,

Date
. Vancouver, B. C. VaC_2G8 Attention: Dr. Glen Simpson Vangorda
gﬂ@tzrehg tl’l’tlfg that the following are the results of assays made by us upon the herein described drill core samples
Kral No. Marked GOLD (,\-"\'SILVER Pb Zn Cu
Ee”}mfosn gm/tonne |Percent|Percent|Percent|Percent|Percent|Percent| Percent
: V-084-R -
= 1| vos8/ 89 4.60 | 7.11 .18
v 2 | . o579 . 71 5.33 | 6.44 .30
3 0580~ 95 9.16 | 8.78 .26
4 0581v" 74 5.72 | 5.31 .26
5 0582// 56 5.55 | 5,73 .24
6 0583 90 6.00 | 2.98 24

7 0584 , , | 21 .96 | 2.58 «27
8 0585 v~ 39 1.02 | 1.85 .39
9 0586 15 32| .38 .53
_ 10 0s87-" | 25 | .29 a7 | .95
11 0588~ 10 Jd2 | .57 .38
12 0589 21 .25 | ..39 .31
13 0590 ‘ 13 R .30 .33
14 0591 39 1.69 | 1.28 .31
15 0592 2 .82 | .88 .20
16 0593\// _ 30 . 1.55 | 1.19 .34
17 0594 37 1.61 | 3.37 .08
18 0595~ 55 3.37 | 4.18 .12

19 | v 05967 32 2.12 | 3.40 .06 +

NOTE:

Rejects retained three weeks
Pulps retained three months _ DGETT T At EE A ittt ce i S e

unless otherwise arranged. 5 Registered Assayer, Province of British Columbia




B.C. LICENSED ASSAYERS
GEOCHEMICAL ANALYSTS

Kamloops Research & Assay Laboratory Ltd.

2095 WEST TRANS CANADA HIGHWAY—-KAMLOOPS, B.C. V1S 1A7
TELEPHONE 372-2784 - TELEX 048-8320
CERTIFICATE OF ASSAY
TO Cyprus Anvil Mining Corporation 212
: Certificate No. 120
‘ bare_July 12, 1979,
- Vangorda
@erehg t?l’hfg that the following are the results of assays made by us upon the herein described drill core samples
Kral No. Marked GOLD 99‘ SILVER Pb Zn Cu
s ~';‘ . IQeU;’C 5 gm/tonne Percent |Percent| Percent|Percent| Percent|Percent| Percent
1 | V115 RS
61 | vosa1v 8 04| .29 | .18
I 42 0522~ 23 07| .31 32
I 43 0523~ 11 .05 .08 .29
a 44 0524+ 13 1 -
i 45 0525+ 10 06| .23 .24
- 46 0526 ¥ 4 vipdl) wlp .05
1 47 0527 6 .31 .68 .08
"y 8 48 0528+~ 6 09| .22 .08
e | 49 0529 11 20| .36 .10
‘i1 Q 50 0530 11 09| .34 12
o o
| 51 0531 . : 4 07 .20 .05
52 | _0532 ——=— i 2 Tr| .12 .01
53 0533 —y-055 £ 1 L s 87| .69 X2
54 . 0534 ;(\ . 6 201 .31 .10
55 0536 4 06| .14 12
56 0537§ 42 | 2.59| 4.45 12
57 0538 41 2.38 | 3.35 .10
58 0539+ 36 2.30 | 4.89 .06
i 4 59 0540~ 27 2.72 | 4.92 .05
Ly 60 | V 0541 B 17 1.31| 1.05 .09
g 3 NOTE : Tr denotes "trace"
10 Rejects retained three weeks
H Pulps retained three months | BT ket ;
To== mahassiea arranaed. Registered Assaver. Province of British Columbia



TO

TELEX 048-8320

CERTIFICATE OF ASSAY

Cyprus Anvil Mining Corporation

Kamloops Research & Assay Laboratory Ltd.

2095 WEST TRANS CANADA HIGHWAY—~KAMLOOPS, B.C. V1S 1A7
TELEPHONE 372-2784

B.C. LICENSED ASSAYERS
GEOCHEMICAL ANALYSTS

Certificate No.

K-2120

July 12, 1979

Date
4% . Vangorda
g]\“k{ rehg t?t‘hfg that the following are the results of assays made by us upon the herein described drill core samples
Kral No. Marked GoLD a® SILVER Pb In Cu
Poéll{"cﬁ,sn gm/tonne Percent |Percent| Percent|Percent| Percent|Percent| Percent
61 | vosaz” VoSSR 13 2.08 | 2.39 .02
62 | . 05437 27 2.88 | 6.04 .04
63 0544 38 2.18 | 3.60 .12
64 0545 v 16 .78 | 1.70 12
65 - 0546~ S 17 1.30 | 3.52 | .09 [
66 0551 /- 5-R o 14 1| .87 17
67 0552+ : 16 .87 | 1.14 .10
68 0553«5 25 1.63 | 3.38 .05
69 0554 83 4,96 | 7.05 .05
7, 70 0555 100 6.85 | 7.62 .08
71 0556 104 8.19 | 6.73 07
72 05577 99 6.79 | 7.65 .04
73 0558+ 115 9,65 | 7.36 .20
74 . 0559 v 98 8.82 | 6.51 .10
75 0560 v 89 6.05 | 4.72 .04
76 05617 71 5.26 | 5.70 .17
77 0562v 34 1.98 | 6.07 .03
78 0563 v 100 5.57 | 9.06 .05
79 05645 105 8.49 |10.60 .10
80 | V 0565 60 3.64 | 7.41 .08
. NOTE :
Rejects retained three weeks ‘
Pulps retained three months ../4%%&%2£§2&u~44@2c€7 ..... T R N RRTRRL ST Jou- ey s

_______ -




\n

B.C. LICENSED ASSAYERS
GEOCHEMICAL ANALYSTS

Kamloops Research & Assay Laboratory Ltd.

2095 WEST TRANS CANADA HIGHWAY—-KAMLOOPS, B.C. V1S 1A7
TELEPHONE 372-2784 - - TELEX 048-8320

CERTIFICATE OF ASSAY

70 Cyprus Anvil Mining Corporation
Certificate No. K-2120
Date JU].V 12. 19790
1 P . Vangorda
"3 gquﬁrebg :erhfg that the following are the results of assays made by us upon the herein described drill core . samples
Kral No. Marked cop  |o¥ sILVER Pb Zn Cu
. §2¥K¥§% gn/tonne |Percent|Percent|Percent|Percent|Percent|Percent| Percent
VR % iHs-B.”
81 V 0566 — _ 62 3.28 7.63 .09 90
82 0567 y-ss-R 21 .99 | 2.51 .60 | 350
83 0568 " 27 1.57 1.87 «53 3144
90 84 0569 = 62 5.06 6.19 .18 11025
85 0570 14 25| W72 | .61 | a0
& B 86 05717 12 21 | .72 31| .93
87 0572 14 o 30 .80 o34 by
88 0573§ 12 A4 | 1,42 .36 | M6
89 0574 | 11 18 | .74 32 [BR
90 0575 ' 7 .09 34 7% B B
e 91 | 0576~ 5 06| .23 | .30 |
92 V 0577v 5 .15 o3 27 |1t
R V 0529 | 11 25 | .35 .1
, R V 0544 38 2.26 3.65 .12
5!,- A R Vv 0570 C12 .27 76 41
P Std. MP-1 * 59 2.02 | - -
P o 100 | 88 5.40 | 8.92 .10
Pt 200 84 4,86 6.60 .15
300 43 2.27 4.28 .04
NOTE : ; " Ce.Ce Mr. S. Buziak
Rejects retained three weeks
PU1PS retained three mnths e ® ® 8 & ° ° SW‘.......' ..... ® 8 & @ & ¢ 060 O O 0 06 e 0 0o L B BN

unless otherwise arranged. Reagistered Assaver. Province of British Columbia



B.C. LICENSED ASSAYERS
GEOCHEMICAL ANALYSTS

Kamloops Research & Assay Laboratory Litd.

2095 WEST TRANS CANADA HIGHWAY—KAMLOOPS, B.C. VIS 1A7
TELEPHONE 372-2784 - TELEX 048-8320

CERTIFICATE OF ASSAY

TO Cyprus Anvil Mining Corporation,

Certificate No. K-2151

Date ___July 31, 1979,

330 - 355 Burrard St.,

tention: Dr. G. Simpson

QQl’tbg t?rﬁfg that the following are the results of assays made by us upon the herein described Vangorda d.d core samples

Kral No. | - Marked GOLD QA'SILVER Pb | ZIn Cu
e S ' | i ?,Z—R ) lgeu}wfosn g/ tonne Percent |Percent| Percent| Percent| Percent|Percent| Percent
e 1 vV 0547 T 5 .04 .04 .06
2 0548 _ 3 01 .04 .07
3 0549 ‘ 16 .30 .22 a2l
4 0550 Tr .07 .28 .06
5 0631 )-/33-K . 37 1.73 3.77 .06
6 0632 39 2.1 5.34 .06
7 0633 4 W24 31 .02
8 1- 0634 74 4,33 6.64 .08
9 0635 81 4,92 9.4 .04
10 0636 : 28 1.66 2,86 .03
11 0637 ; 3 G ad9 L4 .02
12 0638 8 .61 1.04 .03
13 0639 13 «93 .96 .03
14 0640 8 . 1.50 .05
15 0641 21 1.49 .73 .08
16 0642 10 .76 .59 .08
17 0643 ’ ' 2 .28 47 .02
18 0644 Tr “Tr .15 .01
19 0645 y-22-R 2 A3 .08 .12
20 vV 0646 24 1.82 1.68 .10
NOTE: Tr denotes "trace"
Rejects retained three weeks
Pu'lps reta‘ined three mnths e ©0 0000660600600 000000000 sb0s000006000000000
unless otherwise arranged. : Registered Assayer, Province of British Columbia




B.C. LICENSED ASSAYERS
GEOCHEMICAL ANALYSTS

‘Kamloops Research & Assay Laboratory Ltd.

2095 WEST TRANS CANADA HIGHWAY—-KAMLOOPS, B.C. VIS 1A7
TELEPHONE 372-2784 . TELEX 048-8320

CERTIFICATE OF ASSAY

T0 Cyprus Anvil Mining Corporation

Certificate No. K=2151
Date \]Uly 31, 1979v

J@Rhg fl’rhfg that the following are the results of assays made by us upon the herein descz‘ibedV"’mgorda d.d.core samples

; '. 4 g Kral No. Marked GOLD (X'p\ SILVER ~ Pb Zn Cu
. '
4 3 e 7L 2 lgeux{’ c,!eésn g/ tonne Percent |Percent| Percent|Percent| Percent|Percent| Percent
' " 21 vV 0647 17 1.28 .92 .07
22 0648 5 W22 .35 15
23 0649 7 .50 .52 .15
24 0650 8 «92 .65 .11
25 0651 V- 30//\)//4- . 21 1.13 2.75 .16
26 0652 25 1.73 2.76 .19
X 27 0653 8 .21 .86 .09
28 0654 ': 7 «26 1.26 .08
29 0655 ‘ ‘ 5 24 | 1.30 .04
30 0656 : 21 .71 .83 .34
31 0657 ' 17 1.17 1.72 .17
% 32 0658 ) ' 44 2.96 2.39 32
1 33 . 0659 25 .92 - .85 .28
34 ) 0660 _ : 8 « 36 + 79 04
35 0661 27 1.05 1.69 .10
36 0662 ) 42 2.91 3.89 .28
37 0663 .5 .18 o 37 .04
38 02933 =/10/-R 21 1.50 | 2.51 .09
39 02934 S 13 1.08 .89 .18
40 V 02935 8 .39 .99 W32
’ NOTE : -
ke Rejects retained three weeks .
] Pu-lps reta.ined thteemnths i&oo/%%owo'nooio6..00...0-.-0..&..oou’odn&.i.l




B.C. LICENSED ASSAYERS
GEOCHEMICAL ANALYSTS

‘Kamloops Research & Assay Laboratory Ltd.

2095 WEST TRANS CANADA HIGHWAY—-KAMLOOPS, B.C. V1§ 1A7
TELEPHONE 372-2784 . - TELEX 048-8320

CERTIFICATE OF ASSAY

Cyprus Anvil Mining Corporation

Certificate No. K-2151
July 31, 1979.

Date

( mrﬂbg t?rhfg that the following are the results of assays made by us upon the herein described¥angorda d.d.core gampies

g § Kral No. Marked GOLD A srLver Pb Zn Cu
e _‘:l geupcfosn g/tonne Percent |Percent| Percent|Percent| Percent|Percent| Percent
ik v—10/-R
H 41 vV 02936 - 9 a3 5| 17
i 4 42 02937 10 .66 1.45 .07
w1 43 02938 13 63| 2.26| .09
| 44 02939 11 .46 1.28 .12
¢ 1 45 02940 V-72ad~-R 33 2,45 3.58 wld
tF 46 02941 43 4,14 | 5.67| .12
P 47 02942 | 67 4.85| 6.14| .06
48 02943 85 4,60 6.84 .05
49 02944 : ' 34 2.03 2,59 .23
50 02945 : 20 .99 1.90 .31
51 02946 ; 22 .99 2.08 1 )
52 02947 9 s 22 .45 .35
5 - 02948 22 1.51 .36 «25
i 54 1 02949 10 .18 .20 «35
: 55 02950 14 .49 .31 .38
56 02951 D . 14 .99 46 «29
o 57 02952 oy 27 1.90 | 1.37| .21
i 58 02953 11 .63 .67 s 12
o 59 02970 v-z22-R 6 12 17«12 .10
: ; 60 vV 02971 35 2.14 5.65 .08
NOTE: ;
Rejects retained three weeks %
Pulps retained three months . %«M{ .....
unless otherwise arranged. Registered Assayer, Province of British Columbia




B.C. LICENSED ASSAYERS
; , ~ GEOCHEMICAL ANALYSTS
Kamloops Research & Assay Laboratory Ltd.
2095 WEST TRANS CANADA HIGHWAY-KAMLOOPS, B.C. V1S 1A7
TELEPHONE 3722784 -  TELEX 048-8320
CERTIFICATE OF ASSAY
Cyprus Anvil Mining Corporation 3 K-2151
Certificate No.
Date July 31, 1979.
3 mebg IPrﬁfg that the following are the results of assays made by us upon the herein describeqVangorda d.d.core samples
Kral No. Markéd GOLD (/\-9" SILVER Pb In Cu
: Sunces g/tonne. Percent |Percent| Percent|Percent| Percent|Percent| Percent
_ y-722-R. :
61 vV 02972 : 45 2,97 4,22 09
62 02973 28 1.93 2,32 .14
63 02974 , 16 .65 1.58 +19
64 02975 10 .28 - .62 +13
65 © 02976 . 4 . 7 22 .68 «13
66 - 02977 - g’ .16 51 .16
67 ‘ vV 02978 14 .26 .84 .24
! Repeats: V 02938 14 .68 | 2.48| .09
g . 0659 24 v 92 .28
| 1 L 0637 2 19 | 43| .02
I e V 0650 _ 10 .48 .61 wil]
| Standards:  MP-1 ' 58 1.86 1 - -
RU-1 : 6 - 2.22 .79
KC-l - 6.81 - oll
100 93 5.45 9.14 .11
200 : 82 4.86 6.58 .16
300 40 2,37 4,21 .04
et | NOTE:
¥ ; Rejects retained three weeks
: ! Pu'lps retained three mnths . e e o o ovs & © 0 08000000000 00CNEBLIOCEOCBEROOCROCEOOOCEOCEOOOTEOO
swmloce otrthorwice arranced. Dt ecbarad Reosasae Desmsed i, sl Ml a®e@ oW oot de




: B.C. LICENSED ASSAYERS 3
GEOCHEMICAL ANALYSTS
Kamloops Research & Assay Laboratory Ltd.
2095 WEST TRANS CANADA HIGHWAY—-KAMLOOPS, B.C. VIS 1A7
TELEPHONE 372-2784 TELEX 048-8320
CERTIFICATE OF ASSAY
T0 Cyprus Anvil Mining Corporation K_2144
Certificate No.
Date AUqUSt 27 9 19790
Vangorda
('3 lpzrehg tl’l‘hfg that the following are the results of assays made by us upon the herein described drill core samples
7,
Kral No. . Marked GOLD Q\Q"" SILVER Mn Py Po Hg Bal S.G.
g/ tonne g/ tonne Percent | Percent| Percent|Percent| Percent|. Percent
| ng , :
41 V| 0503 011 58 o 34.0 1.3 .003 .48 4.39
42 0504 .018 65 .10 33.0 1.3 .004 3.03 4,46
43 1 0505 .005 107 .21 13.2 2.2 .007 | 23.95 4,41
44 ‘6’(3 0506 .005 69 37 10.7 39 .005 | 25.97 4.07
45 : 0507 .009 82 2,01 7.8 | 21.1 .002 3.54 3.73
46 . 0508 ’ .004 43 1.20 9.2 | 16.0 .002 1,22 3.52
47 0537 v-55-R .02 43 .26 11.5 2.8 .002 3.34 3.13
48 0538 Tr 40 21 7.8 2.2 .002 1.10 2:99
o 49 0539 pNO o s .008 - 31 e22 14.9 1.9 .004 «39. | 339
: " 50 0540 . ﬂ/’,l)ho(}\ Tr 26 W14 11.0 1.6 .002 1.08 3.15
d: 3 J . *
i (,H
} 51 0541 e Tr 15 .08 7.6 | .001 1.9 2,81
1l 52 0542 Tr 12 .10 5.0 2 .001 .81 2.71
4 53 0543 Tr : 24 .14 149 1.8 .001 .86 2:97
! 54 0544 G003 | 34 /1 .22 | 16.2 | 2.7 | .002 | _1.58 3.53
1 55 0553 V4 7 Tr 23 .17 3.6 4.5 .001 .63 2.67
f 56 0554 ) .004 91 .26 10.7 205 .004 | 27.33 4.24
‘ 57 - 10555 .005 103 / 1.07 8.9 92 .005 | 20.02 4,25
58 \ 0556 +O12 100 / +65 11.9 55 .004 | 19.02 4,24
59 0557- .01 91 .70 12,9 6.6 004 | 19.97 4.37
60 | 0558 .012 109 1.70 S5 | 23.2 .002 4,71 4,20
NOTE : ‘ '
Rejects retained three weeks v
Polps Patatnd theea womins Q= 0 e &




P : 2 4 - B.C. LICENSED ASSAYERS
‘ - _ - GEOCHEMICAL ANALYSTS
Kamloops Research & Assay Laboratory Ltd.
| 2095 WEST TRANS CANADA HIGHWAY~KAMLOOPS, B.C. V1§ 1A7
‘ e ; ‘ TELEPHONE 372-2784 - TELEX 048-8320
CERTIFICATE OF ASSAY
| TO f’éyprus Anvil Mining Corporation
‘ . ‘ : Certificate No. K=2225
330 =355 Burra;ﬁ St., Date January 30, 1980
Vancouver, B.C. V6C 2G8 ' : Attention: Dr. G. Simpson
@herzhg t?l’hfg t.ﬁat the following are the results of assays made'by us upon the herein described pulp samples
Kral No. Marked GOLD | Q\Q'SILVER Mn Py Po Hg Ba0 S.G.
"g/tonne ' g/tonne._ Percent |Percent| Percent| Percent| Percent|Percent| Percent
1 V 0545 V-55-R MK w27 A ! Z 0.33 5.62 6.17 | .003 118 2.65
2. ' 0546 : . .09 - 15 _0.73 2.11 | 12.28 | .003 1.73 3.06
3 0567  v-§§-Kyn | . .87 0,08 | 22.48 | 1.08 | .003 | 0.34 | 3.49
4 0568 b | , .60 0.62 | 16.77 | 5.11 | .003 1.29 3.49
p) 0569 : 247 0.96 | 11.73 | 11.84 | .005 4.33 | 3.57
6 0578 v -%4-R NE .89 0.26 | 8.75 3.16 | .010 |24.76 | 4.02
T 0579 ' : 1.89 0.65 | 24.11 6.01 | .007 9.18 4.53
8 0580 1.59 1.32 | 17.39 | 10.95 | .008 4.90 4.46
9 0581 \ 2.79 0.69 | 23.99 5.75 | .005 |11.06 4.51
10 @582 . -, b e \ 2.70 1.20 | 22.40 | 12.06 | .005 | 2,45 | 4,57
11 voses ., 2.08 0.69 | 28.77 | 7.48 | .004 | 0.28 | 4.51
12 . .0584 Fooo 1.83 0.65 | 21.17 6.91 | .004 0.16 3.82 .
13 0585 © 1,61 ~0.29 | 32.33 | 3.66 | .003 | 0.06 4.09
14 0593 , s+ <57 0.60 | 21.45 7.39 | .003 3.86 3.81
18 - 0594 : _ , .45 0.24 9.04 3,09 | .00% 0.48 2.84
16 0595 v : 21 0.51 | 17.04 | 5.44 | ..005 [11.32 | 3.96
17 0596 . : W44 0.30 9.22 3.89 | .004 1.19 3.14
18. . - 0597 ' <16 0.14 6.23 1.74 | .003 | 0.47 2.98
17 0598 _ o .69 4 . 0.42 1 15.53 | 3.70 | .003 | 7.45 3.67 |
20 0599 wv-300, _ +32 1.14 5.30 | 29.17 | .001 0.52 4.24
NOTE: o , , .
Rejects retained three weeks - e |
Pulps retained three months S g&,%é\%‘ ....................... ©

unless othemise_ arranged. : Registered Assayer, Province of British Columbia



S fash i B.C. LICENSED ASSAYERS 2
ok TRL GEOCHEMICAL ANALYSTS
W Kamloops Research & Assay Laboratory Ltd
‘ 2095 WEST TRANS CANADA HIGHWAY—-KAMLOOPS B.C. V1S 1A7 '
TELEPHONE 372-2784 . TELEX 048-8320
CERTIFICATE OF ASSAY ‘
TO - Cyprus Anvil\Mining Corporation ,
: - Certificate NoX=2225 :
Date ___dJanuary 30, 1980
@;élﬂn?bg terﬁfg that the fbldééing are the results of assays made by us upon the herein described pulp samples
' Kral No. M'arkea ‘ \ GOLD 48& SILVER Mn Py Po Hg Ba0 S.G.
’ g/tonne -. g/tonne . |Percent |Percent| Percent| Percent| Percent|Percent| Percent
21 V0600 V-300, .35 43 0.96 | 16.63 | 15.41| .004 | 2.29 | 4.32
.82 0601 , : .34 5 0.28 0.54 5.24 | .003 3.74 2.79
23 0602 .31 30 0.72 | 12.14 9.73 | .003 1.31 3.36
24 0603 . .78 23 0.25 | 23.52 6.86 | .001 3.80 3.99
L 83, . 0604 . ¢ .27 23 0.32 | 13.94 3.98 | .002 2.31 3.22
26 0631 . V- wa—a/ .36 32 0.21 | - 1.04 8.96 | .004 0.52 | 2.84
- BT 0632 ° , .49 40 0.22 1.82 6.63 | .006 | 0.21 | 2.74
28 . 0633 . . .07 4 0.16 0.16 3.53 | .001 0.53 2.45
| 29 0634 . .94 74 | | 0.4 | 8.73| 2.73| .006 | 0.09 | 3.17
- 30 0635 ", 1.14 81/ 0.14 | 7.72 | 2.04| .006 | 0.07 | 3.00
0 81 - .V 0636 .57 31 R 0.17 1.50 3.13 | .002 0.13 2.59
32 0651  v-%01 nNA 38 19 / 0.37 | 8.29 | 8.29 | .003 | 0.68 | ,3.10 |
33 0652 ,. 20 19 0.28 6.33 4.03 | .003 0.69 2.94
34 0661 .30 . 26 / 0.30 | 13.25 5.62 [L.001 | 0.87 2.96 ;
e 0662 «50 42 7| _0.84 | 28,55 5.28 |L.001 _ | 1.23 | 4.26
36 0676 < V-BO38 4 .21 31 % 0,07 | 0.86 | 12.22 | .003 | 7.37 | 3.03
37 _0677 ' 3T . _68 . 9.05 | 9.83 | 3.73| .006 |11.61 3.33
38 0678 . v-303 «12 — 0.12 6.30 2.98 |L.001 2.67 3.84
39 0679 .15 12 © 0.16 9.63 1.64 | .003 3.63 2.96
40 0680 «21 - 80 g.91 | 11.51 1.18 | .003 |12.22 3.62
NOTE : /
Rejects retained three weeks (;
A

Pulps = retained three months
unless otherwise arranged.

6. ...................... ® e 00

Registered Assayer, Provinceé of British Columbia



| ﬁ | \ ‘

o : B.C. LICENSED ASSAYERS 9
. 7 < _ ‘ .o ; GEOCHEMICAL ANALYSTS
- Kamloops Research & Assay Laboratory Ltd. '
'2095 WEST TRANS CANADA HIGHWA Y—-KAMLOOPS, B.C. VIS 1A7
’ TELEPHONE 372-2784 TELEX 048-8320
L CERTIFICATE OF ASSAY
TO Cyprus Am}il Mining Corporation
Certificate No. K=2225
Date __January 30, 1980
N\ ;
h\>ébg ffrhfﬂ that the following are the results of assays made by us upon the hereln described pulp samples
Kral No. Marked GOLD Q&QSILVER Mn Py Po Hg BaO | 5.G.
j g/tonne g/tonné Percent |Percent| Percent|Percent| Percent|Percent| Percent
161 | v 2902 | \'/~300// .51 A7 10.01 2.69 0.49 | .005 0.16 2.94
162 2903 ; = 1.04, T48 N 0.05 7.13 0.88 | .005 0.08 2.93
163 2904 .90 - 51 0.03 5.92 0.73| .004 0.07 | 2.70
164 2905 | .91 57 / 0.01 4.64 | 0.92| .00%3 | 0.06 3,02
165 - 2906 - .51 42 ©0.02 | 2.26| 0.78| .003 | 0.11 | 2.78
166 2907 ( 2:1% - 87 1L0.01 | 27.58 0.58 { .007 | 10.31 4.99
167 2908 1.60 90 . 10.01 | 35.57 0.48 | .005 9.37 5.19
- 168 2909 1.02 . 62 0.02 | 10.85 0.6% | .007 |17.48 3.8%
169 2910 T3 42 10,01 3.03 0.67| .005 0.57 2.90
170 2911 2.59 128 L0.01 | 29.10 0.55 | .009 |11.14 4.82
171 vV 2912 - 2.10 52 0.17 | 34.17 1.78 | .007 5.29 | 4.7
172 2913 1.35 47 0.58 | 32.97 8.24 | .004 1.06 4.53 | —
173 2940 V-7a-R WA’ 112 32 )/ 1.23 | 23.17 | 10.22 | .002 4.88 | 3.93
174 2941 , .95 43/ 0.60 | 16.41 4.90 | .006 | 13.36 3.86
15 2942 .52 61 0.36 8.53 3.14 | .008 | 28.00 4.03
176 2943 .53 80 0.61 8.28 4.51| .008 | 30.90 4.14
177 2944 1.64 31 / 0.58 | 22.32 7.18 | .002 6.98 4.81
178 2945 .81 17 | 1.08 | 17.78 | 14.03 | .001 0.15 4.13
179 | 2w ., - .88 | 16 1,24 | 17.94 | 14.98 | .001 0.16 4.10
180 2971 V-1a-R WA .57 35 0.08 | 12.20 1.69 | .003 0.63 3.37
NOfE: 3
Rejects retained three weeks
i Pulps teta‘ined three mnths oooooooooooooooooo &%l& e PR .‘CJ\:(?‘./.}]. XX D ) 3 X EE X

.uhless otherwise arranged.

Reqzstered Assaver: Pro inve Hf Rritieh FATmKeS

A\



‘ B.C. LICENSED ASSAYERS 10
GEOCHEMICAL ANALYSTS ;
Kamloops Research & Assay Laboratory Ltd. ‘
2095 WEST TRANS CANADA HIGHWAY—KAMLOOPS, B.C. V1S 1A7
TELEPHONE 372-2784 TELEX 048-8320
| CERTIFICATE OF ASSAY
/ .
’ T0 Cyprus Anvil Mining Corporation
o : ¥ E Certificate No. K=2225
Date __January 30, 1980
herebg tﬂ‘hfg that the following are the results of assags made by us upon the hereln described pulp samples
Kral No. Marked GOLD <%9SILVER Mn Py Po Hg BaO |S.G.
’ , _g/ tonne _g/ tOﬂI‘IB_, Percent Percent Percent|Percent| Percent|Percent| Percent
181 vogre | V-ta-e R .22 36 0.10 | 9.42 | 2.42| .001 | 0.58 | 3.24
182 / 2973 A : «25 23 0.22 24.59 3.20 .001 0.29 4.21
183 2974 : .08 13 0.06 11.52 2.13 +001 0.48 3.04
¢ : - !
L denoﬁes‘fless‘thah'
| 5 +;
| M \ -
| \
(
NOTE: p
Rejects retained three weeks a

Pulps retained three months

cic. Mr. Darryl Hanson

e R e (e
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Member

Association

O

Canadian Testing

Cyprus Anvil Mining Corporation Ltd.

KAMLOOPS RESEARCH & ASSAY LABORATORY LTD.

B.C. LICENSED ASSAYERS
GEOCHEMICAL ANALYSTS

2095 WEST TRANS CANADA HIGHWAY — KAMLOOPS B.C.

PHONE: (604) 372-2784 — TELEX: 048-8320

V1S 1A7

CERTIFICATE OF ASSAY

METALLURGISTS 14

Certificate No. K-3560

Date __ January 23, 1981

Rejects retained three weeks.
Pulps retained three months
unless otherwise arranged.

/\
7 »
MWZ AT

‘ k - : :
Y B het l‘hl’ (e rtl[!) that the following are the results of assays made by us upon the heremn described samples
Kral No Marked GOLD SILVER Pb n | Cu
g: ” "T::s . eg r:gin . Percent Percert Percen: Percent 2arcent Percent Percent
261 5936 A 4 .02 16 | .05
262 5937 8 44 64 | .07
263 5938 29 2.60 | 3.20 | .02
264 5939 25 1.28 | 3.20 | .02
265 5945 A 37 2.20 | 3.40 | .04
266 5941 18. 1.30 | 1.13 | .10
267 5942 88 7.30 | 5.70 | .15
268 5943 99 7.40 | 9.30 | .10
269  FAp|A -2o9 5944 3 .06 7 0 S
2710 ooy V- ns - 5945 A 22 .78 06 | .25
271 | = 5946 A 21 .28 02 | .43
2712 71 \ 5947 19 .63 .96 | .47
25 [hot funnd ) 5948 22 .83 68 | .31
274 a gy 7 5949 23 .58 22 | .4
275 \40”? L2 5950 A 19 .27 .58 | .31
276 5951 16 61 | 101 | .32
277 5952 23 .37 62 | .78
278 5953 14 .37 .83 | .48
279 5954 22 1.33 33 | .34
280 5955 A 9 18 26 | .38
NOTE

ﬁ@gis(er&d Assayer, Province of British Columbia



KAMLOOPS RESEARCH & ASSAY LABORATORY LTD.

2095 WEST TRANS CANADA HIGHWAY — KAMLOOPS B.C.

B.C. LICENSED ASSAYERS
GEOCHEMICAL ANALYSTS
METALLURGISTS 15

Member VIS 1A7
. Canadian Testing PHONE: (604) 372-2784 — TELEX: 048-8320
C _ CERTIFICATE OF ASSAY
TO Cyprus Anvil Mining Corporation Ltd.
Certificate No. K-3560
Date January 23, 1981
o 3‘ l][\ l‘l‘lll_? e [tlh’ that the following are the results of assays made by us upon the herein described samples
Kral No. Marked GOLD SILVER Pb Zn Cu
] B ggf(;ss p eg 3 iomfm e Percent Percent Percen: Percent. Sercent Percent Percent
(,/ {\OJ( ( W‘b \ ‘ .
281 \ | 5956 A 14 .67 .64 | .34
w82 :
282 Jof 8 5957 I 1.35 51 | F
283 -~ 5958 ‘ 9 .48 .26 .21
284 5959 16 .71 «79 .30
285 5960 A TR .04 .32 .02
286 FOON-\B&-L 5961 N 10 69 | .6 | 2 |
287  bO\h-205 1951 A 49 4.00 | 4.50 | .23
288 - 1952 48 3.00 4.40 « 12
289 1953 A 1 .07 .18 07
<\/ g :
NOTE: g ;
Rejects retained three weeks. / - / )
P T use o - g, L1

i SR T T R TR TR T T R T TR



Member
Canadian Testing
Association

TO

KAMLOOPS RESEARCH & ASSAY LABORATORY LTD.

B.C. LICENSED ASSAYERS
GEOCHEMICAL AMALYSTS

2095 WEST TRANS CANADA HIGHWAY — KAMLOGCPS B.C.

PHONE: (604) 372-2784 — TELEX: 048-8320

VIS 147

CERTIFICATE OF ASSAY

Cyprus Anvil Mining Corporaticon Ltd.

330 - 355 Burrard Street

Vancouver, B.C.

V6C 208

METALLURGISTS

i i B Ty
Ceriificate No. _£-5626

1981

Date february 2, 196

U fape ~ N ) ; ) , ; y ~ i
isﬁ?ifbﬁlffhfp that the foliowing are the results of assays made by us upon the herein described _Van Gorda samples

Kral No Marked GOLD SILVER Pb Zn Cu
Ounces grsis Percent Percent Percent Sercent Percen: Percent Percent
PEr o per tonne
1 5967 -V 9 .23 .83 .29
2 5968 8 .19 .64 .31
3 5975 16 .20 .21 47
4 5976 17 .10 .23 27
5 5977 29 33 .53 46
6 5978 37 1.22 .96 .36
7 5979 24 <59 1.17 .30
! 5580 24 17 .15 «55
!

Rejects retained three weeks.
Pulps retained three months
unless otherwise arranged

Ll

Registered Assayer. Province of British Columbia



KAMLOOPS RESEARCH & ASSAY LABORATORY LTD. B.C. LICENSED ASSAYERS

GEQCHEMICAL ANALYSTS
. 2095 WEST TRANS CANADA HIGHWAY — KAMLOOPS 8.C. METALLURGISTS
Member VIS 147 s B
Canadran Testing PHONE: (604) 372-2784 — TELEX: 048-8320
soctation
SAES CERTIFICATE OF ASSAY
TO Cyprus Anvil Mining Corpiration Ltd. % BEST

Certificate No.

330 - 355 Burrard Street _ | "
Date rebruary 2, 1981

Yancouver, B.C. VoC 268

3 3)?1’?{31’ Ii‘l‘ilf-l_’ that the fol.ow.ing are the results of assays made by us upon the herein described Van Gorda_ samples

Kral No Marked GOLD SILVER Pb Zn Cu
OWESS grams Percent Percent | Percent Percent | Percent Percent Percent
Per Ton per tonne
1 5962 -V 17 W43 .15 .02
2 5963 72 4.6 9.0 .48
3 5964 117 Dud 11.8 .48
4 5965 108 9.1 7.7 .16
5 5966 29 2.4 545 .19
6 5969 11 w31 1.24 «36
7 5970 12 .10 .30 .38
8 5974 79 4.8 8.5 05
9 5972 25 .31 46 D2
10 5973 58 Sy 6.8 «13
1 5974 19 59 61 .28
.’/"-/r*w
i
NOTE: ‘ i R i

Rejects retained three weeks.
Pulps retained three months

uniess otheiwise arranged. = —TRegistered Assayer. Province of British Columbia




KAMLOOPS RESEARCH & ASSAY LABORATORY LTD.

B.C. LICENSED ASSAYERS

GEOCHEMICAL ANALYSTS
2095 WEST TRANS CANADA HIGHWAY — KAMLOOPS B.C. METALLURGISTS
VIS 1A7
Yanadian Testing PHONE: (604) 372-2784 — TELEX: 048-8320
e CERTIFICATE OF ASSAY
TO Cyprus Anvil Mining Corporation Ltd.
Centificate No. _K=3622 50
Date April 2, 1981
/" 3
{ & e
B btrl‘hl) ( Pl‘tlf? that the following are the results of assays made by us upon the herein described samples
Kral No. . Marked GOLD S.G.
~ gm;/ t Percent Percent Percent Percent Percent Percent Percent
981 “ 5935 A .07 2.84
5936 .27 2.86
5937 - .41 2.86 -
;‘ 5938 ° ”r .34 2.91
985" 5939 - A~ -10 21 3.03
986 5940 /30 .17 3.04
987 . 5941 + 27 3.07
988 5942 1.03 4.55
989 5943 .96 4.51
. 990 5944 .41 2.91
"y
LN _
991" 5945 A .34 4.43
992 5946 27 4,40 /
993 5947 1.03 4.29
994 5948 V-li ,K ' .55 4,30
995 5949 8 +96 4.23
996 5950 .62 . 4,07
997 5951 .55 3.78
9298 5952 1.99 3.45
999 5953 .34 3.68 J
1000 5954 .83 3.35
- NOTE:

Rejects retained three weeks.
Pulps retained three months
unless otherw:se arranged

Registéred Assayer, Pfbvince of British Columbia
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 KAMLOOPS RESEARCH & ASSAY LABORATORY LTD.

B.C. LICENSED ASSAYERS

| GEOCHEMICAL ANALYSTS
| 2095 WEST TRANS CANADA HIGHWAY — KAMLOOPS B.C. METALLURGISTS '
Membe# VIS 1A7 , _
Canadan Tostng PHONE: (604) 372-2784 — TELEX: 048-8320
ton
i CERTIFICATE OF ASSAY
TO Cyprus Anvil Mining Corporation Ltd. '
Certificate No. __K=3622 51
/ Dt April 2, 1981
3 [)Bl‘l‘b)} ( Ettlfy that the following are the results of assays made by us upon the herein described samples
Kral No. - Marked GoLD - 5.G.
v gms/t . Percent Percent Percent Percent Percent Percent Percent
1001 . 5955 A .75 3.64
1002 ' 5956 ' .55 - 3.41
1003 -1 L e SRR : .41 3.42
1004 . o 5958 . - .34 3.30
1005 , - 5959 . .34 3.34
- 1006 - 5960 .14 2.80
1007 ) 25961 . .34 2.97

NOTE: ." bt ‘ ' N
Rejects re{'ained three weeks. . o
Pulps retained three months . | : /’ [

unless otherwise arranged.

Registered Assayer, Province of British Columbia



