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Greg:

On our 20 - 2715 (heavy mineral concentrates from
Chuck Fipke) a number of the samples were I.S. for Ba analysis

by X. R. F.

We had enough material to run two of the insufficients on

a small weight by an alternate method. Here are the results:

Ba ppm Ba %
Y HMC HMY - 231 - 60 HN ~20000 20.5
U 242 - 35+60 HN ~20000 6.5

Cordially yours,

BONDAR - CLEGG & COMPANY LTD.
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Ken Bright, Geol. E.
Chief Geochemist
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BONDAR-CLEGG & COMPANY LTD.

- 130 PEMBERTON AVENUE, NORTH VANCOUVER, B.C. (604) 985-0681 TLX: 04-352667
Geochemical Lab Report
FROM:__ Cyprus Anvil Mining Company REPORT NUMBER: 20 - 2715
PROJECT: JILEN/FIPKE DATE: November 7, 1980
SAMPLE NUMBERS ggm ggm 1Z)rp1_m %gm %gm ggm ggm ppm %gb
v
HMC-HMY - 231 - 20+35HN <1 100 190 100 0.2 0.2 <Y} 1.8,
;:/35+60HN 280 80 980 30 10, | 5.0 < L TS
60HN 62 8 258 3 0:2 | 1.8 2= 4
240 - 20+35HN 196 16 235 5 ‘Q}Z | Ll.b 4 50
I5+60MNN | 85 shoall 5 L g 6| 25
GORNN | 111 W eeet 8 e 4 wo o
241 —’20}35ﬁﬁi‘ 68 38 377 D 0;2 2.5 5 3
35+60HNN 44 15 198 7 0.8 1.7 2 205
HO0HNN 39 11 186 16 1.5 1.4 3 205
242 - 20+35HN 22 160 345 10 0.2 3.0 10 | I.S.
35+60HN 29 106 178 4 0.2 2.4 6 2
60HNN 67 54 241 25 1.5 2.1 4 315
255 - 20+35HN 15 15 98 7 0.2 0.2 8 | I.S.
35+60HNN | 118 7 125 5 0.2 1.0 3 7%
60HNN | 33 6 | 76 4 0.5 0.4 2 25

| *Detected on a small sample
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FOR METHOD, EXTRACTION AND FRACTION USED — SEE ATTACHED




