
4\OOJ\lO‘\U'|-I—\\:Jl\)b-A

NOTE:

Rejects retained three weeks.

Pulps retained three months

unless otherwise arranged.

1

019102
CTA

KAMLOOPS RESEARCH & ASSAY LABORATORY LTD. B-C- LICENSED ASSAYERS
’

GEOCHEMICAL ANALYSTS

2095 WEST TRANS CANADA HIGHWAY — KAMLOOPS ac. METALLURGISTS

em ,, v1s A7

canA§:Za.£::;s;ing PHONE: (604) 372-27:34 — TELEX: 048-8320

CERTIFICATE OF ASSAY

TO C us Anvil Minin Cor oration Ltd .

Certificate No.
K4782

rrard Street

V6C 288Vancouver, B.C.

3‘: IJBIYHE7 [Brtif? that the following are the results of assays made by us upon the herein described

-19 Py

47 30.4

23 20.1

42 18.3

8.3

8.7

6.5

6.5

6.4

1.2

4.9

Registered Assayer, Province of British Columbia



KAMLOOPS RESEARCH & ASSAY LABORATORY LTD. 3-C-UCENSED ASSAYERS

GEOCHEMICAL ANALYSTS

2095 wssr TRANS CANADA HIGHWAY — KAMLOOPS e.c. METALLUFIG‘-|STS

em er V13 7A7

cagxiaafiliziing PHONE: (604) 372-2734 — TELEX: 048-8320

CERTIFICATE OF ASSAY

To Cyprus Anvil Mining Corporation Ltd.

Certificate No. ::____K-47322

Date 16,

3 I]BIYhP ttttifp that the following are the results of assays made by us upon the herein described samples

gm-
’! 9 .

54

83

NOTE: .

Rejects retained three weeks.

Pulps retained three months
.

.
unless otherwise arranged.

Registered Assayer, Province of British Columbia



CTA

KAIVILOOPS RESEARCH & ASSAY LABORATORY LTD. B-c- UCENSED ASSAVERS

GEOCHEMICAL ANALYSTS

2095 wrssr TRANS CANADA HIGHWAY — KAMLOOPS B.C. METALLURGISTS

ems, V1S1A7

cargiigigiim PHONE: (604) 372-2784 — TELEX: 043-3320

CERTIFICATE OF ASSAY

TO I‘ s Anvil Minin Cor oration Ltd.
V

Certificate No. _______K-47323 _ _

Date A Ii]. 16 1982

1‘ IJBIYEIP Qrtif? that the following are the results of assays made by us upon the herein described samples

E
grams/tonne-

2641 18.7

42 20 11.3

43 50 27.4

44 8.2

4'5 16.5

45 3.87

47 11.6

48 31.6

49 21.5

50 28.6

51 17.7

52 16.9

53 7.9

54 5.12

27.9

13.2

16.7

27.9

15.4

13.4

NOTE:
4

5

Rejects retained three weeks.

Pu/ps retained three months a

unless otherwise arranged.
’

Registered Assayer, Province of British Columbia



KAMLOOPS RESEARCH & ASSAY LABORATORY LTD. ac. LICENSED Assixvens

GEOCHEMICAL ANALYSTS

2095 WEST TRANS CANADA HIGHWAY — KAMLOOPS ac. METALLURGISTS

Mamba, V1S1A7

cargcgfggfing
PHONE: (604) 372-2784 — TELEX: 048-8320

CERTIFICATE OF ASSAY

TO C we Anvil Minin Cor oration Ltd .

Certificate No. K?“‘7_8.2j__4._

Date A ril 16 1982

3,‘ bBIYh? Cfiftify that the following are the results of assays made by us upon the herein described samples

E--I
-I-I

NOTE:

Rejects retained three weeks.

Pulps retained three months

unless othenivise arranged. .

_ _ ,

gi ed Assayer, P vince of British Columbia



KAMLOOPS RESEARCH & ASSAY LABORATORY LTD. B-c- LICENSED Assmens

GEOCHEMICAL ANALYSTS

2095 WEST TRANS CANADA HIGHWAY — KAMLOOPS ac. METALLURGISTS

Member V18 1A7

Canadian Testing PHONE.’ (604) 372-2784 — TELEX: 048-8320
Asso iation°

CERTIFICATE OF ASSAY

TO il Minin Cor oration Ltd.
_

Certificate No. _______j__K478 2 5

Date A ril 16, 1982

3,‘ bktkhy tkrtifp that the following are the results of assays made by us upon the herein described samples

E“-
“=-

.808’!

82

KJJK/J-I-\\/J-I-\\rJ\:4L/4-1-‘-L‘

NOTE:

Rejects retained three weeks.

Pulps retained three months

unless otherwise arranged.
Register Assayer, Province of British Columbia



101

102

103

104

105

106

107

108

109

110

111

112

113

114

115

116

117

118

119

120

NOTE:

Rejects retained three weeks.

Pulps retained three months

unless otherwise arranged.

KAMLOOPS RESEARCH & ASSAY LABORATORY LTD. B-C- UCENSED ASSAYERS

GEOCHEMICAL ANALYSTS

2095 WEST TRANS CANADA HIGHWAY — KAMLOOPS 3.0. METALLURGISTS

.. ., v1s 1A7

cafifasifizfling PHONE: (604) 372-2734 — TELEX: 0433320

CERTIFICATE OF ASSAY

"l M’
'

C t’ Ltd.To C rus Anvl 1n1n or ora 1on

Cen”ma“3NO.
K_4782 6

Date 16,

3,1 ljlzlfkhp ttlftlfy that the following are the results of assays made by us upon the herein described
»

E
-

24 4 51.41 .

.69 34 1.16

.89 1.48

2.40 2.78

1.58 1.22

.21 5.29

1.92 2.13

1.51 1.70

2.40 1.80

2.67 5.37 4.42

.69 2.20 2.15 2.96

.82 9.4 1.67 3.20

1.10 5.7 2.02 3.35

1.51 18.9 3.00 3.60

1.03 15.9 5.49 3.54

.48 12.2 1.93 3.21

1.23 14.9 1.29 3.50

.27 .72 1.41 2.87

1.03 12.9 1.07 3.28

1.10 20.0 1.02 4.37

\

Registered Assayer, Province of British Columbia



KAMLOOPS RESEARCH & ASSAY LABORATORY LTD.

Member

Canadian Testing
Association

To C rus Anvil Minin

2095 WEST TRANS CANADA HIGHWAY — KAMLOOPS B.C.

V1S 1A7

B.C. LICENSED ASSAYERS

PHONE: (604) 372-2784 — TELEX: 043-3320

CERTIFICATE OF ASSAY

Cor oration Ltd.

GEOCHEMICAL ANALYSTS

METALLURGISTS

Certificate No. __j_j_K‘47827

Date April 16, 1982

31 IJBYBBP [Brtif? that the following are the results of assays made by us upon the herein described samples

Kral No.

121 8644A

122 8683

123 8700A

124 8716

125 8728

126 8786

127 8796

128 8859A

129 8869

130 8878A

131 8882A

132 8900A

133 8924

134 8939

135 9010A

136 9031

137 9041

138 9051

139 9058

140 9069A

NOTE:

Rejects retained three weeks.

Pu/ps retained three months
unless otherwise arranged.

E
in-

49

42

42

23

60

84

68

38

27

29

36

21

26

26

41

38

33

90

A

_~._\[\)[\)__\

_\\,4

l\)U'|0‘\&C30’\©U'I\l© l\)\J\rJl\)—\\O-l—\U'|l\)U'I

Registered Assayer, rovince of British Columbia



155

156

157

158

159

160

NOTE:

Rejects retained three weeks.

Pulps retained three months

unless otherwise arranged.

KAMLOOPS RESEARCH & ASSAY LABORATORY LTD. B-c- LICENSED Assmsns

GEOCHEMICAL ANALYSTS

2095 WEST TRANS CANADA HIGHWAY — KAMLOOPS ac. METAL!-URGISTS

em r
V1S 1A7

canxaianbfesuw PHONE: (504) 372-2784 —— rsusx: 048-8320
ss i ti nA °

CERTIFICATE OF ASSAY

To Cyprus Anvil Mining Corporation Ltd .

_

Certificate No.
K 4782 8

35 IJBFBBP IBITIT? that the following are the results of assays made by us upon the herein described

\O\ll\7\OG3\.0O\®\Nl\7A

I\3l\3 \lCIJO\l\)®-l>\N\J'|\:J\N
egrs red Assayer, Province of British Columbia



161

162

163
164

165

166

167

168

169

170

NO TE:

Rejects retained three weeks.

Pulps retained three months

unless otherwise arranged.

KAMLOOPS RESEARCH & ASSAY LABORATORY LTD. B-C-UCENSED ASSAVERS

GEOCHEMICAL ANALYSTS

2095 WEST TRANS CANADA HIGHWAY — KAMLOOPS ac. METALLURG|$TS

Member V13 7A7

Cageétigscrgzisrging
PHONE: (604) 372-2784 — TELEX: 048-8320

CERHHCATEOFASSAY

s vil Minin Cor oration Ltd.To C N An

Certificate No.
K-4732 9

Date Agril 16, 1982

31 bkrthy fkrtify that the following are the results of assays made by us upon the herein described

IE
/tonne-

75 27

grams

. 4.01 3.06

1.51 19.8 4.93

1.37 13.4 3.91

15.1 4.01

8.0 3.47

0.4 4.18

3.3 3.69

3.9~ 4.89

8.2 4.81

9.9 4.39

-I-\\rJ\rJ\2J\»J\»J\rJ\aJ\rJ\rJ U'!®©©\rJ-|—\l\3\)"|\l'|OD 4©U'1\l\0OD®®\0-I-\



181

182

18}
1'84

+05

NOTE:

Rejects retained three weeks.

Pulps retained three months

unless otherwise arranged.

B.C. LICENSED ASSAYEFIS

GEOCHEMICAL ANALYSTS

METALLURGISTS

KAMLOOPS RESEARCH & ASSAY LABORATORY LTD.

2095 WEST TRANS CANADA HIGHWAY — KAMLOOPS B.C.

Member
V13 7A7

CanA:r;an
Testing PHONE: (604) 372-2784 — TELEX: 048-8320

ci tiona

CERTIFICATE OF ASSAY

TO il Minin Cor oration Ltd.
K4782 10

Certificate No.

Date A 1'11 16 1982

35 hlzlftbp [Bttifp that the following are the results of assays made by us upon the herein described

Au

rams/tonne

4.589865

9376 3.97

9989 3-81

12177A 3.84

12187A 3-53

1

Registered Assayer, Province of British Columbia



KAMLOOPS RESEARCH & ASSAY LABORATORY LTD. B-C-UCENSED ASSAYEFIS

GEOCHEMICAL ANALYSTS

. 2095 wssr TRANS CANADA HIGHWAY —— KAMLOOPS 3.0. METALLUFIGISTS

my

6

wsmr

Caigiggfigfiim PHONE: (604) 372-2784 — TELEX: 048-8320

CERUHCATEOFASSAY

TO C rus Anvil Minin Cor oration Ltd.

Certificate No. K-47 53

330 — 355 Burrard Street
Dam; March 22, 1982

Vancouver, B.C. V6C 2GB

35 bktthp tkttifp that the fo//owing are the results of assays made by us upon the herein described samples

-----
.U7 .891 6378A 2.85

1:; 6379 .55 3 .09
'

3 638 0A 2.88

04 6381 2.85

.

5 6382 2 .84

6 6383 2.82

7 6384 4.59

8 638 5 3 . DU

9 6386

10 6387A

11 6388A

12
‘

6389

13 6391A

14 6392

15 6393

16 6394

17 6395

18 6396

19 6397

20 6398A

NOTE:

Rejects retained three weeks.

Pu/ps retained three months

unless otherwise arranged.
Assayer, Pr ince of British Columbia



KAMLOOPS RESEARCH & ASSAY LABORATORY LTD. 3-‘3- UCENSED ASSAVERS

GEOCHEMICAL ANALYSTS

2095 WEST TRANS CANADA HIGHWAY — KAMLOOPS ac. METALLURGJSTS

em ,
V1S1A7

Cagxliaqiesfing PHONE: (604) 372-2734 — TELEX: 048-8320
“°°'

CERTIFICATE OF ASSAY

TO
' ' '

0 0 ation Ltd .

Certificate No. _Kfii12L___2_

Date ]fl__

if IJBIYBP [Brtify that the following are the results of assays made by us upon the herein described
A samples

percent -----
.55_21

_ 22

23

.24

. 25

26

27

28

29

30 \:«|r\)l\)l\)\r~|\».I\n|l\‘il\)\rJ O

I

00

CO

I

O

G‘-I303\O—‘—‘—4(I7\D© ©®\:~|U~|©O\l\)\OO\—-\
31

32

33

34

35

36

37

38

39

40 _\ \2JO3\OO\J—\\1l\)\:~|I\‘J-5-‘ \1\:~|J>$0\U‘I\N\10\O‘3 A

J.\\:~|AO\
l\)I\‘1 O3\0 O\-D

NOTE: .

Rejects retained three weeks.

Pu/ps retained three months

unless otherwise arranged.
I

_ _ . .

Regrs ere sayer, Provinc or’ British Columbia



KAMLOOPS RESEARCH & ASSAY LABORATORY LTD. B.c- LICENSED Assmsns

GEOCHEMICAL ANALYSTS

2095 WEST TRANS CANADA HIGHWAY — KAMLOOPS ac. METALLURGJSTS

em , V1S1A7

Car;I§1£;:f?:in9 PHONE: (604)372-2784 — TELEX: 048-8320

CERTIFICATE OF ASSAY

To

Certificate No. __j___K-47533

Date March 12,

3‘ IJBIYHP [BITITP that the following are the results of assays made by us upon the herein described samples

-I---

_\

_\_~.

_\_~._>r\J

-I-\-|—\4O\\DU'I4—\G3—>\J .

.

.

.

.

.

.

.

.

.

\l\O©\l4-l-\\2J-|—\U'|—‘- l\J
bJ\r«Il\J\rJ\r«|\n|bJbJ\n|\»J I

I

I

I

O

O

O

O

O

OJ4_‘\Ol\J\0\J\n|\l\;J\O CD©—‘-U‘!-l—\U'|©U'I\24A

NOTE:

Rejects retained three weeks.

Pulps retained three months

unless otherwise arranged.



KAMLOOPS RESEARCH & ASSAY LABORATORY LTD. B-C- LICENSED ASSAYERS

GEOCHEMICAL ANALYSTS

2095 wssr TRANS CANADA HIGHWAY — KAMLOOPS B.C. METALLUFIGISTS

Member V13 1A7

cazgixgfiing
PHONE: (604) 372-2784 — TELEX' 043-5320

CERTIFICATE OF ASSAY

TO rus Anvil Minin Cor oration Ltd.

Certificate No. ____K-4753 _

4

Date March 12, 1982

3] IJBIYBP ttrtifp that the following are the results ofassays made by us upon the herein described samples

---
61 6481A .69 14.3 3.50

. 62 6482 .62 15.5 3.62

63 6483 1.10 18.7 3.51

64 6484 .75 11.9 3.20

.65 6485 .89 13.5 3.21

66 6486 .82 13.2 3.37

67 6487 .69 9.6 3.20

68 6488 1.99 10.9 3.30

69 6489 1.03 15.1 3.31

70 6491A .89 12.7 3.21

71 6492A .69 9.7

72 6493 1.03 7.5

73 6494 .89 7.4

74 6495 .96 8.9

75 6496 .96 13.3

76 6497 1.23 8.8

77 6498 1.17 8.7

78 6499 .62 15.1

79 6501A .82 12.3

80 6502A .69 10.3

NOTE:

Rejects retained three weeks.

Pulps retained three months

unless otherwise arranged.
9

gistered Assayer, Province of British Columbia



.81

. 32

83
:34

.05

as

87

as

89

90

92

93

94

95

96

97

98

99

100

NOTE:

Rejects retained three weeks.

Pulps retained three months

unless otherwise arranged.

KAMLOOPS RESEARCH & ASSAY LABORATORY LTD. B-°- UCENSED ASSAVERS

GEOCHEMICAL ANALYSTS

2095 WEST TRANS CANADA HIGHWAY — KAMLOOPS ac. METALLURGISTS

em ,,
V1S1A7

cauéfgifiging PHONE: (604) 372-2734 — TELEX: 043-3320 1

CERTIFICATE OF ASSAY

1 Cor oration Ltd.TO 1 Mi 1
K—4753 5

Certificate No.

Date_

Grum31 IJBITBBP ttttifp that the following are the results of assays made by us upon the herein described

1.9118.7

17.7 5.39

14.0 3.68

4.18 3.

4.78 3.

5.7 3.

12.8 3.

3.79 3.

14.0 4.

11.0 3.

22.3 . 3.70

4.37 4.83 3.07

16.2 1.96 3.65

22.8 2.90 3.70

20.3 1.57 3.47

8.4 3. 3.

21.7 6. 3.

31.6 5. 4.

25.4 3. 4.

1.14 1. 2.

I

Registered Assayer, Province of British Columbia



.101

. 102

103

.104

.105

106

107

108

109

110

111

112

113

114

115

116

117

118

119

120

NOTE:

Rejects re

Pulps reta

unless otherwise arranged.

KAMLOOPS RESEARCH & ASSAY LABORATORY LTD.

2095 WEST TRANS CANADA HIGHWAY — KAMLOOPS B.C.

V13 1A7

PHONE.‘ (604) 372-2784 — TELEX: 048-8320

CERTIFICATE OF ASSAY

B.C. LICENSED ASSAYEFIS

GEOCHEMICAL ANALYSTS

METALLURGISTS

Member

Canadian Testing
Association

C rus Anvil Minin Corporation Ltd.TO
K—4753 6

Certificate No.

Date Manon 22, 1982

31 bktthp tkrtlfl’ that the following are the results of assays made by us upon the herein described Grum

1
some-

78 .86 .

30.6

36.2

29.5

23.2

39.0

30.9

36.6

36.4

39.1

samples

grams

-1-‘-1-‘-D-I-\-1-‘-l—\«I—\-1-‘
38.0 4.

35.4 4.

15.4 3.

13.2 3.

10.7 3.

11.2 3.

12.5 3.

15.2 3.

11.1 3.

4.78 3.

tained three weeks.

ined three months

red Assayer, Province of British Columbia



_121

. 122

123

.124

. 125

126

127

128

129

130

131

132

133

134

135

136

137

NOTE:

Rejects retained three weeks.

Pu/ps reta

unless othenrvise arranged.

KAMLOOPS RESEARCH & ASSAY LABORATORY LTD. 3-C-UCENSED ASSAVERS

GEOCHEMICAL ANALYSTS

2095 WEST TRANS CANADA HIGHWAY — KAMLOOPS ac. METALLURGISTS

Ema, V1S1A7

Carl‘I‘aN<‘Iian|1;estin9 PHONE: (604) 372-2 784 — TELEX: 043-3320

CERTIFICATE OF ASSAY

TO C rus Anvil Minin Cor oration Ltd.

Certificate No. K-47 53 7

Date %_:

E
/tonne-
.41 , .

grams

.82

.82

.48

.48

.62

.82

.55

.62

.75 -—\\l0\—\\ll\')O\-—\-|—\l\3 U1

.69

.89

.75

82

O

96

ined three months

7

Hegl ered Assayer, rovince of British Columbia



141

.142

143

444

r145

146

147

148

149

150

151

152

153

154 A

155

156

157

158

159

160

NOTE:

Rejects retained three weeks.

Pulps retained three months

unless othenivise arranged.

KAMLOOPS RESEARCH & ASSAY LABORATORY LTD. B-C-UCENSED ASSAYERS

GEOCHEMICAL ANALYSTS

2095 WEST TRANS CANADA HIGHWAY — KAMLOOPS 3.0. METALLURGISTS

em er
VTS 1A7

ca2=§:sa;»i:r::ina PHONE: (604) 372-2784 — TELEX: 048-6320

CERTIFICATE OF ASSAY

TO C s Anvil Minin Cor oration Ltd.

Certificate No.
"4753 8

Date March 22 , 1982

3,1 bkrthp [Brtif? that the following are the results of assays made by us upon the herein described G1-“Um samples

IE-:--
----I

15.7 2.41

17.7 3.16

16.9 3.51

12.6 4.56

15.9 3.86

§3.51 2.95

13.3 1.95

19.1 2.38

20.4 2.58

22.3 2.17

18.5 3.76

21.3 3.77

23.0 4.35

30.7 4.50

6.5 2.99

5.6 3.01

4.32 2.91

8.2 3.04

10.4 3.26

22.4 3.08



Member

Canadian Testing
Association

TO C rus Anvil Minin

35 IJBFBII19 (Brut? that the following are the results of assays made by us upon the herein described

1-“-
um

89

7

cent

Kral No.

J61

.162

163

464

.165

166

167

168

169

170

171

172

173

174

175

176

177‘

178

179

180

NOTE:

Rejects retained three weeks.

Pu/ps retained three months

unless otherwise arranged.

KAMLOOPS RESEARCH & ASSAY LABORATORY LTD.

6907A

6908

6909

6911A

6912

6913

6914

6915

6916

6917A

6918A

6951A

6952

6953

6954

6955

6956

6957

6958

6959A

2095 WEST TFIANS CANADA HIGHWAY — KAMLOOPS B.C.

V18 1A7

PHONE.‘ (604) 372-2784 — TELEX.' 048-8320

CERTIFICATE OF ASSAY

Cor oration Ltd.

1.03

1.17

.21

.55

.82

.82

.96

.96

.89

£4

\Nl\')

NN‘)l\)l\J\:~I —\\DU'|0”\\:~lO\U'|\l'|-—\\0 \I-I—‘©\0G-I—\0\\IOOO3
._\

[\)._\

NAN

\rI.l>-—>\:J&\IU'I-A .

.

.

.

VIC

\I

1.25 3.35

B.C. LICENSED ASSAYERS

GEOCHEMICAL ANALYSTS

METALLURGISTS

Certificate No. _____j_..___K'47539

Date£

Grum
samples

ovince of British Columbia



181 4.84

a 182 4.56

183 4.60

484 4.40

_185 3.21

186 4.43

187 4.50

188 4.46

189 4.44

190 4.32

191 4.08

192 3.34

193 4.04

NOTE:

Rejects retained three weeks.

Pulps reta

unless otherwise arranged.

KAMLOOPS RESEARCH & ASSAY LABORATORY LTD. B-c- LICENSED Assmens

GEOCHEMICAL ANALYSTS

2095 wesr TRANS CANADA HIGHWAY — KAMLOOPS 3. c. METALLURG|5T5

Mme, v1s 1A7

Carlladiarf ‘|;'esting
PHONE.’ (604) 372-2784 — TELEXI O48-8320

“°°'*‘ °

CERTIFICATE OF ASSAY

To C rus Anvil Minin Cor oration Ltd.

Certificate No
K4753 10

Date ME-.1I‘Ch 222

3 IJBFBIJP [BITITP that the following are the results of assays made by us upon the herein described Grum samples

IE----
—---_

ined three months



KAMLOOPS RESEARCH & ASSAY LABORATORY LTD. B-C- LICENSED ASSAYERS

GEOCHEMICAL ANALYSTS

2095 WEST TRANS CANADA HIGHWAY — KAMLOOPS ac. METALLURGISTS

9... .,
v1s 1A7

cargsfiifism PHONE: (604)372-2784 -— TELEX: 043-3320

CERTIFICATE OF ASSAY

TO C rus Anvil Minin Cor oration Ltd.

Certificate No. _K-475__3_

11

Date March 22, 1982

3,‘ berth? tkttify that the fo//owing are the resu/ts of assays made by us upon the herein described G1‘U"‘
samples

---n
.63201 6984A 2.88

,
202 6985 .84 2.97

203 6986 .89 2.91

204 6988 . . 4.28 2.89

.205 6989 . 1.93 3.08

206 6991A 3.81 2.99

207 6995 . 3.38 3.03

208 6996 . 1.67 3.02

209 6997 . . 1.07 2.88

210 6998A 1.12 2.91

211 6999A . . 1.18 2.94

212 7000A . . 1.05 2.91

213 7015A 11.27 3.75

214 7016 . 4.41 4.36

215 7017 . 2.14 2.97

216 7018 . . 4.05 4.53

217 7019 . . 4.18 2.59

218 7020A . 5.50 4.38

219 7029 4.16

220 7043A 4.45

NOTE:

Rejects retained three weeks.

Pulps retained three months

unless otherwise arranged.
Regls Assayer, Pro ce of British Columbia



223

2-24

225

226

227

228

229

230

231

232

233

234

235

236

237

238

239

240

NOTE:

Rejects retained three weeks.

Pu/ps retained three months

unless otherwise arranged.

KAMLOOPS RESEARCH & ASSAY LABORATORY LTD.

2095 WEST TRANS CANADA HIGHWAY — KAMLOOPS B.C.

B.C. LICENSED ASSAYEFIS

GEOCHEMICAL ANALYSTS

METALLURGISTS

Member V75 7A7

cagiggacrgfiasrfiing
PHONE: (604) 372-2784 —— TELEX: 048-8320

CERTIFICATE OF ASSAY

To C rus Anvil Minin Cor oration Ltd.

Certificate No.
K4753 I2

Date March 22,

E---_
-----

. 21

-I—\l\)-I5\:J\:Jl\J\:J-I—\
l\)-I—\l\J

I\) O’\l\)—\4Y\')-I—\O‘\-I-\—>\:J -I-\-I-\\r|AC)-I-\O‘\U'I—\CJ ®l\)\:JO3\J'| -I—\I\)l\JI\)f\)I\>-l—\\rll\JI\)



241

-242

243

244

245

246

247

248

249

250

251

252

253

254

255

256

257

258

259

260

NOTE:

Rejects retained three weeks.

Pulps retained three months

unless otherwise arranged.

KAMLOOPS RESEARCH & ASSAY LABORATORY LTD. B-C- LICENSED ASSAYERS

GEOCHEMICAL ANALYSTS

2095 WEST TRANS CANADA HIGHWAY — KAMLOOPS 3.0. METALLURGISTS

ems,
v 3 A7

caésagcniifijting PHONE: (604) 372-727;: — TELEX: 048-8320

CERTIFICATE OF ASSAY

' ' '

C t
'

Ltd .TO C rus Anvll M1n1n or ora 10n

Certificate No. K4753 13

Date J%2__

E
/tonnegrams

15.1 3.37

9.8 3.

12.7 3

10.3 3.

7.4 4

11.3 4.

13.8 4.

33.7 4

22.3 4.

22.7 4.

ayer, Provinc of British Columbia



261

-262

263

264

265

266

267

268

269

270

271

272

273

274

275

276

277

278

279

280

NOTE.‘

Rejects retained three weeks.

Pulps retained three months

unless otherwise arranged.

CTA

KAMLOOPS RESEARCH & ASSAY LABORATORY LTD.

2095 WEST TRANS CANADA HIGHWAY — KAMLOOPS B.C.

B.C. LICENSED ASSAYEFIS

GEOCHEMICAL ANALYSTS

METALLURGISTS

Mamba, v1S1A7

Car::c::I;:;:’s::ing
PHONE: (604) 372-2784 — TELEX: 048-8320

CERTIFICATE OF ASSAY

TO r s vil Minin Cor oration Ltd.

Certificate No.
K-4753 14

Date
March 22 , 1982

E
-

‘

. 62 .4 69

.65 4.72

2.82 4.70

.91 4.61

.94 4.71

2.511 4.62=
‘

1.98 4.89

.98 2.92

1.18 2.89

1.01 2.85

. 1.75 3.00

1.40 .79 2.82

4.38 1.99 3.46

14.2 2.52 3.40

18.8 1.18 3.77

28.5 1.83 4.01

15.6 1.37 3.36

13.7 1.85 3.50

8.3 1.82 3.31

10 9 2.19 3.55



KAMLOOPS RESEARCH & ASSAY LABORATORY LTD. B-C-UCENSEDASSAVERS

GEOCHEMICAL ANALYSTS

2095 wrssr TRANS CANADA HIGHWAY — KAMLOOPS B.C. METALLURG-|STS

Mam, vrs 1A7

CanA::i:(:1iaTt::’sr:ing
PHONE: (604) 372-2734 — TELEX: 043-3320

CERTIFICATE OF ASSAY

To Cyprus Anvil Mining Corporation Ltd .

Certificate No. ___:_____K-475315

Date March 22, 1982

3,‘ IJBIYIIP Wrtllfp that the following are the results of assays made by us upon the herein described _j9mj_ samples

E3 ---
-

281

282

283

284

285

286

287

288

289

290

[\:_sA_\ &©\NU'I\l©©—\\2~J\0 U'Il\)©\lbJ—‘-O’\U'|—\\0
-D

\»JbJ\rl\2J-l—\\;JK»lU~ll\)\»J &l\J-l—\\.rJbJU'I\lU'|\0l\) l\)®\»l-|—\\0O3\0©U'|-|—\—)£§
A291

292

293

294

295

296

297

298

299

G l\)\2J U3\0 I&
3.59

_.x

A

..\_~.

U’|0’\\2~|-|—\-l—‘\0\0U'|l\)l\J \lO\GbJ-|—\©\2J\l©-|—\ _\

NOTE:

Rejects retained three weeks.

Pulps retained three months

unless otherwise arranged.



301

302

303

304

-305

306

307

308

309

310

311

312

313

314

315

316

NOTE:

Rejects retained three weeks.

Pulps retained three months

unless otherwise arranged.

KAMLOOPS RESEARCH & ASSAY LABORATORY LTD. B-C- UCENSED ASSAYERS

GEOCHEMICAL ANALYSTS

2095 WEST TRANS CANADA HIGHWAY — KAMLOOPS 3.0. METALLURGISTS

em 9, v1s 1A7

cagagisgagigsnting PHONE: (604)372-2784 — TELEX: 048-8320

CERTIFICATE OF ASSAY

TO il Minin Cor oration Ltd .

Certificate No. K-47 53 16

Date March 22, 1982

-1-‘

0 0\\J'|U'| A

& \D 0 N

Y\) A

4-‘-l>l\)l\)I\)—\ ©©®©\:J\J -1-‘-|—\-1-‘-I-\-|‘—‘-l—\-I-\-D-l—\bJ CO

I

O0

0

U'10\\JU'14—\0\\l .|_\_\.J_\4\og4
f\)

euwm

—\l\)

c)4_\0\w\ooowu-Iqoxn \zJU'I—\0\\O\l0\l\)\;J\2~l —-N—s:\)Nr\>\.nr\>NN o\n\o—xoo4_\o:aoo4_\\n \l-|—\\z~J\rJ\J'|\l©\J'I\lU'|
Registered Assaye , Province of British Columbia



KAMLOOPS RESEARCH & ASSAY LABORATORY LTD. B-C-IJCENSED ASSAYERS

GEOCHEMICALANALYSTS

2095 WEST TRANS CANADA HIGHWAY — KAMLOOPS ac. METALLURG-|STS

Member V73 1A7

carziioaggfifng PHONE: (604) 372-2784 — TELEX: 048-8320

CERTIFICATE OF ASSAY

TO C rus Anvil Minin Cor oratlon Ltd.

Certificate NO. K4753 17

Date __

<:aomo4.\4>'\i?\a'»o3.\N \l—*-\0-|—\

-4

IQ 0\\rJAl\3©\O-l>U1\0CO336

NOTE: I

Rejects retained three weeks.

Pulps retained three months 5

unless otherwise arranged.
_ ’ _

Registered Assayer, Province of British Columbia



KAMLOOPS RESEARCH & ASSAY LABORATORY LTD. 3-C- UCENSED ASSAYERS

GEOCHEMICAL ANALYSTS

2095 WEST TRANS CANADA HIGHWAY — KAMLOOPS ac. METALLURGISTS

em or
V73 A

Ca2a:§i;r:vi:Tt:7s|_tIin9 PHONE: (604) 372-27134 7- TELEX: 048-8320

CERTIFICATE OF ASSAY

C A '1 M"
'

C t' Ltd.To I‘US nv1 1n1n OI‘ Ora 10H

Certificate No.

Date March 22, 1982

35 I]BIYhp [Brtlh7 that the following are the results of assays made by us upon the herein described Grum samples

----
341 7305A .89 3.64

342 7307 .48 6.4

343 7308 .55 5.9

344 7309 1.44 15.5

345 7310A 1.85 20.5

346 7314 .82 3.93

347 7315 .96 5.99

348 7316 1.10 6.4

349 7317 1.10 3.2

350 7318A . .89 2.6

351 7319A
1 1,10

352 7320A .82

353 7321 .59

354 7322 .96

355 7323 .55

356 7324 ,52

357 7325 .41

358 7326 _32

359 7327 _75

360 7328A .95

NOTE: Q

Rejects retained three weeks.

Pu/ps retained three months g

unless otherwise arranged.  *?__j_

Registered Assayer, Province of British Columbia



361

362

363

364

365

366

367

368

369

370

371

372

373

374

375

376

377

378

379

380

NOTE:

Rejects retained three weeks.

Pulps retained three months

unless otherwise arranged.

KAMLOOPS RESEARCH & ASSAY LABORATORY LTD. 3-C-UCENSED ASSAYERS

GEOCHEMICAL ANALYSTS

2095 wasr TRANS CANADA HIGHWAY — KAMLOOPS B.C. METALLURG-|STS

am e,
v1s 1A7

ca:§:a$-Egsgang PHONE: (604) 372-2784 — TELEX: 043.3320

CERTIFICATE OF ASSAY

TO C rus Anvil Minin Cor oration Ltd.

Certificate No.
“"4753 19

Date L__

_E

2 08

2:09

Au

grams/tonne

89 \O

.21

.96

1.17

4.10

.82

.75

1.17

.75

.69

4; Ohm

CJ4>D0\r&J>\l\l—\—\\.:4
—‘-l\J

l\J\u|CD\O-1-‘-‘*-‘ ....
.

.

_A§£
.41 9.7

.55 5.8

.82 6.1

1.10 10.6

.89 14.5

.69 8.5

6.6

.89 4.5

82 3.2

10.3



381 17.8 3.80

332 11.0 1.19 3.31

333 15.3 3.65

334 21.3 3.79

335 16.7 3.79

335 14.7 3.68

337 12.2 3.54

333 4.10 3.05

339 19.5 4.64

393 26.0 4.63

391 3.23 2.90

392 3.15 2.97

393 1.36 3.13

NOTE:

Rejects retained three weeks.

Pu/ps retained three months

unless otherwise arranged.

KAMLOOPS RESEARCH & ASSAY LABORATORY LTD. 3-C-UCENSED ASSAYERS

GEOCHEMICAL ANALYSTS

2095 wrssr TRANS CANADA HIGHWAY — KAMLOOPS B.C. METALLURC‘-|$TS

em, wsm7

car;§:£;E:<§ing PHONE: (604) 3722784 — TELEX: 048-8320

CERTIFICATE OF ASSAY

TO C rus Anvil Minin Cor oration Ltd.
_

Certificate No.
K 4753 20

Dme March 22,1982

.1‘ I)BI‘Bh19 [Bttifp that the following are the results of assays made by us upon the herein described GTW" samples

1
s/tonne

1.20

gram

Regis ed Assayer, Pr ince of Bri sh Columbia



KAMLOOPS RESEARCH & ASSAY LABORATORY LTD. 3-C- UCENSED ASSAVEHS

GEOCHEMICAL ANALYSTS

2095 WEST TRANS CANADA HIGHWAY — KAMLOOPS ac. METALLURGISTS

em, wsm7

CarAzxliarrT‘eefiing PHONE: (604) 372-2784 — TELEX: 048-8320

CERTIFICATE OF ASSAY

. . .
.

td.ND 1 1 Cor oratlon L

Cen”mak;No. K_4753 21

Date M8I‘Ch 222

flbflwywfifltmmmmmmmmmwmmmmmmmwwmmmmmmmw,£flL__Jmms

“EAu Py . .

grams/tonneI
491

’

.96 14.0 .

-402 1.78 13.6

403 1.17 16.3

404 . 18.2

$05 8.1

405 2.6

407 6.3

408 7-5

409 6.5

410 5.9

411 11.5

412 5 95

Is

NOTE:

Rejects retained three weeks.

Pulps retained three months

unless otherwise arranged.
_ _ _

egis d Assayer, Pro ince of British Columbia



GEOCHEMICAL ANALYSTS

2095 wssr TRANS CANADA HIGHWAY — KAMLOOPS 3.0. METALLURGISTS

em ,
v1s1A7

ca2§:£:::%s;ing PHONE: (604) 372-2784 -— TELEX: 048-8320

CERTIFICATE OF ASSAY

To Cyprus Anvil Mining Corporation Ltd.

CenmcmeNo.__fit£Z2Z______EZ

Date March 22, 1982

.11 I]BU3hp tkttifp that the following are the results of assays made by us upon the herein described GP‘-"" samples

421

422

423

424

425

426

427

428

429

430

431

432

433

434

435

436

437

438

439

440

NOTE:

Rejects retained three weeks.

Pulps retained three months

unless otherwise arranged.

KAMLOOPS RESEARCH & ASSAY LABORATORY LTD.

7436A

7437

7438

7439

7440A

7443

7444

7445

7446

7447A

7448A

7449

7450A

7451

7452

7456

7457

7458

7459

7460A

1.10

1.17

.55

.62

.69

1.65

.96

1.10

1.03

1.23

.62

1.10

1.23

1.37

1.03

1.23

1.10

.89

1.10

1.58

32 5

29 8

9 9

4 7

31.6

9.9

7.1

6 6

5 9

7.3

J-\l\)

l\3\0O\\J-
-

.

...coU-.
I\'>U1I\)J—\O\0\\ll\)®\:Jl\)bJl\3

A

U'|\:J—\O\ .

coo

BC.UCENSEDASSAYERS



441

442

443

444

445

446

447

448

449

450

451

452

453

454

455

456

457

458

459

460

NOTE:

Rejects retained three weeks.

Pulps retained three months

unless otherwise arranged.

KAMLOOPS RESEARCH & ASSAY LABORATORY LTD. B-C-UCENSED ASSAYERS

GEOCHEMICAL ANALYSTS

2095 WEST THANS CANADA HIGHWAY — KAMLOOPS B. c. METALLURGISTS

em 9, V1S1A7

ca:lué:'=1;i‘§acr~i:::in9 PHONE: (604) 372-2784 — TELEX: 048-8320

CERTIFICATE OF ASSAY

TO 0 rus Anvil Minin Cor oration Ltd.

Certificate No.
K '47 53 23

Date March 22 , 1982

3‘ betthp tettifp that the following are the results of assays made by us upon the herein described Grum samples

In

19.7 3.37

29.1 4.63

30.1 4.53

16.5 4.01

18.8 4.02

14.1 4.13

3.82 2.97

7.9 3.67

30.3 4.39

20.9 4.01

l\)

\.v~l\00\0\CJ\0\J'1U'I\0\l —\bJ-—\03-\\l—\0\U'IU'IA



KAMLOOPS RESEARCH & ASSAY LABORATORY LTD. B-C-UCENSED ASSAYERS

GEOCHEMICAL ANALYSTS

2095 WEST TRANS CANADA HIGHWAY — KAMLOOPS ac. METALLURGISTS

Member V73 7A7

car;‘:<::acr»iaT$t1ing
PHONE: (604) 372-2784 — TELEX.' 048-8320

CERHHCATEOFASSAY

TO 0 rue Anvil Minin Cor oration Ltd.

Certificate No. _L“‘_7.53 _

24

Date March 22
, 1982

11 IJBIYEIP ffirtlfp that the following are the results of assays made by us upon the herein described Grum samp/es

31-“-
pm... ----_

75 .461 . 2 82 2.65 3.06

462 .89 2.18 2.16 3.04

463 .62 2.58 3.81 3.01

464 .89 6.8 .79 3.04

465 1.03 11.0 .98 3.27

466 .69 7.1 .75 3.04

467 1.10 20.9 1.33 3.33

468 .89 5.13 1.05 3.03

469 2.13 10.8 1.58 3.28

470 1.71 15.5 1.69 3.03

471 1.71 10.3 2.41 3.41

472 2.54 12.5‘ 2.50 3.92

473 .27 3.33 3.57 2.98

474 2.74 9.50 2.17 3.94

475 .48 1.62 7.83 2.99

476 .69 7.7 4.72 3.25

477 .69 3.02 1.12 2.98

478 .69 6.2 2.67 3.07

479 1.03 6.7 1.90 3.11

480 1.37 6.7 1.22 3.12

NOTE:

Rejects retained three weeks.

Pu/ps retained three months

unless otherwise arranged.
Hegrs ed Assayer, Pr ince of Bmish Columbia



KAMLOOPS RESEARCH & ASSAY LABORATORY LTD. 3-C-LICENSED ASSAYEHS

GEOCHEMICAL ANALYSTS

2095 WEST TRANS CANADA HIGHWAY — KAMLOOPS B.C. METALLURGISTS

Mme, V1S1A7

Carziagggsging
PHONE: (604) 372-2784 — TELEX: 048-8320

CERTIFICATE OF ASSAY

TO C rus Anvil Minin Cor oration Ltd.

Certificate No. ___:__K"*753 25.

Date March 22, 1982

3‘ DBIBH19 E91111? that the following are the results of assays made by us upon the herein described Grum samples

Em-
-----

481

482

483

484

485

486

487

488

489

490

_~. \l-A\0

O‘\I\3®U'I—\\l'|\0-|>©©
-D\l

491

492

493

494

495

496

497

498

499

500 \N\:J\2J\:JJ—\-l—\-|>-l—\-J—\\:J \lI\)—\\l\l0‘\\l03\l-—\ UD\»Jl\)-—\G3\00’\©U'|J—\
NOTE:

Rejects retained three weeks.

Pulps retained three months

unless otherwise arranged.



581

502

503

504

505

506

507

508

509

510

511

512

513

514

515

516

517

518

519

520

NOTE:

Rejects retained three weeks.

Pulps retained three months

unless otherwise arranged.

KAMLOOPS RESEARCH & ASSAY LABORATORY LTD. 3-C-'-'CEN3ED ASSAVERS

GEOCHEMICAL ANALYSTS

2095 wssr TRANS CANADA HIGHWAY — KAMLOOPS ac. MEVTAU-URG|STS
em 6,

WS 1A7

CarAeE:?nbT!esr:ing PHONE: (604) 372-2784 — TELEX: 048-8320

CERTIFICATE OF ASSAY

To C rus Anvil Minin Corporation Ltd.
_

Certificate No.
K 4753 26

Date March 22, 1982

35 hBrl’hP Wttifp that the following are the results of assays made by us upon the herein described Grum samp/es

E---—
rams/tonne-----

.27 3.12

3.07

3.55

4.61

4.58

4.30

3.56

2.97

3.00

2.90._x_sA.l.\4_\r\>N\l-D-1-‘ -I-\l\)I\)0Jl\)f\)\;J—>(D(D \l-l—\—\O‘\©-I-\\rJ—\\l\rJ
2.92

2.96

3.00

2.90

2.89

2.88

2.88

2.95

3.06

3.14

\l

-I-‘KN

A -I-\\l\;J-\l\)U'10\U'|O‘\-I-\ ®\J'IU'If\3-—‘-I-\©O\\rJ-I-\
Assayer, Province of British Columbia



531

532

533

534

535

536

537

538

539

540

NOTE:

Rejects retained three weeks.

Pulps retained three months

unless otherwise arranged.

KAMLOOPS RESEARCH & ASSAY LABORATORY LTD. B-C-UCENSED ASSAYERS

GEOCHEMICAL ANALYSTS

2095 WEST TRANS CANADA HIGHWAY — KAMLOOPS 3.0. METALLURGISTS

em 9,
vws 1A7

'

cmgggirfng PHONE: (604) 372-2704 — TELEX: 048-8320

CERTIFICATE OF ASSAY

TO C rus Anvil Minin Cor oration Ltd.

Certificate No.
K4753 27

Date 2*njj

Grum1‘ IJBIYBP ttrtifp that the following are the results of assays made by us upon the herein described samples

-L‘-I-\-D-1-‘-l—\J—‘J-\-I-\-l—‘\:J 0\\l0\OJ\l0'\\O-I-‘J-‘U’! -A(D-D0\\:J\O-I-\l\)l\J\O
2.7 4.40

4.38 3.77

8.9 3.95

5.3 4.56

3.1 4.67

0.3 4.37

4.5 4.38

4.9 4.39

0.8 4.98

2.2 3.72

Regrs e Assayer, Province of British Columbia



KAMLOOPS RESEARCH & ASSAY LABORATORY LTD. 3-C-UCENSED ASSAYERS

GEOCHEMICAL ANALYSTS

2095 WEST TRANS CANADA HIGHWAY — KAMLOOPS 3.0. METALLURGISTS

Member V78 7A7

Car}1‘:«:iOa‘r:1iaT&)sr:ing
PHONE: (604) 372-2734 — TELEX: 043-3320

CERTIFICATE OF ASSAY

TO C rus Anvil Minin Cor oration Ltd .

Certificate NO.
K4753 28

Date fi¥i_

'\)_\_AA» 0

545

546

547

548

549

550 _\_\_\4»[\3 l\)\l\J'I-l>l\3\Jl\)\J'Il\3\l .

.

.

.

.

.

\:JGf\)U'I-\U'|U'|l\)0\l\3
_A551

552

553

554

555

556

557

558

559

560 _3

_\

0\®\2J-I-\U'|U'IU'|\00\\:J l\)\l\:J\lU'I\0-\\0KD\0
NOTE:

Rejects retained three weeks.

Pulps retained three months

unless otherwise arranged.
ayer, Provinc of British Columbia



561

-562

563

564

565

566

567

568

569

570

571

572

573

574

575

576

577

578

579

580

NOTE.'

Rejects retained three weeks.

Pu/ps retained three months

unless otherwise arranged.

KAMLOOPS RESEARCH & ASSAY LABORATORY LTD. B-C-UCENSED ASSAVERS

GEOCHEMICAL ANALYSTS

2095 WEST TRANS CANADA HIGHWAY — KAMLOOPS ac. METALLURGISTS

em 9,
v1s 1A7

caggggagzgiing PHONE: (604) 372-2784 — TELEX: 048-8320

CERTIFICATE OF ASSAY

To [3 rue Anvil Minin Corporation Ltd.

Certificate No. K-4753 29

Date March 22 . 1982

3 berth? ttttifp that the fo//owing are the resu/ts of assays made by us upon the herein described GI‘Um samples

1
-

1.85 14.7 2.47 4 14

8.8 3.16 3.43

27.0 3.33 4.04

12.1 3.26 3.

11.2 3.37 3.

17.4 1.31 4.

4.2 4.37 3.

17.2 3.00 3.

17.2 1.25 3.

15.3 1.21 3.

9.9 3.

10.3 3.

8.2 3.

2.3 2.

19.1 3.

5.4 3.

7.3 3.

5.6 3.

4.3 2.

14.8 3.

Assayer, Province of British Columbia



581

-582

583

584

585

586

587

588

589

590

KAMLOOPS RESEARCH & ASSAY LABORATORY LTD. B.C. LICENSED ASSAYERS

GEOCHEMICAL ANALYSTS

2095 WEST TRANS CANADA HIGHWAY — KAMLOOPS B.C. METALLURGISTS

Member V75 7A7

ca-;:::L=i;:)s;ing
PHONE: (604) 372-2784 — TELEX: 048-8320

CERTIFICATE OF ASSAY

TO C rus Anvil Minin Cor oration Ltd.
K—4753 30

Certificate No.

Date March 222 1982

-
J

_)

_:_\

\lU'If\>I\)I\)l\>&-Pm-|—\ 0\\:J!\)\0&-|—\©m®\0 .

G

N

l\)

l\3-l—\\:J-l—\U'|l\)\:JO\\l-I5 -|—\l\)0\-l>éU‘I\lO\\:J© -I54-l>\0O\G\0U\
NOTE:

Rejects retained three weeks. g

Pulps retained three months

unless otherwise arranged.
~

Reg’ sayer, Province of British Columbia



KAMLOOPS RESEARCH & ASSAY LABORATORY LTD. B-C-UCENSEDASSAYERS

GEOCHEMICAL ANALYSTS

2095 WEST TRANS CANADA HIGHWAY — KAMLOOPS 3.0. METALLURGISTS

Member V73 7A7

carzeiiggsging
PHONE: (604) 372-2734 — TELEX: 043-3320

CERTIFICATE OF ASSAY

TO C rus Anvil Minin Cor oration Ltd .

Certificate No. ___K-47.53 31

Date
March 22, 1982

-
JIM

8

NOTE:

Rejects retained three weeks.

Pulps retained three months

unless otherwise arranged.



KAMLOOPS RESEARCH & ASSAY LABORATORY LTD. B-c-ucE~sEo Assmens

GEOCHEMICAL ANALYSTS

2095 WEST TRANS CANADA HIGHWAY — KAMLOOPS B.C. METALLUHGISTS

ems,
V1S7A7

Canahgiaqzesting PHONE: (604) 372-2784 — TELEX: 048-8320
“”°°'“'°”

CERTIFICATE or ASSAY

. . .
.

d_TO 11 M1 1 Cor oratlon Lt

Certificate No. K4053 32

Date __MeL=n_2_2_,££_

31 IJBITBIIP tkrtifp that the following are the results of assays made by us upon the herein described Grum samples

grams/tonne
52'] 7677A . 82

622 7678 1.10

523 7679 2.54

624 7688A 1 . 78

625 7681 .48

526 7682 1.10

627 7683 . 34

628 7685 1.17

529 7686 1.10

630 7687A . 82

631 7688A . 48

632 7689 . 62

633 7690A . 55

534 7691 1.37

635 7692 . 62

636 7693 1 . 71

637 7694 2 . 74

638 7695 1.44

63 9 7696 1 . 99

640 7697A 1 . 30

NOTE:

Rejects retained three weeks.

Pulps retained three months

unless otherwise arranged.
Registered Assayer, Province of British Columbia



KAMLOOPS RESEARCH & ASSAY LABORATORY LTD. B-C-LICENSED ASSAYERS

GEOCHEMICAL ANALYSTS

2095 wrssr TRANS CANADA HIGHWAY — KAMLOOPS B.C. METALLURG|$TS

Member
V75 1A7

Ca2::ianTestin9
PHONE: (604) 372-2784 — TELEX: 048-8320

ciation°

CERTIFICATE OF ASSAY

A ‘l M"
'

C t’ Ltd.To C rus nv1 1n1n or ora 1on

Certificate No. K4753 33

Date  flEL_:_

35 IJBFBBP [BrtifP that the following are the results of assays made by us upon the herein described Grum samples

641 3.28

.642 2.98

643 4.91
644 4.91

645 4.83

646 4.78

647 4.67

648 4.07

649 4.25

650 4.23

651 4.50

652 3.28

653 3.28

NOTE: 3

Rejects retained three weeks.

Pulps retained three months 0

unbssomenwseanangedt A

' /

Registered Assayer, Province of British Columbia



661

662

663

664

665

666

667

668

669

670

671

672

673

674

675

676

677

678

679

680

NOTE:

Rejects retained three weeks.

Pu/ps retained three months

unmssomenwseananged

KAMLOOPS RESEARCH & ASSAY LABORATORY LTD.

2095 WEST TRANS CANADA HIGHWAY — KAMLOOPS B.C.

V1S 1A7

PHONE.‘ (604) 372-2784 — TELEX: 048-8320

CERTIFICATE OF ASSAY

B.C. LICENSED ASSAYERS

GEOCHEMICAL ANALYSTS

METALLURGISTS

Member

Canadian Tes1ing
Association

To C rus Anvil Mining Corporation Ltd.
K—4753 34

CenmcmeNo.

Date March 22 1982

I
rams/tonne-

551,23 7.4 . 3.05

,75 4.48 1.53 2.96

.96 5.92 1.25 3.07

.43 4.35 4.08 2.99

1,10 14.1 .89 3.18

_41 2.30 5.55 2.94

_89 10.4 1.81 3.33

1,17 11.0 3.88 3.62

1,03 9.96 1.76 3.28

.75 7.29 2.49 3.13

1,92 17.1 1.64 3.52

.75 6.19 1.70 3.02

.82 4.73 1.23 2.95

_39 3.09 .97 2.91

1,03 3.03 .76 2.89

1.03 11.9 1.30 3.30

1.03 15.0 1.58 3.41

.32 4.3 1.27 2.93

.39 3.06 .90 2.94

_32 2.90 1.05 2.92

Registered Assayer, Province of British Columbia



KAMLOOPS RESEARCH & ASSAY LABORATORY LTD. '3-C- UCENSED ASSAYERS

GEOCHEMICAL ANALYSTS

2095 wrssr TRANS CANADA HIGHWAY — KAMLOOPS ac. METALLURGISTS

em er VTS 1A7

Cagsgigifiiim PHONE: (604) 372-2734 — TELEX: 048-8320

CERTIFICATE OF ASSAY

To 0 rue Anvil Minin Corporation Ltd.

Date March 22, 1982

11 []BU.’.hP EBITIT? that the following are the results of assays made by us upon the herein described GFUT"
samples

-----
62 . 86 .681 7744A . .

682 7745 .82 . 1.26 .

683 7746 1.23 . 1.90 .

684 7748 1.17 . 2.13 .

685 7749 1.37 1.88 .

686 7750A .89 . 2.37 .

687 7751 1.03 . 2.80 .

688 7753 1.78 . 2.80 .

689 7754 .21 3.28

690 7755A 1.65 1 . 1.62 .

691 7756A 2.54 20.7 1.65 .

692 7757 1.78 15.1 1.75 .

693 7759 1.51 11.6 2.17 .

694 7760A 1.85 12.5 2.18 3.44

695 7761 .89 9.93 1.32 3.19

696 7762 .75 12.6 1.56 3.24

697 7767 .62 21.7 6.20 3.18

698 7768 .41 8.33 6.27 3.26

699 7769 .41 10.3 11.70 3.69

700
'

7770A .55 3.19 5.11 3.04

O\OO

O\O\J—‘.\:~|-|—\O3\J@ 4—\U'I
_\_a._\_~. l\Jl\7\lmO'\l\J-¢©\I~ll\7 . [Q3

.4

kalkalkzul

\:~|I\1\:~|L:~|b~|L:~|\:~l\:~|\r~|l\7
U1-£—‘O\

\I~|\.0—-\\I~|-DU'1\J'|-DANG
O\CU'1

—\O'\G3G3\fll\7\O—‘-4O\

NOTE:
‘

Rejects retained three weeks.
.

Pulps retained three months

unless otherwise arranged.
'

Registered Assayer, Province of British Columbia

Certificate No. _K-4.753 35



701

“702

703

704

"705

706

707

708

709

710

711

712

713

714

715

716

717

718

719

NOTE.‘

Rejects retained three weeks.

Pulps retained three months

unless otherwise arranged.

KAMLOOPS RESEARCH ’& ASSAY LABORATORY LTD. B.C. LICENSED ASSAYERS

GEOCHEMICAL ANALYSTS

2095 WEST TRANS CANADA HIGHWAY — KAMLOOPS B.C. METALLURGISTS

em 9, V18 7A7

caagaaaqigstsng PHONE: (604) 372-2784 — TELEX: 043-3320
“°°'

CERTIFICATE OF ASSAY

To C rus Anvil Minin Cor oration Ltd .

Certificate No. K4753 36

Date  4%2T_

Tl
-

34

1.44

1.71

1.37

1.10

1.92

1.03

.89

1.44

.41

.48

.62

1.10

.41

.55

.62

1.44

.75

1.58

1.23

Registered Assayer, Province of British Columbia



721

-722

723

724

-725

726

727

723

729

730

731

732

733

734

735

736

737

738

NOTE.‘

Rejects retained three weeks.

Pulps retained three months

unless othenrvise arranged.

KAMLOOPS RESEARCH & ASSAY. LABORATORY LTD. 3-‘3- LICENSED ASSAYERS

GEOCHEMICAL ANALYSTS

2095 WEST TRANS CANADA HIGHWAY — KAMLOOPS 3.0. METALLURG|STS

Member V73 7A7

cazrgégiczsging
PHONE: (604) 372-2734 — TELEX: 043-3320

CERTIFICATE OF ASSAY

To C prus Anvil Mining Corporation Ltd .

Certificate No.
K4753 37

Date March 22
, 1982

.1‘ IJBIYEIP EBITIIT1? that the following are the results of assays made by us upon the herein described G1‘U”'
samples

E
s/tonnegram

©O\-5-‘

\:J-5-‘-D-l—\-J—\\rJ-1-‘-1-‘-1-‘-5-‘ l\1©\:J\:JJ—\U'I0\\l\J10\ C>&\OD©C&

|\1_\|\)A_\\,4.A_\
.A

UJO\l\70\-I>-I—\C)J—\‘O\CJ \l\0O\\:JG3—Al\1—\J—\©
Assayer, Pr ince of British Columbia



741

-742

743

744

745

746

747

748

749

750

751

752

753

754

755

756

757

758

759

760

NOTE:

Rejects retained three weeks.

Pu/ps retained three months

unless otherwise arranged.

KAMLOOPS RESEARCH & ASSAY LABORATORY LTD. '3-C-UCENSED ASSAYERS

GEOCHEMICAL ANALYSTS

2095 WEST TRANS CANADA HIGHWAY — KAMLOOPS ac. METALLURGISTS

em 6,
v1s 1A7

ca:/éicfgligsging PHONE: (604) 372-2784 — TELEX: 048-8320

CERTIFICATE OF ASSAY

'1 M‘
'

C t' Ltd.To C rus Anvl 1n1n or ora lon

Certificate NO.
K4753 38

Date ME1I‘Ch 222

31 DRIED? ttttifp that the following are the results of assays made by us upon the herein described Grum

IE

_59 23.6

.55 3.61

_55 3.40

1.17 8-6

5,17 3.67

.89 3.59

.52 2.07

3.02 1-17

1.37 30.7

.69 20.1

1.17

1.17

1.51

1.71

.82

.62

1.30

2.26

2.06

1.92

£;; u

c

[Q44

44 3-|—\U'10\\ll\)\OU'1U'1\0 $U'l\|O\CO\N\N\OU'|-I—\



KAMLOOPS RESEARCH & ASSAY LABORATORY LTD. B-C- LICENSED ASSAYERS

GEOCHEMICAL ANALYSTS

2095 wssr TRANS CANADA HIGHWAY — KAMLOOPS ac. METALLURGISTS

em er
V13 1A7

cargggfiiiing PHONE: (604) 372-2734 — TELEX: 048-8320

CERTIFICATE OF ASSAY

TO 0 rue Anvil Minin Cor oration Ltd.

Certificate No. __K_-___4753 39

Date March 22, 1982

3,1 IJBIYEI? [BITITP that the following are the results of assays made by us upon the herein described GI‘Um
samp/es

rams/tonne-----
761 8005A 2. 14.2

762 8006 1 9.2

763 8007 1. 7.7

764 8008 1. 7.4

765 8009 1 8.2

766 8011A 1. 8.8

767 8012 1. 8.8

768 8013 1- 8.6

769 8014 2. 12.6

770 8015A 2. 11.0

771 8016A 1- 10.3

772 8017 1. 13.7

773 8018 1. 9.8

774 8019 1- 13.7

775 8021A - 1.90

776 8022 2.51

777 8023 4.98

778 8024 4.35

779
A

8025 7.6

780 8026A 13.9

NOTE.-

Rejects retained three weeks.

Pulps retained three months

unless otherwise arranged.



781

'782

783

784

‘785

786

787

788

789

790

791

792

793

794

795

796

797

798

NOTE:

Rejects retained three weeks.

Pulps retained three months
/

‘

unless otherwise arranged.

KAMLOOPS RESEARCH & ASSAY LABORATORY LTD. B-C-LICENSED ASSAYERS

GEOCHEMICAL ANALYSTS

2095 wgsr TRANS CANADA HIGHWAY —— KAMLOOPS ac. METALLURGISTS

em 5,
V1S1A7

car;-gioagzsfling PHONE: (604) 372-2784 -— TELEX: 048-8320

CERTIFICATE OF ASSAY

To C rus Anvil Minin Cor oration Ltd.

Certificate No.
K7475} 40

Date
March 22, 1982

3 IJBIYB? ttttify that the following are the results of assays made by us upon the herein described Grum
samples

1-"-
/tonne-----grams

26.8 1.42 4.61

28.0 1.03 4.37

9.9 .98 3.15

9.2 5.13 2.18

0.4 3.00 3.29

6.5 1.46 4.29

0.5 1.62 3.88

7.9 1.11 4.56

9.3 1.03 4.86

7.9 .79 4.64

.82 4.56

.53 4.67

1.02 4.57

1.39 4.42

1.21 4.78

2.02 4.14

4.23 3.12

9.48 4.24

.69 4.67

3.41 4.10

Registered Assayer, Province of British Columbia



NOTE:

Rejects retained three weeks.

Pu/ps retained three months

unless otherwise arranged.

KAMLOOPS RESEARCH & ASSAY LABORATORY LTD. 3-C-UCENSED ASSAYERS

GEOCHEMICAL ANALYSTS

2095 WEST TRANS CANADA HIGHWAY — KAMLOOPS ac. METALLUFIGISTS

em er V13 7A7

CarAaT!iarFl;_es1ing PHONE: (604) 372-2734 — TELEX: O48-8320
“°”

CERTIFICATE OF ASSAY

To C rus Anvil Mining Corporation Ltd.

Certificate No.
K4753 41

Date March 22, 1982

In



Krai No.

821

822

823

824

825

826

827

828

829

830

831

832

833

834

835

836

837

838

839

840

NOTE:

Rejects retained three weeks.

Pulps retained three months

unless otherwise arranged.

KAMLOOPS RESEARCH & ASSAY LABORATORY LTD. 3-C- UCENSED ASSAYERS

GEOCHEMICAL ANALYSTS

2095 wssr TRANS CANADA HIGHWAY — KAMLOOPS 3.0. METALLURGISTS

em 9,
v1s 1A7

CarAaa:A<:i;?:;;:sr:in9 PHONE: (604) 372-2784 —— TELEX: 048-8320

CERTIFICATE OF ASSAY

To C rus Anvil Minin Cor oration Ltd .

Certificate No. K4753 42

Date  1_9W___

31 ljfirfihp [Brtif? that the following are the results of assays made by us upon the herein described GFUT"
samples

&_:--
-----

I

Regist yer, Provinc;-7 British Columbia

4_\|\)
..

-.

_\_:|\)A_\ ®\lU'|\l\:«|O\\0U'I\i1A —‘&-I-\\:JU'|\0\lG3-l—‘O\
29

11

7

2

U

4

3.

5.

4.

6.

—-A

NNN l\)\00\G.U'IA\:J\:J\0O



.841 ,
_

8.4 3.93

‘ 842 .89 15.3 4.33

843 .34 22.4 4.60

"844 .55 21.6 4.69

- 845 .96 31.8 4.61

846 1.44 35.4 4.67

847 1.17 21.1 4.06

848 .41 8.9 3.33

849 1.37 14.9 3.74

850 .34 14.7 3.55

851 .69 15.0 4.10

852 .75 13.5 3.25

853 15.4 3.26

854 1 71 18.7

855 20.6

856 62 21.7

857 17.0

858 82 5.7

6.8

9.3

NOTE:

Rejects retained three weeks.

Pulps retained three months

unless othenlvise arranged.

KAMLOOPS RESEARCH & ASSAY LABORATORY LTD. B-C-LICENSED ASSAYERS

GEOCHEMICAL ANALYSTS

2095 WEST TRANS CANADA HIGHWAY — KAMLOOPS ac. METALLURGISTS

Member V73 7A7

cagigfgmim
PHONE: (604) 372-2734 — rsusx: 04343320

CERHHCATEOFASSAY

TO C rus Anvil Minin Cor oration Ltd.

Certificate No. _:_6K-4753 43

Date March 22, 1982

3 I]BI‘1’.hp tkttify that the following are the results of assays made by us upon the herein described G1‘Um

E
percent 2

2 06

samples



KAMLOOPS RESEARCH & ASSAY LABORATORY LTD. B-c- LICENSED AssAvEns

GEOCHEMICAL ANALYSTS

2095 wssr TRANS CANADA HIGHWAY —— KAMLOOPS ac. METALLURG-|$TS

eme,
V1S1A7

Car/1\aT1iar1tiestir1g PHONE: (604) 372-2784 — TELEX: 048-8320

- CERTIFICATE OF ASSAY

' ‘ ' '

Ltd.To C rus Anv1l M1n1n Cor oratlon

Certificate NO. K_4753 44

Date M8I‘Ch 222

-1
-grams

Au

/tonne

55-861 .
9 1

862 1.17 16.1

863 1.51 21.8

'864 3.57 5.2
-

865 3.02 19.9

866 2.47 28.4

357 2.19 25.5

868 1.65 38.0

869 2.33 35-6

870 2.40 27.4

871 1.78 4-1

872 .89 3-6

873 1.23 3-8.
874 1.99 3-6

875 .55 2-9

876 .89 2.8

877 .55 2.9

878 1.51 4-2

879 .27 2-9

880 .75 4.6

NOTE:

Rejects retained three weeks.

Pulps retained three months

unless otherwise arranged.
Registered

‘

, Province of British Columbia



KAMLOOPS RESEARCH & ASSAY LABORATORY LTD. B-C-UCENSED ASSAYERS

GEOCHEMICAL ANALYSTS

2095 WEST TRANS CANADA HIGHWAY — KAMLOOPS ac. METALLURGISTS

mm wsm7

ca2x1i;s_:_s::ing PHONE: (604) 372-2734 — TELEX: 048-8320

CERTIFICATE OF ASSAY

' ' ' '

Ltd.To C rus Anvll M1n1ng Corporatlon
Certificate No.

K4753 45

Date March 16, 1982

.381 25.9 4.50
-

832 8.45 3.92

383 5.94 3.01

"334 2.1 4.23
- 885 3.3 4.14

886 4.5 3.60

837 4.9 4.67

888 2.4 4.30

389 2.48 2.98

390 5.7 3.90

4-‘-I-\\:~ll\)-I-\-1-‘-l—\-l>l\)-l—\ -l—\-l—\f\)\DO\0\0\U1\0\rJ ©\OU1\lJ—\\0O\\lbJ\l
NOTE:

Rejects retained three weeks.

Pulps retained three months

unless otherwise arranged. .

Assayer, Province of British Columbia



KAMLOOPS RESEARCH & ASSAY LABORATORY LTD. B-C- LICENSED ASSAYERS

GEOCHEMICAL ANALYSTS

2095 WEST TRANS CANADA RIGHWAY
— KAMLOOPS ac. METALLURGISTS

em er

Ca:§i:cr1:Tfi¢:s‘:in9 PHONE: (304) 372-2 734 — TELEX: 043-3320

CERTIFICATE OF ASSAY

TO
'

i i Cor oration Ltd .

Certificate No. __|<;4_i7_5§____4t_6_

Date March 222 1982

Z‘ I]BrBhP tkrtify that the following are the results of assays made by us upon the herein described G1‘Um samples

---I
.901 9.26 4.29

902 7.23 4.26

903 7.00 3.34

‘904 2.35 2.93

905 1.65 3.01

906 1.60 3.34

907 1.52 3.20

908 1.45 3.15

909 1.42 3.01

910 1.59 3.12

911 5.6 1.32_ 3.31

912 9.67 2.22 3.16

913 8.33 2.05 3.09

914 10.9 1.34 3.20

915 10.8 1.28 3.21

916 9.24 1.34 3.15

917 32.0 2.92 4.56

918 10.6 .91 4.67

919 13.7 .79 4.60

920 23.8 1.07 4.83

NOTE:

Rejects retained three weeks.

Pu/ps retained three months v

unless otherwise arranged.
Registered A ay ,



KAMLOOPS RESEARCH & ASSAY LABORATORY LTD. B-C- UCENSED ASSAYEBS

GEOCHEMICAL ANALYSTS

2095 wrssr TRANS CANADA HIGHWAY — KAMLOOPS ac. METALLUF\‘G|STS

em er
V73 7A7

canxtaanggstim PHONE: (604) 372-2784 — TELEX: 048-8320

CERTIFICATE OF ASSAY

‘ ' ' '

d.TO 11
1 1 Cor oratlon Lt

Cen”wakaNo. K_4753 47

Date:Mi‘£

3,‘ IJBIYB? fkrtify that the following are the results of assays made by us upon the herein described GFUW
samples

931 3.43

932 3.54

933 2.92

934 4.01

935 3.98

936 4.50

937 4.01

933 2.89

939 3.50

940 2.97

NOTE:

Rejects retained three weeks. 6

Pulps retained three months

unless otherwise arranged.
Regist yer, Province fBritish Columbia



KAMLOOPS RESEARCH & ASSAY LABORATORY LTD. B-C- LICENSED ASSAYERS

GEOCHEMICAL ANALYSTS

2095 WEST TRANS CANADA HIGHWAY — KAMLOOPS ac. METALLURGISTS

eme,
V1S1A7

Car£§i;iTti«::in9 PHONE: (504) 372-2734 — TELEX: 048-8320

CERTIFICATE OF ASSAY

To 0 rue Anvil Minin Cor oration Ltd.

CenmcmeNo.___&fQ§2_____£§

Date March 22, 1982

.1‘ bttkhy {Btu}? that the following are the results of assays made by us upon the herein described G1‘Um samples

--- -
-941 9997A 2.74 4.86

942 9998 1.58 4.70

943 9999 2.47 4.76

-944 11,0014 1.78 4.47

- 945 11,002 1.37 4.46

946 11,096A 1.03 4.67

947 11,097 .96 4.75

948 11,098 .82 4.51

949 11,099 1.23 4.64

950 11,132A 1.17 3.90

951 11,133A 2.81 4.69

952 11,134 1.92 3.41

953 11,135 1.51 3.79

954 11,136 1.37 3.67

955 11,137 1.51 4.64

956 11,138 1.44 4.73

957 11,139 .82 4.40

958 11,142A 1.17 4.831

959 11,143 2.40 4.86

960 11,144A 2.74 4.30

NOTE:

Rejects retained three weeks.
‘

Pulps retained three months /unless otherwise arranged.
Regr sayer, Provin e of British Columbia



KAMLOOPS RESEARCH & ASSAY LABORATORY LTD. B-C-UCENSED ASSAYERS

GEOCHEMLICAL ANALYSTS

2095 WEST TRANS CANADA HIGHWAY — KAMLOOPS ac. METALLURGISTS

em er
V15 1A7

cagzgrjrcrirfirng PHONE: (604) 372-2784 — TELEX: 048-8320

CERTIFICATE OF ASSAY

To C rus Anvil Minin Cor oration Ltd .

Certificate No. :___K‘4753 49

Date March 16, 1982

35 btrthp tlzlftifp that the following are the results of assays made by us upon the herein described Grum samp/es

-----
-961 11,1454
962 11,146
963 11,147

'964 11,148
-

965 11,149
966 11,1654
967 11,166
968 11,167
969 11,168
970 11,1694

971 11,1714 4.51

972 11,172 3.80

973 11,173 4.57

974 11,174 4.75

975 11,175 4.70

976 11,176 4.69

977 11,177 4.57

978 11,178 4.57

979 11,179 3.63

980 11,1814 3.38

NOTE:

Rejects retained three weeks.

K%
5

Pu/ps retained three months

unless otherwise arranged.  _____Register r, Province of ritish Columbia



KAMLOOPS RESEARCH & ASSAY LABORATORY LTD. B-c- LICENSED Assmsns

GEOCHEMICAL ANALYSTS

2095 WEST TRANS CANADA HIGHWAY —- KAMLOOPS B. C. METAL!-URGISTS

Mmw wsm7

Canadian Testing PHONE.’ (604) 372-2784 — TELEXJ 048-8320
Association

CERTIFICATE OF ASSAY

TO C rus Anvil Minin Cor oration Ltd.

CenmcmeNo._ltfZZ1_____iEL

Date March 22 , 1982

31 ttttifp that the following are the results of assays made by us upon the herein described G1‘U”i samples

----I
1 . 15.981 11,182A 1.10 10.6

982 11,183 1.03 7-66 -66

983 11,186 3.98 19.1

-984 11,187 1.58 24-6

. 985 11,188 2.06 32.6

986 11,189 1.58 11-8

987 11,190A 1.37 12-5

988 11,191 2.47 30-2

989 11,192 1.58

990 11,1934 2.26 -0

991 11,1944 2.61 -0 4-84

992 11,2254 1.78 -3 4-54

993 11,226 2.13 .5 4.57

994 11,227
’

1.37 -0 3-81

995 11,228 1,51 .1 4.61

996 11,229 1_51 -9 2-93

997 11,2304 2_95 .3 4.53

998 11,231 1,71 .7 4-03

999 11,232 2.74 4-86

1000 11,233A 1,99 4-80

NOTE:

Rejects retained three weeks.

Pu/ps retained three months

unless otherwise arranged.



1001

4002

1003

1004

1005

1006

1007

1008

1009

1010

1011

1012

1013

1014

1015

1016

1017

1018

1019

NOTE

Rejects retained three weeks.

Hmwmm

KAMLOOPS RESEARCH & ASSAY LABORATORY LTD. 3-C-LICENSED ASSAYERS

GEOCHEMICAL ANALYSTS

2095 WEST TRANS CANADA HIGHWAY —— KAMLOOPS 5.0. METALLURGISTS

fine, V1S1A7

ca2a:§i:3:::ing PHONE: (604)372-2784 — TELEX: 048-8320

CERTIFICATE OF ASSAY

. . .

t. d.TO 1 M1 1n Cor OI‘El lon Lt

Certificate No‘ K_4753 51

Date March 22
,

1982

35 bBrl’h? [B1‘t1’t-P that the following are the results of assays made by us upon the herein described GFUT" samples

E
/tonne-grams

11,234A

11,235
11,236
11,239

11,2414
11,242
11,243

11,244
11,245
11,246A

4._\[\)\,.1

l\3U'|O\-5—\U'|\l®\Nl\)© .

a

.

-

\N\IJ—\l\)4
.

.

-—\-I—\\N®U'|$U'|®O\\N
4 DJ . U411,2474

11,248
11,301A
11,302
11,303
11,304
11,305

11,306

11,307
11,308

_\ 5 DJ

ined three months
.

unmssomenwseananged
Registered As a er vince of Britt olumbia



1021

1022

1023

1024

1025

1026

1027

1028

1029

1030

1031

1032

1033

1034

1035

1036

1037

1038

1039

NOTE:

Rejects retained three weeks.

Pulps retained three months

unless otherwise arranged.

KAMLOOPS RESEARCH & ASSAY LABORATORY LTD. 3-C-|-|CENSED ASSAYERS

GEOCHEMICAL ANALYSTS

2095 WEST TRANS CANADA HIGHWAY — KAMLOOPS B.C. METALLURGISTS

em er V73 1A7

caggisfgiggng PHONE: (604) 372-2784 — TELEX: 048-8320

CERTIFICATE OF ASSAY

To C rus Anvil Minin Corporation Ltd.

Certificate No. K4753 52

3,1 IJBIYBP tkrtifp that the following are the results of assays made by us upon the herein described GTUV"
samples

3
W998

96 21 0

1:30
11,3094 .

26.211,3114
11,312 .41 2.47

11,313 . 2.06

11,4744 9.3

11,475 8.78

11,476 6.11

11,477 15.9

11,478 3.68

11,4794 28.5

11,481A 13.8

11,482 15.5

11,483 24.8

11,484 25.2

11,485 15.0

11,486 13.8

11,487 20.3

11,488 27.6

11,489 23.2

11,728A 21.4

'

,Province of itish Columbia



4042

1043

1044

1045

1046

1047

1048

1049

1050

1051

1052

1053

1054

1055

1056

1057

1058

1059

1060

NOTE:

Rejects retained three weeks.

Pu/ps retained three months

unmssomenwseananged

KAMLOOPS RESEARCH & ASSAY LABORATORY LTD. 3-C-UCENSED ASSAYERS

GEOCHEMICAL ANALYSTS

2095 WEST TRANS CANADA HIGHWAY — KAMLOOPS ac. METALLUHG-|STS

em 6,
v1s 1A7

cargiigigsnting PHONE: (604) 372-2784 — TELEX: 048-8320

CERTIFICATE OF ASSAY

TO C rus Anvil Minin Cor oration Ltd.

Certificate No.
K"47 53 53

Date
March 16

,
1982

3,1 IJBIYBP [Br that the following are the results of assays made by us upon the herein described Grum samples

11,729A
11,7304
11,734
11,735

11,735
11,737
11,738
11,739

11,7414
11,7424 I\3l\34
11,743A

11,744
11,745

11,745
11,747
11,748

11,749
11,751A

11,752
11,753A

ANN

0-I\nAwa\o0\\nw\1l\)r\>r\)A—\ -©©\O\0l\)\l\lU'|4\»l
N-D

5

RegistereM_ 3;: y r, Province olXBr' oluunbia



KAMLOOPS RESEARCH & ASSAY LABORATORY LTD. B.C. LICENSED ASSAYERS

GEOCHEMICAL ANALYSTS

2095 wssr TRANS CANADA HIGHWAY — KAMLOOPS ac. METALLURGISTS

em 5,
V1S1A7

Ca2£:1si::i:I;::im PHONE: (604) 372-2784 — TEL EX: 048-8320

CERHHCATEOFASSAY

TO C us Anvil Minin Cor oration Ltd.

Certificate No.
K“‘753 54

Date March 22 ,
1982

3.1 ljktkhp tettify that the following are the results of assays made by us upon the herein described G1"-““
samples

1061

‘1062

1063

1064

1065

1066

1067

1068

1069

1070

1071

1072

1073

1074

1075

1076

1077

1078

1079

1080

NOTE:

Rejects retained three weeks.

Pulps retained three months

unbssomenwseananged

11,754A

11,755
11,756
11,757

11,758
11,759

11,76UA

11,761
11,762
11,763A

11,764A
11,765

11,766

11,767
11,768
11,769

11,771A
11,772

11,773
11,774A

—————
3 . 621.10 -96

.38

.35

.79

.02

.01

.01

.10

.37

.78\:JLrJ\:J\N\:JJ—\\rJ\:J\.vJl\)
24.5 4.47

27.1 4 50

10.3

16.1

8.16

6.7

5.82

18.2

26.1

19.4

Regis ere ssayer, Province of British Columbia



grams

1081 11,7754 18 9 .

1082 11,776 20.0 1.56

1083 11,777 4.11 3.22

1084 11,778 1.84 2.06

1085 11,779 15.8 1.99

1086 11,7804 13.6 2.07

1087 11,781 1.88 3.39

1088 11,782 1.13 2.52

1089 11,783 1.0 1.49

1090 11,7854 3.29 1.80

1091 11,7864 4 07 1.22

1092 11,787 5.43 1.55

1093 11,788 15.4 3.03

1094 11,789 20.2 1.38

1095 11,7904 7.91 1.26

1096 11,791 10.9 1.52

1097 11,792 11.9 1.02

1098 11,794 .16

1099 11,795 6.16

1100 11,7964 1.4

NOTE.‘

Rejects retained three weeks.

Pu/ps reta

unless oth

KAMLOOPS RESEARCH & ASSAY LABORATORY LTD. B-C-UCENSED ASSAYERS

GEOCHEMICAL ANALYSTS

2095 wesr TRANS

CANAEJA
HIGHWAY — KAMLOOPS ac. METALLUHGISTS

Member V1 1A7

cagimgfiins
PHONE: (604) 372-2784 — TELEX: 048-8320

CERTIFICATE OF ASSAY

To C rus Anvil Minin Corporation Ltd.

Certificate No.
K47 53 55

Date March 22, 1982

In

. 86

ined three months

erwise arranged.



1101

1102

1103

1 104

1105

1106

1107

1108

1109

1110

1111

1112

1113

1114

1115

1116

1117

1118

1119

1120

NOTE:

Rejects retained three weeks.

Pu/ps retained three months

unless otherwise arranged.

KAMLOOPS RESEARCH & ASSAY LABORATORY LTD. B-C- UCENSED ASSAYERS

GEOCHEMICAL ANALYSTS

2095 WEST TRANS CANADA HIGHWAY — KAMLOOPS B.C. METALLURGISTS

.,,,, ,,
v1s 1A7

Ca2;:<:i;a;:::Js;in9 PHONE: (604) 372-2784 — TELEX: 048-8320

CERTIFICATE OF ASSAY

7 Cyprus Anvil Mining Corporation Ltd.0

Certificate No.
K47 53 5 6

Date M8I‘Ch 222

%
/tonne -rams

11,7974 2.40 8.29 88 3.14

11,798 1 07 3.24

11,799 1.01 3.19

11,8004 1.06 3.35

11,801 .91 3.04

11,803 1.21 3.13

11,804 1.23 3.19

11,805 1.10 3.16

11,806 11.6 1.36 3.12

11,8124 9.92 1.54 3.08

11,8134 10.6 1.38 3.11

11,814 28.8 1.65 4.04

11,815 26.4 1.36 3.78

11,816 5.9 1.58 3.01

11,817 27.0 1.76 3.93

11,8224 27.2 1.87 4.26

11,823 17.4 2.23 3.49

11,824 10.4 3.81 3.13

11,825 7.77 3.79 3.08

11,8264 35.4 2.61 4.11



GEOCHEMICAL ANALYSTS

2095 WEST TRANS CANADA HIGHWAY —— KAMLOOPS B.C. METALLURGISTS

Member V13 1A7

carzgigggsfing
PHONE: (604) 372-2734 — TELEX: 043-3320

CERTIFICATE OF ASSAY

TO C rus Anvil Minin Cor oration Ltd.
7

Certificate No. K4753

Date March 22
,

1982

35 IJBIYEI? tkttlfy that the following are the results of assays made by us upon the herein described Grum Samp/es

E
grams/tonne

1121 11,827A .27 1.27

1122 11,828 1.99 13.8

1123 11,829 .21 8.87

1124 11,831A 1.37 24.1

1125 11,832 .55 4.15

1126 11,833 2.19 18.8

1127 11,834 2.61 3.9

1128 11,835 2.81 7.62

1129 11,836 7.37

1138 11,837A 23.7

1131 11,838A 27.8

1132 11,839 9.17

1133 11,841A 11.9

1134 11,842
‘

5.81

1135 11,843 5.21

1136 11,845 5.44

1137 11,846 4.57

1138 11,847 13.5

1139 11,848 11.3

1148 11,849A 13.3

NOTE:

Rejects retained three weeks.

Pulps retained three months

unless otherwise arranged.

KAMLOOPS RESEARCH & ASSAY LABORATORY LTD. B.C. LICENSED ASSAYERS



KAMLOOPS RESEARCH & ASSAY LABORATORY LTD. B-C- LICENSED ASSAYEHS

GEOCHEMICAL ANALYSTS

2095 WEST TRANS CANADA HIGHWAY — KAMLOOPS ac. METALLUFIGISTS

eme,
V1S1A7

Car;§1si§Icr::|;ieosr:im PHONE: (604) 372-2734 — TELEX: 043-3320

CEHHHCATEOFASSAY

ro 0 rue Anvil Mining Corporation Ltd.

'

Certificate No.
K4753 58

Date March 22, 1982

3‘ bBrl’hP ttrtifp that the fo//owing are the resu/ts of assays made by us upon the herein described Grum samp/es

1111
1141 11,851A 1.30 11.4 .61 3.16

1142 11,852 1.99 10.8 1.45 3.18

1143 11,853 1.30 8.0 .37 3.01

1144 11,854 1.03 5.45 1.05 3.07

1145 11,855 1.10 1.6 .94 3.22

1146 11,856 2.19 8.3 1.15 2.92

1147 11,857 1.92 8.0 1.04 3.56

1148 11,858 1.51 4.2 1.91 4.29

1149 11,859 1.65 1.93 4.61

1150 11,861A .27 11.40 3.65

1151 11,862A .48 7.9 9.34 4.07

1152 11,863 .62 6.4 3.31 4.63

1153 11,864 .75 3.9 1.43 4.34

1154 11,865 1.85 2.6 .78 4.54

1155 11,866 1.85 6.2 .92 4.50

1156 11,867 2.81 4.2 1.23 4.43

1157 11,868 .48 7.89 3.73 3.20

1158 11,870A 3.91 8.35 1.85 3.08

1159 11,871 2.74 5.1 3.28 3.04

1160 11,872A 1.10 5.06 4.03 3.01

NOTE:

Rejects retained three weeks.

Pulps retained three months

unless otherwise arranged.
Assayer, Pr ince of British Columbia



Kral No.

1164 11,873A .62

1162 11,875 1.85

1163 11,876 1.23

1164 11,877 .41

1165 11,878 .55

1166 11,879 .55

1167 11,881A .41

1168 11,882 —

1169 11,883 .75

1170 11,884A .48

1171 11,885A .27

1172 11,886 .69

1173 11,888 .69

1174 11,889 3.15

1175 11,893A 1.10

1176 11,894 1.51

1177 11,895 .82

1178 11,896 .89

1179 11,897 .55

1180 11,898A .82

NOTE:

Rejects retained three weeks.

Pulps retained three months

unless otherwise arranged.

KAMLOOPS RESEARCH & ASSAY LABORATORY LTD. B.C. L1CENSED ASSAYERS

GEOCHEMICAL ANALYSTS

2095 WEST TRANS CANADA HIGHWAY —— KAMLOOPS B.C. MET/\LLURG|STS

em,
wsm7

car;§1sfq:r::s;im PHONE: (604) 372-2784 — TELEX: 048-8320

CERTIFICATE OF ASSAY

To Cyprus Anvil Mining Corporation Ltd.
‘_ K_4753 59

CenmcmeNo.

Z1 hktthy tkttifp that the following are the results ofassays made by us upon the herein described Grum

7

7

1

—)

2.

6.

0.

8.

1.

9. 5

1. \l\0O\\l$CD\.01

l\3—>l\Jl\J D®\:~|-|—\@\0l\Jl\Jl’\)l\J
\l\0

$l\J©U'|I\J\l©-l—\®©
\0O'\

-|—\\0O\\0

(I3 _\_\

.;_~._;_\[\3_~.\,4
.

4_3_)—A&—)4_A££ u

o

-

n

-

o

o

o

n

.1 \0

I

..... knlknl-l—\U'|l\JU'| U'|0\\l©O\—\
DJ on0

U'| l\J

l\)(I3—AG3©O\\l\:~|l\3E3\ ©¢I30\\a~l(I3K:~i—\\a~l\0\0

Date March 22, 1982

samples

lm
—!--—

2.95

3.08

3.16

3.08

3.17

3.13

3.17

yer, Provinceof British Columbia



KAMLOOPS RESEARCH & ASSAY LABORATORY LTD. B.C. LICENSED ASSAYERS

GEOCHEMICAL ANALYSTS

2095 wssr TRANS CANADA HIGHWAY — KAMLOOPS B.C. METALLURGISTS

Mam...
vrs 1A7

Carfs<::;;:)s;in9
PHONE: (604) 372-2 784 — TELEX: 043-3320

CERTIFICATE OF ASSAY

To 0 rue Anvil Minin Corporation Ltd .

Certificate No.
K4753 60

Date March 22 , 1982

3 IJBFPBP fmftlfp that the following are the results of assays made by us upon the herein described 91‘Um
samples

11111
1181 11,899A .69 25.8 .93

1182 11,901A .48 21.8 .74

1183 11,902 1.99 6.9 .01

118A 11,903 2.13 6.2 .00

1185 11,904 1.10 11.4 .10

1186 11,905 1.44 6.7 .95

1187 11,906 .89 6.1 .92

1188 11,907 .75 7.9 .

1189 11,908 .62 2.43 . 2.93

1190 11,909A 1.10 14.1

1191 11,911A 1.44 32.0 1.

1192 11,912 .34 35.2 .

1193 11,914 .48 25.8 1.

1194 11,915 .41 9.9 2.

1195 11,916 .75 19.8 1.

1196 11,917 .41 10.9 1.

1197 11,918 .48 13.1 3.

1198 11,919 .34 10.8 1.

1199 11,921A 1.03 24.5 2.

1200 11,922A .62 5.32 2.

NOTE:

Rejects retained three weeks.

Pu/ps retained three months

unless otherwise arranged.



1201

1202

1203
1204

1205

1206

1207

1200

1209

1210

1211

1212

1213

1214

1215

1216

1217

1218

1219

1220

NOTE:

Rejects retained three weeks.

Pu/ps retained three months

unless otherwise arranged.

KAMLOOPS RESEARCH & ASSAY LABORATORY LTD. 3-C-UCENSED ASSAVERS

GEOCHEMICAL ANALYSTS

2095 WEST TRANS CANADA HIGHWAY — KAMLOOPS ac. METALLURGISTS

Mmw wsm7

CarlI\:di;1;es:ng
PHONE: (604) 372-2784 —— TELEX: 043-3320

CERTIFICATE OF ASSAY

TO il Minin Cor oration Ltd.

Cen”man3No'
K_4753 61

Date March 22
, 1982

11 bBIYhp CBITIT? that the following are the results of assays made by us upon the herein described Grurn samples

11,923A _75 4.21 3,02

11,924 .95 5.86 3,12

11,925 ,75 3-65 3.05

11,926 _82 5.81 3.17

11,927 4.33 2,93

11,928 .69 1.19 2.95

11,929 _27 3.68 3_01

11,931A 16.7 3.65

11,932 .34 11.9 3.77

11,933A .55 17-3 3.90

11,934A 69 8-7 3.

11,935 9.7 3.34

11,936 1 51 16.9 3.55

11,937 14.9 3.69

11,938‘ 10-5 3.41

11,939 69 4.8 3.08

11,948A 8-7 3.04

11,949 25.3 3.67

11,951A 43 6.9 3.07

11,952A 30.3 4.60

In(‘D‘QR(‘D\ er, Province of British Columbia



KAMLOOPS RESEARCH & ASSAY LABORATORY LTD.

2095 WEST TRANS CANADA HIGHWAY — KAMLOOPS B.C.

Member V73 1A7

Carzdiarj resting
PHONE: (604) 372-2784 — TELEX.' 048-8320

CERTIFICATE OF ASSAY

' ' '

t
'

Ltd .To C rus Anvll M1n1n Cor ora 1on

Certificate No. K4753

Date March 22, 1982

35 IJBIBIIP ftrtify that the following are the results of assays made by us upon the herein described GFUT“
samples

1111
122-1 11 ,953A 1.65 -7_9
1222 11 ,954 .48 1-52

1223 11,955 1.92 -63

1224 11,956 1.71 -72

1225 11,957 1.85 -70

1226 11,958 1.51 -70

1227 11,959 2.06 -40

1228 11,961A 1.92 -91

1229 11,962 1.44 1-54

1230 11,963A 2.26 -31

1231 11,964A 1.37 -37

1232 11,97UA 1.17 -84

1233 11,971 .75 -97

1234 11,972 .96 1-37

1235 11,973 .89 1-74

1236 11,974 1.23 -80

1237 11,975 .69 -96

1238 11,976 1.10

1239 11,977 .34 68

1240 11,978A 1.23

NOTE: s

Rejects retained three weeks.
‘

Pulps retained three months

unless otherwise arranged.
Registered Assayer, Province of British Columbia

B.C. LICENSED ASSAYERS

GEOCHEMICAL ANALYSTS

METALLURGISTS

52



1241

1242

1243
1244

1245

1246

1247

1248

1249

1250

1251

1252

1253

1254

1255

1256

1257

1258

1259

1260

NOTE:

Rejects retained three weeks.

Pu/ps retained three months

unless otherwise arranged.

KAMLOOPS RESEARCH & ASSAY LABORATORY LTD. B-C-UCENSED ASSAYERS

GEOCHEMICAL ANALYSTS

2095 wesr TRANS CANADA HIGHWAY — KAMLOOPS ac. METALLURGISTS

em , V1S1A7

cagagioagzisging PHONE: (604) 372-2784 — TELEX: 048-8320

CERTIFICATE OF ASSAY

To C rus Anvil Minin Corporation Ltd.
‘

Certificate No.
K4753 53

Date March 22, 1982

11 Ijlztthp [BITITP that the to//owing are the results of assays made by us upon the herein described GI“-Im samples

1
rams/tonne-

. 62 .84 .82

.80

.96

11,9794

11,9814
11,982

11,983
11,984
11,985

11,986
11,987
11,988

11,989

.55

48

054

1.50

12,0354 .1

12,036 24.7

12,037 8.3

12,038 20.2

12,039 15.2

12,0404 16.4

12,041 18.3

12,042 4.34

12,043 5.18

12,0444 1.50

Registered ssayer, Province of British Columbia



1264

1262

1263

1264

1265

1266

1267

1268

1269

1270

1271

1272

1273

1274

1275

1276

1277

1278

1279

KAMLOOPS RESEARCH & ASSAY LABORATORY LTD. 3-C-UCENSED ASSAYERS

GEOCHEMICAL ANALYSTS

2095 WEST TRANS CANADA HIGHWAY — KAMLOOPS B. C. METALLURGISTS

Member V73 1A7

Canadian Testing PHONE: (604) 372-2784 — TELEX: 048-8320
Ass ciati n° °

CERTIFICATE OF ASSAY

To C rus Anvil Mining Corporation Ltd.
K_4753 54

Certificate No.

Date March 22, 1982

1‘ I]BH’.hp tkrtifp that the followingare the results of assays made by us upon the herein described GFUT“
samples

—Au E
grams/tonne-

12,0454 1.23 2.08 -93 3.04

12,046 .62 8.4 .82 2.91

12,047 1.17 3.56 .79 2.96

12,040 1.03 4.42 2.02 3.28

12,049 .48 8.1 3.46 2.96

12,0514 .55 5.66 .98 2.86

12,052 1.10 2.01 1.36 3.03

12,053 .43 6.6 2.12 2.95

12,054 .54 4.77 2.16 2.90

12,055A .32 2.05 1.63 3.12

12,056 .95 10.1 1.31 3.

12,057 1.30 15.2 1.41 3.36

12,058 1.73 14.9 1.82 3.43

12,059 1.85 10.8 2.03 3.13

12,060A .89 19.1 1.49 3.45

12,061 1.30 14.9 1.62 3.63

12,062 1.03 19.3 1.10 3.36

12,063 .41 15.7 1.10 3.24

12,064 .89 11.3 1.37 3.39

12,065A .55 17.3 1.15 3.14

NOTE:

Rejects retained three weeks.
"

Pulps retained three months
'

,1‘ ”

unless otherwise arranged.
Registered Assayer, Province of British Columbia



KAMLOOPS RESEARCH & ASSAY LABORATORY LTD. 3-C-LICENSED ASSAYEFIS

GEOCHEMICAL ANALYSTS

2095 WEST TRANS CANADA HIGHWAY — KAMLOOPS 3.0. METALLURGISTS

Member V73 7A7

cméifgggim
PHONE: (604) 372-2784 — TELEX: 048-8320

CERTIFICATE OF ASSAY

To C rus Anvil Minin Cor oration Ltd.
‘

Certificate No. _____T__K‘475365

31 bttthp CBITIT? that the following are the results of assays made by us upon the herein described Grum samples

-----
551284 12,066A .

9.8 1.40 3.16

1282 12,067 .62 16.8 1.44 3.51

1283 12,068 .75 10.7 1.34 3.24

1284 12,069 .75 14.6 1.38 3.47

1285 12,071A .82 12.7 1.20 3.26

1286 12,072 .82 10.7 1.37 3.23

1287 12,073 .62 7.4 1.56 3.05

1288 12,074 .82 10.4 1.40 3.23

1289 12,075 .62 4.11 1.26 2.95

1290 12,076A .75 2.23 1.36 2.96

1291 12,077A .69 3.15 1.20 2.95

1292 12,078 .62 5.08 1.45 3.04

1293 12,079 .69 6.54 1.45 3.14

1294 12,081A 1.58 15.2 2.36 3.38

1295 12,082 1.58 14.6 2.79 3.47

1296 12,083 2.95 19.9 2.08 4.34

1297 12,084 1.71 24.4 3.18 4.69

1298 12,085 2.88 34.7 1.34 4.91

1299 12,086 2.19 30.6 1.63 4.76

1300 12,087A 2.33 19.3 .74 4.78

NOTE

Rejects retained three weeks.

Pulps retained three months

unmssomenwseananged



KAMLOOPS RESEARCH & ASSAY LABORATORY LTD. B-C- LICENSED AssAvERs

GEOCHEMICAL ANALYSTS

2095 WEST TRANS CANADA HIGHWAY — KAMLOOPS 3.0. METALLURGISTS

Member V75 1A7

Carzrggamiw
PHONE: (604) 372-2734 — TELEX: 04343320

CERTIFICATE OF ASSAY

TO C we Anvil Minin Cor oration Ltd.

Certificate No. _K‘‘‘_753 66

Date March 22, 1982

3.‘ IJBIYEQ7 [Btuf? that the following are the results of assays made by us upon the herein described Grum samples

21 . 81301 12,U88A 2.19

1302 12,089 14.6

1303 12,091A 11.6

1304 12,092
1305 12,093
1306 12,094
1307 12,095
1308 12,096
1309 12,097
1310 12,D98A

1311 12,099
1312 12,1024
1313 12,103
1314 12,104
1315 12,105
1316 12,106
1317 12,107
1310 12,108
1319 12,109
1320 12,111A

NOTE: ‘

Rejects retained three weeks.

Pulps retained three months
‘

unless othenlvise arranged.
Registered Assayer, Province of British Columbia



1321

1322

1323

1324

1325

1326

1327

1328

1329

1330

1331

1332

1333

1334

1335

1336

1337

1338

1339

1340

NOTE:

Rejects retained three weeks.

Pulps retained three months

unless otherwise arranged.

KAMLOOPS RESEARCH & ASSAY LABORATORY LTD. 3-C- UCENSED ASSAYERS

GEOCHEMICAL ANALYSIS

2095 wssr TRANS CANADA HIGHWAY — KAMLOOPS 3.0. METALLURGISTS

em ,
v1s 1A7

car;§£§:T:::s;ing PHONE: (604) 372-2784 —- TELEX: 048-8320

CERTIFICATE OF ASSAY

Cyprus Anvil Mining Corporation Ltd.TO
Certificate No. K-4753 67

Date March 22, 1982

E
rams/tonne-

12,112A .55 7.3 4.63

12,113 .55 7.6 4.64

12,114 .27 6.2 3.11

12,115 .34 8.3 4.61

12,116 .82 12.4 3.65

12,117 55 8.7 3.43

12,118 6.9 3.84

12,119 6.4 3.22

12,12UA 11.1 3.46

12,121A 8.8 3.34

12,1224 2.4 1.89 3.50

12,123 6.3 2.01 3.14

12,124 2.4 1.91 2.96

12,125 11.8 2.27

12,126 9.6 3.55

12,127 2.0 2.83

12,128 2.31 2.49

12,129 1.60 2.19

12,1304 4.60~ 2.20

12,131A 4.10 2.22



KAMLOOPS RESEARCH & ASSAY LABORATORY LTD. ac. LICENSED Assmens

V

GEOCHEMICAL ANALYSTS

2095 WEST TRANS CANADA HIGHWAY —— KAMLOOPS e.c. METALLUHG-|STS

em ,
v1s 1A7

can§3:a.,br°,.si1ng PHONE: (604) 372-2784 — TELEX: 048-8320

CERTIFICATE OF ASSAY

To C rus Anvil Minin Cor oration Ltd.

Certificate NO.
K4753 68

Date March 22, 1982

35 I]BrBhZ7 [Bftifp that the fo//owing are the resu/ts of assays made by us upon the herein described GI‘!-1'" samples

--_-:
961341 12,132A .

5.7

1342 12,146 1.03 11-6

1343 12,147 1.10 17.0

1344 12,148 .48 6.8

1345 12,149 2.06 14-7

1346 12,150A .27 3.64

1347 12,151 .48 5.77

1348 12,152 .75 7.1

1349 12,153 1.17 0.3

1350 12,154A .48 0.8

1351 12,1554 1.65

1352 12,156 1.78

1353 12,157 1.44

1354 12,158 1.03

1355 12,159 .89

1356 12,166 1.51

1357 12,167 1.44

1358 12,199 1.51

1359 12,20UA 1.30

1360 12,201A .69

NOTE: '-

Rejects retained three weeks.
.

Pu/ps retained three months
“

unless otherwise arranged.
Registered Assayer, Province of British Columbia



B.C. LICENSED ASSAYERS

GEOCHEMICAL ANALYSTS

METALLURGISTS

KAMLOOPS RESEARCH & ASSAY LABORATORY LTD.

2095 WEST TRANS CANADA HIGHWAY — KAMLOOPS B.C.

V73 1A7

PHONE.‘ (604) 372-2 784 — TELEX.' 048-8320

CERTIFICATE OF ASSAY

Member

Canadian Testing
Association

TO C rus Anvil Minin Cor oration Ltd.
K—4753 69Certificate No.

Date March 22, 1982

Grum3,7 bBrBhP ttrtifp that the following are the results of assays made by us upon the herein described samples

11111
1361 12,202A .21 1.47 . 2.94

1362 12,203 1.67 7.0 3.

1363 12,204 2.40 4.4 4.

1364 12,205 .34 6.3 3.

1365 12,206 .27 2.94 2.

1366 12,207 .48 .95 2.

1367 12,208 .69 2.35 2.

1368 12,209 .82 3.28 2.

1369 12,211A .82 9.2 3.

1370 12,212A .75 7.8 3.

1371 12,213A .69 2.72

1372 12,214 .75 3.06

1373 12,215 2.41

1374 12,216 41 4.36

1375 12,217 19.4

1376 12,218 96 10.6

1377 12,219 9.9

1378 12,221A 9.5

1379 12,222 1 51 20.6

1380 12,223A 27.4

NOTE:

Rejects retained three weeks.

Pulps retained three months a

unless otherwise arranged.
Assayer, Province of British Columbia



KAMLOOPS RESEARCH & ASSAY LABORATORY LTD. B-C-UCENSED ASSAYERS

GEOCHEMICAL ANALYSTS

2095 WEST TRANS CANADA HIGHWAY —— KAMLOOPS ac. METALLUHGISTS

em 9,
v1s 1A7

Cagalgiarfiesting PHONE: (604) 372-2784 — TELEX: 048-8320
mam

CERHHCATEOFASSAY

TO [3 rue Anvil Minin Cor oration Ltd .

Certificate No.
K4753 70

Date 2Q__

3,‘ IJBIYHZJ ttlftifp that the following are the results of assays made by us upon the herein described G1‘Um samples

11111
1381 12,224A 1.51 21.2 -83 4.67

1382 12,225 1.30 14.4 1.91 4.15

1383 12,226 .59 23.5 2.02 4.73

1384 12,227 .41 10.0 2.05 3.28

1385 12,228 1.17 22.9 1.09 4.45

1386 12,230A .89 9.0 1.02 3.19

1387 112,231 1.03 9.2 2.81 3.25

1383 12,232 1.23 13.3 1.04 3.36

1389 12,233 14.3 1.15 3.46

1390 12,234A 1.23 13.6 .85 3.49

1391 12,235A .51 12.8 1.12 3.47

I I1392 12,236 .17 8.1 2-88 3.52

1393 12,237 .10 5.6 .97 3.22

1394 12,238 .37 8.4 1.52 3.48

1395 12,239 .75 11.2 1.50 3.57

1396 12,241A .71 3.84 1.49 3.05

1397 12,242 .89 7.5 6.62 3.27

1398 12,243 .95 7.3 4.44 3.75

1399 12,244 .96 12.8 1.83 3.38

1400 12,245A 4.12 1.01 3.05

NOTE:

Rejects retained three weeks.

Pulps retained three months

unless otherwise arranged.
Assayer, Province of British Columbia



KAMLOOPS RESEARCH & ASSAY LABORATORY LTD. B-C- LICENSED ASSAYERS

GEOCHEMICAL ANALYSTS

2095 WEST TRANS CANADA HIGHWAY — KAMLOOPS B.C. METALLURGISTS

9... 9,
v1s 1A7

cagéfisfgligfiins PHONE: (604) 372-2734 — TELEX: 04343320

CERTIFICATE OF ASSAY

70 Cyprus Anvil Mining Corporation Ltd.

Certificate No. _.b‘753 _._7_1

Date March 222 1982

3‘ IJBUZBP tkttifp that the following are the results of assays made by us upon the herein described G1“U"' samp/es

-
411401 12,2464 . 1.10

1402 12,247 .55 3.66

1403 12,248 1.03 16.5

1404 12,249 8.9

1405 12,258A 5.9

1406 12,259 3.09

1407 12,2614 20.1

1400 12,262 22.3

1409 12,263 8.8

1410 12,2644 6.0

1411 12,2654 6.3

1412 12,268 12.3

1413 12,269 10.9

1414 12,2704 10.9

1415 12,271 2.41

1416 12,272 2.94

1417 12,273 9.3

1410 12,274 12.1

1419 12,275 3.12

1420 12,2764 6.1

NOTE:

Re/ects retained three weeks.

Pu/ps retained three months

unless otherwise arranged.
d Assayer, Province of British Columbia



KAMLOOPS RESEARCH & ASSAY LABORATORY LTD. B-C- LICENSED ASSAYERS

GEOCHEMICAL ANALYSTS

2095 wesr TRANS CANADA HIGHWAY — KAMLOOPS ac. METALLURGISTS

em er
VTSITA7

cagihéfgtigsging PHONE: (604) 372-2734 —— TELEX: o4a-3320

CERTIFICATE OF ASSAY

TO C rus Anvil Minin Cor oration Ltd.

Certificate No. _____K"*753 .72.

Date March 22, 1982

31 IJBIBB? [Brtifp that the following are the results of assays made by us upon the herein described GI‘Um samples

_--
411421 12,277A . 13.6

1422 12,278 1.17 17.8

1423 12,279 .55 6.5

1424 12,281/1 .75 7.3

1425 12,282 .27 3.41

1426 12,283 .62 6.8

1427 12,284 .75 10.0

1428 12,285 1.30 7.5

1429 12,286 .96 9.7

1430 12,287A 1.03 12.2

1431 12,288/1 .82 8.1

1432 12,293A .14 1.67

1433 12,294 .27 2.50

1434 12,295 1.44 16.5

1435 12,296 2.06 20.4

1436 12,297 .48 6.9

1437 12,298 1.37 23.0

1438 12,299 1.30 18.6

1439 12,301A 1.17 15.7

1440 12,302A .96 13.4

NOTE:

Rejects retained three weeks.

Pulps retained three months

unless otherwise arranged.
‘

Registered Assayer, Province of British Columbia



KAMLOOPS RESEARCH & ASSAY LABORATORY LTD. B-C- LICENSED ASSAYERS

GEOCHEMICAL ANALYSTS

2095 WEST TRANS CANADA HIGHWAY —- KAMLOOPS ac. METALLURGISTS

Member V13 1A7

cagigigcrzgsiting
PHONE: (604) 372-2734 — TELEX: 04343320

CERTIFICATE OF ASSAY

TO il Minin Cor oration Ltd.

Certificate No. _K_-__4753 .

73

Date March 22, 1982

35 htlfthy tettify that the fo//owing are the resu/ts of assays made by us upon the herein described Grum Samp/es

-----
. .801441 12,303A

1442 12,304
1443 12,309

1444 12,310A
1445 12,312
1446 12,313
1447 12,314
1448 12,315
1449 12,316
1450 12,317A

1451 12,318A
1452 12,319
1453 12,321A
1454 12,322
1455 12,323
1456 12,324
1457 12,325
1458 12,334A
1459 12,335
1460 12,336A

NOTE

Rejects retained three weeks.

/ A

""'-*
.

Pulps retained three months \
*

_

unless otherwise arranged.
’

Registered Assayer, Province of Brflish Columbia



1461
1462

1463

1464
1465

1466

1467

1468

1469

1470

1471

1472

1473

1474

1475

1476

1477

1478

1479

1480

NOTE:

Rejects retained three weeks.

Pulps retained three months

unless otherwise arranged.

KAMLOOPS RESEARCH & ASSAY LABORATORY LTD. B-C-UCENSED ASSAYERS

GEOCHEMICAL ANALYSTS

2095 wssr TRANS CANADA HIGHWAY — KAMLOOPS B.C. METALLURGISTS

Member
V78 7A7

cmgifgggiing
PHONE.' (604) 372-2784 — TELEX: 048-8320

CERTIFICATE OF ASSAY

To C rue Anvil Mining Corporation Ltd.

Certificate No.
K4753 74

Date M8I‘Ch 222

E
s/tonne

30

gram

12,3374
12,338

12,339

12,3414
12,342
12,343

12,344

12,345
12,346

12,3474

12,3484

12,349
12,3594

12,36DA
12,361
12,362

12,363

12,364
12,365
12,3664

—‘-\.rJO\\O09
-l—\\lU'I\N@G3U'IO\©U‘I-I-\\.-l\;~J\.r«J\:~lv|-\\rJ\:~J\;~J\rJ &\rJY\)l\)l\)

""19 istered Assay r, Province of British Columbia



(ITVA

KAMLOOPS RESEARCH & ASSAY LABORATORY LTD. B-C-UCENSED ASSAYERS

GEOCHEMICAL ANALYSTS

2095 wssr TRANS CANADA HIGHWAY — KAMLOOPS B.C. METALLURGISTS

em 9,
V1S1A7

Car/1§1iar1_bTt}esr:in9 PHONE: (604) 372-2784 — TELEX: 048-8320

CERTIFICATE OF ASSAY

To C rus Anvil Minin Cor oration Ltd.
__ K4753 75

Certificate No.

Dme._£@22n_z;LJ2§Z________

1‘ berth}? ttrtifp that the following are the resu/ts of assays made by us upon the herein described GT‘-”“
samples

-----
8 9 17 . 2 2 . 981481 12,3s7A .

1482 12,368 .55 12.4 6.52

1483 12,369 15.9

N0TE.‘ .

Rejects retained three weeks.

Pu/ps retained three months 0

unless otherwise arranged.
Registered Assayer, Province of British Columbia



KAMLOOPS RESEARCH & ASSAY LABORATORY LTD. B-C-LICENSED ASSAYERS

GEOCHEMICALANALYSTS

2095 wesr TRANS CANADA HIGHWAY — KAMLOOPS s c. METALLURGISTS

Member
V18 IA?

Carfie-‘a_r1>1:e‘sP:Ir\g
PHONE: (5041 372-2734 _ TELEX‘ we-3.920

CERTIFICATE OF ASSAY

‘

TO Cv res Anvil Hinin Cor oration Ltd.

Certificate No. K"‘*7‘*7

1982
330 — 355 Burrard Street

Dag tmrch 9,

Vancouver B.C. V6C 208

3,‘ I)t.‘I‘I.‘hP [f.‘I'tIfI) that the following are the results of assays made by us upon the herein described
Gwm

samples

‘A
to E--_

newent percent----
1 2460A

2 2470A-

} «Z471

4 «2473

5 .2498A

6 5060A

7 6070A

8 6080A

9 0090A

10 618 A

11 6113A

12 6120A

13 6135A

14 6140A

15 6150A

16 6160A

17 6170A
‘

18 6200A

19 6210A

20 6220A

NO TE :

Re/acts retained three weeks.
‘

Pulps retained three months

unless otherwise arranged.
‘

Registered Assayer. Province of British Columbia



CTA

KAMLOOPS RESEARCH & ASSAY LABORATORY LTD. ac-UCENSEDASSAYERS

GEOCHEMICAL ANALYSTS

2095 WEST re/4/vs CANADA HIGHWAY — KAMLOOPS 3 c METAL‘-URG1ST5

Memoec V73 7A7

canaman Tesung PHONE: (604) 372-2734 —— TELEX: 043.5320
Association

CERTIFICATE OF ASSAY

TO ’-\ vil 1‘-Iinin Cor oration Ltd.

certificate NO.
K4747 2

Date
March 9, 1982

3 PYPUP fFFUfP that the following are the results of assays made by us upon the herein described Grurn samples

---I
. 48 28 7 021 22.5 .

22 3.33 1.82

23 22.2 .57

24 16.6 1.12

25 9.0 1.24

25 2.18 4.47

27 14.5 2.00

23 24.4 3.37

29 13.2 1.50

30 6.44 1.31

31 3 12 2.12

32 .95

33 2.03

34 1.06

35 1.87

36 1.67

37 . 1.28

38 .63

39 3.37

40 1.29

NOTE:

Rejects retained three weeks.
7

Pulps retaineq three months "

‘
unless otherwise arranged.

’

Reg/stered Assayer, Province or British Columbia



KAMLOOPS RESEARCH & ASSAY LABORATORY LTD. B.c.ucE~sED ASSAYERS

GEOCHEMICAL ANALYSTS

sass wgsr TRANS .Z§‘u‘.,—‘.3% VG.‘-f'.‘.‘A‘.-' « KAMLOOPS e.c. METAL-LURG-'5T3

Mme,
vzs IA7

Camcuan Testing PVONE ;’50-‘' 3723794 -- TELEY .‘-'3-3320
“‘°°'“'°"

CERTIFICATE OF ASSAY

To E.‘ ‘wrus Anvil Mining Corporation Ltd.
.

Certificate No
K_a747 3

Date
March 9, 1982

3 I]P[TbP [P that the following are the results of assays made by us upon the herein described
Gm“

samples

----nt

71'4 ‘I '

4 2 2 . 3 6

4 3 1 . 68

44 1 . 18

46 .31

47 4.47

45 .
3 . 34

NOTE:

Re/ects retained three weeks.

Pulps retained three months

unless orherwise arranged.

Assayer, Pro rnce ol Brrrish Columbia



CTA

KAMLOOPS RESEARCH & ASSAY LABORATORY LTD. 3-C-UCENSED ASSAVERS

GEOCHEMICAL ANALYSTS

gas: w.;‘sr ems C/u\t»-n.:-1 .;.,...., Mmoorvs ac. METALLURGISTS

membe, V73 YA7

canA::::ar'.r.;sr:«ng
PHONE.‘ (504; 372-2 734 — TELEX.'0-18-8320 pwg ,, ,9, W.‘ b

no-. .

CERTIFICATE or ASSAY

5,) gag/25 /Qgf
70 C rus Anvil Mining Corporation Ltd.

f.
C?

‘K 4752

if
Certificate No.

’

— d t330 355 Burrar Stree

I Dam? March 9 1982

08 K

1
'

\§ “)-\
J ?ITh1_9 [FrtIfl_) that the following are the resu/ts of assays made by us upon the herein descrrbé Grum .‘ samples

_fAu

grams/tonne

—‘\O®\lO\\J1J-\\.vJl\)-—‘-

NOTE:
.

Rejects retained three weeks.

Pulps retained three months
’

§S\§=,_,
unless otherwise arranged.

§

Datvlnfinrnnl A.~.u....-.. n.......'...... -1 n.:.:-n. r~_n..__:..-_



CTA

KAMLOOPS RESEARCH & ASSAY LABORATORY LTD. 3-C-UCENSED ASSAYEHS

GEOCHEMICAL ANALYSTS

r :95 ;~/557 ‘ems cs ‘.45.-1 menww — KAMLOOP5 ac. METALLURGISTS

Mamba, V13 7A7

rg PHONE. .504; .272-2,-‘a4 — TELEX: 048-8320

CERTIFICATE OF ASSAY

To Cxprus Anvil Mining Corporation Ltd.

Certificate No.
K475 2 2

Date March 9, 1982

if 9rl‘hP [P that the following are the results of assays made by us upon the herein described Grum samples

----
3 '5 9221 .2 .

22 28.42 .98

23 22.9 8.51

24 1.87 .99

25 27.7 1.00

26 7.98 2.12

27 21.8 1.27

28 3.51 .96

29 25.35 2.34

30 19.39 2.07 .

31 . 16.83 7.04 .

32 22.62 5.48

33 30.35 1.44
‘

34 . 4.05 3.12

35 . 2.84 1.05 .

36 . 1.90 2.81 .

37 . 3.62 1.83 .

38 3.45 .75

39 18.65 .73

40 18.26 1.12

4 37

4.04

4.69

2.98

2 93

2 B5

2 91

2.89

4.66

3.41

Note; /
*

mwnmmmdmmwwawa \_ s

Pulps retained three months
' “

unless otherwise arranged.
Registered Assayer, Province of Bntish Columbia



CTA

KAMLOOPS RESEARCH ASSAY LABORATORY LTD. &C.UCENSEDASSAYERS

GEOCHEMICAL ANALYSTS

2095 wesr rmms .‘,a:«AbA .‘-HGHWA v — AAMLOOPS ac. -“-1 ETALLURGISTS

Hm, v15 1A7

cmA:c;:»i;:s:m PHONE: (604) 372-2 734 — TELEX: 048-8320

CERTIFICATE OF ASSAY

TO ’— ration Ltd. -

Certificate No. ._._..__.____..._.__.____K'4’ 52 3

Dme hm Ch 9 1982

1‘ NTBP [P that the following are the results of assays made by us upon the herein described Gmm
samples

rams/tonne--
41 7413A

42 7442A

43 74 53A

44 7463A

45 7473A

46 7481A

47 7491A

48 7518A

49 7528A

50 7540A A

51 7550A

52 7560A

53 7570A

54 7584A

55 7594A

56 7608A

57 7619A

53 7640A

59 7673A

60 7684A

NOTE: .

Rejects retained three weeks. .

Pulps retained three months i ‘

unless otherwise arranged.
n-_.'_;---.t A---.._- n_-_,:-__ -1:-u,-.~,L A..



61

62

63

64

65

66

67

68

69

70

71

72

73

74

75

76

77

78

79

80

B.C. LICENSED ASSAYERS

GEOCHEMICAL ANALYSTS

KAMLOOPS RESEARCH & ASSAY LABORATORY LTD.

2095 WEST TRANS CANADA HIGHWAY _ KAMLOOPS ac. METALLURGISTS

em
5

'

:

Canahgvanbasflw PHONE /6041 .12;-727.<=:—— TELEV‘ (‘J8-8320
Association

CERTIFICATE OF ASSAY

TO C rus Anvil Hinin Cor oratlon Ltd.

Cenificme No
K4752 4

Date
March 9, 1982

31 [)PrF[lP [L‘1‘Il0) that the following are the results of assays made by us upon the herein described Grum samples

---
----

68 26 '6

7.28

4.26

13.20

5.29

16.34

7.76

10.62

16.50

10.46

16

28.58

10.85
‘

12.49

.75

25.93

8.47

15.68

4.03

23.59

33.00

NOTE:

/
Q

Rejects retained three weeks.

Pulps retained three months Ra’,
.

unless omerwise arranged.
Registered Assayer, Province of British Columbia



KAMLOOPS RESEARCH & ASSAY LABORATORY LTD. 3-C-UCENSED ASSAYERS

GEOCHEMICAL ANALYSTS

2095 wesr TRANS CANADA HIGHWAY — KAMLOOPS ac. METALLURCNST5

1am I
l’

' 3

2! 47

cazgcxgfifm PHONE‘ /5041372-25734 _ r5«__=x- 0-18-8320

CERTIFICATE OF ASSAY

To C rus Anvil Minin Cor oration Ltd .

Certificate No.
K-4752 5

Date March 9, 1982

35 D91‘? Wrtlfy that the following are the results of assays made by us upon the herein described CW“
samples

1-"
---rams,t0nne mums tonne uuercent

81 8110A .88 2.81

82 8123A 18.2 3.41

83 8539A 17.8 3.45

84 8549A 31.3 4.21

85 8842A 6.8 2.98

86 9750A 12.0 3.21

87 9781A 16.5 3.48

88 9800A 7.3 2.95

89 9860A 22.4 4.28

90 9930A 12.8 3.87

91 9946A 26.4 3.87

92 108OOA 13.3 3.54

93 11131A 12. 3.15

94 11140A 4 . 40

95 1115OA 4.03

96 11170A 4.81

97 11180A 3 . 91

98 11240A 4.68 .

99 1148OA 4.27

100 11740A 4. 50

NOTE .

Rejects retained three weeks.

Pu/ps retained threemonths
‘

unless otherwise arranged.

Registered Assayer, Province 0!British Columbia
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KAMLOOPS RESEARCH & ASSAY LABORATORY LTD. &C.UCENSEDASSAYEHS

GEOCHEMICAL ANALYSTS

2095 wssr TRANS CANADA HIGHWAY — KAMLOOPS ac. META!-LURGISTS

1%,,
vis7A7

can§«;an"rZs«...g PHONE: (504; 372-2734 — TELEX: 048-8320
Ass-ncianon

CERTIFICATE OF ASSAY

To Cyprus Anvil Mining Corporation Ltd.
.'

K_a752 6
Certificate No.

Date March 9 , 1982

3 IJPFPIJP [P that the following are the results of assays made by us upon the herein described C-I‘Um samples

101

102

103

104

105

106

107

108

109

110

111

112

113

114

115

116

117

118

119

120

NOTE.-

Rmxmmmmmmemmm
Fumsmuwwdmmmnxmms
wmusomawkewwmpmi

11750A

11770A

11793A

11802A

11818A

11830A

11840A

11850A

11860A

11880A

11900A

11910A

11920A

11930A

11950A

11960A

11980A

11990A

12050A

12070A

QPEIHIS/t0HH€ qrums tonne percent ercent

/
‘

‘

N. Wi)‘
"~“

“'

I

Registered Assayer, Province of British Columbia
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KAMLOOPS RESEARCH & ASSAY LABORATORY LTD. B-C-LICENSED ASSAYERS

GEOCHEMICAL ANALYSTS

2095 wssr mmvs CANAD_A HIGHWAY ~— KAMLOOPS ac. METALLURGISTS

Cwzdlan
Tesum PHONE’ (604! 372-2784 —— TELEX:0-18-8320

'$CC:5dh0fl

CERTIFICATE OF ASSAY

To Cyprus Anvil Mining Corporation Ltd.
_

7TTTTTTTTTTTTTTTTTTTTTTTTT““""“““““"‘”"“"

Cen”ma“aNo_
K-4752 7

Date March 9, 1982

35 91'? [P111 that the following are the results of assays made by us upon the herein described GFUW samples

E---
----

70 .121 1208UA 19.6 4 92

122 12090A 123 34.5 .75

123 12101A 20.3

124 12110A 22.5

125 12138A 23.5

126 12140A 6.8

127 12220A 13.1

128 12240A 8.7

129 12260A 6.3

130 12280A 5.9

131 12300A

132 12320A

133 1234UA

134 12350A

135 1237UA

NO TE:

Rqbcsrepwmddveeneeks
Pulps retained three months _

unless otherwise arranged.
gr ed /Lssayer, Province ofBritish Columbia


