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MCRHAR GEOCQEMICAL LABOR’IORY
019704\‘9

l39 BOND AVENUE, DON MlLLS, ONTARIO

Telephone 444—4451 Area Code 4‘6
Samples from: Anvil Mining Corp. Ltd.

Cable —- McPhar, Toronto
Samples Of: wet soil; dried, sieved -80 mesh
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Samples from:

Samples of:
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