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NUMBER OF LONER

ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Ag Si Iver 8 0.7 GMT MULTI—ACID DIGEST Atomic Absorption

2 Pb Lead 8 0.01 PCT Atomic Absorption

3 Zn Zinc 8 0.01 PCT Atomic Absorption

4 SOL FE SOL FE IN 252 HCL 8 0.01 PCT Atomic Absorption

5 FeTot Iron (Total) 8 0.01 PCT Titrametric

SAHPIF TYPFS NUMBER SIYF FRACTIONS NUMBER SAHPLE PREPARATIONS NUMBER

P PREPARED PULP 8 2 -150 8 PULUERIZING

FAX CHARGE 1
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SAflPLE ELEHENT Ag Pb Zn 80L FE FeTot

NUNBER UNITS GHT PCT PCT PCT PCT

P2 16028 36.7 2.40 9.20 1.92 24.95

P2 16056 15.4 0.16 0.30 4.04 29.53

P2 16084 76.8 5.20 7.35 5.80 15.43

P2 16112 23.0 1.55 1.64 1.31 8.78

P2 16140 16.5 0.70 0.78 6.00 25.05

P2 16168 20.9 0.54 0.99 6.80 27.97

P2 16196 13.4 1.44 3.95 8.00 19.34

P2 16224 16.1 0.61 0.37 1.58 27.51
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