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NUMBER OF LONER

ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Ag Silver 9 [1.7 GMT MULTI—ACID DIGEST Atomic Absorption
2 Pb Lead 9 [1.01 PCT Atomic Absorption

3 Zn Zinc 9 [1.01 PCT Atomic Absorption

SOL FE SOL FE IN 251 HCL 9 0.111 PCT Atomic Absorption

5 FeTot Iron (Total) 9 [1.01 PCT Titrametric

SAMPLE TYPES NUMBER SIZE I-RACIIONS NUMBER jAMPLE PREPARATIONS NUMBER

P PREPARED PULP 9 4 AS REC’D 9 AS RECEIVED, NO SP 9

FAX CHARGE 1
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SAHPLE ELEMENT Ag Pb Zn SOL FE FeTot

NUMBER UNITS GHT PCT PCT PCT PCT

P4 16252 20.6 1.44 2.05 8.90 9.77

P4 16280 18.5 0.26 0.10 5.40 37.30

P4 16308 7.2 0.13 0.20 3.60 33.28

P4 16336 69.3 6.80 7.45 7.40 19.94

P4 16364 4.1 0.18 0.60 4.00 5.51

P4 16392 79.5 4.84 8.60 3.52 14.73

P4 16420 101.1 7.02 8.50 3.88 20.63

P4 16448 73.0 5.30 4.40 6.80 12.45

P4 16476 52.1 3.70 2.38 9.10 30.70
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